ANL-77-21 ANL-77-21

CONFERENCE ON
HIGH TEMPERATURE SCIENCES
RELATED TO
OPEN-CYCLE, COAL-FIRED MHD SYSTEMS

at

Argonne National Laboratory
Argonne, lllinois 60439
April 4-6, 1977

PROPERTY O»

ANL-W Technical Librory

RETURN TO REFEREMCE FILE
TECHIGCAL ’L§ siﬂf‘ui.}:vé
BEPARTMENT

A SER
ARGONNE NATIONAL LABORATORY, ARGONNE, ILLINOIS

Prepared for the U. S. ENERGY RESEARCH

AND DEVELOPMENT ADMINISTRATION
under Contract W-31-109-Eng-38




The facilities of Argonne National Laboratory are owned by the United States Govern-
ment. Under the terms of a contract (W-31-109-Eng-38)between the U. S. Energy Research and
Development Administration, Argonne Universities Association and The University of Chicago,
the University employs the staff and operates the Laboratory in accordance with policies and
programs formulated, approved and reviewed by the Association.

MEMBERS OF ARGONNE UNIVERSITIES ASSOCIATION

The University of Arizona Kansas State University The Ohio State University
Carnegie-Mellon University The University of Kansas Ohio University

Case Western Reserve University Loyola University The Pennsylvania State University
The University of Chicago Marquette University Purdue University

University of Cincinnati Michigan State University Saint Louis University

Illinois Institute of Technology The University of Michigan Southern Illinois University
University of Illinois University of Minnesota The University of Texas at Austin
Indiana University University of Missouri Washington University

Iowa State University Northwestern University Wayne State University

The University of lowa University of Notre Dame The University of Wisconsin

NOTICE

This report was prepared as an account of work sponsored
by the United States Government. Neither the United States
nor the United States Energy Research and Development Ad-
ministration, nor any of their employees, nor any of their
contractors, subcontractors, or their employees, makes any
warranty, express or implied, or assumes any legal liabil-
ity or responsibility for the accuracy, completeness or use-
fulness of any information, apparatus, product or process
disclosed, or represents that its use would not infringe
privately-owned rights. Mention of commercial products,
their manufacturers, or their suppliers in this publication
does not imply or connote approval or disapproval of the
product by Argonne National Laboratory or the U. S. Energy
Research and Development Administration.

Printed in the United States of America
Available from
National Technical Information Service
U. S. Department of Commerce
5285 Port Royal Road
Springfield, Virginia 22161
Price: Printed Copy $10.00; Microfiche $3.00



Distribution Category:
Coal Conversion and
Utilization - MHD
UC-90g

ANL-77-21

ARGONNE NATIONAL LABORATORY
9700 South Cass Avenue
Argonne, Illinois 60439

CONFERENCE ON HIGH TEMPERATURE SCIENCES
RELATED TO OPEN-CYCLE, COAL-FIRED MHD SYSTEMS

at
Argonne National Laboratory

Argonne, Illinois 60439
April 4-6, 1977

Sponsored by Argonne National Laboratory and
the Argonne Universities Association






FOREWORD

This conference was organized to identify, encourage, and
promote greater understanding through basic research of the
problems encountered in open-cycle, coal-fired MHD generators.
The development of this system presents many challenging areas
of research in materials sciences, thermodynamics, kinetics,
solid state and ion-molecule chemistry and physics, all focused
on phenomena occurring at high temperatures.

The conference was jointly sponsored by Argonne National
Laboratory and the Argonne Universities Association, with the
endorsement of the National Research Council Committee on High
Temperature Science and Technology, the Offices for Materials
Sciences and Molecular, Mathematical and Geosciences in the
Division of Physical Research and the Division of Magnetohydro-
dynamics of ERDA.

The scope of the conference has been designed to improve
interdisciplinary communication by involving (1) persons in
MHD science and engineering; (2) persons in industry interested
in materials research and development; and (3) persons in
universities and national laboratories engaged in related basic
research. The presentations in the introductory session
describe the nature of the MHD system and identify the near-
term problems. Sessions follow in Gas-Plasma Chemistry;
Electronic, Ionic and Molecular Processes; Materials; Slag/Seed
Properties and Slag/Seed Interactions.

R. J. Thorn, Chairman
ANL-AUA Organizational Committee
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COMBUSTION AND CHARACTERIZATION OF COAL

Adel F. Sarofim
Massachusetts Institute of Technology
Cambridge, Massachusetts

INTRODUCTION

In the early stages of development of MHD as a viable option for energy
conversion, emphasis had been properly placed on the novel and untried aspects
of the MHD process. Combustors initially were therefore little more than
plasma generators constructed for the sole purpose of testing channel perfor-
mance. With the feasibility of MHD power generation demonstrated emphasis has
shifted in the U.S. to the design of practical systems fired with coal.
Research programs on coal-fired MHD systems can be categorized into those in
which the combustor is used to generate an ash-laden plasma to test channels
or component parts such as those at AVCO [1], MIT [2], and UTSI [3], and those
directed at the development of design criteria for combustors to be incorpor~
ated into pilot and prototype MHD plants, most notably at BCURA [4], PERC
[5,6], and the Krzhizhnavosky Power Institute [7]. The historical development
of combustors for MHD is described adequately elsewhere [8,9] and the focus in
this paper will be to touch on some of the fundamentals governing the perfor-
mance of coal-fired combustors for MHD power production and some of the prob-
lems anticipated in the design and operation of large-scale units.

COMBUSTOR CONSTRAINTS

The constraints on a MHD combustor necessitate some delicate trade-offs
in the selection of design and operating variables. The residence time must
be selected to achieve high carbon burnout and uniform product distribution,
without excess heat losses or slag vaporization. A high degree of slag re-
moval must be achieved without excessive seed losses. Good mixing and high
ash rejection must be achieved without excessive pressure drop. The combustor
should be operated fuel rich to permit the NO; to decompose downstream of the
MHD generator prior to the injection of secondary air for the completion of
the combustion. Some operational goals have been selected for the 25 MW, com-
bustor for the Component Development and Integration Facility (CDIF) to be
constructed in Butte, Montana. The maximum performance goals for the combus-
tor are: air preheat temperatures up to 1867 K; fuel/air equivalence ratio
down to 0.9; slag rejection above 90 percent; K2C03 or K250, seed in amounts
up to 2 percent of total flow; stagnation pressure up to 10 atm.; pressure
drop under 10 percent of stagnation; uniformity of flow to within 3 percent;
temporal and spatial distributions of electrical conductivity to within 25
percent of nominal equilibrium value; and heat loss consistent with 5 percent
loss in full scale plant. [10]



COAL CHARACTERISTICS

The coal characteristics of importance to MHD combustors are those
affecting peak temperature (heating value, composition, and moisture content) ,
the electrical conductivity (H/C ratio, and volatile mineral matter), the
residence time required to achieve a high char burnout (volatile yields and
char reactivity) and a characterization of the mineral matter in sufficient
detail to determine the distribution of the mineral matter between vapor,
entrained slag particles, and slag rejected to the wall.

Flame Temperatures

Calculations of equilibrium temperature and composition of coal combus-
tion products have become routine [e.g., 11], but there continues to be a
need for improved thermodynamic inputs particularly for purposes of calculat-
ing plasma conductivity and the condensed phases of ash. As an illustration
of composition and flame temperature consider the Montana Rosebud seam coal
to be used in the CDIF with a gross heating value of 24,900 Kjoules/Kg dry
coal (10,700 Btu/1b), an ultimate analysis (dry) of H=4.17, C=62.95, N=0.92,
0=14.98, S=0.95, and ash=16.03, with a composition of Al703=23.0, Ca0O=14.7,
Fe203=6.8, K90=0.9, Nap0=4.1, P905=0.5, and Si03=50. The calculated tempera-
ture [12] for this coal with 5 percent moisture with 95 percent of stoichio-
metric air requirements, an air preheat of 1867 K, and a 5 percent heat loss
is 2871 K.

Volatile Yield

The rate limiting step in coal combustion is the combustion of the char
remaining after the volatile release has been completed. The volatile matter
given off by coal particles under the high temperatures and the very rapid
heating conditions encountered in MHD combustors greatly exceeds that given
by the standard ASTM proximate analysis test. Volatile yields of 60 to 80
percent are not uncommon for a coal that yields only 40 percent volatiles in
the standard test procedure [13,14,15]. The implications of these enhanced
volatile yields is profound, since an increase in volatile yield from 40 to
80 percent results in a three-fold decrease in the char residue to be burned.
A plausable rationalization [14] for the enhanced yield of volatiles is that
under slow heating conditions hydrogen is evolved early during pyrolysis and
is not available to stabilize the large unstable polynuclear molecules that
are produced when the coal is heated to high temperatures. Under the rapid
heating conditions to high temperatures, the hydrogen does not have time to
escape and is available to hydrogenate and stabilize some of the volatiles
that would otherwise undergo condensation reactions to form char. A two-
competing reaction model has been developed [14] that can adequately describe
the devolatilization kinetics and yields but it is not predictive. Further
effort is needed to establish, with confidence, the yields of pyrolysis pro-
ducts under MHD conditionms.



Char Oxidation Kinetics

Models for the oxidation of burning char particles have been based large-
ly on the pioneering studies at BCURA [16]. The rate of oxidation is assumed
to be controlled by diffusion of oxygen to the surface and by surface reaction
first order with respect to oxygen. The reactivity of the char partlcles, per
unit external surface are, was reported as 8710 exp [-35, 700/RT]grm/(cm ) (sec)
(atm). It is generally recognized that this rate includes the contribution of
internal burning and that the order of the reaction on oxygen is often less
than one. Allowance for these effects has been made for selected coal chars;
for example, Smith and Tyler [17] report an "intrinsic reactivity" per unit
area of reacting surface is 1.34 exp [-32,600/RT] grm/(cm®)(sec) using a
zeroth order reaction for oxygen for a brown coal char. The problem is fur-
ther complicated by the observations for graphite that the reactivity at high
temperatures (1700-2500 K) may actually decrease with increasing temperature
as a consequence of the annealing of active sites on the surface [18,19].
Decreases in the reactivity of coal chars in the same temperature range as can
be observed in the data of Kimber and Gray [20] suggesting that this effect is
of importance to MHD applications and that extrapolation of the kinetics from
lower temperatures using a constant activation energy may introduce appreci-
able error. Another factor of importance in MHD combustors is the high con-
centrations of oxygen and hydroxyl free radicals, the contribution of which
to char oxidation have heretofore been neglected in the modelling of MHD
combustors. Equilibrium mole fractions of O, OH, and 0 at MHD combustor
temperatures (2700) are in the range of 0.002, 0.006, and 0.02, respectively,
under fuel lean conditions and 0.0015, 0.0057, and 0.01 under fuel rich con-
ditions. The concentration of hydroxyl radical is high enough that it cannot
be neglected particularly since its molecular diffusivity is approximately
twice that of oxygen and its reaction rate constant with carbon is higher than
the corresponding value for oxygen. The rate of oxidation of carbom by hy-
droxyl radicals has been found to be high corresponding to a collision effic-
ciency of about 0.08 at 298 K [21] and about 0.1 at 1600 K [22]. From a con-
sideration of the combination of the concentrations, mass transfer coefficient,
and surface reaction it appears that the OH radical is at least as important
as 0 as an oxidant at MHD combustor conditions.

Mineral Matter

Many of the challenges associated with the design of MHD combustors can
be attributed to the problems of treating the mineral content in the coal.
The mineral matter is distributed within the coal matrix as discrete islands,
varying widely from coal to coal in size and composition. It is only with the
relatively recent advances in low-temperature ashing, electron microscopy, and
x~-ray microanalytical techniques that characterization of the mineral matter
has become possible and, therefore, the understanding of the behavior of the
mineral matter in coal is still at a rudimentary stage. Studies at MIT [23]
have followed the chemical and physical transformation of the mineral matter
in two coals. The initial mineral matter consisted mainly of micron-sized
crystals of kaolinite, calcium carbonate, calcium sulfate, and pyrites. A
50p particle of the coals studied contained of the order of 500 mineral parti-
cle inclusions. As the coal burned, the mineral inclusions decomposed, fused,
and were retained on the receding coal particle surface until they aggolmer-
ated to yield the final ash. Most of the agglomeration occurred during the



last stages of burnout. The relevance of the results to the performance of
MHD combustors is that ash particles retain a size and composition determined
by the original mineral matter from which they are derived. As a consequence,
heat transfer to the particles will be greatly augmented over that which would
be predicted from the final agglomerate size, and the vapor pressures that
determine the vaporization rates will correspond to those of the separate
ashed mineral constituents rather than the composite slag. It is also possi-
ble that some of the mineral matter may be separated by the forces acting on
the particles in the strong turbulence fields characteristic of MHD combustors
[24]. 1In the above referenced MIT studies vaporization of SiO, from ash in
excess of that expected from the Si0, vapor pressure was observed. This was
attributed to the reduction of SiOp to SiO, probably by CO, within the locally
reducing atmosphere within a particle. As the temperature was increased above
2000 K, the reduction was found to proceed to SiC. Such reactions have also
been observed in other C-Si0; systems [25,26,27]. It is important that the
extent of the formation of these reactions under temperature-composition-
histories of interest in MHD combustors be identified as the chemical compos-
ition of the mineral matter has a profound influence on the amount, composi-
tion, and size distribution of the mineral matter carried over to the combus-
tor.

COMBUSTOR MODELLING

Combustion Kinetics

The residence times required to burn out coal in MHD combustors have been
calculated for simple plug flow combustors by BCURA [4], MIT [28] and others.
Refinement of these models is needed to take into account (a) devolatiliza-
tion kinetics that can accurately describe volatile yields, (b) surface kinet-
ics that allow for the annealing of active sites and for the role of OH and
any other active oxidants, (c) the augmentation of the transport coefficient
to the surface of a particle by the turbulence field, (d) the change in size
and porosity of particles during combustion, (e) the differential between the
surface and gas temperature, and, most important, (f) the aerodynamics and
microscale mixing using models such as developed by Lewellen [29] to describe
the flow in a two-phase system. The existing models predict residence time
requirements of the order of 50 milliseconds for an MHD combustor. A number
of the above factors, with the exception of (f), are of a nature to reduce the

residence time requirements and it is possible that present combustor designs
are overly conservative.

Heat Transfer

The dominant heat transfer contribution is by radiation. The carbon,
water vapor, and CO contributions to the gas radiations can be predicted with
reasonable accuracy [28]. The ash particles may also contribute significantly
in a single stage combustor depending upon the size of the ash particles [24,
28]; this again underlines the need for a better understanding of the physical
behavior of fly ash. The heat transfer to the walls can be reduced by the



surface coating of the walls with slag. For the high heat flux levels attain-
able in MHD combustors of the order of 1 MW/M2 it is reasonable to have an
equilibrium thickness of ash buildup on the walls to form both a coating of
the water-cooled surfaces and provide a resistance to heat transfer. The
equilibrium layer of the ash layer can be calculated [4] and is sufficient to
reduce the heat flux by as much as a factor of two depending upon the viscos-
ity of the slag. The surface temperature of the slag will be in the vicinity
of 1500 to 2000 K. An additional factor in reducing heat transfer will be

due to the slag emissivity which usually is lower than that of tube metal
surfaces.

Slag-Seed Interaction

An important constraint on combustors is that a high degree of removal of
ash be achieved without any appreciable seed loss. Some uncertainty exists on
the solubility of potassium in slags since ideal solution behavior is not to
be expected. Gohashevic et.al., using potassium solubilities based on ideal
solution theory, concluded that the slag surface temperature should be main-
tained at 2000 K or higher to reduce potassium losses to below one percent.
They advocated addition of acidic components to increase the slag viscosity
to bring its induced flow temperature into this range; such a modification
would also aid in the reduction of heat losses. It must be recognized, how-
ever, that the slag is not an ideal solution and their criterion may be opti-
mistic [see Spencer et.al., 31]. The estimation of seed loss should also
take into account the kinetics of diffusion and absorption of potassium by
the slag and any physical separation of seed in a swirling flow. From the
gradient of potassium concentrations in their slag layers, BCURA [4]
concluded that the physical separation of seed was responsible for the
approximately 20 percent loss in potassium that they observed. Although there
are uncertainties on the magnitude of the seed loss in the slag leaving a
combustor, the problem can be alleviated by either decreasing the slag such as
by two-stage combustion or;in a single-stage combustor, by injecting the seed
downstream of the zone in which most of the slag is removed. If the latter
strategy is adopted, very fine particles or droplets must be used to ensure
vaporization of the seed and a multiplicity of injectors must be used to en-
sure uniformity of distribution.

ENGINEERING PROBLEMS

The above discussion has been concerned with some of the basic kinetic
processes which impose constraints on the design of MHD combustors. In engin-
eering combustors to achieve the goals of high ash rejection, high combustion
efficiencies and short residence times,the most formidable problems encoun-
tered are those (a) of achieving good mixing between fuel and air, with a
reasonable pressure drop; (b) obtaining the swirl required to achieve a high
slag rejection, particularly as the surface volume rate decreases with scale-
up; (c) achieving a uniform coal feed to prevent oscillations (the distributed
heat release of the relatively slow burning coals minimizes the dangers of
acoustic oscillations); and (d) tapping the slag from a high pressure electri-
cally isolated combustor. A number of problems with the slag can be overcome



by use of two-stage combustors as proposed by PERC for the CDIF [10]. Scaling
of the combustors to the large scales planned for central-station power gen-
eration will probably require the use of a multiplicity of burners; otherwise
the small aspect ratio imposed by the approximately fixed residence time would
make mixing over the cross-section of the combustor an impossibly large prob-
lem.

A discussion on combustors would be incomplete without mention of diag-
nostics. Channel performance providesa global measure of plasma character-—
istics and is the ultimate test of combustor performance. Detailed measure-
ments of temperature and electrical conductivity can be obtained using the
sodium D-line reversal and electrical conductivity meter developed by
Gohashevic et.al. [30], but there is clearly a need for a more direct measure
of combustion efficiency and slag characteristics.
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THE MHD GENERATOR

Richard J. Rosa
Montana State University
Bozeman, Montana

ABSTRACT

The function and operating conditions of the various parts of an MHD
generator channel are reviewed as they relate to the des1gn_and materials
requirements of the channel. Operating experience to date is briefly sum-
marized.

The Environment

Let us begin by reviewing the environment in which the walls of an MBD
generator channel operate. Approximate gas properties are, (1) a stagnation
temperature of 2300 to 2900 K, (2) a static pressure of 1 to 5 atmospheres,
and (3) a velocity of 500 to 1000 meters per second. Conditions imposed upon
the walls of the channel are (1) a tangential electric field of 10 to 40
volts per centimeter, (2) an average current density of about 0.3 to 1
ampere per square centimeter, (3) seed and slag (which may interact with the
walls in several ways), and (4) a heat transfer rate on the order of 100
watts per square centimeter.

This last condition is--in principle--optional. One might, for example,
allow the wall surface temperature to rise to the gas stagnation temperature
in which case the heat transfer rate would be zero. However, the prospects
appear slim for finding a material capable of such a temperature while
simultaneously, and satisfactorily, meeting the other imposed conditions.
Consequently, most channel designs are based upon a surface temperature
considerably lower than the gas stagnation temperature, usually lower than
2000 K, and hence a high heat transfer rate must be handled. This has
important implications with regard to the kind of structures, materials,
material thicknesses, and bonding techniques that are acceptable.

One might, of course, consider designs employing an intermediate surface
temperature and intermediate heat transfer rate. However, it is difficult to
find appropriate materials and structures. Such designs tend to have all of
the problems and few of the advantages of the two more extreme options cited.

Classifying the channel walls by function, we have two types, insulator
walls and electrode walls. In the case of the latter, we need to distinguish
two sub-types: the anode and the cathode. The function and structure of each
will be reviewed starting with the insulator wall.

Insulator Wall

The insulator wall has three principal tasks: (1) to insulate against a

tangent electric field, (2) to absorb the heat flux, and (3) to withstand the
effects of slag and seed.



The structure that is typically used to perform these tasks consists of
water cooled metal segments, electrically isolated from one another and sized
so that the voltage between segments induced by the tangential electric field
does not exceed an amount likely to cause arcing (generally between 30 and
100 volts depending upon circumstances). Between the segments is an electric
insulator which may range from a paper to a ceramic depending upon the tem-
perature to be withstood. There may be a layer of refractory, cast, brazed,
flame sprayed, keyed into slots, or in some other way bonded to the metal
surface facing the gas. The layer of refractory must be thin (1 to 5 milli-
meters) in order to pass the heat flux and still remain within prescribed
temperature 1imits. In a coal-fired generator this layer may consist only of
the slag deposited from the gas.

In the foregoing and in what follows, I am speaking primarily with the
wall structures evolved at AVCO in mind, since it is with those that I am
most familiar. However, most channels built and tested both in this country
and abroad employ this same basic structure even though they may differ
greatly in detail.

It should be noted in passing that even if a refractory layer is employ-
ed, segmentation of the underlying metal structure is essential for electri-
cal integrity. In the presence of an ionized gas, even the smallest pore or
crack in a layer of insulation will eventually precipitate a major breakdown
if the voltage across it exceeds the 1imits stated above.

Now let us consider the electrode walls. Because of the Hall effect,
which produces an axial electric field, these walls must perform the same
three tasks enumerated for the insulator walls plus a fourth task--that of
passing current. The anode must absorb electrons and the cathode must emit
electrons; or something must take place in the near vicinity of each that
results in electrons being supplied to the gas on the cathode side of the
channel and removed on the anode side--electrons being by a factor of about
100 the major current carriers in the bulk of the plasma. As a result, the
basic structure of the electrode walls is similar to that of the insulator
walls, i.e. they too consist of water-cooled metal segments. However, in
order to facilitate current transport the top surface structure is usually
different. Indeed the question of how best to design the top few millimeters
of the electrode walls is the most important single question facing MHD
developers.

Now Tet us consider the questions or problems involved in designing a
generator to achieve long duration. Since time is limited, some simplifica-
tion must be made, and to this end I have lumped the problems into three
categories. These are: (1) seed penetration, (2) current concentration, and
(3) plumbing and structure.

Seed Penetration

Relevant properties of the seed compounds, K2C0 s K250 » and KOH, which
will deposit on and penetrate the walls are: (1)7a ﬁigh e]éctrica] conduc-
tivity if molten, (2) a moderate to high affinity for water, and (3) a

high electrical conductivity in water solution.



It must be assumed that seed will eventually penetrate into every 9rgfk
and pore of the wall structure. As a result, there is danger of e]ectr1ca
shorting between adjacent metal segments if any part of their surfacihgs
temperature less than the local dew point for water or greater t anthere is
melting point of whatever compounds are present. Also, of cOUFse> B o amics
the danger of chemical attack on insulators and also the cracking

due to expansion upon absorption of water.

i sign s
The most straightforward cure for most of these proﬁliﬁ: ;:1$0 gs pgrt °
that, in spite of the large temperature gradients throﬁg ceed compaunds or
of the metal segments are above the melting point of the ite successful in
below the dew point of water. This procedure has beentqudS to be a problem
generator tests lasting up to 100 hours or SO- Thereh enenerator is idle
due to absorption of water from the atmosphere Wh?n the g bl L '
Retention of ceramic insulators between segments is also a prot_em- b 2wth'
porosity is desirable in order to avoid seed and water penetra 1on,A g 13
generally leads to cracking due to mechanical and_therma! stress. ew
hours of operation have been successfully accomplished with no insulators at
all--only air gaps. However, in this as in the other matters touched on
above, questions remain concerning possible long-term electrochemcial and

other effects.

Current Concentration

With respect to the second problem area, current concentration on
electrode walls--or on the "insulator" walls if they also by either accident
or design carry current--it is useful to define four "barriers" that the
current must penetrate as it flows to the walls. These are: (1) the gas
boundary layer, (2) the gas-solid interface, (3) the slag and/or other
ceramic layers, and (4) the slag-metal interface. In a large machine none of
these "barriers" are capable of stopping the flow of current. We are thus
not concerned with whether the current penetrates, only with how it pene-

trates.

Pertinent facts are: A. The average current density is modest compared
to that ordinarily found in electrical equipment, but the total current
flowing to an electrode wall is large--large enough to cause serious damage
if it concentrates. B. The Hall effect tends to make current pile up at the
edges of an electrode-the upstream edge of an anode, the downstream edge of
a cathode. C. The electrical conductivity of both the gas and the slag are
strongly temperature dependent. Consequently, if joule dissipation becomes a
dominant term in the thermal balance of either, instability leading to cur-
rent concentration may result. Now let us consider the requirements for
stability in each barrier layer.

Stability Requirements

In the first barrier, the gas boundary layer, the temperature will fa]]
from its free-stream value to the value at the wall. The average conductij-
vity will fall accordingly, and the average joule dissipation will rise
accordingly. It has been shown theoretically by Oliver, Solbes, and others
that instability is to be expected if the gas conductivity at the wall fajljg
below roughly one-tenth the free-stream value, which translates under typjica;
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base-l1oad coal-fired generator conditions, into a wall temperature below
roughly 2000 K. Experiments give evidence that a somewhat lower temperature
is allowable.

At the second barrier, the gas-solid interface, there should be no
problem on the anode wall. The cathode, however, must emit electrons. To
emit them uniformly over a wide area it must emit them thermionically.
Almost nothing is known about what it takes to get this kind of emission
under coal-fired MHD generator conditions. What evidence there is seems to
indicate that a slag surface temperature of roughly 1800 K or higher is
required. It is possible that small amounts of additive to either the slag
or the boundary layer could significantly change the required temperature.
Note that a slag surface temperature of about 1800 K is predicted with 100%
slag carryover; while 1600 to 1700 K is predicted for 10% carryover.

The behavior of the third barrier, the slag layer, is similar to that of
the gas boundary layer. Again there is a steep temperature and resultant
conductivity gradient with instability predicted if the temperature at the
base of the slag layer, i.e. at the slag-metal interface,falls below roughly
1500 K. However a substantially lower temperature may be possible since
experiments at NBS, and MSU show that the conductivity of slag at low tempera-
ture is substantially influenced by variations in composition and in oxygen
partial pressure.

At the fourth and final barrier, the slag (and/or ceramic)-metal inter-
face, the primary requirement for stability is simply that there be good
thermal and electrical contact across the interface. Experiments at Stanford
have exhibited instability with slag on a stainless steel anode but stability
with slag on an iron anode. In the latter case, corrosion at the interface
was evidently responsible for providing good contact as well as enriching the
bottom of the slag layer with iron oxide and thereby increasing its conduc-
tivity and stability.

A capsule, and necessarily incomplete summary of experimental results
from long-duration channel testing, is the following:

1. Attempts to achieve complete current stability have not been
successful. Eventually the electrodes always seem to wind up
operating in an arc mode. While this has occurred for different
reasons in different cases, the dominant reason has been wear at
the slag-metal interface, mainly on the anode side, evidently
due to the flow to the interface of negative oxygen ions, the
principle charge carrier in slag at the interface temperature. To
put this in perspective, the corrosion has not prevented accumu-
lated times on an anode of 100 hours or more, but has been enough
to raise doubts about longer durations, and has been enough to
prevent maintenance of the interface at the temperature needed for
stability.

2. Use of a cold copper-slag interface seems to date to have exhibited
the least wear. If the arc mode is inevitable then evidently one
should use a base metal of the highest possible thermal conducti-
vity in order to most rapidly spread out the heat deposited at the
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arc spot. One is faced with a dilemma: a high enough interface
temperature to insure stability results in oxygen ion corrosion. A
low enough interface temperature to suppress overall oxygen ion
corrosion leads to arcs and the errosion typical of arc spots. At
the moment, the second alternative seems to be the preferable one.

With respect to the problem of current concentration and e]egtrode life,
the present greatest need seems to be a way to eliminate oxygen ion corro-
sion by either eliminating the ion or limiting the corrosion.

Alternatively, if arcing is inevitable then we need to learn how to
ensure that arc spots are small, and move around a lot. If each spot never
carries more than a few amperes and never sits for a long time in one loca-
tion, then there is a good possibility that arc errosion will be smail
enough to tolerate.

Now I would like to leave the question of stability and lifetime and
talk briefly about yet another phenomenon related to the wall surface temper-
ature. This phenomenon influences the total amount of power obtained from a
generator.

Generator Power Output

For the reasons discussed above, the wall surface temperature is less
than that of the gas. Therefore, a plot of the conductivity profile across
the channel exhibits a strong dip at each wall. There may also be variations
in the main stream due to imperfections in burner design or seed mixing. As
a result, the average conductivity from wall to wall is, of course, less than
the ideal free-stream value and results in a reduction in power output.

More importantly, however, such a conductivity pattern sets up strong
eddy currents driven by the Hall effect. Current tends to flow upstream in
regions of high conductivity and downstream in regions of low conductivity.
These eddy currents are an added source of dissipation and can cause a large
reduction in effective or apparent conductivity. Mathematically the situa-
tion is described by writing ohm's law as follows,

<g>
J = <E>
G
which is conventional except for the brackets denoting a wall to wall aver-
age, and the factor, G, which describes the effect of the eddy current, and
is given exactly by,

1 1
G = <0 > <> + (<o> S - 1) 8

2

or approximately by

6z o1+ (L2 g2

ag
Here: Jj is the current density, o is the conductivity, E is the net electro-
motive force, g is the Hall parameter, and Ac is the mean spacial fluctuation
in conductivity. A calculation of G vs wall temperature under reasonably

typical base-load channel conditions yields the following resuits:
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Wall Surface T (°K) 2000 1800 1600 1400 1200

G 1.05 1.1 1.25 1.5 1.9

Observe that at 2000 K the eddy currents have a mere 5% effect, but below
1200 K the effect is to reduce o and power output by a factor of two or more.
Thus there is a strong incentive for having a gas-solid interface temperature
of 1600 K or higher.

Plumbing and Structure

The problems of plumbing and structure are singled out as a major area
primarily because they are too often neglected even though they constitute
the major bulk and cost of a channel. Also everything else is dependent upon
them and failure of one or the other has probably cost more in time and
dollars than the failure of anything else.

The central fact about generator hardware is that it has a lot of
joints. The number of metal segments in a base-load channel may range
anywhere from one thousand for window-frame construction to one million for
peg construction. Each segment must have two electrically insulated water
joints. They must be highly reliable, and ideally should be able to handle

high pressure boiler feedwater, i.e. several thousand psi and 500°C or
greater.

Structurally, the walls need to be thin--they occupy expensive space
within the warm-bore of the magnet--and they need to be stiff. This is made
difficult by the desirability of so many joints. It would be very useful to
have structural sheet material which is electrically insulating, tough,
stiff, does not char, and is good to at least 500°C. Most used now is epoxy
fiberglass, which is not stiff, chars, and is poor above 150°C. There is
room for improvement.

To summarize, again in capsule form. The two greatest needs of the
channel development effort are: (1) more materials research tightly coupled
to the needs and current problems of the generator designer-builder-operator.
(Such "fire fighting" is not popular, but lamentably, that is what is needed);

and (2) More generator testing; more facilities, more channels per facility,
and--of course--more money.
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STATUS OF MHD MATERIALS

S. J. Schneider
Inorganic Materials Division
National Bureau of Standards

Washington, D. C. 20234

amics (MHD) is an emerging technology of
As the development of MHD proceeds from the

study of scientific phenomena to the realities of the engineering device,
attention must be focused sharply on the limiting aspects of the technology.
For MHD, these are many, but materials issues appear to be paramount.

Open cycle magnetohydrodyn
proven scientific feasibility.

MHD service conditions are indeed severe, and these pose seriogs pro-
blems to the MHD designer. The combination of high temperatures, h}gh
velocity gases containing reactive chemical species, and3 for certain compo-
nents, electromagnetic effects, produce a very harsh environment w;thln th?
MHD system. Containment and operating materials not only must resist erosion
through vaporization and corrosion by alkali seed and by the products of
combustion, but also must possess the requisite physical properties necessary
for component operation (e.g., the MHD generator). The design of a device or
component to withstand the rigors of these conditions requires knowledge and
proper utilization of the basic physical and chemical properties of the
candidate materials and process contaminants translated to within the context
of the real engineering situation. Materials must be developed for, and
qualified in, a specific engineering regime appropriate to the needs and
requirements of the component. The solution of MHD materials problems lies
in an integrated program involving the establishment of reference and engi-
neering designs, materials selection to meet design requirements, the testing
and qualification of both the materials and design, and finally, the optimiza-
tion of the device through modification of design and of materials properties.

Unfortunately, there is no existing energy conversion system comparable
to MHD which would serve as a technology base to build upon. There is,
however, a firm materials base in the fundamental and applied sciences, as
well as in the refractories and metallurgical industries, from which mate-
rials guidance can be obtained for MHD applications. This information in
combination with that previously developed or currently being obtained in MHD
programs has provided considerable insight to and solutions for pressing
materials problems. In the United States, for instance, work is focused on
the development of the generator, combustor and air-heater components for
coal fired applications with notable progress being achieved through programs
at ANL, AVCO, UTSI, Westinghouse, PERC and Fluidyne. Moreover, in the Soviet
Union, the U-02 and the U-25 MHD pilot plant facilities have been used
extensively to study overall systems operation and to aid in the development
of specific components and materials for clean fuel systems. In particular,
the U-02 unit has been successfully utilized as a test bed for materials/
designs. Associated materials programs are also underway in the USSR
(Institute of High Temperatures), Japan, and Poland, and in the United States
at the National Bureau of Standards, Westinghouse Research Laboratory,
Battelle Northwest Laboratory, Fluidyne Corporation, the Massachusetts
Institute of Technology, and others.
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Table 1

SUMMARY OF SOME TEST RESULTS ON VARIOUS MHD-MATERIALS

Material Lead-out Test clean or T time maximum Observations
_— —_— L qs surf. N X
Facility slag g {hrs.) current (by investigator)
density
a/cm?
(*n.s. = stated)
Electrodes
- Zroz+11%Ce02 n.s.* Poznan clean n.s n.s. n.s. burned out at 1680 °C
(hot pressed) (4HWth) current to be limited
to 0.8 A/cm2
- 50 Zr02-50Ce02 n.s. " " n.s n.s. n.s. strong erosion
- stabil. Zr0
(Y, Mg, Ca, Sm) Pt U-25 " 1500°C 2-4hrs. 2-3 lifetime several hrs.
ZrOz-CeOZ, Zr02.Nd203
- Zroz-Pi‘Ol BS-H.C.C. Pt Temp. " 1400-1500°C 100-300 2-3 no visible change, some
' (USSR) Pt melting
- - () - », . . . "
- Zr:nézgo) ceramic + u-25 n.s. n.s. 2-4? maintained integrity
egm spring-loaded
contact to Cu
- Plasma sprayed Cr-w-alloy u-25 " 1800 °C 100 0.3 erosion 8 mm {(out of
ZrOZ(CaO) pin structure 20 mm initially)
"promising"
—882r02-12Y203 U-02 strong seed penetration,
822r0; - 18Ce0, Pt [US-USSR at cathodes,
502r0, - 50Ce0, joint test, " V1720 °C 127 0-1.25 CeOy-loss,
75Ce02-25Ce02 Phase I] Some ZrO,(Y)
80Ce02'182r02-2Ta205 destabilization,
6 (out of 40) lead-
outs failed
- 692r0, *12Ce0y-19Ca0 Ag-spring ETL " 1400 anoce 54 X
n,s. appreciable damage
mixed with 30% LaCrO, +Ag-plate (Japan) 1200 cath. 143 g
Zzoz(y) n.s. Westing. slag 1400-1900 10 n.s. little damage; above

1500 °C (no slag layer)
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-3MgAl,04- 1Fe O,
(MAFF-31)

3MgAl 203 «1Fe 304
(lmm thickness)

~hercynite

(FeA1204.Fe304)

LaCrO3+40% Cr

+3% Pd (cermet)

Al- and Al-Fe chromite
2rB

Sic (+Mo)

sic

Stainless steel
and Haynes 25

inconel(rail and
"buttons") +copper

copper (bare)

copper

Pt, Cu

alloy mesh

Pt,Cu

Cu-clamp

n.s.

Pt

Table 1 continued

U-02 (us- clean 1700 100
USSR joint
test-Phase II)
AVCO slag 1400-1500 5
(slag surface)
U-02 clean 1650 100
(Phase II)
U-25 clean 1500-1700 100
Westing. slag 1500-1700 ) 10
ETL clean 900 °C 54
(Japan)
U-02(?) clean ~1500 °C ?
Westing. slag ? 10
Vegas clean 1250 °C 20
(Germany)
AVCO slag Ts(slag) = 95
Mark VI 1425
Ts(metal)=
230
" clean 2007 20
" slag ? 20

0-1.5

~detachment of metal-

ceramic bond

-Fe-oxide vaporiz. (top)
-Fe-oxide exsolution

(bottom)

most MAFF dissolved

some oxidation of
metal mesh

good continuous slag
layer

hercynite melted
little damage

little damage; above
1500 °C no slag layer
strong oxidation
oxidation to K SiO3
erosion 1 mm/hr ]
oxidation, seed,

reaction, erosion,
0.3 mm/hr.

after 90 hrs.-oxide
layer .8mm

anode:large meta) loss
cathode:interelectrode
shorting

little damage, strong
arcing

appreciable damage on
anode
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copper (smooth)

copper (grooved)

Insulators
MgO (dense)

MgO (9B% T.D)

MgO (v90%)
(modular)

MgO-spinel (V90%)
(modular)

MgO(83% T.D)

MgO(75% T.D)

A1203
BN

Preheaters
A1203 {cored brick)

Mg-Al-Fe-chromite

Combustors

Zroz-concrete

Be-Cu + MgO + slag

Stanford

Stanford

ETL

Westing.

U-02 and
U-25

U-02 & U-25

U-02 (Us-
USSR test
Phase I)
Vegas
(Germany)

Poznan

AVCO

AVCO

Fluidyne

u-02

AVCO

Table 1 continued

?

n.s.

n.s.

10
100-300

100-300

127

90

20

1000

300-600

slag Ts(slag)
="1425
T (Cu)=200
s
slag n.s.
clean 1500°C
slag 1600°C
clean 1800°C
clean 1800 °C
clean 1700°C
clean 2000°C
clean 2000°C
slag n.s.
air 800-16007?
air & 1525
seed &
Ziayg
"clean" 2000-2100
slag n.s.

~200

slag does not bond to

slag bonds firmly:
1-2 mm

appreciable damage

little damage

good thermal stabl.
little seed attack

better than MgO for
small heat fluxes

strong seed penetra-
tion, appreciable
cracking

strong seed penetra-
tion, destruction

after shut-down

performed reasonably
partial melting

top of plate broke

satisfactory; some cracks

little seed and slag attack

some damage

satisfactorily


file://'/-200

The purpose of this paper, then is to set forth the current status of
materials development in MHD through discussions on the scope and nature of
the problems, definition of materials selection criteria, candidate mate-
rials, and, finally, descriptions of materials performance under real MHD
conditions or those close to them (see Table 1). Emphasis will be placed on
the materials aspects associated with the MHD generator. It is hoped that
this discussion will aid in establishing a proper perspective in the basic
sciences for the solution of materials problems inherent in MHD.
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MICROSTRUCTURE OF PULVERIZED COAL FLAMES
BY DIRECT, MOLECULAR BEAM MASS SPECTROMETRY

by

Thomas A. Milne
Jacob E. Beachey
Midwest Research Institute
425 volker Boulevard
Kansas City, Missouri 64110

INTRODUCTION

The complex nature of coal, the complicated fluid mechanics of ac-
tual combustors and the high temperatures involved in open cycle, coal-fired
MHD systems present a unique challenge to both the combustion and high tem=-
perature scientist. It is almost essential to simplify such systems to per-
mit interpretation of basic chemical processes. One approach involves (a)
keeping the realism of pulverized coal combustion by burning the coal at one=-
atmosphere pressure or higher in premixed, laminar, aerodynamically simple,
flat flames; and (b) sampling and detecting gaseous species through such
flames by direct, free-jet, modulated, molecular beam mass spectrometry.

STABILIZING COAL DUST FLAMES

During the course of work for ERDA [1] and the U.S. Bureau of Mines
[2] we have demonstrated that both flat and conical, open, premixed flames
of coal dust and air can be stabilized on small burners. With bituminous coals,
unaugmented flames in air have been maintained on burners ranging in diameter
from 1 to 12 cme. With air and dusts in the range of 10 to 20 ym, only composi-
tions richer than stoichiometric have been stabilized. With synthetic "air"
containing 287 0,, flames substantially leaner than stoichiometric are pos-
sible.

The achievement of reasonably uniform flames is very much an empir=-
ical arte. No completely satisfactory dust feeder exists and the behavior of
dust clouds is unpredictable. The keys to achieving such burning, in our ex-
perience appear to be: (a) smooth feeding of the coal dust from a fluidized-
bed feeder, (b) very turbulent mixing of the coal dust and air at the inlet of
a conical transition section, (c) a short transition to laminar flow at the
mouth of the burner, achieved by screen or honeycomb flow straighteners, and
(d) vibration of all components contacting the coal dust. Figure 1 portrays
several laminar flames utilized in our worke. To the eye, the flame exhibits a
striking similarity to gaseous hydrocarbon flames, showing a bright, narrow,
primary reaction zone a few millimeters in width, followed by a char burning
region.
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la. Flat flame on inverted 6.3 cﬁ 1b. Conical flame on inverted 1 cm
burner. pyrex tube burner.

lcs Cluster of 7 conical flames on a 1d. Flat flame on a 3 cm diameter
bundle of 8 mm tubes. burner.

le. Goal-air mixer, burner and honeycomb surrounding screens. 6.3 cm burner
used to obtain profile shown in Figure 2.

Figure 1 - Photographs of Typical Flat and Conical Flames and Mixer
and Burner Used for Mass Spectrometry Probing.
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DIRECT SAMPLING OF COAL DUST FLAMES

Though molecular beam mass spectrometry usually involves neutral
species under Knudsen-cell conditions, extensions to the sampling of higher
pressures [3] and to the sampling of ions [4] are now common. In our work, we
are applying the techniques of direct, free-jet expansion, modulated molecular
beam mass spectrometry to the characterization of the microstructure of coal
dust-air flames. Typical results of profiles for stable reaction products and
pollutant species are shown in Figure 2 [5,6]. The recently designed system
being used to determine reactive species involving alkali metals and sulfur
in near-stoichiometric, bituminous coal-air flames is shown in Figure 3. The
basic operation of such a system has been described elsewhere [3]s The major
phenomena encountered with this system in the sampling of neutrals from one
atmosphere coal flames are: (a) Nucleation. The extreme cooling accompanying
a shock-free nearly isentropic free-jet expansion, can produce extensive homo-
genous nucleation of both high and low temperature species [7]. (b) Background
modulation. With the intense beams produced by free-jet expansion from one at-
mosphere the environment in the ion source region can be sufficiently altered
so that background species are modulated to produce a phase-locked, but often
out-of-phase signal. (c) Knock-on. In the free-jet expansion region, back=-
ground molecules may be swept into the molecular beam, appearing as phase-
locked signals. (d) Metastable noise. With an in-line mass spectrometer con-
figuration, neutral, but electronically excited, species can strike surfaces
in the ion detection region, causing a general phase-locked background signal.
(e) Mass Separation. Free-jet expansion, molecular beam sampling usually leads
to a preferential detection of heavier species, often approaching a dependence
on the first power of the molecular weight [3,8]. (f) Temperature-Dependent
Cracking Patterns., This problem, though always present in high temperature
mass spectrometry, is complicated in free-jet sampling due to the large, but
generally unknown, degree of rotational and vibrational cooling of sampled
species [9]. (g) Particulate Noise. When particulates are present in hot com-
bustion gases, large noise spikes averaging to a phase-locked signal across
the entire spectrum are observed. (h) Orifice Plugging. In coal flames, the
very heavy burden of particulates causes rapid plugging of small sampling ori~
fices.

The significance of these phenomena for general coal-flame studies
can be summarized as follows. Nucleation will probably not be important for
high temperature flames with low concentrations of condensible vapor species
[1]. Background modulation produces an unfortunate interference at mass 40
(Art), making the direct detection of NaOH(g) parent problematical [1]. Knock-
on will depend critically on the state of cleanliness of the first stage of
the sampling system. In our case, interferences at critical masses such as 39
(xhH appear to be at the 20 ppm level or less. Metastable noise and particulate
noise, each currently present at the 10 ppm level [l], can very likely be re-
duced to below 1 ppm by careful beam alignment and alteration of system geom-
etry to prevent the molecular beam from striking surfaces in the vicinity of
the electron multiplier. Mass separation and free-jet cooling of sampled
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molecules are inherent problems and must be dealt with, by calibration where
possible, for each circumstance. Orifice plugging can be delayed with mechan-
ical cleaning devices [5].

APPLICATION TO COAL FLAMES OF INTEREST TO MHD

Our experience to date with the sampling of relatively low tempera-
ture, pulverized coal-air flames leads to optimism about the utility of this
approach in the characterization of high temperature processes in the hot,
combustion plasmas typical of open cycle, coal fired MHD. High temperature
coal flames, using either preheated air or extra O, should be easier to sta-
bilize under lean or rich conditions than air flames. Orifice plugging could
become more severe, and irreversible, if molten ash particles wet the probe
and lead to coherent slag layer buildup. In principal, direct free-jet sam-
pling from combustion systems at pressures greater than one atmosphere is
straightforward. Young et al., [10] have sampled dynamically an internal com=-
bustion engine cylinder at peak pressures of 270 psia. In practice however,

for coal dust flames, the problems enumerated above may well become more severe.

It is recommended that such sampling be demonstrated for one-atmosphere flames
before contemplating the awesome complications of maintaining and sampling
coal dust flames in pressurized systems.
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COMBUSTION DIAGNOSTICS*

R. A. Hill
Sandia Laboratories
Albuquerque, N. M. 87115

One objective of Sandia Laboratories' Cambustion Program is a continuing
review of the applicability of state-of-the-art diagnostics to the charac-
terization of the flow exiting high pressure combustors fired by coal or
coal-derived fuels. Efficient and reliable operation of open-cycle, direct
fired gas turbines or MHD channels will place constraints on the average
values of pressure, gas temperature and velocity, particulate loading density
and particle size distribution at the combustor exit. Constraints also arise
due to requirements that combustion-generated pollutants (CO, NO, qu) be
minimized.

Application of conventional diagnostic techniques, e.g., physical
probes, for thermometry, velocimetry, and gas sample analysis will be
severely limited by the cambustor exhaust environment. Difficulties expected
with conventional probe sampling include perturbation of both the flow and
the local chemistry, probe plugging due to a high particle concentration, a
tendency for the sample to react, and probe survival in a high temperature,
hostile environment [1-37]. Laser diagnostic techniques, on the other hand,
offer the possibility of in situ, non-intrusive, spatially resolved measure-
ments [4]. These techniques (Doppler velocimetry, Mie scattering, Raman
and fluorescence spectroscopy) have been successfully applied to relatively
clean combustion gases; however, interference from background luminescence,
stimulated fluorescence, and scattering fram particles can affect, to
varying degree, the application of laser techniques to "dirty" flow environ-
ments. In the following sections, the merits of several diagnostic systems
for detection of species concentrations, gas temperature, and gas velocity
are discussed. Specific laser techniques include

a. Pulsed Spontaneocus Raman Scattering (PSRS)

b. Coherent Anti-Stokes Raman Scattering (CARS)

c. Stimulated Anti-Stokes Raman Scattering (SARS)

d. Resonance Fluorescence (RF)
for species concentration and temperature,

e. Virtual Fringe Laser Velocimetry (VFLV)
for velocity, turbulence, and particle size.

Before examining these techniques, it is useful to estimate gas species
and particulate concentrations expected at the exit of a coal-fired combus-
tor. For a high-volatile bituminous coal (C;H, 0.073S.OOBMN.O26) with a
dry mineral matter free heating value of 7.9 kcai/g, a preheat temperature
of 1000K, a combustor outlet temperature of 2800K, and 5% ash content based
on mass, a crude estimate of major species concentration gives [4]:

species/mole fraction: N2/O.75 c02/0.15 H2O/O.O6 02/0.03

*This work was supported by the U. S. Energy Research and Development
Administration.
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species/mole fraction (cont'd): ) e ST woresO0 ppm

where it is assumed that 40% of the fuel bound nitrogen is converted to NO.
Ash loading on a weight basis at the combustor exit is 3700 ppm. The amount
of NO and SO, depend on the original sulfur and nitroge? content of the cogl.
These concentrations will also be affected by the addition of a seed material

(K,80), K,CO3) used to obtain acceptable levels of conductivity.
SPECIE CONCENTRATION AND TEMPERATURE

Laser based methods depend on the interaction of photons with rotational
and vibrational energy levels of molecules and/or radicals, or with the elec-
tronic states of any species present at the combustor exit. This interaction
can occur as inelastic photon scattering (vibrational or rotational Raman
scattering), photon absorption and re-emission (resonance and nonresonance
fluorescence) or a combination of these effects when the photon energy is
nearly coincident with a resonant transition. In addition to these linear
processes, nonlinear, multi-photon processes including CARS, SARS, and
stimulated fluorescence are candidates as possible diagnostic probes.

Raman Scattering

A laser beam, incident on a gas sample, will suffer a small amount of
scattering at the laser frequency (Rayleigh scattering) and an even smaller
amount of scattering at frequencies characteristic of the scattering species
(Raman scattering). These frequency shifts in the scattered radiation (Raman
shifts) are a result of rotational energy changes (rotational Raman scat-
tering) or vibrational energy changes (vibrational Raman scattering) in the
scattering species. Raman shifts to the high (low frequency) side of the
exciting line are referred to as anti-Stokes (Stokes) Raman shifts.

The intensity of the individual Raman lines depends directly on the
species concentration and on the distribution of the molecules over the
various rotational/vibrational states. At equilibrium, this distribution is
described by a Boltzmann factor, so that measurements of the Raman inten-
sities over a rotational/vibrational "band" will provide a measure of the
rotational/vibrational temperature as well as a measure of the specie concen-
tration. In general, for a gas mixture, the pure rotational Raman spectra of
the individual species will be superimposed and thus difficult to interpret.
On the other hand, the Q-branch vibrational Raman spectra (AJ = O and
Av = *1, where J and v are the rotational and vibrational quantum numbers,
respectively) of the individual species are usually well separated from each
other and from the Rayleigh line at the exciting frequency.

The advantages of the Raman technique for species concentration ang
temperature measurement include:
(a) The Raman-scattered signal is characteristic of the identity,
temperature, and concentration of the scattering species.
(b) High spatial resolution (1 ym3 sample volumes).
(c) In situ measurement (no physical probes in the flow).
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(d) No excited electronic states are involved that can be quenched,
i.e., collisionally deactivated; thus the Raman signal scales
linearly with specie concentration.

Limitations of the Raman technique include:

(a) The requirement for optical access. Windows must be protected
from hot corrosive species and particle impact.

(b) Spectral interference due to background luminescence, particle
incandescence, stimulated fluorescence, and Mie scattering can
limit signal/noise ratios.

(c) Small Raman cross sections require the use of high-power, pulsed
lasers, and gated or synchronous detection. Signal integration
times of the order of several minutes will be necessary using
intermediate power pulsed lasers.

Various techniques can be applied to minimize some of these limitations. For
example, multipass optics can be employed to increase the laser light flux
within the sample volume [5,6]. The effects of background luminosity can be
minimized using pulsed spontaneous Raman scattering (PSRS) with a cavity
dumped, repetitively pulsed argon ion laser, While the average laser power
is about one-half that of a comparable continuous laser (2 watts), instan-
tapeous Eeak powers of the order of 100 watts can be obtained at rates of

10® sec™. A pair of high frequency counters are sequentially gated to
count Raman signal plus background, followed by background alone. Using a
multipass cell, and a gate duration of 20 nsec/pulse, this technique has
provided a signal-to-background ratio twenty times better than that with a
comparable continuous laser in a highly luminous, atmospheric pressure,
premixed methane/air flame [7]. Laser induced fluorescence fram particulates
in the flow can be minimized recording the anti-Stokes spectra on the high
frequency side of the exciting line. Specie concentrations of 100 ppm should
be measurable to a few percent accuracy in times of the order of 1 minute in
a 5 atm flame gas environment. Temperature can be obtained fram ratios of
anti-Stokes Q-branch intensities to Stokes Q-branch intensities in nitrogen,
or, in the presence of strong laser induced fluorescence, from ratios of
"hot-band" anti-~Stokes intensities in nitrogen.

Nonlinear Raman Techniques

These techniques employ two or more lasers to generate a Raman signal
via the nonlinear susceptibility of molecular gases. While the nonlinear
interaction is weak, its dependence on the laser power provides orders of
magnitude more signal strength than PSRS. Spectral resolution with these
techniques depends only on the laser linewidths; thus high resolution spec-
troscopy can be carried out without loss in signal strength. The signal is
at a higher frequency than either laser which should avoid interference with
laser induced fluorescence. A major disadvantage is the increased complex-
ity, e.g., two synchronized pulsed laser sources are required, one laser
must be tunable, and optical alignment is more critical than PSRS.

CARS (Coherent Anti-Stokes Raman Spectroscopy). This technique uses a
parametric mixing process to produce radiation at the anti-Stokes frequency
w, corresponding to a pump frequency w and probe frequency wg given by
Wy = 2W-wg [8]. The anti-Stokes spectrum can thus be obtained by monitoring
the intensity at Wy while the probe wg is tuned through the Stokes spectrum.
The output signal scales as the cube of the input power resulting in
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increased sensitivity. Unfortunately, minority specie concentrations of
10-100 ppm are difficult to observe due to intrinsic nonresonate background
signals [9].

SARS (Stimulated Anti-Stokes Raman Spectroscopy). Rather than a para-
metric nonlinear mixing process, the SARS-technique involves the measurement
of a loss (or gain) at the anti-Stokes (or Stokes) frequency [10]. For two
laser frequencies at w, and w, SARS represents an induced absorpti?n measure-
ment at frequency w, resulting from a pump frequency at w. An anti-Stokes
probe is more appropriate than a Stokes probe as it should avoid fluorescent
masking of the signal that is expected to occur in particulate laden flows.
Other advantages of SARS include good discrimination against background
luminescence, high spectral resolution with no loss in sensitivity, a
spectral output similar to PSRS and thus easy to interpret, sensitvity com-
parable to CARS, and the signal does not include nonresonant background
signals.

Resonance Fluorescence

Resonance fluorescence involves transitions between allowed electronic
states. The process involves the absorption of energy from the incident
beam resulting in excitation of the species from the ground electronic state
to an excited state, followed by emission as the absorber returns to a lower
state. Because the absorption cross sections are orders of magnitude
(10 -to-lOlO) larger than Raman cross sections, the fluorescence technique
offers an extremely sensitive probe for both atomic and molecular specie
concentration measurement. Problems expected with the application of
fluorescence techniques to the diagnostics of high pressure flame gases
include uncertainties caused by collisional quenching of excited states,
optical access, and spectral interference as mentioned with regard to Raman
measurements. It may be possible to circumvent the quenching problem by
using stimulated fluorescence to induce a transition prior to collisional
deactivation. This two photon technique represents a resonant SARS method,
if the two photons are absorbed simultaneously[11].

VELOCITY AND PARTICLE SIZE

Because the extracted MHD power is proportional to the gas conductivity
and to the square of the gas velocity, these items are of particular diag-
nostic interest. While some MHD channels have employed supersonic flow at
the channel inlet, practical MHD generators are expected to operate in the
high subsonic regime. Among several optical diagnostic techniques that have
been successfully employed for velocity measurements in high velocity,
luminous enviromments, two methods are of particular interest because they
provide a capability of measuring several parameters simultaneously.

High Resolution Interferometry

This technique employs a pressure scanned Fabry-Perot interferometer/
spectrometer system to determine widths and shifts of emission lines [127.
In particular, by choosing an appropriate viewing angle, it is possible to
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record both red- and blue- Doppler shifted line profiles fram one line-of-
sight measurement. Data can be obtained as a function of radius by Able-
inversion of lateral scans of an axisymmetry flow channel, or simply used as
integrated line-of-sight information. The gas velocity can be obtained from
the wavelength separation of the red- and blue- shifted camponents (their
separation is twice the Doppler shift at the particular viewing angle) and
is independent of an absolute wavelength calibration. The intrinsic line
shift, i.e., a pressure shift due to Van der Waals or resonance interactions,
or a Stark-shift due to free electrons, is given by the wavelength difference
between an absolute line position and the midpoint of the red- and blue-
shifted lines. If the pressure shift is independently known (or negligible),
this Stark-shift can be used as a measure of the electron density. Also, if
the pressure broadening of the line is known (or negligible), Doppler-
broadening can be used as a measure of heavy particle, i.e., neutral

species, temperature. This technique has been successfully applied to the
study of a supersonic argon plasmajet, and will be applied to calibrate
potassium spectral line shifts for application to MHD channel diagnostics.

Laser Velocimetry

This technique is undergoing rapid development and is presently being
applied to diverse flow situations including an MHD channel [13]. 1In its
simplest configuration, a laser beam is split into two beams of equal inten-
sity which are focused and intersect in the measurement volume. As a par-
ticle moves through the fringe pattern formed by interference of the two
coherent beams, the Mie scattered radiation is modulated at a frequency
proportional to the particle velocity. In order to measure two velocity
components simultaneously, it is necessary to establish two orthogonal
fringe patterns at different laser wavelengths. Two separate and appropri-
ately filtered detector systems are thus required to record simultaneous
modulated signals from the measurement volume.

A somewhat simpler system employs "virtual" fringes, rather than "real"
fringes in the measurement volume. In this technique, as a particle moves
through a volume illuminated by one laser beam, Mie scattered radiation is
collimated, passed through a coarse transmission grating, and the resulting
diffraction pattern is focused on a pinhole in front of the detector.

Motion of the scattering particle causes the diffraction pattern to be
scanned across the pinhole resulting in a modulated signal whose frequency
is proportional to the particle velocity. Two velocity components can be
measured simultaneously with two detector systems having orthogonal diffrac-
tion gratings. In this system, grating spacings can be chosen such that
particle size information can be obtained froam a broadening of the indivi-
dual diffraction maxima. Such a system (VFLV) has been applied to the
similtaneous measurement of two velocity components in the mixing region of
a reacting HF chemical laser cavity [1k4].

COMBUSTION SIMULATION FACILITY

A key element in our diagnostic development program is the Sandia com-
bustion simulation facility. This facility is designed to permit the
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evaluation of advanced combustion disgmesvzc—~cermmgucs —r civironments that
simulate the conditions expected at the exit of high pressure coal-fired, OF
liquid-fuel-fired combustors. Energy input is achieved with a high-pressure
arc-heater. Particulates, including fly ash and potassium seed materials,
together with CO,, HpO and trace gases can be injected into the resulting
high pressure, high temperature flow to obtain any desired mixture of com-
bustion products. Maximum test conditions include pressures to 7 atm,
temperature to 3000K, sonic velocities, and mass flow rates to 90 g/s. With
the facility, we can simulate the conditions expected at the exit of a

high pressure combustor without the problem of fuel variability, and we can
isolate, or enhance, certain phenomena in order to establish limitations on
each diagnostic technique. In addition to laser diagnostics, optical diag-
nostics including emission and absorption spectroscopy can be carried out in
this facility. For example, Stark shifts of potassium emission lines, cali-
brated in a seeded plasmajet, will be evaluated as a possible electron
density diagnostic. PSRS will be evaluated as a technique for measuring
minority specie concentrations, and as a temperature diagnostic using anti-
Stokes Q-branch lines of No.
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THERMOCHEMICAL MODELING OF COMBUSTION PLASMA MIXTURES
F. E. Spencer, Jr., J. C. Hendrie, Jr., and D. J. Wildman
Pittsburgh Energy Research Center
U. S. Energy Research and Development Administration
Abstract
We report some recent results and outline identified problem areas in
making thermodynamic predictions of the properties and behavior of combustion

plasmas. An outline of this abstract is as follows:

1. Coal as a thermochemical feedstock: stoichiometry and enthalpy of
formation.

2. Equilibrium calculation scheme.
3. Nonideality of coal-ash slag solutionms.

4. Thermodynamic data uncertainties including ions and possible uncer-
tainties in computation of thermodynamic functions.

5. Uncertainties in momentum transfer collision cross-sections.

1. Coal as a Thermochemical Feedstock

Making thermochemical predictions about the behavior of coal when reacted
with other reagents (like air or hydrogen) requires knowledge of the heat of
formation of coal from its elements. This is usually done by ignoring the
mineral matter completely and assuming that C > CO2(g); S - SOo(g); H ~
1/2 H90(1); N + 1/2 Np(g) in the combustion bomb used for a "heating-value"
determination. The coal calorimetrists are aware of two errors in this
approach so they almost never report the direct measurements of heat evolved.
The coal calorimetrist is obliged by ASTM standards and USBM Bulletin 638 to
reduce the observed heat by certain "Washburn corrections" for formation of
acid (H2SO4 or HNO4 for example) and for formation of sulfate (H,SO4 or what-
ever). The intent of the standard corrections is to adjust the heat to that
which would be evolved if only the four reactions have occurred.

Unfortunately two problems may be significant in this method of data
treatment: (1) the coal mineral matter may enter into reactioms in the calo-
rimeter bomb which invalidate the assumptions, and (2) the materials pro-
duced may have widely divergent concentrations in the water produced, as a
rotating bomb calorimeter is not required by the standards. Rossini's col-
lection Experimental Thermochemistry points out that a rotating bomb calorim-
eter can be used to obtain uniformity of dilution for the acids produced in
a calorimetric determination. The determination could then be corrected
exactly using the heat of dilution data for the acids analyzed in the end
products. We are not prepared to advocate such a complex change to the
standard heating value determination.
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To get an estimate on the uncertainty range for the terminal condition of

coal in a calorimeter, we have collected from Wagman, Kubaschewski-Evans-—
Alcock, Waldaum-Robie and JANAF the heats of formation for about 180 different
compounds which meet the criteria of plausibility for end products of the bomb

burn:
(1) Oxygen always at -2 valence when in compound
(2) Chlorine at -1 when in compound
(3) Nitrogen Ny, oxygen 02, chlorine Clg allowed (zero valence)
(4) Alkalies and hydrogen at +1

(5) Calcium, magnesium and iron at +2

(6) Aluminum and boron at +3 (ferric compounds also allowed)

(7) Carbon, silicon and titanium at +4

(8) Phosphorous only at +5, nitrogen allowed +5, HNOj (see below)

(9) Sulfur only at +6 (sulfates)

In addition, various apparent heats of formation for dilution of HNO3(1) and
H2504(1) and their salts are allowed and apparent heats of formation for hy-
drated crystals are allowed. Gaseous H0 not allowed.

These data were used with the numerically-stable linear-programming code
of R. H. Bartels (Contribution I/11 in Wilkinson and Reinsch: Linear Algebra)
to find the minimum and maximum enthalpy of formation for the terminal-
oxidation conditions of several typical coals. Suppose the stoichiometry of
1 kilogram of dry Illinois #6 coal, plus its moisture is (in g-atoms):

.5058 Al 57.0311 C .1275 Ca .0564 C1
.3724 Fe 58.6034 H .0602 K .0549 Mg
.9281 N .0238 Na .0021 P 1.1229 S
.9179 Ssi .0155 Ti

with oxygen present in the coal and a large excess of 07 included in the bomb.

Then, letting oxygen be a ''free variable", the linear-programming code
allows us to estimate minimal and maximal enthalpy solutions after combustion
for the stoichiometry, the (plausible) minimal-enthalpy solution is (in g
moles):

.5058 A1(OH)4 57.03 COy(g) .1240 Cas04(2H90)

Gibbsite Gypsum

.0007 Cas5(PO4) 30H .3724 FeO(OH) .0564 HC1(1) (1000 H,0)

Hydrapatite Goethite

.8679 HNO3(1) (25H,0) 26.96 Hy0(1) 9321 H,80, (40 Hy0)

.0603 KNO3(c) .0549 MgS04(7H,0) .0119 Na,S04(10H0)
Epsomite Mirabilite

.9179 SiOz(c) . 0155 TiOz(C)

Quartz Rutile

for an enthalpy of formation of -33.185 megajoules, for this kilogram of coal.
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The maximal enthalpy solution for the same stoichiometry consists of an
entirely different set of "terminal oxides'" and has an enthalpy of -32.913
megajoules. This (plausible) maximal solution is:

.0843 AlgSip073 .0141 cCly(g) 57.02 COy(g)
Mullite Carbon tetrachloride
.1275 Ca0 .1862 FejSiO0y 28.18 Hp0(1)
Lime Fayalite

1.123 Hp804(1) .0301 K20(c) .0549 Mg0
Con. Sulfuric Periclase
.4641 Ny (g) .0119 Nazo .0011 P505(c)
.5630 Si05(gl) .0155 TiOz(c)

Rutile

This range of uncertainty in the determination of the terminal conditions
of the bomb calorimeter translates directly to an uncertainty of 20 kelvins
in adiabatic reaction temperatures for combustion with stoichiometric air at
298.15 kelvins. Air-gasification temperatures are more uncertain.

This work will be reported later in a PERC Report of Investigations. The
final manuscript will include a discussion of how the "titer correction'" (when
it has been reported by the analytical laboratory) may be used to reduce the
uncertainty.

This work may result in work at PERC to improve characterization of
calorimeter end-conditions.

2. Equilibrium Calculations

Equilibrium calculations form the basis of many other calculations such
as (1) flame-temperature prediction, (2) phase separation such as potassia
absorption by slag, (3) electrical- and other transport-property calculations,
and (4) diffusion-controlled coal-particle-burnout models.

Empirically, it is known that the coal combustion mixtures of MHD inter-
est consist of four phases (at best): gas, slag, condensed seed, and (during
coal-particle burnout) a carbonaceous phase which disappears at equilibrium.

PERC has a robust computational method for multiphase-equilibrium cal-
culations originally published as U. S. Bureau of Mines Report of Investiga-
tions 7786. 1In 1975 this program was extended to include nonideality in the
ternary-liquid system K01/2—A103/2—8102 (paper in VIth International MHD
Conference).

Further extensions under development will be the incorporation of

quaternary-slag nonideality (adding Ca0O, say) and the inclusion of this
equilibrium model as part of a coal particle burnout model.
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The latter is a nonequilibrium process of course, but there is reason t©
believe that it is diffusion controlled. Assuming the particle burnout is
diffusion controlled allows application of the multiphase-equilibrium code
as part of a differential-equation-solving scheme. These results will be
reported later. For now, however, let us mention that the heat of pyrolysis
of coal is not known. We expect that a careful review by one versant with
the physical chemistry of organic compounds may provide us with good estimates

on this (these) number(s).

The quaternary-slag condensation model we are working on needs more hard
data on potassia activities at interior points of the tetrahedron KOj/2-CaO-

AlO3/2—SiOz.

Our recent work on solving the multiphase-equilibrium problem as rapidly
as possible has led us to cast several of the time consuming procedures of
the code into machine language. We would recommend all equilibrium codes be
restructured to take advantage of the speed inherent in machines language
code for those parts of the codes which are matrix and vector manipulations.

Six codes, summarized below, have been so rewritten:

Millisecond run time for benchmark

Code Description ALGOL COMPASS
QILB Calculates Equilibrium Products 413 79
LDFD Loads Corrector Function 324 63
SOLV Solves Linear System (Cholesky) 117 41
LDL Load Jacobian Matrix 2116 353
LDR

DCPS Cholesky Factorization of Jacobian 475 108

Three factors are particularly important in this speed-up: (1) address-
ing of two-dimensional arrays has been optimized in the sense that most over-
head is outside the tight loops; (2) high-speed memory registers have been
used to store intermediate results; (3) zeros are detected and skipped direct-

ly.

The comparisons are for a CDC 3200 computer which is an old main-frame
roughly comparable to the new minicomputer PDP 11/70.

Notice that we now use Cholesky Factorization for linear-system solving.
Proof of the numerical stability will appear elsewhere.

3. Nonideality of Coal Slags

We reported the results for a ternary-slag condensation model based opn a
quartic Margules expansion in the VIth International MHD Conference. Much
additional data would be of use in the liquid range for the ternary systenm
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K01/2-A103/9-5i0,. We do not, for example, have heats of fusion for the three
identified interior compounds KA15i04, KA1SijOg and KA1Sij30g. Other compounds
might be located closer to KA10, as well.

Almost any kinds of thermodynamic data would be of use: potassia activ-
ities, heats of fusion etc. -- just so long as it can be related to standard
elements.

Similar data are required for, say, potassia activities in the quaternary
system K01/2—CaO—A103/2—SiOZ.

We would recommend that the measured data on slag activities be reported
as such. Too many different solution models for silicate liquids exist to
allow us to be satisfied with a particular solution model selected by an ex-
perimenter. If, for example, an experimenter were to report his results as a
polynomial curve for potassia activity, this may not work well in the context
of an activity coefficient model since the entropy contributions will be en-
tirely different in the two approaches. This is not to say that additional
thinking is not needed on the theory of these polymeric solutions--interpre-
tation is to be encouraged.

In our computer implementation of our activity-coefficient (Margules)
models, we have found it convenient to solve the activity-coefficient func-
tions for those unique activity coefficients which correspond to a given gas-—
phase composition. Having done this, the decision as to whether the slag
phase condenses or not follows directly the method of our RI 7786. This re-
quires some thought as to its justifiability. Uniqueness of the three activ-
ity coefficients guarantees that we will have the correct coefficient when
condensation does occur; when it does mnot occur, use uniqueness of Y's and
continuity to see that the coefficients are the correct ones to use in case
additional slag material of the correct composition is added until condensa-
tion does occur. We expect to be writing additional papers on these problems,
including the non-uniqueness which occurs with miscibility gaps.

4. Thermodynamic Data Uncertainties

There are still several gases of potential interest in our systems for
which unequivocal heats of formation are not available. Included among these
are POy, PO;, FeO, FeO,, Fe0p, AlO, AlO2, Al03, and KOH. All these species
are particularly important because of their possible effects upon the free
electron concentration in the gas phase of a potassium-seeded coal-combustion
mixture. We are predominately interested in oxides which can be produced from
the materials of a typical stoichiometry--for example that given in Section 1.
We doubt that any oxide negative ions outside of groups 3 and 5 of a periodic
table will be important to our work: e.g., Ca0” and MgO~™ are not interesting.

We do not believe that any of the following negative ions will appear in
damaging quantities in combustion plasmas:

HCO3 (formate), HCO3 (bicarbonate), thionate (S03), N,0~, NO~, NO3, NO3, HC13,
C0,, CO3, COj, Hy0-OH™, 03, PO”, S™, NH;, PH;, NH™, and PH .
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made calculations from measured data at low tempera~
tures, extrapolating to our combustion temperature range using a vibration~
rotation model. For all the ions listed in this paragraph the high-tempera-~

ture equilibrium constants are soO many orders of magnitude less than one for
are certain they cannot compete

For these ions we have

the reaction: Parent + e~ » Anion that we
for electrons with the free electron - even if electronic vibration contribu-
tions were included. This can be seen from the summary table:
Summary of Estimated Equilibrium Constants
for Negative Gaseous Ions

To Produce Anion Name if logio Kp
Reference States Anion Established (2700K)
C(e) + 2 0,(8) + e > co;+ -1.204
1/2 P,(g) + 1/2 0,(g) + ee—o——» PO +1.731
1/2 5,(g) + e —> S 0.293
3/2 Hz(g) + Oz(g) +e- — H20°OH_ (Monohydrated -2.633

Hydroxide)
€O, (g) + 1/2 0,(g) + e- > Co, -3.718
€0, (g) + e- »> co; -1.207
1/2 H,(g) + Cl,(g) + e - —» Hc1; (Bichloride) +2.260
1/2 Ny(g) + 3/2 0,(g) + e—— > No; (Nitrate) -4,283
N,(g) +1/2 0,(g) + e- —» N,0° ~5.546
1/2 5,(g) + 0,(g) + e- — sog (Thionate) +2.946
coz(g) + 1/2 Hz(g) + 1/2 Oz(g) + e———)-HCOS (Bicarbonate) -1.269
- -

1/2 Nz(g) + 1/2 Oz(g) + ¢ —up NO -3.571
Co,(g) + 1/2 Hy(g) + e -+ HCOO (Formate) -3.481

Complete data are available at PERC for people interested in the details
of the calculations. In some cases data for the parent neutral are not avail-
ab%e, but this does not change the conclusions about the importance of the
anions.

The work of Brewer and Rosenblatt on electronic contributions to thermo-
dynamic functions of monoxides could very profitably be extended to metal di-
oxides. For example, the electronic contributions to the functions for Fe0(g)
are so large at combustion temperatures that we cannot fit the thermodynamic
measurements available without them. A vibration-rotation model will not
work. If this be true for FeO(g), then why not also for FeOy(g) and/or PO, (g)
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and/or S05(g) (how about CO, while we are at it?).

Another area of very fundamental research needed involves molecules such
as K9804(g). Spirodonov at the University of Moscow has communicated that
such a molecule may have the structure of an anion (SOZ) tetrahedron orbited
by K* ions. The vibrational contributions for such a structure are not clear,
but a "two-dimensional hindered rotor" treatment may lead to entirely dif-
ferent results from those which can be obtained assuming a rigid structure.
Consider what happens to the functions for ethane when the "one-dimensional
hindered rotor" contributions are included.

Thermodynamic data such as AHfj;9g, S°29g8, and (lower) temperature heat
capacity data are uncertain for some species occurring in other parts of an
MHD plant, other than the combustion system or MHD duct. Include among these
species potassium sulfide and polysulfides (crystal and liquid).

5. Uncertainties in Momentum Transfer Collision Cross Sections

Once a gas phase composition has been obtained (computed or measured)
electrical transport properties can be computed using electron momentum-
transfer cross section data —- provided that the data are available for the
important gaseous molecules present. Defining importance as molefraction
times cross section, the least well known of the important cross-sections is
that for KOH(g). A crude guess was given by Spencer and Phelps in a compila-
tion published in the proceedings of the 15th U. S. MHD Symposium. Improve-
ments are needed for other species mentioned there.
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THEORETICAL ANALYSIS OF THE EF rov 15 Or ouas wuivwsnSATION
ON PLASMA CONDUCTIVITY IN OPEN CYCLE,
COAL FIRED MHD GENERATORS

by
M. Martinez-Sanchez, C.E. Kolb and J. L. Kerrebrock

Aerodyne Research, Inc.
Bedford, MA 01730

INTRODUCTION

The economic viability of coal fired MHD generators depends on their being
able to maintain conductivity levels of the order of 1-2 mho/m down to backend
temperatures of perhaps 2000°K. Careful attention must therefore be paid to effects
which may adversely affect their conductivity. In this paper we report some
results pertaining to one such effect in coal combustion plasmas. This effect
involves the presence of small particles of slag, originating from the coal ash, and
their potentially important impact on the electron density.

Some earlier work [1, 2] concentrated on the possibility of enhancing conductivity
by adding a low work function aerosol. This approach was abandoned when the rate
of agglomeration proved to be too high. We focus attention instead on the naturally
occurring slag vapor, which may, under certain conditions, originate a very finely
dispersed aerosol by either homogeneous or ion induced nucleation in the MHD
channel.

Slag Vaporization and Condensation

Equilibrium calculations using JANAF thermochemical data indicate complete
vaporization of silica, iron oxide and magnesia, and partial (~10%) vaporization of
alumina, in the adiabatic combustion of a typical eastern coal with preheated air
(1900°K, equivalence ratio 0.98) [3]« What fraction of this equilibrium is actually
reached in an MHD burner is difficult to predict in general, since effects like
turbulent shaking of the parent coal particles, locally non-stoichiometric atmosphere,
etc, are not well enough understood (at these high temperatures in particular).

In order to assess the degree of slag vaporization, and to determine the probable
range of conditions for slag vapor in the MHD channel, we have performed a
simplified evaporation-condensation analysis. Plug flow at M = 0,15 is assumed in
this combustor, and drops of silica, initially 10 ym in diameter and comprising
about 1% of the total mass are allowed to evaporate to SiO with a vapor pressure
corresponding to a reducing atmosphere (POg =~ 1070 atm), The rate of evaporation
(and later, that of condensation) is limited by finite heat and mass diffusivities [3] s
In order to account for the effect of scale, two sizes are considered, one representa-
tive of a large, base load MHD generator, the other of a small experimental one.
The mass flow rates were chosen as 400 and 3 kg/sec and the burner pressures
10 and 6 atm, respectively. The axial dimensions are shown in Figs. 1 and 2.

The flow in the nozzle was taken to isentropic, and the MHD section was
modeled as a constant velocity, supersonic channel, with an entrance Mach no. of 1.5
and magnetic fields of 4 and 3 Tesla, respectively. As shown in Fig. 1 (large
channel), the drops vaporize at a nearly constant temperature, some 2600K below
that of the gas; by the end of the 3m burner, there is about 30% mass loss from each
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particle, corresponding to a silica super-
saturation ratio of only 0.0066, As the
gas expands and cools in the nozzle, the
particles lag behind in temperature, and
keep a slow vaporization rate down to
about mid-channel (even after the bulk
vapor is supersaturated); from there on,
condensation on the drops occurs, but its
magnitude is insignificant due to the
diffusion barrier and the very small bulk
vapor concentration. Thus, heterogene-
ous condensation on the '"dirt'' coming
from the burner is unable to check the
rise of supersaturation, which crosses
unity near the channel entrance, and
reaches values of 3 to 6 at mid-channel,
If nucleation is not considered, the
supersaturation reaches enormous levels
(near 103 by the time, T = 2000°K), and
this makes it almost inescapable that
some kind of nucleation must indeed occur
in the channel. These results are rather
insensitive to the actual amount of slag
vaporization in the burner, due to the
exponential increase of the supersatura-
tion (a 20% reduction of this vaporization
only delays, by some 15 cm, the point
of likely nucleation). However, the
effect of particle size must be noted: for a
r.m.s. radius less than 3 ym, condensa-
tion on the drops would be a significant
factor.

In Fig. 2 (small generator), the main
difference is that, because of the small
channel length compared to the MHD
interaction length, the core temperature
never drops enough to produce vapor
supersaturation. This may explain in
part the lack of evidence for any signifi-
cant effects of condensation on conductivity
in experiments performed to date.

The actual path likely to be taken by the nucleation process is not understood as
yet, but its occurrence seems necessary as soon as the supersaturation ratio, S,
exceeds values like 4 to 8. The strongest possibilities are clustering on gaseous
ions (for which there is ample evidence in atmospheric physics) and classical

Straightforward application of the established nucleation

theory indeed leads to the prediction that a nucleation front should appear at § ~ 2-3
if the liquid surface tension is taken to be 320 dyn/em. However, a number of
uncertainties remain involving the kinetics of the induction period, different
stoichiometry of vapor and liquid, and true surface tension values.
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It should be mentioned, in passing, that an estimate of the agglon?erati.on rate of
10 A size embryos can be made using the Smoluchow.sky equation agd 1gr;or1ng the at
effects of electrical charge. [3 ] This distance is typically of the order o On‘ilmeFer
the concentrations of interest. We conclude, therefore, that an abuqdaat): CK/I;BUOH
of extremely small slag drops (~10 - 40 A) is very likely to develop in the

channel and to persist for a significant length.

Droplet-Plasma Interaction

Following Ref. [4]interactions of a monodisperse droplet cloud with a Plasma
have been modeled. The fundamental elements of the model are as follows:

(a) Calculation of an effective cross section for elec13ron or ion capture by a
conductive drop, taking into account the Coulomb interaction due to net drop charge

and the induced dipole (image forces).

(b) Calculation of the rate of thermoelectronic emission o_f 1';he drops, with
consideration of the drop work function, modified by the drop finite curvature and

its net charge.

(c) Calculation of the rate of contact ionization of seed atoms,_ again considering
curvature and net charge modifications to the Saha-Langmuir equation.

(d) Calculation of the finite rates of ionization and recombination in the gas
phase, using the Hinnov-Hirschberg equation.

In the steady state, the above rates must balance each other and maintain
electrical neutrality, leading to a definite charge distribution on the drops, and to
the corresponding densities of free electrons and ions. The electron, gas and
droplet temperatures are assumed equal. A more detailed description of the model

is presented in Ref. 3.

In Figs. 3 to 6, we present the
results of the model for T = 22000K
and a potassium seed number density
of 1,5 x 1022 m=3, The parameter,
Xp is the fraction of the total mass
which is present as droplets (to put
it in context, the maximum slag
mass fraction is about 10-2), The
parameter ¢ is the flat-surface
electron worﬁoﬁmction of the slag
in the drops, and we have considered
a wide range of values (1.5 eV to
6 eV). The most conspicuous
feature of these results is the rapid
decrease of the electron density
as the slag concentration increases
and, for a given slag concentration,
as the work function increases.

The effects are strongest for the
smallest particles, and they can

also be shown to be more pronounced
as the temperature is lowered.
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There is considerable uncertainty as
to the value of @¢ o appropriate to slags;
the International Critical Tables quote
4.5 eV for SiO2 and higher values seem
appropriate for A1203. The results of
Ref.[5]must be reinterpreted to indicate

o0 o~ 3-5 eV and d¢ew/dT
~ 0.0008 eV /OK for a coal slag with
absorbed seed, in view of the unrealisti-
cally low preexponentials assigned. If
we use 3.5 eV as a tentative value, then,
from the figures, it is clear that for
40 A slag droplet mass concentrations
more than about 104 (number density
about 1.5 x 1016 m=3) the electron density
will be substantially decreased.
Extinction is reached at about three
times that concentration. Stronger
effects would occur initially, as the size
of the nucleating droplets is likely to be
closer to 10 A, If agglomeration sets in,
the effect will be to increase the drop
radius at constant Xy, and is shown in
Fig. 6 for oo = 2 and 4 eV; while mild
effects occur at @, =2 eV, very
substantial agglomeration would be
needed to eliminate the effect of the
particles if ¢g o =4 €V.

CONC LUSIONS
Our primary conclusions are:

(a) For '"'primary'' drops larger
than ~3 um, insufficient condensation
area is available to prevent the buildup
of slag vapor supersaturation in large
coal-fired MHD ducts.

(b) The reduction of the plasma con-
ductivity due to the very small droplets
likely to result from nucleation of this
vapor can be very strong, in particular if
the slag has awork function above ~2.5 eV.

Further work is necessary to clarify several of the questions raised. Key
uncertainties involve detailed nucleation mechanisms and rates, the determination
of work functions and surface tensions of slags, and the experimental verification
of the predicted effects. Work is proceeding along these lines.
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MASS SPECTROMETRIC INVESTIGATIONS OF THE ION CHEMISTRY OF CERTAIN
COAL IMPURITIES

William J. Miller

AeroChem Research Laboratories, Inc.
Princeton, New Jersey

INTRODUCTION

The use of coal as a fuel for MHD power generating devices presents a
number of problems not associated with other fossil fuels. Among the more
serious are those arising as a direct result of the presence of relatively
high concentrations of a wide variety of impurities. These contaminants pro-
duce undesirable slags in the combustor, interact with alkali metal seed
throughout the system and interfere with seed recovery schemes. They may
also alter the charged species chemistry of the channel gases by forming nega-
tive ions that are stable at high temperatures, thus lowering the free elec-
tron concentration and altering channel conductivity. In principle, most of
the effects of any of these impurities could be quite accurately predicted
via calculations based on thermochemical equilibrium, provided the input
thermodynamic data on critical species is available. Much of it is not. This
paper is concerned only with the gas-phase species known or suspected to be
present in coal combustion product streams and focuses on the interactions of
these combustion products with charged species.

Attempts to predict the plasma properties of coal-fired MHD duct gases
thermodynamically have made it all too apparent that there are serious defi-
ciencies in our currently available body of knowledge on electron affinities,
heats of formation and other thermochemical quantities for a large number of
frequently encountered coal impurities [1,2]. Commonly employed thermochemi-
cal data compilations, of which the most notable and widely used is the JANAF
Tables [3] do not contain listings for many species of likely importance and
include several of questionable accuracy. We attempt here to summarize and
provide references to the results of a series of thermodynamic studies of
negative ions and potassium compounds in well-characterized laboratory flames,
the temperatures and chemistry of which are directly relevant to MHD channel
gases, The flames, experimental diagnostic methods and data interpretation
procedures employed are described briefly; the results obtained are presented
in the form of tables of electron affinities and equilibrium constants appli-
cable at temperatures above 1700 K. '

EXPERIMENTAL METHODS

The laboratory test flames employed as the media for most of these inves-
tigations comprise an extensive series of H2/0:/N. flames which has been ex-
haustively studied and applied as a tool for thermochemical and kinetic re-
search for more than 20 years (see e.g., Refs. 4-6) and a set of well-
characterized CO/0./N. flames [7]. They are premixed, Meker-type, laminar
flames supported on annular circular burners to given an inner test flame, to
which the materials of interest are added, surrounded by an outer shroud flame
of the same composition and temperature to prevent complications due to the
entrainment of external gases or the presence of steep temperature and
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concentration gradients at the edges o ———————————T SO members

of both series collectively afford the experimenter an overall temperature

range of about 1500-2600 K at intervals of less than 100 K, and indepe?dent .
variations in [H] and [H.] greater than a factor of 100. The changgs in radi
cal concentrations with flow time in these flames also have b?en qylte acer—
rately determined; thus, the detailed local composition at points %nhagy.iJ§¥3
corresponding to reaction times up to about 5 msec are well estab%ls ed. .dl—
tives are introduced either by direct injection as gases oOr Vap?rlzed llqul s
or from an aspirator in the form of an aerosol of aqueou§ solution. JTonized
species are produced by aspiration of solutions of alkalic metal salts. When
the additives reach the high temperature combustion flame front, Fhey react
quickly with the abundant free radicals to produce, in g?neral, simple combus-
tion products (including ions and electrons) which then interact further at

slower rates in the post-flame column of hot gases.

.

The diagnostic techniques for the determination of individual species
concentrations have all been described in detail elsewhere; they include
atomic absorption spectroscopy for alkali metal atoms, microwave cavity reso-
nance for electrons [5], electrostatic probes for total positive ion concen-
trations [8], and a flame ion mass spectrometer [9] (shown schematically in
Fig. 1) for determinations of relative negative ion concentrations.

The flame ion mass spectrometer shown is one member of a large family of
such instruments which have now become the prime diagnostic tool in studies of
ionic and neutral species in combustion systems. These instruments, whether
applied to studies of neutrals or ions, share the advantages inherent to mass
spectrometry and the problems associated with obtaining representative, chemi-
cally frozen, gas samples. In principle the experimental objectives are the
same: one must withdraw a gas sample from the system and then, somehow, termi-
nate chemical reactions and separate the species of interest from the remain-
der of the sample. The first of these goals is accomplished by expanding the
gas through a nozzle or orifice into a vacuum. The reduction in pressure
accompanying the expansion effectively freezes all but the most rapid chemis-
try by decreasing the molecular collision frequency. In molecular beam work,
the central portion of the expanding gas jet (comprising molecules which have
not undergone collisions with the walls) is then separated from the remainder
of the gas by a "skimmer" which allows the molecules near the axis to flow
into a second chamber containing the mass spectrometer and its ion source. In
the sampling of ions, the function of the skimmer is performed by electrostat-
ic lenses shown schematically in Fig. 1.

The sampling orifice in typical instruments is usually placed at the tip
of a cone. If condensable materials are present in the flame, the cone is
constructed of a material (e.g., quartz or stainless steel) which will not
conduct heat away rapidly thus allowing the tip to become hot and prevent con-
densation. The cone angle represents a compromise between being as large as
possible on the inside to facilitate pumping and as small as possible on the
outside to minimize disturbance to the flow of flame gases. In practice,
overall cone angles of about 90° are typical. The extent to which the flame
chemistry is frozen is the major concern in sampling. An analysis of this
problem by Hayhurst and Telford [10] using a simple gas dynamic model of the
sampling process, indicates the critical available time during which unwanted
chemical reactions (i.e., those which occur under conditions not representa-
tive of the combustion system, e.g. at lower temperature) can occur is of the
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order 1077 sec. 1In the instance of an ion-molecule reaction between an ion at
a concentration of 10'° cm™> and a neutral free radical at 10*® cm™® (both of
which are typical of flames at 1 atm), significant alteration of the ion con-
centration during sampling will occur only if the rate constant for the reac-
tion is larger than about 107° cm molec™' sec™'. This large a value is not
commonly encountered even among ion-molecule reactions.

Once ions have been sampled and focused into a mass spectrometer, the
nature of the apparatus is unimportant except that its throughput efficiency
will determine the signal strength at the ion detector. Quadrupole mass fil-
ters are the most commonly employed because of their high transmission effi-
ciency and readily controllable resolution (one is always obtained at the ex-
pense of the other). Both positive and negative ions are routinely studied in
these mass spectrometers and, by matching the initial orifice size to the com-
bustion system pressure, flames at a few Torr to 1 atm pressure can be
sampled.

DATA INTERPRETATION PROCEDURES

After determining the various charged species and metal atom concentra-
tions in a number of flames at varying concentrations as functions of flow
times, the results are combined with the known local concentration values of
normal flame species such as H, O, OH, H., 0., and H.0 to derive equilibrium
constants for reactions of probable importance. Guidance in the selection of
these reactions is obtained from known thermodynamic data or from deductions
based on the behavior of the observed species as functions of [H], [H.], etc.
The equilibrium constants so computed may then be plotted versus flow time in
a specific flame to ascertain at which point a constant value is reached, i.e.,
to assure that the formation of the species being observed is not kinetically
limited within the available flow time.

The fundamental thermochemical properties sought in these experiments are
high temperature equilibrium constants from which the standard state free
energies and enthalpies of formation for the negative ions and potassium-con-
taining compounds are extracted. These fundamental parameters are deduced
from the data in two ways: First, the equilibrium constants (Ki) for a given
process are computed from the instrumental results and bulk gas composition
data, as indicated above, in a number of different flames spanning as wide a
range of temperature as practicable. These values of K;{ are then plotted vs.
T™' and the slope of the best resultant straight line used to compute a value
of AH (reaction) within that range of T. The AHg for the reaction under con-
sideration is then derived by estimating, via statistical mechanics, the
change in heat capacity associated with the process. This procedure comprises
the so-called "second law'" method [6].

The alternative '"third law" calculation of AHg involves selecting the
single best measured K, and extracting the basic heat change by computing the
ratios of the electronic, translational, vibrational and rotational partition
functions as indicated by the mass action expression. The "best" experimental
Ki value to use in this exercise is the one in which the experimenter has
greater confidence, whether due to a lack of scatter exhibited by the data or
perhaps by the constancy and precision of the Kj values over a wider range of
reaction (flow) time.
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After obtaining second- and third——— i good agree-
ment) for the enthalpy and free energy changes of the reaction, the desir?d
individual species parameters can be calculated from the known the¥mochem1cal
values of the other participants in the reaction. Obviously, o?e is dependent,
in this final step, upon the availability of appropriate data; in the case of
electron affinity calculations, i.e., for reactions of the type

e + A > A” (1)

the thermodynamic information on the neutral species, A, is unfortunately og-
ten unknown or of questionable accuracy. It should be noted, though, even in
this case, that at least the high temperature equilibrium constants for nega-
tive ion formation in terms of common bulk gas species (e.g. H, OH, H:, e?c.)
are still available for assessing the importance of particular reactions in
other combustion situations.

RESULTS

The text and tables which follow summarize our current status of under-
standing with respect to the identities of potentially important neutral spe-
cies and negative ions produced by the combustion of a number of coal jimpuri-
ties. The electron affinities of some of the more electrophilic ions are
given in Table I. Equilibrium constants for their formation and for a few K-
compound producing reactions are given in Table II. It will be noted immedi-
ately that a number of the electron affinity values are very high. Thus the
potential for extensive electron scavenging exists for many contaminants. We
hasten to add however, that a high electron affinity in itself is insufficient
to present a problem; in general, the ion chemistry of MHD channel gases will
be not far from equilibrium and the concentrations of the neutral precursors
to negative ions may be very small. To obtain an approximation of the pro-
spective importance of a negative ion one should first examine the equilibri-
um constants controlling the overall species distributjons for the contaminant
in question and then superimpose the ion-neutral equilibrium constants of
Table II.

In addition to the data of Tables I and II, partial information of an
inconclusive nature is available on vanadium and aluminum combustion products.
Mass spectrometric studies [11] of flames containing V reveal the presence of
HVOs~ and H,VO,” presumably related through the reactions

e + H2V03 > HV03_ + H (2)
and HVOs~ + H.0 - H,V0,  + H (3)

The apparent equilibrium constant for attachment is given by K = 1.5 x 10°

exp (-14700/T) but the second- and third-law analyses reduce to widely diver-
gent results for ionic thermochemical parameters. Additional work on this
system is planned for the near future and it will include a re-examination of
vanadium neutral species chemistry. A more extensive investigation of the
flame chemistry of aluminum is also in order. The information currently avail-
able [3,12,13] leaves doubt even as to the identity of the predominant gas-
eous compounds above liquid Al1:0,. Painstaking efforts to observe negative
ions in Al-containing flames have proven fruitless [2] despite the fact that
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Table I, Electron Affinities
0 h \MUL\!?PNUER Electron Affinity

ausoruroe—_| Ion (kJ mole™") Ref.
MASS FILTER S~ c1- 365 3
S0,~ 106 17
PO.~ 338 +50 2
BO,~ 393 +20 14
% a BO~™ =240 5
OFFUSION PUMP £ //_ EN ROCUSING  LENSES HMOM(‘)" 410 15
MoO; 249 +50 15
HWO,,~ 400 ' 12
W05~ 351 +50 12
Cr0s~ 230 150 16
HCr0s™~ 390 +50 16
Re0,;~ 275 +50 17

Figure 1. Flame-Ion Mass Spectrometer

Table IT. Equilibrium Constants and Enthalpy Changes for Formation of Negative
Ions and Compounds
AHg

______Reaction Equilibrium Constant (kJ mole™?') Ref.
HCl1 + e~ &= Cl17 + H 180 exp(-7600/T) +74 3
HBO, + e~ = BO,” + H 1500 exp (-10000/T) +94 20 14
H,MoO, + e~ = HMoO,” + H 24 exp(500/T) +50 40 15
H W0, + e~ =& HWO,” + H 25 exp(1300/T) +40  +40 12
HCro, + e~ Cr0;~ + H 2500 exp(-13400/T) +125 16
HMoO.” + H = MoO3;~ + H,0 0.85 exp (10400/T) -60  +40 15
iWO.” + H = WO, + H,;0 0.87 exp(5700/T) ~22 40 12
Cr0s~ + H, HCr0;~ + H 1.7 exp(-9900/T) +78 16
C1™ + PO, PO,~ + C1 [6.5x10° exp(-3200/T)] [+27] 2
K+ HCl = KCl1 +H 10.3 exp(-2100/T) +6 3
K + HBO, KBO, + H 37 exp(-2500/T) +8 120 14
K + H;MoO, = KHMoO, + H 3.6 exp(3500/T) =47  +40 15
K + H,WO, = KHWO, + H 4.0 exp(2900/T) =40  +47 12
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Al0,” is supposedly a very stable 10Mm o, wu . STCSCEREEES
in adequate quantities.
glected as potential negative ion

be present

It presently appears that Al compounds can be ne-
sources but that the neutral species

thermochemistry is badly in need of better definition.
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THERMODYNAMIC PROPERTIES OF GAS PHASE MOLECULAR IONS

R.L.C. Wu, C. Lifshitz+ and T. 0. Tierman
Department of Chemistry, Wright State University
Dayton, Ohio 45431

INTRODUCTION

Thermochemical properties of gas phase molecular negative ions have
been determined from translational energy thresholds for endoergic
reactions in which these ions are involved. Excitation functions for these
reactions were obtained using a tandem mass spectrometer. Three types of
reactions have been studied — charge transfer, particle transfer and
collision-induced dissociation. Previously reported experiments con-
ducted in our laboratory [1-8] have shown that reliable values of
molecular electron affinities, bond dissociation energies and ionic heats
of formation may be obtained from such measurements. New data relating to
CO0,” and 03_ will be presented in the present paper, and results obtained
for several other ions of interest will be reviewed.

EXPERIMENTAL

An in-line tandem mass spectrometer previously described [1-8] was
utilized in this study. The projectile ion is formed in the electron-
impact ion source of the first stage mass spectrometer which produces a
mass and energy analyzed beam which is impacted upon the target gas in the
collision chamber. The energy spread of the projectile ion beam entering
the collision cell is about +0.3 eV (LAB) over the ion energy range, 0.3
to about 180 eV (LAB). Pulse counting techniques are used to measure the
product ion current.

Projectile ions are produced by dissociative electron attachment
using appropriate source molecules or by ion molecule reactions occurring
in the primary ion source. For example, Br~ is produced by the direct
electron impact process, e-+CH3Br-—>CH3-+Br: while 03' is produced in a

mixture of N20 and 03 by the sequence of reactions, e-+N20-—>0‘-+N2, and

0 +0,-—>0+4+0, . Ozone was produced in these studies by a Tesla coil
discharge through 0,, the excess Oj being removed at -196°C [9]. Grease
free, mercury free vacuum lines were employed and the fresh 03 was directly
introduced either into the ion source or into the collision chamber, as
required.

Data Treatment and Corrections for Ion Energy
Distribution and Doppler Motion

The product ion intensity I (E, ) is converted to an observed apparent
cross section [7] s 10
obs .

app Eio) = CII (B, )/P 1T (E; ) (1

+0On sabbatical leave from The Hebrew University of Jerusalem, 1976-77.
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where Ip(Eio) is the primary ion intensity, Eio is the nominal reactant ion
energy in the laboratory frame, P, is the target gas pressufe, and C is a
conversion factor based on the intensity for the reaction O /Noz,fox-which
the cross section is known.

Corrections for the ion energy distribution and Doppler motion of the
neutral were applied as previously described [2,8]. A computer fitted

excitation function based on these corrections, calculated using an

assumed threshold function was compared in each case with the experimental
data. The threshold behavior of the total cross section o for collision-
induced dissociation reactions is known from theoretical considerations [10].
The threshold functions for charge transfer and particle transfer have not
been predicted theoretically. A model assuming a linear-plus-step function
gave the best fit to most of the charge transfer data described here.

RESULTS AND DISCUSSION

Charge Transfer

Excitation functions were obtained for the charge transfer reactions
of the projectile ions 0", OH , S, SH™, F, C1~, Br~, I, NH , CoH™, NOj~
and CO43~ with 03. The experimental data points, as well as the computer
fitted curve for the excitation function of the Br~/03 reaction are shown

in Fig. 1.

1of
4
Z osr
E — COMPUTER FIT
= O EXPERIMENT
E ol
£ os
x
<
Fs 04
(8]
Y]
w
m had -
§ o2t Br+04— Br+0;
[&]
Oo
Q- £L- 1 1
° 2 r 6 8

LABORATORY ENERGY, eV

Figure 1. Cross Section for the Reaction Br_-+03 > 03—-+Br as a
Function of Translational Energy. Points are experimental

data. Solid line is the calculated "best-fit" excitation
function.
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The translational energy threshold of the linear-plus-step function threshold
law employed for the computer fit (2.8 eV in the laboratory system),
corresponds to an electron affinity of EA(O3) = 2.3 eV. Other projectile
ions gave similar results leading to an average value for the electron
affinity of ozone of 2.28 +0.1 eV.

Particle Transfer

Considerable caution must be exercised when employing translational
energy thresholds for particle transfer reactions in order to calculate
their endoergicities. Many exoergic and thermoneutral reactions involving
negative ions were observed to demonstrate translational energy thresholds
due to the presence of energy barriers in their respective potential
surfaces. Notable examples are the reactionmns, 0'(H2,H)OH', NHZ'(HZ,NHB)H_
and D—(HZ,HD)H_. The great advantage of beam experiments such as those
reported here is the ability to determine excitation functions for both
the forward and reverse steps of a particular particle transfer reaction.
The non-existence of a translational energy threshold in the exoergic
direction ensures that the translational energy threshold in the endoergic
direction is equal to the endoergicity. This principle has been applied
in studying the ozone system for which the following particle transfer

t. 3 Y : - bl - —
reaS ions werf 1nveit1gated 903 (02,C02)03 R O2 (02,0)03 s
0 .
NO2 ( 2,N0)03 , NO3 (02,N02)03 t
corresponding computer fitted curve for the CO /02 reaction are shown in

Fig. 2. The translational energy threshold yieélds a bond dissociation
energy of D(02-O_) = 1.6 +0.1.

The experimental data points and the

& 'oF °
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Figure 2. Cross Section for the Reaction C03—-+02 —> 03" + COy as a
Function of Translational Energy. Points are experimental data,
solid line is the calculated '"best-fit'" excitation function.
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Table I

BOND DISSOCIATION ENERGIES, HEATS OF FORMATION AND MOLECULAR ELECTRON AFFINITIES DERIVED FROM
TRANSLATIONAL ENERGY THRESHOLDS FOR ENDOERGIC NEGATIVE ION REACTIONS

Ion (XO D)
o

NO

0 - X0 Bond
m-1

Dissociation Energy (eV)

Heat of Formation

xom— (eV)

Electron Affinity of

X0
m

5.0 40.1 (CID)"
4.1 +0.1 (CID)
4.0 0.1 (CID)
0.43 +0.1 (CID)
2.0 +0.1 (CID)
1.8 +0.1 (PT)

1.0 40.1 (CID)
D(OH™ - H,0)

0.91 +0.1 (CID)
~0.44 +0.1 (CID)
~2.0 +0.1 (CID)

0.62 +0.1 (CID)
~4.98 +0.1 (CID)

-0.80+0.1(CT)
~0.74%0.1(PT)

0.02 40.1 (CID); 0.015 #0.1 (CT)
0.44 +0.1 (CID); 0.45 #0.1 (CT)
2.4 +0.1 (CID); 2.28 +0.1 (CT)
0.22 +0.1 (CID)

3.1 0.2 (CID)

2.22 0.1 (PT); 2.28 +0.1 (CT)

*
CID - collision-induced dissociation; CT - charge transfer; PT - particle transfer



Collision—-Induced Dissociation

Collisional dissociation thresholds have been measured to obtain the
bond dissociation energies and heats of formation of molecular negative
ions of 0,~, NO~, NO.—, N.O~, CO,~ ~ and NO, . Rare gas atoms, diatomic

2 .
and triatomic molecuies served as col ision reaction partners in these
experiments. The corrected threshold data for CO3 yield a dissociation
energy, D(CO -07) = 2.0 +0.1.

Data obtained for various negative ion species using the techniques
described are summarized in Table I. These results will be compared with
similar data obtained in other ion-beam, flowing afterglow, flow-drift,
photodestruction and collisional ionization studies [11-16].
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THERMOCHEMICAL EFFECTS—/—— ON OF
EILEGTRICAL CONDUCTIVITY IN COAL-FIRED MHD PLASMAS

C-L. Lu, N, L, Helgeson, M. Farber, and J. C. Cutting
STD Research Corporation
Arcadia, CA 91006

INTRODUCTION

Realistic modeling and design of MHD power ge.nerators is .
dependent upon an accurate determination of the elt.actrlcal conductivity .of
the flowing plasma. As is known, the power density of t%le generator is
directly proportional to the conductivity, and the flow variables,
temperature, pressure and velocity, are indirectly affected through
Lorentz forces and Joule dissipation, Since accurate experimental
techniques to measure electrical conductivity in high-temperature seeded,
slag laden, combustion gases have yet to be developed, it is important
that careful thermochemical calculations be made in order to minimize
experimental problems related to poor estimates of conductivity.

The electrical conductivity, o, of a high temperature plasma has
been discussed in detail by Demetriades [1]. The scalar conductivity ¢
of a weakly ionized plasma is, to a first approximation, directly pro-
portional to the electron number density n, in the plasma

n e®
e

m v
et

g =~

where m, and e are the electron mass and charge, respectively, and v
is the total effective collision frequency which is a function of gas com-
position and electron-heavy particle collision cross sections. Although
kinetic and nonequilibrium effects are important in some regions of the
MHD generator duct, equilibrium calculations of electron number density
are required as a first step in the MHD calculations, Therefore, it is
important that one be able to calculate the equilibrium electron concen-
tration of the high temperature plasma with a reasonable degree of
accuracy. In this paper we will restrict ourselves to the discussion of
equilibrium calculations.

In an open-cycle, coal-fired MHD system the combustion products
are a very complex mixture consisting of hundreds of chemical species.
These include gas molecules, radicals, ions and condensed slag constituents.
Thermochemical data for these individual species are needed to calculate
the equilibrium compositions, including the electron concentration, of the
mixture, As the electron concentration in the plasma under typical
channel conditions is only of the order of 107> mole fraction or smaller
ions with comparable concentrations can have a great influence on the ’
electron concentration, In comparison, the total effective collision
freguency is relatively insensitive to these minor species. Only a few
major components make significant contributions to the effective collision
frequency ]. Among them are N,,H,0,CO; ,CO,0;,0H and SO;, for which
accurate thermochemical data are available, and the seed material, There-
fore, thermochemical data affect the conductivity primarily through their
influence on the equilibrium electron concentrations.
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Coal distinguishes itself from natural gas and fuel oils in that it
contains substantial quantities of mineral matter which forms a residue
(ash or slag) when it is burned. The presence of ash reduces the flame
temperature and simultaneously causes a reduction in the electrical con-
ductivity of the combustion products. In addition, gaseous species
formed at high temperature from ash components containing aluminum
and potassium, for example, tend to form ionic species which affect the
conductivity., Thus Af;O;(s) adversely affects the electrical conductivity
both by reducing the combustion temperature and by forming negative ions
such as ALO,,

The STD Research Corporation thermochemical data bank contains
data for several hundred species that may be formed during the combustion
of coal, It is not possible to treat all chemical species which might
form under MHD channel conditions with equal facility, however, as
adequate thermochemical characterization for them is not available.
Therefore, STD Research has placed considerable emphasis on deter-
mining which of the potential species are most important in electrical
conductivity calculations. This effort has also included evaluating and
selecting the most reliable of available thermochemical data, and deter-
mining the effect that the uncertainty in thermochemical data has on the
electrical conductivity.

Several examples are discussed below which illustrate these
activities and which indicate areas where further development work is
desirable, These include (1) a species formed between the seed and
flame constituents, KOH, for which improved experimental data would
significantly reduce the uncertainty of calculated plasma conductivities;
(2) an ionic species from a slag component, ALO;, to show the effect of
a slag derived species on conductivity; (3) an example which shows how
the uncertainty in the elctron affinity of a major combustion product, CO:,
affects the plasma conductivity; (4) the results of an evaluation of pub-
lished data of a species, AL(OH),, for possible incorporation into the
STD Research code, and (5) the results of the estimation of thermo-
chemical data for a species, KA£O,, for which data are not available,to
determine whether experimental data should be obtained.

For the purpose of our calculations we use a Montana Rosebud
coal with an ultimate analysis as given in [3]. The coal, containing
10.39% ash, is assumed to be dried to 2% moisture and burned with 95%
stoichiometric air, The combustion products are seeded with 1% by
weight of potassium in the form of K,CO;., These conditions are rep-
resentative of those envisioned for a typical MHD system design.

EXAMPLES
KOH

KOH is one of several major potassium-containing species formed
during the high temperature combustion of coal in an MHD system. There-
fore it has been chosen to determine what effect uncertainties in its
thermochemical data would have on the electrical conductivity,

The 1970 JANAF Tables [4] give a value of -55.6 + 3 Kcal/mol
for the heat of formation for KOH at 298.15 K., Using this mean value

55



and the associated uncertainty limits, STD Research calculated the electron

concentrations and conductivity. The results for a Cf'mstanfc;1 p?es.iur;rz
4 h in Fig. 1, where the uncertainties in conductivity
S rossed as ot - ' rom the conductivity at the median

expressed as percent deviations f I ffer b
2500 K, the calculated conductivies difier by
value of AHg, At 4 atm and f The importance of

almost 50% for the two extreme values of AHjg.
obtaining more accurate thermochemical data for KOH can scarcely be

X 1 for AHg is
over-emphasized. An accuracy to about + 0.5 .kgal/mo f )
desirabls if one wishes to calculate the conductivity of the plasma "f’lth a
reasonable degree of confidence. We feel that it is feasible to achieve

this degree of accuracy experimentally.
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Fig. 1. Effects of AH, values of KOH on electrical conductivity.
P = 4 atm

ALO,

In the high temperature combustion zone, the slag or ash compounds
produce various gaseous species which may be strong electron absorbers.
One of these is A£O;, The high electron affinity of ALO; tends to reduce
the electron concentration and conductivity of the combustion gases,making
aluminum compounds a very undesirable ash component from the stand-
point of MHD applications, Unfortunately, the ash of most coals contains
a considerable amount of alumina. And the uncertainties in thermo-
chemical data for AfO; will be directly reflected in the uncertainty in
the calculated conductivity. Spencer and co-workers [5] have examined
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this effect using various values of AHf for ALO; and found wide differences
in computed electron densities,

The December 1968 JANAF Tables list a value of -145 + 15 kcal/
mol for AHy for AfO; based on bond energy estimates. Computer cal-
culations using the above values resulted in conductivities ranging from
1.14 to 3.72 mhos/m, the median value being 3.06 mhos/m. A recent
Supplement (December 1975) of the JANAF Tables presented a value of
-140.9 + 7 kcal/mol for AHf based on experimental results of Srivastava
and co-workers [6]. This value, along with new values for the entropy
and heat capacity, resulted in a higher conductivity of 3,46 mhos/m (an
increase of 13%) at the same temperature and pressure., The uncertainty
in conductivity was also substantially reduced, the lower and upper limits
being 2.83 and 3.66 mhos/m, respectively. In this case, although it is
clear that more precise experimental results are desirable, especially
for the heat capacity and entropy, it is not clear how this can be achieved,

Because the proportion and composition of ash in a coal vary con-
siderably from one type of coal to another, the effects of other poten-
tially important slag-derived negative ions, such as boron, chlorine,
fluorine, phosphorus and iron compounds, should also be investigated.

CO;

Although the thermodynamic properties for major carbon, hydrogen,
oxygen and nitrogen combustion species are well characterized, some of
their ionic constituents are not, In fact, the electron affinity of many of
these species are not known to within 1 ev (23 kcal/mol). Therefore, an
example of the uncertainty in the electron affinity of CO;, a major com-
ponent of the combustion products, has been chosen to show its effect on
the conductivity,

The current JANAF Tables list a value of -105 + 27 kcal/mol for
the heat of formation of CO;, corresponding to an electron affinity of
11.5 kcal/mol for CO,. The uncertainty, + 27 kcal/mol, is so large
that CO5 can be either an extremely important species causing a drastic
reduction in conductivity at one extreme of the data (-132.5 kcal/mol),or
an insignificant species whose concentration in the plasma is so small as
to have negligible effects on conductivity at the other extreme (-78.5 kcal/
mol). The calculated conductivity ranged from 1.8 to 8.6 mhos/m at 4
atm and 2700 K within the uncertainty limits of the JANAF data. At the
median value of -105.5 kcal/mol CO; was found to still have a signifi-
cant effect on the electrical conductivity,

During the past few years the results of additional experiments and
further theoretical calculations for the electron affinity of CO; have come
to our attention [7], [8], [9]. This has led to a significant
reduction in the uncertainty in AHg of CO; (-80.2 + 5 kcal/mol). Using
this new value our calculations indicated that the concentration of CO;
was less than one half of a percent of the electron concentration in the
plasma and had little effect on the conductivity. In light of this, it is
also our conclusion that CO;” and CO4, which are present at concentra-
tions even smaller than CO,;, will have no effects whatsoever on the MHD
conductivity calculations,
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Af(OH),;

There has been some disagreement yet to be resolved as to wh.ether
Af(OH), is a major aluminum-containing species in the coal combustion
products. Jensen and Jones [10] using their flame photometric data
deduced a value of -165 + 10 kcal/mol for the heat of formation for
Af(OH),. Computer calculations using this value showed Af(OH); to be
the dominant gaseous species containing aluminum. Howe'\{er, the
reliability of this value is in doubt, As pointed out by Srivastava et al.,
[6], no AL(OH), was actually identified in Jensen and Jones flame photo-
metric experiments and the reaction chemistry employed to deduce the
AHg values was over-simplified. As stated in the JANAF Tables, th.e
use of flame spectral methods has generally led to high values for dis-
sociation energies.

Based on the above analysis and employing bond energy estimates,
a AHy value of -150 kcal/mol or less negative would seem more realistic
than the value of -165 + 10 kcal/mol calculated from Jensen and Jones
data. It is also in agreement with the JANAF statement. Using this
value our calculations indicated that AfO;H, instead of AL(OH),, was the
major species. It was also found that the presence of Af(OH), had
scarcely any noticeable effect on the calculated conductivity.

Even with the Jensen and Jones value, our calculations showed that
the conductivity of the plasma changed very little for MHD conditions.
Therefore, whether or not A£(OH); is a dominant aluminum-containing
species is of little significance as far as MHD power generation is concerned.

KALO;

At the present time the computer codes do not include thermochemical
data for many gaseous species formed as a result of reactions between the
seed component and slag species. An example would be KALO,, for
which no experimental data are available. To determine whether experi-
ments should be conducted to obtain more accurate data for KALO,, we
estimated its AHg (-85 + 30 kcal/mol), heat capacity and entropy. With
these values it was found that the calculated KALO,; concentrations were
negligible for all conditions of interest. No effects on conductivity were
observed within the estimated uncertainty limits. Therefore, the presence
of KALO, is not expected to have any appreciable effects on the electrical
conductivity.

SUMMARY

Thermochemical data for chemical species in the combustion
products have widely different degrees of effects on the calculated con-
ductivity. While an accuracy in AHg data to, say, 30 kcal/mol may be
more than adequate for some species, certain other species may require
accuracy to within less than 1 kcal/mol in order to achieve a reasonable
degree of accuracy in the calculated conductivity of the plasma. There-
fore, greater efforts should be directed to the study of the latter group
It is important that we identify these critical species and carefully reviéw
and evaluate available data for possible improvement, As we have seen
above, more accurate data than presently available are needed for a

rblun;ber of key species and this is where more experimental work should
e done.
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CALCULATION OF EQUILIBRIA BET — IASES™®

M. Blander and C. C. Hsu
Chemical Engineering Division
Argonne National Laboratory
Argonne, Illinois 60439

INTRODUCTION

We have performed calculations of equilibria between gases and condensed
phases in studies of the origin of stony meteorites [1,2] as high-temperature
condensates from a solar nebula. Meteorites are a unique example of a high
temperature condensate where we have a large number of samples which have
been carefully studied. They provide us with a testing ground for concepts
important for understanding condensation of oxides at high temperature. Two
of our inferences have a bearing on calculations of condensation and chemical
reactions in coal fired MHD generators.

1. Even on a long time scale, kinetic factors play a major role in the
chemistry of condensates at high temperatures.

2. The chemistry of molten silicates is far too complex to be handled
by common solution theories. More sophisticated theories will have to be de-
veloped to describe silicate melts over large ranges of composition. These
theories will be necessary for a description of the equilibria between seed
and slag in a coal fired MHD generator.

In this paper are described some of our calculations on the formation of
condensates from a nebula with the imposition of some very simple types of
time-independent kinetic constraints (Z.e., constraints of a go/no-go variety)
to illustrate the kinds of non-equilibrium predictions which are possible with
such a calculation. Constrained equilibrium calculations are simple to per-
form when well defined kinetic limitations effectively block certain chemical
reactions.

In addition, we discuss concepts in solution chemistry we have de-
veloped which should have applications for multicomponent silicate systems
and which should be applicable to the interactions of the potassium seed with
the silicate slag in a coal fired MHD generator. The equations developed
will help to define the chemistry of such interactions and to define the

characteristics of additives which will decrease the loss of potassium seed
to the slag.

CONSTRAINED EQUILIBRIUM CALCULATIONS OF CONDENSATION

Most stony meteorites are considered to be condensates from a nebula of
universal or solar composition with approximate relative abundances of some
of the major species at temperatures under 2000 K as given in Table I.

*Work performed under the auspices of the U. S. Energy Research and Develop-
ment Administration.
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Table I. Relative Abundances in Nebula

Ho 1,000,000
H,0 1,800
Mg 80
Fe 68
si0 76
Al 6.5
Ca 5.7

Pressures in a nebula are considered to range from a high of one atmosphere
down to very low pressures. Given the range of pressures and the relative
abundances, one can calculate [3] the equilibrium condensates which would
form from a cooling gas of solar composition. If we consider only the first
five elements in Table I for simplicity, the major equilibrium reactions are:

Fe(g) + Fe(s) (D

2Mg(g) + S10(g) + 3H,0(g) + Mg,5104(s) + 3H, (2)
Mg(g) + Si0(g) + 2H,0(g) - MgSiO3(s) + 2H, (3)
Si0(g) + Mg,Si0y(s) + Hp0(g) - 2MgSiO3(s) + H, (4)

Further reactions of these materials occur at such low temperatures that they
are not likely to proceed at all. The materials produced in reactiomns (1) -

(4) resemble very few of the stony meteorites, with most meteorites having a

chemistry and mineralogy which is different.

The differences may arise because of kinetic factors which inhibit some
of the possible reactions. For example, nucleation constraints should in-
hibit reaction (1). Predictions from nucleation theory are that the inhibi-
tion should be small at high pressures and temperatures and essentially com-
plete at low pressures and temperatures. If gaseous iron cannot condense
because of a nucleation constraint, its partial pressure and chemical poten-
tial is higher than that of pure metallic iron and reactions such as

2Fe(g) + Si0(g) + 3H,0(g) + Fe,Si0,(solid soln.) + 3H,(g) (5)
Fe(g) + Hp0(g) - FeO(s) + Hy(g) (6)
3Fe(g) + 4H,0(g) — Fez04(s) + 4H,(g) (7

will be driven to completion. Thus, a kinetic constraint on the condensation
of metallic iron leads to the formation of oxidized iron instead.

In addition to a nucleation constraint on reaction (1), one also ex-
Pects a constraint on reactions such as (4) which involve the reaction of a
solid silicate with a gas to form another silicate. Examination of analogous
equilibria in the meteorites indicates that such reactions freeze in at about
1325 K. With this constraint and the nucleation constraint as defined by
nucleation theory imposed on equilibrium calculations of condensation, we
have been able to quantitatively calculate nebular condensates at different
pressures. These results are summarized in Table II.
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Table II. Nebular Condens—

T(K) p = 10~! atm. p = 103 atm. p £ 10~% atm.
1600 (Fe)

Mg,S10y

MgSio; (Fe), Mg,SiOy

Fe MgSiOs Mg, S0,
(MgS103) "Fe,Si0," (Fe), (MgSi03)
Fe "Fe,SiOy"
FeO
900 Fe30y

( ) parentheses denote substance that would form at equilibrium
but reaction is constrained kinetically.

At pressures of 10~1 atmosphere the condensates resemble E-type chondritic
meteorites, at <10~* atmosphere they resemble C-type chondrites, and at about
10-3 atmosphere they resemble the ordinary chondritic meteorites. Because

of kinetic constraints, the same gas can produce very different chemistries
and mineralogies. Thus, even on a long (cosmic) time scale, kinetic con-
straints must be taken into account in condensation calculationms.

In addition to the two constraints discussed, another nucleation con-
straint should be significant. Because the surface free energies of solids
are larger than liquids, there is a larger nucleation barrier for the con-
densation of solids than for liquids, and metastable liquids will form rather
than the stable solid phase. If we consider the earliest nebular condensates,
they should be mostly composed of Al;03, CaO, SiO; and MgO. We have performed
calculations which show that the first significant nonmetallic condensate is
a liquid which contains 80-90% Al,03 and 10-207% CaO and, as the temperature
drops, the fraction of Ca0 and SiO; in the condensate increases. Except in
a narrow range of composition, present solution theories for silicates proved
to be inadequate to perform calculations in the Ca0-Al1,03-Si0; system (which
is essentially the same system as the MHD slag). We then proceeded to de-
velop a theoretical framework for handling such complex liquids within the
context of our computer program.

SOLUTION CHEMISTRY

In order to minimize the amount of data needed to accurately calculate
the solution properties of silicates, including MHD slags, better equationms
for representing silicates need to be developed. There are two approaches
for the solution chemistry of silicates we are considering. The first is
based upon an empirical extension of conformal ionic solution theory [4,5]
in which the ideal free energy of solution is expressed in terms of ion
fractions (Xi) and the excess free energy is expressed in terms of equivalent
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fractions (X]) so that the molar free energy of mixing of oxides, AGp, is
given by the expression

1241 Tyttt
+ X X, 8
86, = RT I X, In X, + IE A/ X{X! + 5 B X °K} + 525 Cj L XiXixy ®

The use of equivalent fractions in the excess free energy for molten salt
systems has been shown to lead to a much better representation of the solu-
tion properties of ionic systems than the use of mole or ionic fractioms.

To utilize Eq. (8), data on the subsidiary binaries are needed. Although
Eq. (8) is likely to be better than conventional solution theories for MHD
slags (e.g., the Ca0-5i0,-K»0-A1,03 system), it is not likely to be success-—
ful over broad ranges of composition.

A second approach utilizes an empirical observation [6] for systems of
two weakly interacting components both interacting strongly with a third com~
ponent. For the system Ca0-K;0-SiO;, this observation is that the activity
coefficients are approximately linear functions of composition at constant
mole fractions of SiO,.

%0 Xca0
x 7% [In v.] P [1n v, ] (9
Xr,0 * Xcao 1 %020 = 0 %0 * Xcao 17 %R0 ~

This linear equation permits one to estimate activity coefficients in the
ternary (or higher order systems if extended) from a knowledge of the be-
havior of component i in the end member solutious.

In Yy <

In order to utilize Eq. (9) for solutions of K,0 in a silicate slag,
an expression for the activity coefficients of dilute solutions of K,0 in
the slag is needed. We have developed a statistical mechanical equation
for this purpose [7] which, when adapted for dilute solutions of K50 in the
binary solvent Ca0-Si0,, is

i
A,

oz i Z-i (]
E: i'(Z-1)' xCaX81 exp RT (10)

YKzO

where Z is a coordination number, and the energy parameters Ai in the model
are given by

Ao = RT 1n YSiOZ

= A° -1)h + z7} : - -
Ai A} + (i-1)h + Z EKI 1n(YSiOZ/YSiOZ) RT ln(YCaO/YCaOi] (11

and can be determined, in principle, with a knowledge of the solvent proper-
ties and only three measurements on dilute solutions of K,0 in the binary
solvent. With equations such as (9) and (10), the amount of data needed to
complete the representation of ternary (or multicomponent) systems should be
considerably reduced.
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Equations (9) and (10) should helr——— ——————tics of ad-
ditives which might be added to the slag to increase the activity coefficients
of K,0, and thus decrease its solubility and decrease the loss of the seed
material. For example, one would predict that lime (Ca0) additions to the

slag should decrease the loss of K»O.

CONCLUSIONS

1. Kinetic factors are important in high-temperature condensation,even
on long time scales and should be even more important for the short time
scales in coal fired MHD generators. These kinetic factors can greatly
alter the chemistry of the condensates so that the products differ consid-
erably from that expected at equilibrium. This leads to major differences
in the chemistry of condensates in different regimes of temperature and
pressure.

2. In order to describe the solution chemistry in MHD slag systems,
more advanced solution theories and approximations need to be developed and
tested. Such theories will minimize the amount of data needed to accurately
represent the thermodynamics of multicomponent silicate melts.

3. Solution theories help to define the characteristics of additives
to slag which will greatly decrease the solubility and loss of potassium seed
in the slag.
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NEGATIVE ION ENERGETICS®
W. C. Lineberger** and P. C. Engelking

Joint Institute for Laboratory Astrophysics
University of Colorado and National Bureau of Standards
and
Department of Chemistry, University of Colorado
Boulder, Colorado 80309

Because electrons are the most mobile charge carriers in an MHD plasma,
electron sources and traps become of major interest. Besides electron
recombination with positive ions, electron attachment to neutrals to form
negative ions must be considered in models [1] of the MHD plasma, especially
when coal containing an inorganic impurity is burned to produce the plasma
flame. Although this trace impurity may be present in less than 1% amounts,
its presence and its elemental composition may be a major factor determining
plasma conductivity. For this reason a reliable knowledge of the electron
affinities of both the major and minor molecular constituents of a coal flame
is needed.

The recent review by Hotop and Lineberger [2] of the electron affinities
of atoms makes clear the difficulties of both theoretical estimates and
experimental determinations of these. 1In fact, about half the elements still
have experimentally undetermined or unreliable electron affinity values.

For example, the EA of the common element iron was left unmeasured until
recently; fortunately its value [3] does not differ drastically from the
previous theoretical extrapolations. However, our present theoretical under-
standing is not sufficient to prevent a major surprise as other elemental
electron affinities are determined.

The major reason for this is our inability to think clearly beyond
individual electron orbitals in atoms and molecules. This Hartree-Fock
picture becomes more accurate as one moves to more nuclear charge in the
direction of positive ions, but less accurate as one goes to excess electron
charge in the negative ions. Negative ions derive their excess electron
binding primarily from the correlation of electron motion, and often a knowm,
stable negative ion is not even bound in the Hartree-Fock limit. For
example, the use of individual electron orbital energies usually is a good
‘indication of the energy needed to ionize a molecule (Koopman's Theorem),
while this same electron orbital picture fails to predict correctly the
binding of an extra electron to the molecule.

The lack of simple one electron-one orbital pictures of negative ions
requires knowledge of the electron correlations as would be found in exact
calculations. However, these calculations converge very slowly, and it

*This work was supported by the National Science Foundation through grant
AER74-20552.

**camille and Henry Dreyfus Teacher-Scholar.
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would be helpful to have a semiempirical theory of electron correlation. For
example, a good estimate of correlation energy beyond the Hartree-Fock limit

can often [4] be found for molecules by using the correlation energy found by
the difference of the empirical binding energy compared with the Hartree-Fock
binding energy of the united atom.* These ideas as yet are not fully tested,

but look promising (Fig. 1).

Correlation change
) X = X~
B 00
= N OH
- o
S 1f
= CH
°/ sin
L |

1 2
united atom A, eV

Figure 1. Correlation energy change in negative ion production, showing
relationships of correlation in the diatomic to its united atom
limit (Ref. 4).

By examining some simple molecules, first row hydrides, we see the
difficulties an electron affinity theory must handle (Table I). For example,
although the atomic sequence from B to F increases in electron affinity, N
is anomalous in not forming a negative ion. Usually this is explained by
assuming an unusual stability for neutral N derived from a "half" filled
shell. Similarly, the molecules in the last row of Table I should gain
additional stability for their negative ions by closing a shell, but except
for BH,, OH and F, this doesn't seem to be an important factor.

Tables II and III include what is known about first and second row
oxides. Among these are found species of MHD interest, for example, the
group III oxides of boron and aluminum. Little is known accurately about
these, although aluminum is a major coal impurity and boron, while a minor
impurity, will exist almost entirely as gaseous compounds concentrated in
the flame [5]. Presumably group IV oxides will be less important, while V,
VI and VII oxides must be considered.

Some general rules can be noted. First, addition of hydrogen to elements
in or to the left of group IV tends to destablize the electron affinity,
while addition to groups V and VI tends to stabilize the electron affinity

% . . .
i.e., merging all the nuclei into one and thus treating the resulting "atom."
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with respect to that of the element. Secondly, a closed shell will have a
negative or only weak electron affinity. Thirdly, an electronegative element
such as oxygen will increase the electron affinity when substituted in a
molecule. Fourth, an increase in molecular size will tend to stabilize
electron affinity.

Table I. Electron affinities of first row hydrides.

IIT IV v VI VII
B
0.24(1)2
BH C
<0?¢ 1.27(1)2
BH, CH . N
? 1.238(8) <0?
BH; CHy q NH b 0 A
? 0.21(3) 0.38(1) 1.465(5)
BH,, CH3 NH, b OH b F a
~2? (~0)? 0.779(37) 1.825(2) 3.339(5)

Standard errors of the last digits in parentheses follow the
EAs expressed in electron volts. A question mark indicates no
experimental determination as yet.

aref. 2. Pref. 9.  CRef. 10.  JRef. 11.  CRef. 12.

Table II. Electron affinities of first row oxides.

III Vv v VI VII
B a C a N a 0 a F a
0.24 1.27 <0 1.465 3.339
BO co NO 0, OF
~3.1° <0 0.024 044 >1.4f
BO, , €Oz NO, 4 O3 FO,
~3.6 <0 2.36 2.3 ?
BO3 CO3 NO3 h Oy FO3
? ~2.78 3.91 ? ?
d
3Ref. 2. DRef. 13. CRef. 7. Ref. 14.
epef. 15. TRef. 16.  BRef. 19. DIRef. 22.
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Table III. Electron affinities of second row oxides
III v i VI VII
AL si P S cs
0.46%  1.24%  0.742 2.077%  3.6142
ARO | Si0 PO S0 C10
~3.7 <0? 1.092 1.09 ?
ARC2 Si0, PO, 4 S0, . €20,
~4 .1 <0? ~3.3 1.097 ?
A%03 Si04 PO, SO5 2054
? ? (>4)? ? (4)?
3pef. 2.  PRef. 17.  SRef. 8.  YRef. 18.
€Ref. 20. [IRef. 9.

Table IV shows some of these effects. The increasing electron
affinities of phosphorous or iron oxides with increasing oxygen binding
shows clearly the effect of an electron withdrawing element, along with an

increased size of the ion.

This latter size effect is shown by the iron

carbonyl series: here CO has no strong electron withdrawal from the ironm,
s0 presumably the effect is primarily electronic delocalization.

Table IV. Electron affinity trends.
EA(eV)
P 0.743(10)2
PO 1.092(10)
PO, 3.3¢
POg >4(7)
Fe 0.164(35)94
FeO 1.492(20)¢
Fe02 >2.5e
Fe 0.164(35)9
FeCO 1.256(20)9
Fe(CO), 1.221(20)¢
Fe(CO) 3 2.0d
Fe(CO), >2.5
®Ref. 2. PRef. 8.  CRef. 1s.
d
Ref. 3. ®Ref. 21.
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As can be seen, quantitative extrapolations are hazardous.

by reliable measurements that we can

It is only

be sure. The method of photodetachment

electron spectrometry [6] is one such direct method, determining electron

affinities simply by measuring the
with a photon of known energy:

energy is the electron affinity.
is shown schematically in Fig. 2.

An

electron energy produced from an ion

the difference in photon energy and electron

apparatus [7] for these measurements

The ion source is an electric discharge

plasma, and the ions that can be produced in this manner are generally those

that are important in an MHD plasma.
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Figure 2. Photodetachment electron spectrometer. Electrons produced by the
interaction of the ion and photon beams are energy analyzed and de-
tected. A multichannel analyzer (not shown) accumulates individual
electron events to produce a spectrum of counts vs. energy.
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Figure 3. Photoelectron energy spectrum of PO

71



One example of this method is the photodetachment electron spectrum [8]
of PO~ shown in Fig. 3. A wealth of information is present. Not only is
the adiabatic electron affinity derivable from the (0,0) peak location of the
X2 PO « X3I~ PO~ tranmsition, but potential curve information of both the
ion and the neutral can be extracted. The spectrum provides vibrational
frequencies of two electronic states of the ion (x3z= and alA), the term
energy difference between these, and, from a Franck-Condon analysis of the
relative vibrational intensities, the internuclear separation r,. This
example should belie any belief that photodetachment studies are capable of
measuring only "vertical" electron affinities. Photodetachment electron
spectrometry produces the correct, adiabatic electron affinity and also the
information necessary for deriving the molecular partition function and hence
the thermodynamics of the ion at MHD temperatures.

So far this apparatus has utilized only the visible radiations from an
ArII laser, limiting electron affinity determinations to 2.5 eV or less.
More promising, and in the future, are accurate determinations of electron
affinities in the 3.5 eV range or greater by utilizing new ultraviolet
lasers. Already in our laboratory we have observed photodetachments resulting
from the ultraviolet lasing of ArIII, which will be necessary for measuring
the electron affinities of such compounds as the boron and aluminum oxides,
PO,, FeO,, and others.
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ELECTRON MOMENTUM-TRANSFER CROSS SECTIONS AND THEIR RELATION TO
THE ELECTRICAL CONDUCTIVITY OF MHD PLASMAS

Yukikazu Itikawa
Institute of Space and Aeronautical Science, University of Tokyo
Komaba, Meguroku, Tokyo 153, Japan

The electrical conductivity is one of the most important properties
of an MHD plasma. It is determined essentially by the collisions between
electrons and various constituent particles of the plasma. Usually the
electrical conductivity of an ionized gas can be expressed in the form

6 = Ne™ I (1)
¥
Me l4ﬂ§
where n_  is the density of the electrons and m_ and -e denote their
mass andecharge, respectively. The quantity v represents the collision-
al effect in the electrical conduction. In the present report, I show
first how to evaluate v from the knowledge of the collision process

in the plasma and then ggve a brief summary of a survey on the relevant
collision cross sections.

Transport properties concerning electrons in a gas are determined by
the distribution function of the electron, f( T, V, t) . [1] The function
is defined in such a way that the number of electrons at time t in the
spatial volume ( T, ¥+ d?) and in the velocity interval ( V, ¥ + dv )

is given by
£(¥, V. 4) dr d

Here f is normalized as
Sw‘(ﬁ\?.*)d\7=ﬂe(‘?.f) (2)

Once f 1is given, the electronic current is calculated from the formula
‘ -

. - - —y

It is well known that f is a solution of the Boltzmann equation

2f . T 3 _ e ggﬁz(éi)
coly

o4 v -
ot 3y Mg S3v 3t )

where E 1is an applied electric field. The term on the right side (the
collision term) describes the change in the distribution function due to
the collision,
For simplicity the following assumptions are made here:
(i) The gas is weakly ionized. 1In other words, we take into account
only the electron collisions with neutral atoms or molecules. (In the
following, we consider a gas of single component, whose mass and
density are denoted by M and N » respectively.)
(ii) The gas is stationary and spatially uniform.
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(1ii) The applied field is not so strong that we can assume a weak an-
isotropy of the electron distribution.
On the assumption (iii), f is divided such that

f =400+ (V-E)4 (), (5)

A N N -
where E 1is the unit vector along the direction of E . Inserting (5)
into (4) and using the assumption (ii), we have

—_eE (V34) (a{ﬂ

3vn v a\r

coll (6)
__Q_E_ ai° = (?j‘)
™MeU DV 2t /ol (7

To solve these equations, two methods have been proposed.

[A] Lorentzian method
Here we make two more assumptions:
(a) me/M < 1

(b) Consider elastic collisions only
Then the collision term for f1 is reduced to

(%i‘)cou = - Nv Q") fi(v).

(8)

The quantity Qm is the momentum-transfer cross section and defined by

Q) =27 ["(1- c0s6) 1, 0) sine d6, ©

where q( v, 8) 1is the differential cross section for elastic collision
of electrons with neutral particles. Inserting (8) into (7), we easily

obtain f1 .  From the formula (3), the current is calculated to be

- 2 =3 %> 2
74w ¢ = J vV df. d
)T 7 3 MmN ) v VU (10)

Before evaluating (10) numerically, we have to solve eq.(6) to
get f,. . Instead, we assume here f, to be Maxwellian and finally have
the electrical conductivity of the form

_ mee* _|
6 = S Ve(;» (11)

with the (1st kind) effective collision frequency [2]

Wnevz -1

sze du-] (12)

3V N 2KTQ (D)
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Here T is the electron temperature and «k is the Boltzmann constant. The
formulae(ll) has been used, for instance, by Frost [3] and Kruger et al. [4]

[B] Chapman-Enskog method . .
In this method, we assume at the outset that f_  is Maxwellian. Fur-

thermore we expand f. in terms of the orthonormal Set of the Laguerre
functions as follows:

N \ .
{v) = {, ) )N P LJ: (me U/ 2xTe)

(13)

Substituting this into eq.(7), we have a set of coupled equations for

the coefficient Pr
V-t
eE 550 = Z HSY‘ PV‘ (14)
Y=o ’

K Te
where H is a numerical coefficient derived from the collision term.
The electfonic current is expressed in this case as
'7’_ gheewTeP
)=k =5 Te . (15)

To obtain an exact solution, an infinite number of terms should be
included in the expansion (13). In the actual calculation, however, we
truncate the summation to the first N terms (called the N-th approximation).

(1) 1st approximation (N = 1)
In this approximation, we easily obtain from (14)

- e
ko= Y Te Hoo - (16)

To evaluate H , we consider here only the elastic collision of electrons
with neutral particles as before. Then we have
{2y

Hoo = - Ve-ﬂ

(17)
with the (2nd kind) effective collision frequency [2]
'Yﬂg\lz
@ BN fme V(% — 3w
Ve BN (e YR s ) € 5 Ay
3(‘]‘? 2K Te o ‘ (18)

With the use of the formulas (16) - (18), the electrical conductivity is
calculated to be

MNe €32 \

6 = e Ve(;, . (19)

76



It should be noted that v(l) and ()
Where Qm(v) o l/V eff ff
(2) 2nd approximation (N = 2)
After solving the coupled equations for P, and P , we get

are different, except in the case

0 1
Mee® __ ! !
6=1" o —a 5 o= Hate
€ ey \“oo l"|“ . (20)

This is the expression proposed by Demetriades and others. [5]
Higher-order calculations have been carried out by Devoto and his
colleagues to obtain transport coefficients for a number of gases. [6]

The comparison of the Lorentzian and the Chapman-Enskog methods is
summarized:

Lorentzian method
(1) gives an exact result provided that the conditions
a) me/M &K 1

b) only elastic collisions being considered
¢) f, = Maxwellian
are satisfied,
(2) cannot treat, therefore, electron-electron collisions,
(3) needs rather complicated numerical calculations,

Chapman-Enskog method

(1) requires less numerical work,

{(2) can take into account the electron-electron collision and inelastic
processes, at least approximately,

(3) gives, in some cases, a much less accurate result unless quite a large
number of terms are retained in the expansion of fl . [4,7]

Whatever method is employed in the calculation of the electrical con-

L. : m
ductivity, the momentum-transfer cross section, Q , plays a central role.
In many previous work< on the transport phenomena, it wascustomary to assume
a simple model of O .  Recent measurements or calculations, however, have
revealed that Q has often a complicated structure. Since the structure
may have a significant effect on the transport properties, it is clearly
necessary to use as realistic a cross section as possible

The knowledge of the cross section is gradually increasing due to the
recent progress in the physics of electrgnic collision with atoms and
molecules. (The methods of obtaining Q  are briefly summarized in a
previous paper [8] by the present author.) Recognizing that the available
data are scattered in the literature, several workers have attempted a
systematic_compilation of the data. Table I gives a list of recent compilat-
ions of Qm . The species listed and the sources of the data recommended
in those compilations are different, as is seen in the Table. The data
recommended by the compilers are almost the same for certain species (e.g.,
He, Ne, Ar, Kr, Xe, H,, N,, CO, €CO)). For most of them we can obtain quite
accurate data. On the otﬁer hand, there are species for which widely
di fferent cross sections are reported in the compilations. The examples
are H, O, Km Cs, Hg, 0,, NO, H20, for many of which it is difficult to
determine Q experimefitally.
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. m
Table I. Compilations of Q

Compilations H He O Ne Ar K Kr Xe Cs Hg H2 N2

Gilardini(1972)[1] O O O O O O O O

Kieffer(1973) [9] OJONEES) oonuaoo

Ttikawa(1974) [8] OO ao ooogdoo

O
Raeder(1975) [10] | [] A A ]
A ¢ OO O OO

Spencer(1976) [11]

* Kk

0, CO No H,0 Co, others
O O O

OO 0O 0O Li, Na, N
000 O O | ™ no o,
OO0 A QO | ™

AOO O O OH, CsOH, KOH, SO,

* There is no symbol in the entry when the respective species is

not covered by the compilation. When data sources cited in
different compilations are differvent for one species, different
symbols are used to indicate the coverage of the species. For
instance, there are four different types of values recemmended
for 0, whereas the same data are recommended for CO in all the
compilations,

** Other species (than listed here) included in the compilation,
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I am now preparing to revise my own compilation. [8] Detailed
discussion about the cross section of individual species will be presented
in the forthcoming paper.

In conclusion, I wish to express my sincere thanks to Dr. M. Inokuti
for providing me with the opportunity to give a talk at this conference.
The Yoshida Foundation of Science and Technology is gratefully acknowledged
for the travel support.
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ELECTRON MOMENTUM-TRANSFER CROSS SECTION
FOR CARBON MONOXIDE

J. E. Land

Joint Institute for Laboratory Astrophysics
University of Colorado and National Bureau of Standards
Boulder, Colorado 80309

Modeling calculations for MHD generators require a calculation of the
electrical conductivity of the MHD plasma as a function of plasma composition
and temperature [1]. The basic physical input data for this calculation is
the electron-molecule momentum-transfer cross section, as a function of
electron energy, for each atomic and molecular constituent of the plasma.
These cross section data have been reviewed recently in the contexts of
atmospheric physics [2,3], gas discharge and plasma physics [4], and MHD
modeling [1]. When new experimental or theoretical results become available,
these numerical data may be revised to improve the accuracy of the calculated
conductivity. We report here such a revision, based on the analysis of
recent electron swarm measurements, of the momentum-transfer cross section
for carbon monoxide. This combustion product is expected to be present in
coal-fired MHD generators at concentrations of 2 to 5% (mole fraction basis)
for air-oxidizer systems, and correspondingly greater concentrations for
oxygen-enriched systems [5].

METHOD

The momentum transfer cross section,
do
= [(1- =
Qm J cos8) a0 e

can in principle be determined by measuring the absolute differential cross
section do/dQ for electron scattering angles 6 from O to 180° and performing
the angular integration, but the technical details of the experiment limit
both the accuracy of this approach and the range of accessible energy and
angle. In MHD applications, for which cross section data from approximately
0.1 to 1.5 eV are of greatest importance, the most abundant source of cross
section information has been the analysis of data measured in electron swarm
experiments [6-9]. In such experiments, electrons drift through a gas of
density N and temperature T under the influence of a weak electric field E;
measurement can be made of the average drift velocity of the electrons, w;
in the direction of E, or the characteristic electron energy ¢ = eD/y,
where D is the coefficient for electron diffusion perpendicular to the
direction of E, and p = w/E is the electron mobility. Using well-
established, recently improved techniques [9], these quantities can be
measured with good absolute accuracy, often a few percent or less. Unfor-
tunately, however, Qp cannot be calculated directly from these experimental
results, since the experimental observables represent a folding of Qp with
the electron energy distribution function, and the distribution function
itself is normally unobservable. Rather it is customary in the method of
swarm analysis to find Qy iteratively, by adjusting Qp (and the cross
sections for rotational, vibrational, and electronic excitation) until the
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values of w and ¢ calculated using these cross sections agree with the
experimentally measured values.

In order to calculate w and € from the assumed cross sections, it is
necessary to numerically compute the electron distribution function for the
electron swarm experiments, since the function is decidedly non-Maxwellian
over much of the range of experimental conditions (T =77 to 300 K, E/N= 10-1°
to 10~'* v-cm?). [This is in contrast to the situation in a coal-fired MHD
plasma (T = 2700 K, E/N=10"18 v-cn ), where the electron distribution function
is close to a Maxwellian.] The present analysis used a computer program
developed by A. V. Phelps and associates [6,10] which numerically solves the
Boltzmann equation for the electron distribution function using a backward
prolongation method; the drift velocity and characteristic energy are then
calculated by taking the appropriate averages of Q with the distribution
function [10]. The theoretical basis for these computations is the spherical
harmonic expansion approximation [11-13], and is distinct from the Chapman-
Enskog approach [14]. The fact that this theory can accurately predict the
results of two different types of swarm experiments, over several decades of
the independent variable E/N, is indeed a convincing argument in favor of
the swarm analysis method and the resulting cross sections [8].

SWARM DATA

The electron drift velocity data used in this analysis (Fig. 1) are the
measurements of Pack et al. [15] at T = 77 K from E/N = 1 x 10-19 to
1 x 1017 v-—cm?, and at 300 K from E/N = 1 x 10717 to 1 x 10716; and

the recent measurements of Milloy [16] at 293 K from 1 x 10716 to 1 x 10713
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Figure 1. Electron drift velocity w (upper curve) and characteristic emergy
e = eD/u (lower curve) as a function of the ratio of applied
electric field to gas density, E/N. The solid curves show data
measured in electron swarm experiments and the points were
calculated from the cross section of Table 1.
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The latter results are approximately 10% larger than those of Pack et al.
near 2 x 10-16 v-cm?. The measurements of Wagner et al. [17] agree with
those of Pack et al. for E/N < 1 X 1016, and with those of Milloy at higher
E/N. The magnetic drift velocity data of Skinker and White [18] from

3 x 10-18 to 1.6 x 1015 were of only limited usefulness in the previous
analysis of Hake and Phelps [19] and have been disregarded here.

The characteristic energy data (Fig. 1) are from Warren and Parker [20]
at T =77 K for E/N = 1 x 107!%o0 1.8 x 107!8; Skinker and White [18],
T =288 K, E/N = 1.8 % 1016 to 1.6 x 1071%; and the recent measurements of
Lakshminarasimha et al. [21], which extend the range of available data to
very high energies (E/N = 1.4 x 1014, € = 11 eV).

In summary, experimental data for both drift velocity and characteristic
energy are now available for carbon monoxide from E/N =1 x 10719 to
1 x 10715 v—cm? (£=0.007 to 1.5 eV), with an estimated accuracy of approxi-
mately 5% over most of this range, increasing to perhaps 10%Z for € in
the highest and lowest decades of E/N. The absence of drift velocity data
for E/N > 1 x 107!° makes the uncertainty in Q, somewhat larger for
energies above about 1.5 eV (as discussed below). At these higher energies,
it was necessary to base the present analysis on the ionization coefficient
data of Lakshminarasimha et al. [21] and Bhalla et al. [22], in addition to
the characteristic energy data just discussed.

RESULTS

The momentum-transfer cross section determined in this analysis is
given in Fig. 2 and Table 1. For energies less than 0.3 eV, the cross sec-
tion data of Spencer and Phelps [1] provide a good fit to the swarm data;
these Qp values are based on the previous swarm analysis of Hake and Phelps
[19] and are in good agreement with the close-coupling calculations of
Crawford and Dalgarno [23]. At energies greater than 0.3 eV, however, where
recent measurements [16,21] provide new information, significantly better
agreement with the experimental data is obtained by modifying the Spencer-
Phelps cross section. In the range from 0.4 to 1.0 eV, we have increased
Qn by approximately 77, and in the resonance region from 1 to 3 eV, we
have increased Q, by 25%. At higher energies, we have found that only a
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Figure 2. Momentum-transfer cross section Qp for carbon monoxide, as a

function of incident electron energy, from the present swarm
analysis.
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Table 1. Momentum-transfer cross section Qp for carbon monoxide,
as a function of incident electron energy, from the
present swarm analysis.

E Qp E Qn E Qp
(eV) (10716 cm?) (eV) (10716 cp?) (eV) (10716 cm?)

0 60.0 0.35 13.0 5.0 12.9
0.001 40.0 0.40 13.85 6.0 12.3
0.002 25.0 0.50 15.4 7.0 11.8
0.003 17.7 0.70 16.5 8.0 11.3
0.005 12.3 1.0 18.5 10. 10.6
0.007 9.8 1.2 28.8 12, 10.4
0.0085 8.6 1.3 38.8 15. 10.2
0.010 7.8 1.5 43,8 17. 10.1
0.015 6.5 1.7 37.5 20. 9.8
0.02 5.9 1.9 25.0 25. 9.1
0.03 5.4 2.1 18.8 30. 8.6
0.04 5.2 2.2 17.5 50. 7.1
0.05 5.4 2.5 15.8 75. 6.1
0.07 6.1 2.8 15.1 100. 5.5
0.10 7.3 3.0 15.0
0.15 8.8 3.3 14.6
0.20 10.0 3.6 14.2
0.25 11.2 4.0 13.8
0.30 12.1 4.5 13.3

cross section which decreases with energy provides a fit to the characteristic
energy and ionization coefficient data.

The values of w and € calculated from the momentum-transfer cross
section determined here are shown in Fig. 1. The agreement with the
experimental data is good, approximately 5% (i.e., within the estimated
error in the measured values) except at very low and very high E/N(<4x10718
and >2x10"15 V—cmz) where the experimental data are somewhat less reliable
and the agreement is within 15%. Over the range of primary interest for MHD
calculations (0.1 to 1.5 eV), the agreement is very close, *1 to 2%. From
these considerations, the values of Q; given in Table 1 are estimated to be
accurate within 107 for energies of 1.5 eV and less, but at higher energies,
where drift velocity data are presently available, the values could be in
error by as much as 30%.

SUMMARY

The present swarm analysis for carbon monoxide confirms the momentum-
transfer cross-section values of Spencer and Phelps [l] for electron energies
less than 0.3 eV. At higher energies, including the range which contributes
most to plasma conductivity integrals for coal-fired MHD, a substantial
revision of the cross section was found necessary for consistency with new
experimental swarm data.
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FLECTRON MOMENTUM TRANSFER CROSS SECTIONS
FOR POLAR MOLECULES®

L. A. Collins and D. W. Norcross**
Joint Institute for Laboratory Astrophysics
University of Colorado and National Bureau of Standards
Boulder, Colorado 80309

Rotational-excitation collisions between electrons and polar molecules
such as H,0, SO, and KOH are thought to play an important role in deter-
mining the plasma conductivity of MHD generators. The molecule KOH, even
in small concentrations, may make a significant contribution to the total
plasma reactivity due to its very large momentum transfer cross section.
Since momentum transfer cross sections are difficult to measure experimen-
tally over the range of operating temperatures of these devices, a theoret-
ical approach for calculating rotational-excitation cross sections is
desirable,

The most powerful approach to solving such a theoretical scattering
problem is 1) to calculate an interaction potential (energy surface) for the
electron-molecule system from a Hartree-Fock or other molecular structure
calculation, and 2) to perform the scattering calculation in the close-
coupling formulation.

For systems like KOH, such procedures become very complicated both in
the molecular structure calculation, due to the large number of electrons,
and in the scattering calculation, due to the highly anisotropic interaction
potential. Thus, the development of techniques to simplify the form of the
potential surface and the scattering formulation would allow a more economical
application of current methods to KOH and a wider variety of systems.

The collision formulation has been treated quite thoroughly in previous
studies [1] through the Born [2] and Glauber [3] approximations, the close-
coupling technique [4], and various semiclassical methods [5]. However, for
strongly polar systems, only model potentials based on the asymptotic form
of the interaction due to the permanent molecular dipole have so far been
employed. While in some cases the model potentials have been further
constrained to reproduce certain physical properties of the molecule, such as
the electron affinity, no systematic comparison of the cross sections calcu-
lated with the model potentials and the full potential surface, which the
models approximate, has been made.

*This work was partially supported by the National Science Foundation (U.S.)
grant AER74~2055Z. Many of the calculations were performed at the Los
Alamos Scientific Laboratory. ’

**Staff member, Laboratory Astrophysics Division, National Bureau of
Standards.
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Our approach to developing general methods for calculating excitation
and momentum transfer cross sections for electron collisions with strongly
polar systems has been to carry out an exhaustive study using the close-
coupling formulation for a typical molecule in order to test the validity of
approximating the full potential surface by simple model potentials; and,
should one or more of the potentials give accurate cross sections, to develop
a systematic procedure for generating such model potentials. This is being
performed in parallel with a study of the validity of various simpler
approaches to the solution of the scattering problem.

To carry out this study, we have selected the lithium fluoride (LiF)
molecule since its dipole moment is large (D = 6.58 Debye) and its Hartree-
Fock charge density, from which a full static e-LiF interaction potential
energy surface may be calculated, is available [6]. In addition to the fact
that the LiF system closely resembles the strongly polar systems of interest
to MHD projects (KOH is estimated to have a dipole moment of about 7.8
Debye), the system is computationally easier to handle. Even with this
simplification, we have been forced to develop new techniques for extending
existing close-coupling collision codes to the LiF system.

Fully quantum mechanical close-coupling calculations of the rotational-
excitation momentum transfer cross sections for LiF have been performed for
electron energies from 0.15 eV to 7.0 eV, thereby spanning the range typical
of the MHD plasma and accessible to crossed-beam experimental measurements.
A variety of potential energy surfaces for the e -LiF interaction were
employed including several simple dipole cut-off (DCO) potentials, the full
static (S) surface, and a surface constructed by adding a local, model
exchange potential [7] to the full static surface (SE). Calculations were
also performed for a point dipole potential in the Born (B I), unitarized
Born (B II), and exponential Born (B III) approximations [8].

The results of the various calculations for e-LiF collisions are
summarized in Figure 1 where we plot the total momentum transfer collision
strength (Eop) as a function of the energy of the incident electron E. We
also include results from Glauber [9] (G) and semiclassical [10] (SC)
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treatments. The results for the DCO potentials vary by as much as 257 for
reasonable choices of the parameters, but, in comparison with the results
using a more elaborate potential surface (SE), seem to suggest that it may
be possible to devise relatively simple representations for the interaction
potential which yield acceptable accuracy.

An exception to this general trend occurs at about 2.0 eV, where a
strong resonance is found in the momentum transfer cross section. There is
reason to believe [11] that this resonance may be a common feature in electron
scattering by alkali halides in this energy range, and may serve, if verified
experimentally, to complement measured electron affinities as a tool for
testing model potentials.

Finally, we find that the B I approximation overestimates the momentum
transfer cross section by about a factor of three. Away from the resonance,
the B II and B III results tend to span the close-coupling calculations, with
the B II giving better results in the intermediate energy regime and the B III
becoming a better approximation at low and high energies. For nonresonant
collisions, the B II and B III approximations are correct to better than 40%
over the energy range considered. Judging from other CC calculations using
DCO potentials to represent CsF and KI [4,12], estimates made from the B II
and B III approximations may be valid to this level of accuracy for a wide
range of highly polar molecules.

In the approximation in which the rotational Hamiltonian is neglected
(fixed point dipole), the collision strength in the Born approximations is
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independent of energy and depends only on the permanent dipole moment D of the
molecule. 1In Figure 2 we compare the A coefficients (derived from swarm ex-
periments [1] at thermal energies by assuming the form A/v? for op) for a
number of weak to intermediate strength polar molecules (0.25 < D, Debye <
4.5) with the results from the various Born approximations. TheB IIT approxi-
mation gives the best agreement for D above 3.0 Debye. Unitarization does
nothing to improve the Born approximation for molecules with smaller values of
D, for which interactions other than that with the molecular dipole are ex-
pected to be quite important [1].

The B I, B IT and B III approximations yield the values for A of 105,
23.2 and 42.3 cm" sec'z, respectively, for D = 7.77 Debye, the estimated
dipole moment of KOH [13]. Based on our results for LiF and those shown in
Figure 1, we conclude that the B III result is likely to be the most accurate
for electron energies typical of the MHD plasma.

We further conclude that the B III results are not likely to be any less
accurate for KOH than might be obtained using other simple approximationms,
such as the Glauber or semiclassical techniques. In view of the range of the
results obtained for LiF using several simple DCO potentials in full close-
coupling calculations, it would also appear that the use of this relatively
expensive computational algorithm cannot be expected to yield results of much
greater accuracy for KOH unless the interaction potential is more accurately
specified. Given the development in computational techniques achieved during
the course of the work on LiF reported here, it is now possible to contemplate
calculations for KOH at a similar level of sophistication.

Crossed beam measurements of electron scattering by KOH at low energies
would be very useful in this regard. Preliminary measurements [14] of this
type for the angular distribution of electrons scattered from LiF at 5.4 eV
yielded very encouraging agreement with the present SE results.

The current study of LiF will be completed by: 1) extending the calcu-
lations to lower and higher energies, ii) investigating the effects of ne-
glected interactions such as polarization, and iii) carrying out calculations
of the electron affinity of LiF using the several model potentials discussed
above. Preliminary results in these areas include calculations using the DCO
potentials for electron energies down to 0.15 eV, which confirm the trend
shown in Figure 2; and calculations in the vicinity of the resonance with a
model polarization potential added to the SE potential, which suggest that
the resonance may be in fact ~0.3 eV lower in energy and somewhat narrower.

This latter result is particularly interesting, since the presence of
such a resonance in this energy range for KOH (the resonance seems to be
intimately tied to the alkali member of the alkali halides [15], and hence
may also appear in KOH) could make a significant contribution to the thermally
averaged momentum transfer cross section for electron energies typical of the
MHD plasma.
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EVALUATION OF ELECTRON-MOLECULE COLLISION CROSS SECTIONS
GOVERNING THE ELECTRICAL CONDUCTIVITY OF MHD PIASMAS*

J. L. Dehmer
Argonne National Laboratory, Argonne, Illinois 60439

and

Dan Dill T
Department of Chemistry, Boston University, Boston, Massachusetts 02215

The current effort to develop efficient coal-fired MHD power genara-
tors has created the need to evaluate realistic electron-scattering cross
sections for many of the compounds of S, N, C, O, K, Si, etc., presentin
the MHD plasma. These basic cross sections govern the electrical conduct-
ivity of the MHD system and are therefore required to effectively model its ef-
ficiency and to identify molecular species which are especially detrimental to
its performance. Unfortunately the range of electron energies (0—10 eV) and
the variety of molecular targets relevant to this problem are not straightfor-
wardly handled by present experimental or theoretical methods. This has
stimulated recent work to deal with various aspects of the problem, as evi-
denced by the papers presented in this session. The emphasis of the present
work is on flexibility so that a large sampling of important molecular targets
can be treated in a realistic, quantum-mechanical way regardless of the size
of the target system. Here we report on the initial testing of the multiple-
scattering method as a means of achieving the required flexibility in the cal-
culation of cross sections for electron-molecule scattering.

The formulation of a MSM approach to electron-molecule scattering
and molecular photoionization is well documented elsewhere, 1.2 so we will
give only a very brief summary of the method here. Briefly, the model is
based on partitioning the molecular field into closely packed spherical regions
centered on each atomic site and one surrounding the molecule. The one-
electron wavefunctions arec obtained by enforcing appropriate boundary condi-
tions at the nuclei and at infinity, and by requiring that the wavefunction and
its derivative be continuous on the spherical boundaries in the molecular field.
Hence, the wavefunctions have full molecular symmetry, are mutually ortho-
gonal, and have the appropriate long-range behavior, e.g., a phase-shifted
outgoing-wave-normalized plane wave for electron-molecule scattering.

*
Work supported in part by the U.S. ERDA.

TAlfred P. Sloan Research Fellow.
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Moreover, the MSM accurately describes tne nuclear singuiarsties which are
distributed throughout the molecular field. This is essential to the realistic
treatment of electron-molecule dynamics. The main drawback is the approxi-
mate form imposed on the potential in order to achieve separability of the
multicenter molecular field. The usefulness of MSM in the study of molecular
photoionization has already been demonstrated in our first application:s_
K-shell photoionization in Ny and CO. We were able to realistically reproduce
the entire discrete and continuum experimental spectrum and interpret the novel
features as shape resonances stemming from £=2 and 3 components of the
final-state molecular wavefunction.

We have just completed the first application of the MSM to electron-
molecule scattering: integrated elastic e-N2 scattering over the range 0—1000
eV. This system represents a stringent test of the MSM since the distinctive
m., shape resonance at 2.4 eV has been well characterized” and accurate
agsolute cross sections over the entire range are available. Our results,
reported fully elsewhere, 8 can be summarized as follows: (1) Semiquantita-
tive agreement is achieved over four decades of the incident energy spectrum;
(2) Good agreement is obtained for the position and magnitude of the Tg shape
resonance at 2.4 eV incident energy; and (3) Subresonant features in the o,
and 5g channels are observed between 5 and 25 eV incident energy. This
prototype study is very encouraging, although we are pursuing means to im-
prove aspects of the computed cross sections which do not agree quantitative-
ly with experiment, e.g., the excess Gg cross section near zero incident
energy.

Since our main thrust is to treat more complex systems, we have re-
cently generalized our code to treat molecules of arbitrary symmetry in a
symmetry-adapted basis. We now have some preliminary results on elastic
electron scattering from SFg. The routine manner in which this 70-electron
system was handled bodes well for extensive application of the MSM to the
large variety of molecular species present in the coal-fired MHD system.
The main features emerging from the e-SFg calculation are shape resonances
in the tllé' tog. and eq elastic scattering channels. There is experimental
evidence” for the t1, resonance, although it was not identified as such. The
other resonances have not been observed owing to the sparsity of data in the
range 0—50 eV. It is instructive to note that the dominant features in inner-
shell photoionization10 of SFg are closely related to these e-SFg resonances.
The close interconnection between strong spectral features in photoionization
and electron-molecule scattering is a very important tool for interpreting and
gaining insight into continuum properties of molecules.

The work to date has concentrated on systems whose cross sections
are dominated by short-range, electron-core interactions. The results have
indicated the wide-spread presence of shape resonances in the kinetic energy
range from 0—10 eV and underline the need for a quantum mechanical treatment
of this part of the problem. We are presently adapting our treatment of the
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external field surrounding the molecule to enable incorporation of dipole,
quadrupole, etc. moments in our calculation. At this stage it will be appro-
priate to incorporate the frame-transformation techniques described by Chang
and Fanoll in order to achieve a unified, efficient means of treating cases in
which both long-range and short-range interactions contribute in a non-
negligible way.
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QUANTUM CHEMISTRY AND THE CHARACTERIZATION OF MHD SYSTEMS

Arnold C. Wahl, Walter B. England and Albert F. Wagner
Argonne National Laboratory
Argonne, Illinois 60439

Because the flame systems in a seeded, coal-fired MHD generator are so
complex, cooperative efforts involving plasma modelling and plasma diagnostics
are essential. Both the modelling and the diagnostic work require that the
nature and role of the chemical species in the flame be identified. For in-
stance, modelling requires thermodynamic and kinetic information, while spec-
tral diagnostics requires spectroscopic information. For many important
plasma components, such as highly reactive molecular radicals, refractory
inorganic oxides, and negative molecular ioms, this information is incomplete
and not readily measured.

The properties necessary for the characterization of small molecular
radicals, oxides, and negative ions can be reliably calculated by quantum
chemical techniques. We shall document the ability of the ANL Theoretical
Chemistry Group to do such calculations in this presentation. In what fol-
lows, we shall first describe the information which is needed for modelling
and diagnostics, and then briefly describe the quantum chemical techniques
which are used in the Theoretical Chemistry Group to compute the necessary
information. Finally, we will review past and current Theoretical Chemistry
Group calculations which are relevant to MHD.

MHD PLASMA MODELLING AND DIAGNOSTICS

Modelling

Modelling studies consist of constructing a simulation computer code
to accurately predict both the composition and the electrical transport pro-
perties of the gaseous flame components. In most models to date, the com-
position is determined under the assumption that the system is in equilibrium.
The required input therefore consists of equilibrium constants connecting all
of the chemical species present. Equilibrium constants can be computed from
partition functions which in turn are computed from the energetics of isola-
ted chemical reactants and products. These energetics,i.e., internal energy
level spacings, reaction energies, ionization potentials, and electron affi-
nities, are the types of information quantum chemistry supplies. Non-equili-
brium models of composition require rate constants which in turn require the
energetics of both the isolated and interacting reactants and products. This
information, i.e., the potential energy surface, can also be calculated, al-
though with difficulty.

Given the plasma composition, electrical transport properties are deri-
ved from a generalized Ohm's Law. The three major transport coefficients
included in that law are the conductivity, the Hall coefficient, and the ion
slip coefficient. All three coefficients essentially depend on the mean
time between the collisions of the electrons and ions with themselves, with
*

Work supported by U.S. Energy Research and Development Administration.
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each other, and with the neutral species in the plasma. These mean times are
in turn inversely proportional to momentum transfer cross sections. Such
cross sections depend on the nonreactive portion of the potential energy sur-
face. For the largest, most important cross sections, i.e., those for colli-
sions between oppositely charged species or between a charged species and a
neutral dipole, useful estimates of cross section size can be obtained from
only a few critical parameters such as the dipole moment. Quantum chemical
techniques can be used to calculate either these critical parameters or the
entire potential energy surface.

Spectral Diagnostics

For composition measurements, spectral line positions are sufficient to
identify the species under investigation. These positions are determined by
the energy level spacings for nuclear and electronic motion (electronic exci-
tation energies). Spectral line intensities are needed for density and tem-
perature measurements. These in turn depend on dipole transition moments for
emission, absorption and fluorescence spectroscopy, and on polarizability
transition moments for Raman spectroscopy. These transition moments and the
energetics can be determined with accurate quantum chemical calculations.

Summary

Quantum chemistry can calculate energetics (for the modelling and diag-
nostics of plasma composition), transition moments (for diagnostic measure-
ments of plasma density and temperature) and critical features or the entire-
ity of the potential energy surface (for modelling of plasma composition and
transport coefficients). This information is frequently difficult to obtain
experimentally for chemical species of MHD interest.

QUANTUM CHEMICAL TECHNIQUES

Quantum mechanics tells us of the wave-particle duality, i.e., that
nucleii and electrons are not discrete particles, but wave-like particles
whose probability of being found at a particular point in space is given by
the square of the wavefunction at that particular point. The wavefunction
is never directly measured by experiment, but it contains all possible in-
formation about the system. Observable quantities, called expectation values,
can be computed from the wavefunction according to the rules of quantum mech-
anics.

There are two basic approaches to the calculation of observable quan-
tities, the Schroedinger approach and the Heisenberg approach. The two app-
roaches are theoretically equivalent, but operationally different. The
Schroedinger approach computes wavefunctions directly from which the experi-
mental observables are extracted according to the rules of quantum mechanics.
The Heisenberg approach computes the observables directly. Until recently,
the Schroedinger approach has received the most attention in quantum chemis-
try. Computer codes for both approaches are available at ANL.

A partial differential eigenvalue equation is solved in the Schroedinger
picture. The eigenvalue is the energy and the eigenfunction is the wavefunc-
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tion. Solutions are obtained by expanding the wavefunction in a set of known
basis functions. By invoking the variational principle, namely that the best
expansion coefficients are those whose variation gives no first order change
in the energy, the partial differential eigenvalue equation becomes an alge-
braic matrix equation for the unknown expansion coefficients.

The usual procedure is to expand the many-electron wavefunction in terms
of (many-electron) configuration state functions which are made up of one-
electron functions called orbitals. The orbitals are further expanded in
terms of known one-electron functions. The configuration state function ex-
pansion is limited to only one term in the Hartree-Fock Self-Consistent-Field
method (HF-SCF), and its coefficient is set equal to unity. The orbital ex-
pansion coefficients are then computed self-consistently. The physical model
described by HF-SCF is that of individual electrons moving in the average
field of the other electrons. In the Configuration Interaction method (CI),
the orbital expansion coefficients are fixed and the configuration state
function expansion coefficients are obtained by a matrix diagonalization. In
the Multi-Configuration Self-~Consistent-Field method (MCSCF), both configura-
tion state function and orbital expansion coefficients are computed self-
consistently. CI and MCSCF correspond to models where the instantaneous
electrostatic fields acting on the electrons are taken into account.

The equations of motion (EOM) are based on the Heisenberg approach and are
a new and promising way of directly computing excitation energies and ioni-
zation potentials. EOM can be thought of as a quantum mechanical generaliza-
tion of the classical equations of motion for an oscillator. Simply speaking,
in EOM an excited electronic state is visualized as being like the ground
state except for the promotion of one particle into an excited level. This
promoted state can be described in terms of a pseudoparticle oscillating in
response to the forces from the unpromoted particles in the system. With
this description a quantum mechanical oscillator equation can be formulated
whose solution gives the oscillator frequency of the pseudoparticle and the
excitation operator that creates the pseudoparticle from the ground state
wavefunction. The oscillator frequency is the excitation energy and the
excitation operator is the operator that converts the ground state wavefunc-
tion into the excited state wavefunction. An ionized electronic state can be
similarly treated.

In order to apply the method, the ground state wavefunction must be
known. The pseudoparticle operator is expanded in terms of primitive crea-
tion and destruction operators whose forms are specified according to whether
the pseudoparticle is for excitation or ionization processes. Expansion
coefficients for the pseudoparticle excitation operator are obtained by sol-

ving the EOM matrix equations. EOM incorporates the effects of the instan-
taneous fields acting on the electrons.

Each of the methods we have just discussed varies in cost and is appro-
priate for a particular set of problems.
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'COMPUTED RESULTS RELEVANT TO MHD APPLICATIONS

OH

Accurate theoretical potential energy and dipole moment curves have been
computed for the X?Il state of hydroxyl radical [1]. The theoretical disso-
ciation energy is 4.53 eV as compared to the experimental value of 4.63 eV.
The computed dipole moment is 1.674 D, in excellent agreement with the experi-
mental value of 1.66 D. Computed spectroscopic constants typically differ
from experiment by v 1%. This agreement is displayed in Table I.

Table I. Spectral Parameters for X2M; OH obtained from a least-
squares Hulbert-Hirschfelder fit.

Y Re(bohrs) De(eV) we(cm_‘) mexe(cm_l) Be(cm—l) ae(cm_l)

Theory 1.838 4.702 3723.6 83.15 18.79 0.628

Exptl.a 1.834  4.63 3735.2 82.81 18.87 0.714

. Herzberg, Molecular Spectra and Molecular Structure (Van

Nostrand, Princeton, 1967), Vol. 1.
The theoretical dipole moment function was subsequently used to calculate the
absolute intensities of the transitions of the OH Meinel bands [2]. These
calculated intensities are considered more complete than and at least as
accurate as available experimental information.

NaO

Potential energy curves, spectroscopic constants, vertical and adiabatic
ionization potentials, electron affinity and excitation energies, dipole and
quadrupole moment functions, and other properties were computed for the Na-O
system [3]. Most of these quantities have not been measured experimentally
but the calculations are consistent with available information. Thermodyna-
mic functions were computed from these results and the formulae of statisti-
cal thermodynamics. The thermodynamic functions were then used to provide
thermodynamic data for reactions involving NaO and Nao' as shown in Table II.

Table II. Computed thermodynamic properties for the ground state

of NaO(g).
-(C°-Ho°)/T  (H°-Ho°)/T s°

T (cal deg ™ (cal deg™'* (cal deg ! (cal deg '*
(°K) mole ') mole ) mole 1) mole !)
273.15 45.97 7.36 53.33 8.11
298.15 46.61 7.43 54.04 8.21

400 48.83 7.66 56.49 8.48

600 52.00 7.98 59.98 8.72

800 54.33 8.18 62.51 8.81
1000 56.17 8.31 64.48 8.86

Al0
Potential energy curves and spectroscopic constants were computed for

several states of AlO [4]. Overall agreement with experimental spectrosco-
pic constants is good (typically within 5%). However, computed band oscil-
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lator strengths for vibrational transitions in the ground electronic state
disagree with other theoretical studies [5]. In the absence of experime?tal
results, reliable band oscillator strengths will require further theoretical

computations of improved accuracy.

02

The dissociation energy of 0, can be used to determine the electron af-
finity of 0, via a simple Hess cycle. This is possible since the electFon
affinity of 0  and the dissociation energy of 02 are well known. The disso-
ciation energy of 0; has not been measured experimentally, but accurate
theoretical computations performed in our laboratory give 4.14 eV for this
quantity [6]. This gives a value of 0.42 eV for the electron affinity of O,
in good agreement with the experimental value of 0.43 * 0.003 eV.

NO2

Potential energy curves and spectroscopic constants were computed for
several low-lying electronic states of NO2 [7]. The spectroscopic constants
are displayed in Table III along with available experimental information.

Table III. A summary of the theoretical spectroscoplc pa-
rameters of the low-lying doublet states of N0y .2

T (eV) Re(x) 8, (deg) wilem ') wa(em ') u(D)
C2a; 1.84 1.27 110 1360 798 0.05
B2BS 1.66 1.20 180 1192 960  0.00
(1.83)  (1.23) (180) (925)
A’B, 1.18 1.26 102 1461 739 0.46
(1.48) (1430) (700)
X24, 0.00 1.20 134 1351 758 0.37
(0.00)  (1.1934)(134.1) (1358) (757)  (0.32)

The experimental parameters are included in parenthesis.
Only those for the ground state are known to a high degree
of accuracy experimentally.

bThe iZAl and RZBz theoretical parameters are derived from

the OVC-CI calculations, as are also Rg and Tg for stl
and Te for CzAz. All remaining values were calculated at
the OVC level.

€A value of w3=2040 cm ! was also calculated for the EZB‘
state.

In the case of the ground electronic state, very good agreement with experi-
ment is obtained. This suggests that the excited state spectral parameters
are likewise reliable, although, as Table III indicates, few firm experimen-
tal results are available for comparison.

CO-»

The electronic spectrum of CO2 was calculated over a wide energy range
[8,9,10]. In the high energy Rydberg portion of the spectrum, quantitative
agreement of the calculations with the measured spectrum was obtained per-
mitting the assignment of previously unassigned levels. The low energy val-
ence portion of the spectrum is optically forbidden but has been probed by
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electron impact studies. The calculated levels agree with resonance peaks in

these studies to within 5% and permit assignment of these previously unassig-
ned levels.

+
CO»

Recent computations suggest that an unobserved electronic state in CO?
may play an important role in the kinetics of ion-molecule reactions [8].
These computations can be displayed in the form of an adiabatic correlation
diagram (ACD) shown in Fig. 1. An ACD is a partial map of reaction path-
ways. Figure 1 displays calculated electronic energy levels for a linear and
a symmetrically bent CO¥ molecule and for an infinitely separated (O+C0)+
collision system. There are well established theoretical rules, based only
on the symmetry of the system, that allow the connection of these levels as
points on a continuous potential energy surface. For example, if an O colli-
des with COt at an angle and penetrates to a close enough distance so that
the three atoms are in a symmetrically bent arrangement, then the electronic
states and the potential energy of the system transform according to the
lines given on the right hand side of Fig. 1.

c
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Figure 1. Adiabatic correlation diagram for CO%—*(CO+O)+

Photoionization experiments on CO; produce a symmetric linear cof in the
¢?st state which very rapidly dissociates to ot(*s) + CO(IZ+). Figure 1
shows no direct reaction path (dotted line) from ¢zt C0% to the observed
products. Figure 1 does chow a low energy reaction %ath (dashed line)from
"Hu CO; to the observed products. The calculations suggest that the observed
fast kinetics is due to the near degenerate conversion of c2st cot to l*]'[u
COf, followed by a steep downhill path to dissociated products.

SUMMARY
The above calculations demonstrate a capability of accurately obtaining
information on the erergetics, transition moments, and potential energy sur-

faces of small molecules of MHD interest. Such information can be of direct
use to those involved in modelling and diagnostic studies.
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SEMICLASSICAL PERTURBATION SCATTERING THEORY:
MOMENTUM TRANSFER IN ELECTRON-POLAR MOLECULE COLLISION PROCESSES

F. T. Smith, D. Mukherjee, and A. P. Hickman
Molecular Physics Center, Stanford Research Institute, Menlo Park, CA 94025

The resistivity of the MHD plasma depends strongly on electron-mole-
cule collisions, and particularly on the interactions of electrons with polar
molecules such as KOH and H9O. Specific quantities which can be calculated
are the differential scattering cross section (do/d6), the cross section for
rotational excitation or de-excitation Gj' jr and the momentum transfer cross
section 6™, which is defined by

mt “do
o = =— (1 —-cos6) sin6d?®6
0 de

Until recently, estimates of these quantities have been based almost entirely
on the Bom approximation. 1 This gives a simple formula depending on such
parameters as the electron kinetic energy, the molecular dipole moment and
moment of inertia, and the rotational state. From these cross sections, thermal
(or non-thermal) averages, rates, and transport coefficients such as the
resistivity can conveniently be obtained. These have provided the foundation
for most resistivity calculations for MHD plasmas.

However, recent evidence?- 3 indicates that the Bom approximation,
while often reliable for rotational excitation cross sections, may overestimate
the momentum transfer cross sections by as much as a factor of ten for mole-
cules whose dipole moments are large (~ 7—10 debye). In this paper we will
discuss the results of a number of calculations with the newly-developed semi-
classical perturbation scattering theor'y.4 This theory provides an extremely
rapid means of computing scattering cross sections compared to such formally
exact methods as quantum mechanical close coupling, and in most cases
vields results of much higher quantitative accuracy than the Bom approximation.

The basic features of the theory have been presented elsewhere.4
Briefly, however, the theory combines the semiclassical S-matrix theory of
Miller® with classical perturbation dynamics. The basic physical assumptions
are that most trajectories are characterized by a small scattering angle, and
that the interaction potential can be described by a simple analytic form such
as a dipole. For the case of polar molecules, these assumptions hold quite
well because of the very long-range nature of the dipole interaction. A sig-
nificant part of the scattering seems to be due to "distant" collisions in which
the incident electron does not penetrate the charge distribution of the target
molecule, but only experiences the dipole field.

101



The following table exhibits the results of several calculations in which
the results could be compared with more elaborate techniques. We give the
momentum transfer cross sections for 2.0 eV electrons incident on LiF, broken
down into the components for several rotational transitions out of the ground
state.

Close Coupling SPS (present) Born
Static potential Finite dipole Pure dipole Pure dipole
mt
. -=53 12.2 0
C0—0 26.4 29 _
o, 34.1 26-49 32.6 381
mt
- .4 0
%0y 35.6 23-32 23
mt
- . 0
0'0_»3 14.6 1426 4.7
Sum 110.6 113-142 72.9 381

The close-coupling results are for the full potential due to the static
charge distribution of the molecule, and for an approximation based on a di-
pole of finite length. The important points to notice are that the Born result
contains only a contribution from j=0 to j=1, and that the present calculations
are much closer to the more elaborate calculations.

It is convenient to discuss our detailed computational results by list-
ing the quantities upon which 0™ depends. These are (1) the collision energy
E, (2) the dipole strength ., or equivalently (for electrons) f=p(debye)/2.542,
(3) the rotational quantum numbers j; and jg, orj = 3 (Gi+ig) and Aj=4g—1J; ,
and (4) the spacing of the rotational energy levels, which is related to the

dimensionless parameter a = ©2/(21IE), where I is the moment of inertia of the
molecule.

Our results so far indicate that o™t is nearly proportional to 1/E for a
wide range of all the parameters, just as in the Born approximations. The
major dependence is on B, and in this case we see in particular that the Born
approximation is valid only for B < 1, whereas the present approach does not
have this limitation. This is shown in the figure. The collision strength
is proportional to the energy E times the momentum transfer cross section. The
results were obtained by varying the dipole strength of a molecule whose
moment of inertia is that of CsF, and whose rotational quantum number is

about 40, but the numerical values change very little over a wide range of
these two parameters.
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In making practical calculations of plasma conductivity, it is very
important to be able to predict the contributions to the resistivity from electron
collisions with the various molecules in the mixture. Molecules with large
dipole moments make the major contribution, and this can be estimated by us-
ing the idealized model of a collision with a pure dipole molecule. Through the
use of scaling rules based on the important dimensionless parameters of the
problem, the results of various calculations and measurements can be compared
and predictions made for any other molecules for which key properties like the
dipole moment and moment of inertia are known. There are only four inde-
pendent variables—for scaling, these can be taken as B = mpe/h 2, g=af +%) .
Aj, and (j+3). The cross sections scale in the form of the collision strengths
Q which are both dimensionless and independent of the sign of Aj:
2mE . . 2]1+ 1
T 2 " Aj 2j+1

= ‘ :'+_1'=
Q QAJ.(BQJ z)

Aj
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As Fig. 1 illustrates, at small B the ©'s depend on 8 as

2 | Aj 4
QAj;éoocB | 'andQAj=OOCB ‘
so that IAjl = 1 dominates in the small-B limit. This corresponds to the first
Born approximation's selection rule Aj = £1 and its Bz factor. The figure also
shows the departure from this power law in 8 for B > 1. This behavior is seen
in the large-f trend in the experimental data compiled by Garrett. 6 Both this
general trend and the size of the relative contributions from the various Aj
components are in substantial agreement with what is seen in quantal cal-
culations2.,3 (allowing for differences due to details of the potentials used).

The trends shown in Fig. 1 at large B (>> 1) suggest that, with some
oscillations,

m.t.

. " — constant (~ 1 or 2),
Aj

and perhaps that

m.t.
Q =), Q,—~~B.
total Aj Aj
In fact,
-1 m.t. 2E Aj m.t. 2E m.t.
wW=8 g = == ) (1-z55 )0 e £ g Tt (at
total THE Aj 2j+1 Aj THE Aj Aj
large j)

is a classical (dimensionless) quantity, and dependent (in the classical limit)
at most on the two parameters B = mpe/2IErot = B (j+31)~2 and € = Erot/E =

g +%) . Further calculations will be needed in the large-B (classical) limit,
and to delineate the details of the oscillatory component. Preliminary indica-
tions are that the dependence of Won B and € is very weak, and also that the
dependence of the QIE.'t' on g is very weak for small as well as large B. The
same thing holds for the j-dependence, which rapidly disappears at large j,
being due to a small additive term proportional to G +%)‘1 that we have found
negligible for j 2 5 (the Born approximation does not show a j~dependence

separate from the g-dependence at all, and probably overestimates the low-j
cross sections as a result).

Our tentative conclusion is that the total momentum transfer cross
section for electrons with any highly polar molecule in a rotational level
J2 5 and at any collision energy E can be estimated from the curve "SPS total"
in Fig. 1. For a simple numerical approximation, one can use

_ mpe
et | 3p (P25 £0.6)
wa —Tot .
THe

1.5 (0.6 <B < (j+1)%)
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For small dipole moments (Bf/O. 6), this is just the Born expression. For the
molecules with larger dipole moments that are important for the MHD conduct-
ivity, the momentum transfer cross section and the resistivity will be less
than the Bom prediction. Since the average rotational level is always expect-
ed to satisfy the condition (T+%)2 >> B, the second approximation, W= 1.5,
can be used.

This conclusion can be stated in another way by comparing the SPS
result with Born approximation:

_mpe _ 9 m.t. , m.t.
Porf="%2 16 %ot =%
for B > 9 gmete o 16 m.t.

16 ' “tot 98 ‘B

Since the energy dependence is unchanged from Bom, thermal and other aver-
ages such as appear in the resistivity (proportional to 6™-t-) or in the electron
mobility and conductivity (proportional to 1/cM-t.) can be scaled very simply
from the standard expressions based on the Born model by using the multi-
plicative factor 16 H 2/9 mpe (or its reciprocal) when B is large. In particular,
the resistivity is linear in the dipole moment in the large-B (classical) region,
and quadratic in the small-B (Born) region.

In summary, the value of semiclassical perturbation scattering theory
is that it can provide a rapid means of surveying the momentum transfer char-
acteristics of a large number of polar molecules. The results should be of
sufficient accuracy to be of significant help in modelling the behavior of an
MHD plasma.

This work has been supported in part by ERDA under contract AT(04-3)-
115, P/A No. 84, by NSF under Grant CHE-7622621, and by AFOSR under
contract F44620-75-C-0073.
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MATERTALS ENGINEERING AND DESIGN FOR
COAL-FIRED MHD POWER GENERATORS

L. M. Raring
Chief, Components Development Branch
Division of MHD, Fossil Energy
U.S. Energy Research and Development Administration
Washington, D.C.

The strong national incentive to produce electricity directly from coal
underscores magnetohydrodynamic (MHD) development. Independent studies have
predicted coal-to-busbar efficiencies of 48-50 percent or more for combined
open-cycle MHD steam systems [1]. These same studies estimated cost-of-
electricity for a number of advanced energy conversion systems based on
fossil fuel: The coal-fired MHD steam combinatioa was lowest. Moreover,
this MHD system could use high sulfur coal with no additional stack gas
clean-up because sulfur is removed in the MHD power cycle.

In considering materials for MHD power, two related observations become
obvious: First, materials are crucial to commercial success; and second,
material stresses, particularly in the generator, are unique. It should be
noted also that the MHD "electromagnetic turbine' has no direct precursor in
established power conversion technology.

As discussed in detail by other contributors to this conference, MHD
power generation is based on the direct conversion of heat to electrical
energy by expanding a heated, electrically conducting fluid through a mag-
netic field. Thus, the essential difference between an MHD generator and a
conventional turbine-driven generator is that in the MHD generator the rotor
is replaced by a high velocity, ionized working fluid.

We will consider the nature of the chemical, thermal, and electromag-
netic stresses which prevail at various critical surface and subsurface
regions of the generator interior walls from the viewpoint of the Materials
Engineer. These stresses, in fact, dictate the essential design require-
ments for generator materials. No attempt will be made to explain electro-
magnetic phenomena. Reference 2 is recommended for source study of under-
lying electrodynamic and fluidynamic theory.

The critical function of the electrodes is to collect electric charges
from the plasma. This is the first link in transporting current to the
external load. Internal current flows from anodes across the core to cath-
odes and thence through the load circuit back to anodes. 1In passage across
the core, the current transverses boundary layers (including the slag coat-
ing) on both electrodes. High conductivity is important to avoid excessive
Joule losses.

In addition to the necessity for transverse current transport across the
core, the wall structure must prevent current leakage in the axial direc-
tion. This requires that each electrode pair be electrically isolated from
its upstream and downstream neighbors. The interelectrode insulator, which
serves this purpose, must be capable of withstanding potential differences of
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up to 70 or 80 V. In some electrical designs, transverse current leakages
must be blocked also between active sidewall elements at different potential
levels.

Under generating conditions, MHD electrodes function somewhat similarly
to those of a common battery. Electrochemical influences are analogous even
though thermochemical and electrodynamic conditions are vastly different.
The critical importance of interelectrode insulation also adds an additional

dimension.

Electrochemical effects in the MHD channel are felt principally in the
concentrations of positive ions at the cathode and negative ions at the
anode. Seed flow, coal chemistry, slag carry-over, and combustion conditions
all influence the species and concentrations at the electrode (and adjacent
insulator boundary). The most aggressive species, as will be illustrated
later, are oxygen at the anode (for metallic systems) and potassium, calcium,
and iron at the cathode.

The electrodes present conflicting demands of temperature and current
transfer. Higher temperatures minimize Joule losses in the boundary layer
(slag and plasma) but accelerate chemical and structural degradation (elec-
trically driven or otherwise). Lower temperature electrodes show opposite
effects. High temperature electrodes, to promote "diffuse" current transfer,
drive material selection choices to refractory cermets or ceramics. The
principle constraint on high temperature, ceramic electrodes, are associated
with electrochemical stresses, especially at the cathode surface where potas-
sium species become aggressive. Slag becomes a lesser factor simply because
it is difficult to maintain a significant slag coating at temperatures above
about 1700C. Other thermally-dependent restraints on "hot" ceramic walls are
imposed by structural stability and electrode-insulator compatibility char-
acteristics. Electrical conductivity must be essentially electronic and
this sharply limits the choice of material. The steep transverse thermal
gradient experienced across the ceramic body dictates a low thermal coeffic-
ient of electrical conductivity.

Clean fuel, hot ceramic, electrode tests were conducted in the USSR U-02
test facility, a small-scale model of a complete MHD plant [3]. Thermal
capacity is approximately 5 Mw and mass flow close to 1 kg/sec. The test
assembly consists of 30 electrode pairs in a rectangular Faraday array.

Two series of tests were conducted, the first of which included elec-
trodes made from (in mol percent) Zr0,~12 Y,04, three binary Zr0,-CeO, compo-
compositions between 18 and 75 CeOp, and one ternary Zr0-75 Ce02-2 Tas0g
composition. The second series' electrodes included a graduated composition,
varying between Zr0,-35 CeOy, at the gas side, to Zr0,-78 Ce03-2 Tay0g at the
?ack side. Other electrodes were monolithic ceramics of each of the follow-
ing compositions: Zr0,-50 CeOy, MgAl,0,-25 Fe30y, and two variants on a
LaMgCrO3 composition, e.g., LaO.SSMgO 05Cr03 and LaMg 05CTo 9503. In the
first series of tests, current lead-out was provided b§ brazing a platinum
screen to the back side of the electrode. The platinum lead-out wire was
welded to this screen. In the second series of tests, lead-out materials
included platinum, inconel, and copper. Several different attachment methods
were employed.
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Electrode surface temperatures during the first series were calculated
as between 1650C and 1800C, depending upon location along the approximately
.5 m length of the electrode wall. Front end cathodes were hottest, with
cathodes approximately 50 to 100C hotter than anodes. Imposed voltages were
regulated on each electrode pair separately to produce a specific current
density level. The four electrode compositions could, therefore, be tested
under four separate levels of current density ranging between 0 and 1.2
amps/cm?. Test time was 94 hours.

Post-test analyses were performed by the National Bureau of Standards
[4]. Analytical data showed, generally, that:

(a) Maximum potassium concentrations were identified in regions adja-
cent to the interface between the electrode base and the MgO insulator cup.
Lesser concentrations were noted in side wall interface regions near the
bottom of the electrode. Potassium concentrations decreased to negligible
levels in interface regions closer to the plasma surface. This selective
concentration of potassium strongly suggests: (1) gaseous transport of K2CO03
through the relatively porous zirconia phosphate cement between the electrode
and MgO, and (2) condensation of K2CO3 in the cooler (700-1300C) regions at
the base of the electrodes and below.

(b) While the zirconia phosphate cement interface was probably the
principle path of KyCO3 penetration, transport is believed to have been
further facilitated by porosity in the MgO insulator, phase changes in the
insulator and certain electrodes, and cracks in the MgO insulator. Evidence
for these hypotheses are: (1) significant concentrations of K in the small
grained, porous areas surrounding larger grains in the MgO structure, (2) XRD
evidence of phase changes in certain electrodes and Mg0 insulators concom-
itant with potassium deposits, and (3) presence of potassium in cracks which
originated at the corner between the side wall and base of the MgO cup.

(¢) The effects described in (a) and (b), above, were much more pro-
nounced on the cathode wall than on the anode wall. Considering the cathode
wall only, the Zr0,-Ce0y electrodes were most noticeably affected. Elec-
trically loaded electrode pairs were affected more than those which did not
carry an electric current.

(d) The degree of swelling and fragmentation of electrodes (i.e., pro-
trusion above the original wall surface) was related qualitatively to potas-
sium concentrations in the subsurface insulator-electrode interface regiomns.
Thus, cathodes were much more affected than anodes; the equi-molar Zr0;-CeOp
cathode showed the most severe damage, and electrical loading was again
associated with intensified damage.

Simulated coal-fired tests are being conducted in a channel modeling
experimental generator test rig, designated the Mark VI, by the AVCO Everett
Research Laboratory, Inc. [5]. Essential elements of this test rig comprise
an oil-fired combustor; the channel including the inlet nozzle and diffuser;
instrumentation and controls; and a 30,000 gauss water-cooled iron core mag-
net. The channel was operated supersonically to obtain maximum power levels
available with a 3T field. This was necessary to ensure that MHD stress
levels would most nearly simulate base load central station duty conditions.

109



("MHD stress" is used here to express the engineering design conditions which
generator materials would be required to sustain, analogous to the combined
hot-corrosion, fatigue, and creep-rupture environment imposed on gas turbine
materials.)

The internal elements of the channel are mounted on fiberglass walls to
form 108 segmented frames at an average angle of 45° relative to the channel
axis. Each frame consisted of six electrically discontinuous inconel ele-
ments. Two different thermal designs were selected to provide electrode sur-
face temperature of 540C and 1095C under operating test conditionms.

Seed was injected as K,CO3 either dry or in an aqueous solution. Fly
ash was injected at a rate to simulate 25 percent ash carry-over from a coal
combustor. The test was shut down after 103 hours of continuous thermal op-
eration. Power levels of 200 kw or more were achieved over the first 98
hours. Average power density was 5 Mw/m3 with a peak density of 12.5 Mw/m3.
Maximum current density was approximately 1 amp/cm2 with Hall voltages up to
1500 v/m. The degradation of output power, beginning at hour 95, from above
200 kw to 100 kw, indicated a water leak and the test was terminated for this
reason.

Post-test analyses were performed by the National Bureau of Standards
[6]. The post-test analytical data differentiates between thermal and polar-
ity effects. Major findings were:

(1) On the anode wall, electrode degradation was associated with oxida-
tion. This is circumstantially demonstrated by comparison of erosion rates
of the 540C and 1095C designs. The latter were much more severely attacked —
eroded, in fact, to an extent approaching the heat transfer condition of the
540C design. Comparison of erosion rates as a function of current demnsity
suggests that anode oxidation is significantly reinforced by electrochemical
activity.

(2) The dominant erosive force on the cathode wall was, most probably,
an intense electrochemical stress concentration at the leading edge of the
cathode. This view is supported by gross similarities in the nature of dam-
age sustained by the two thermal designs. The 1095C design exhibited the
same general type and localized concentration of erosion as the 540C design.
The localized current concentration at the leading edge eroded the copper
leading edge in both cases.

(3) Clear evidence of thermal influences are also recognizable in the
cathode wall, e.g., the 540C design was less eroded than the 1095C design.
However, the 1095C cathodes were not nearly as eroded as the 1095C anodes,
pointing again to the strong oxidation potential at the anode, as would be
expected. An additional source of thermally associated damage is exhibited
in the potassium and calcium attack on the 1095C cathodes. The 540C cathodes,
operating at lower temperature showed no such damage.

More recent tests of metal electrodes in the Mark VI experimental gener-
ator indicate that "cold" copper electrodes (<500C) are far superior to
higher temperature, lower thermal conductivity materials. A series of four
20 to 25 hour tests showed negligible erosion of copper cathodes. Copper
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anodes eroded on the leading edge but to a far lesser extent than nickel or
cobalt base alloys of lower thermal conductivity. The presence of slag on
the cold anode wall accelerates erosion (oxidation) of the leading edge. The
relatively high thermal conductivity of TiNi (as compared to other Ni base
alloys tested) was reflected in superior anode performance.

These tests exemplify the broad range of design conditions which are
presently being considered in open cycle MHD generator development. In a
simplistic view, the high temperature, ceramic material approach minimizes
electrodynamic (arcing) stresses but intensfies chemical and electrochemical
activity. Chemical reactivity of the seed with insulators, high temperature
structural instabilities, and solid state diffusion are all potential threats
to durability. Another potential source of trouble is the interface between
the metal lead-out and the ceramic electrode. Thermal design presents here a
delicate balance between conductivity of the ceramic and thermal resistance
of the metal.

Contrasted with the high temperature ceramic design, the low temperature
slag electrode system minimizes gross thermally-dependent chemical and elec-
trochemical attack, but does not effectively eliminate the locally intense
attack which presumably results from current concentrations or arcs at elec-
trode edges. Experimental evidence strongly suggests that damage from this
source can be considerably reduced by lowering the electrode temperature.
Colder inconel anodes (540C) showed much less oxidation than warm (1095C)
anodes. Similar improvement was observed in inconel cathode erosion (pre-
sumably by K attack) and insulator damage. Additional evidence is available
in the improved performance obtained with cold copper electrodes. Evidently,
the localized thermal spike produced by an arc (or current concentration) is
less damaging when thermal diffusivity is highest. This points to the
importance of high thermal conductivity insulators. The arcs, or current
concentrations, typically appear at electrode edges, adjacent to the insula-
tor. Rapid diffusion of these thermal effects depends strongly on both
insulator and electrode temperatures and conductivities. Boron nitride is
showing considerable promise for this purpose. Even higher conductivity,
such as is available in Be0O, could be expected to further dissipate arc heat-
ing at electrode edges. Another major advantage of such a high thermal con-
ductance insulator is that the temperature of the slag, at the insulator
surface, would be lowered. This would increase electrical resistivity across
the interelectrode gap.

In a greatly simplified manner, then, engineering design selection be-
tween "hot" ceramic and "cold" metallic electrodes may translate to a choice
between: (a) high temperature electrochemical problems involving a relative-
1y narrow group of electronic conducting ceramic electrodes and dense,
chemi ‘ally, inert and structurally stable ceramic insulators, and (b) miti-
gation of the destructive effect of arc discharge through rapid heat dissi-
pation by a highly thermally-conductive electrode-insulator combination.
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CERAMIC MATERIALS IN THE MHD CHANNEL

B. R. Rossing, J. H. Smith and L. H. Cadoff
Westinghouse Research and Development Laboratories
Pittsburgh, Pennsylvania 15235

The development of an MHD generator (also termed the channel or duct)
that can efficiently convert the thermal and kinetic energy of coal combus-
tion gases into electrical energy for thousands of hours must be designated
as the critical pacing item in the MHD system. The heart of the generator
is an electrode system which allows for current *ransfer between the hot
plasma core and the external load. There are many materials that have the
required properties to function as either electrodes or insulators; however,
the combination of high temperatures, slag and seed, high velocity gases,
high thermal fluxes, high voltages, etc., will degrade the performance of
most materials to unacceptable levels in only a few hours. The longest
operation of electrodes using clean fuels is slightly more than 300 hours.
While there is a general lack of long-duration testing under coal-fired
conditions, it may be estimated that presently available materials may be
operable for 100-200 hours. Therefore, the lifetime of electrodes and insu-
lators must be increased by more than an order of magnitude to make coal-
fired open-cycle MHD power generation a commercial reality. This must be
accomplished by taking a holistic approach to the entire electrode/plasma
system and to those processes that would degrade channel materials during
operation. Materials selection, electrode design and generator operating
conditions should be contingent upon considerations to avoid, or at least,
minimize the effects of these processes.

This presentation will review the current understanding of channel mate-
rial performance with particular reference to the degradation processes that
may limit electrode-insulator (and generator) lifetimes.* Emphasis will be
placed on the results of tests conducted over the past two years in the U.S.
and in the U.S.S.R. on electrode and insulator materials. These tests have
been carried out over a wide range of test conditions; in particular, where
the wall temperature and ash content of the fuel have varied from very low
to very high. These tests have been invaluable in defining the importance
of various degradation processes. An understanding of channel material
performance, in turn, will aid the materials specialist and electrode
designer in the selection and use of electrode and insulator materials.

*Degradation will be used here in a broad sense to cover those
processes leading to eventual inoperability of either electrodes or
insulators.
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PROGRESS IN THE TESTING OF REFRACTORIES FOR
DIRECTLY-FIRED MHD AIR HEATER SERVICE, IT *

J. E. Fenstermacher Jr., L.R. White, and R. R. Smyth

FluiDyne Engineering Corporation
Minneapolis, Minnesota 55422

ABSTRACT

Previous test work on commercially available refractories demonstrated
that magnesia-chrome and spinel-bonded magnesia bricks have superior corro-
sion resistance to the harsh environments that are expected to exist in
directly-fired MHD air heaters. However, commercially available magnesia-
chrome materials withstand neither the alternating oxidizing-reducing atmos-
pheric conditions nor the thermal fluctuations that will occur in an actual
MHD air heater system. Accordingly, the work described here has been focused
on developmental refractories that are based on the MgO-Al O3 system.
Simulative corrosion tests on such materials suggested that magnesium alum-~
inate spinel is better suited for MHD air heater use than is magnesia, and
subsequent SEM/EDX observations of corroded specimens confirmed this. These
results are being used to guide the refractory development program toward
improved spinel-based products.

INTRODUCTION

Progress in testing of ceramic materials for application in directly-
fired MHD air heaters is reported. The test program is directed toward
the development of an air heater system of the regenerative multiple-fixed-
bed type. In such a system, each heater module is alternately heated by
the MHD gas stream and cooled by the combustion air stream. The major devel-
opment problems are caused by the presence of seed and ash in the gas stream.
Ceramic materials that are resistant to corrosion under these conditions
are needed and the heaters must be designed so as not to become plugged by
seed and/or slag.

The tests have consisted of exposing material specimens to flowing
gases that simulate the conditions that would exist in an MHD coal-fired
power plant.

Test apparatus is shown in Figure 1 and is designed to simulate at
least partially the conditions which will exist in an actual heater. Test
bars and a small matrix have been exposed in cyclic fasion to a reducing
gas stream laden with seed and slag at V1900 K and to an oxidizing stream
at v 1750 K.Seeding level was 1 w/o. Ash level was at 0.1 w/0 and approxi-
mated 15% ash carry-overfrom a 15% ash coal. Both Montana and Illinois coal

have been used.

*"This report was prepared as an account of work sponsored by the United States
Government under ERDA Contract E(49-18)-2254. Neither the United States nor
the United States ERDA, nor any of their employees, nor any of their contrac-
tors, subcontractors, or their employees, makes any warranty, express or im-
plied, or assumes any legal liability or responsibility for the accuracy,
completeness, or usefulness of any information, apparatus, product or Process
disclosed, or represents that its use would not infringe privately owned

rights".
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Test results have shown that magnesia alumina and magnesia chromia
spinels resist corrosion due to the MHD environment better than any other
refractories teStfi] Test results obtained prior to March 1976 have been
summarized before . The spinels noted above have been studied fairly ex-
tensively over the past year. Magnesia alumina spinel is currently regarded
as the best material for air heater service.

RESULTS

Test results have consisted of visual observation along with measure-
ments of weight and length change, porosity, and sag. In general, increases
in weight and length and decreases in porosity have been observed. Seed and
slag are absorbed by the test specimens and cause the weight and porosity
changes noted above. Dimensional changes and sag have been observed due
to exposure to high temperature alone. The specimens are supported at their
ends and are therefore under the stress of their own weight plus the force
of the hot gas passing over them. Sag is a measure of hot strength, i.e.,
little or no sag correlates with high strength. Tables 1 and 2 show weight
and length changes and sag for two samples of a magnesia—~alumina spinel
material. Note the poor high temperature strength of the rebonded spinel
of Table 1.

Spinel refractories are

States and the materials which
have been tested are being de-
veloped by several manufacturers.
One firm had previously devel-
oped a fusion cast material

whose nominal chemical composi- \\
tion was 65% MgO and 35% Al,O,. L
While samples of this refractory s
were being evaluated, efforts

continued to obtain test mater-

ials closer to a pure spinel

since the above-mentioned mater-

ial has excess magnesia.

Some physical properties
of this fusion cast magnesia
spinel refractory are listed
below:

0
1)

Apparent porosity 4% 3
Bulk density 207 1lb/ft
Modulus of rupture 5800 1lb/in

This material performed well in
the simulated MHD environment;
in fact, its corrosion resis-
tance exceeded that of any re-
fractory that had been tested up
to that time. These results Z
indicated that magnesium alum- Fig. 1. Cycling Hot Gas Flow Test Rig

115



TABLE 1
Weight and Length Changes and Sag for
Rebonded, Fused Grain MgO-A1203 Spinel Material

Material Code No. 52: 35% Al_O., 65% MgO
. 273
Density: 2.95 g/cc
Porqfity: 15%
MOR: 335 psi @ 1500°C
1500 psi @ 28°C .
Temperatu%g * Equiv. Aw Al
Heat (X) Seed Ash Ratio $ ) Sag
63 1800/1600 K2CO3 None 1.1/0.5 19.2 0.2 N.D.
66 1800/1600 None C 1.1/0.5 13.3 2.84 1.91
67 1800/1600 None K 1.1/0.5 6.4 0.88 0
68 1800/1600 None None 1.1/0.5 5.8 0.55 1.56
69.0 1900/1750 KZSO4 C 1.1/0.5 5.5 0.07 N.D
69.1 1900/1750 K2504 C 1.1/0.5 5.9 0.53 2.84
72 1900/1750 K2804 C 1.1/0.5 17.8 1.47 0.5
73 1900/1750 Kzso4 C 1.1/0.5 15.1 0.72 0.17
* K = Kincaid
+ C = Colstrip
MOR = Modulus of Rupture
TABLE 2

Weight and Length Changes and Sag for
Fusion Cast MgO-A120 Spinel Material

3

Material Code No: 39, 35% A1203, 65% MgoO

Density: 3.35

Poroiity: 4%

MOR: 6000 .

Temperature * Equiv. Aw Al

Heat (X) Seed Ash Ratio % % Sag
59C . 1800/1600 K2504 K 1.1/0.5 3.6 0.4 0
60 1800/1600 K2504 None 1.1/0.5 0.7 -0.4 0
61 1800/1600 K2CO3 C 1.1/0.5 3.4 0.2 0
62 1800/1600 K2CO3 K 1.1/0.5 4.3 0.5 o
63 1800/1600 K2CO3 K 1.1/0.5 3.4 0.0 0o
65.1 1800/1600 KZSO4 C 1.1/0.5

66 1800/1600 None C 1.1/0.5 4,94 1.33

67 1800/1600 None K 1.1/0.5 0.32 0.32

68 1800/1600 None None 1.1/0.5 4.38 0.38

* K = Kincaid
+ C = Colstrip
MOR = Modulus of Rupture
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inate spinel offers good resistance to the MHD environment. However, its
dense, relatively nonporous structure also contributed to its good perfor-
mance.

The fusion castingprocess is hard to adapt to the manufacture of
relatively intricate regenerator bed bricks. A reasonable alternative is
to develop a rebonded refractory based on the fusion cast material, for a
rebonded product can be fabricated into the desired shapes, and it should
also retain most of the corrosion resistance that its fusion cast parent
possesses. Several rebonded bricks were obtained and tested.

Structurally, the rebonded bricks closely resemble ordinary commercial
refractories. They consist of relatively large, chemically inert grainsg
that are held together by a fine grained matrix.

Physical properties are listed below:

Apparent porosity 19.6% Modulus of rupture

Bulk density 179 1b/ft at rooun: temperature 1370 lb/in2
at 1610 K (2440°F) 440 1b/in
at 1770 X (2730°F) 330 1b/in

The rebonded product performed quite well in corrosion tests, but had
lower corrosion resistance and markedly inferior hot strength as compared to
its fusion cast parent. Poorer corrosion resistance was probably due to
higher porosity while poor high temperature strength was evidently character-
istic of the particular samples that were tested. Rebonded samples would sag
slightly when maintained at test temperatures for thirty hours in the test
rig even with no seed or slag present. Fusion cast test pieces, on the
contrary, did not sag appreciably during a standard corrosion test.

SEM/EDX Studies

SEM/EDX methods have been used to investigate the microstructural
physical and chemical changes that occur in refractories exposed to simulat-
ed MHD conditions. Samples of both new and tested specimens have been stud-
ied. By comparing elemental maps obtained via X-ray scanning, sketches
have been prepared to delineate the regions occupied by various elemental
combinations. Figures 2 and 3 are examples of these sketches. The sketches
from different locations in a given refractory have been studied to deter-
mine which phases were most corrosion resistant or how the slag components
were distributed within a test specimen.

These microstructural studies have shown that periclase is more read-
ily corroded than is magnesia alumina spinel. Workers at the National Bur-
eau of Standards pr?giously reported a similar conclusion regarding the
fusion cast product . The four photographs that comprise Figure 4 illus-
trate this preferential periclase corrosion. Figure 4a is a photograph of
a typical corroded region, and Figures 4b through 44 are elemental distribu-
tion maps for magnesium, aluminum and silicon, respectively, for the same
region of the specimen. The central part of the photographed area, where
the magnesium and aluminum distributions coincide, is most likely an unalter-
ed spinel grain. In the pristine form, this spinel was apparently almost
surrounded by periclase. During corrosion testing, most of this periclase
reacted with silica in the slag, as Figure 4c suggests. Reaction with silica
seems to be the first stage of periclase alteration in this environment, but

the nature of this reaction is still undetermined. The most important lesson
that was learned from these studies is that periclase seems to corrode much
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more rapidly than adjacent spinel, which consequently is a preferred refrac-
tory for these conditions.

Spinel also suffers degradation in these corrosion tests, but its
corrosionrate is significantly slower than that for periclase. It is still
too early to say whether spinel corrodes at an acceptably slow rate. The
spinel corrosion mechanism is also unknown at this time.

The SEM/EDX studies have also yielded information concerning the mat-
rix of the rebonded magnesia-spinel refractory and how it differs from the
fused granular portion. Figure 2 illustrates the typical large grain struc-
ture in the as-received rebonded bricks. Note that the spinel and the peri-
clase appear in approximately equal amounts and that calcium and silicon are
the principal impurities. Figure 3 shows a typical matrix region in the
same pristine rebonded specimen. Here there is substantially more periclase
than spinel, and the matrix also is much more porous than the fused grains.
Since periclase has rather marginal high temperature load bearing ability,
and since this marginal creep resistance would be further compromised by the
relatively porous matrix, poor hot strength of this refractory is at least
partially explained. The spinel grains in the matrix are rather small,
which implies that they formed by chemical reaction during sintering. More~
over, some unreacted alumina seems to remain in the matrix. This is not sur-
prising, for the reaction between alumina and magnesia to form spinel is
quite sluggish. But any free alumina in the pristine refractory can be
expected to react readily with the potassium-bearing MHD gas stream. As this
occurs, silica may also be deposited at the site, where it can then react with
any adjoining periclase. These observations help to explain the corrosion
test results, and they also suggest how the rebonded magnesia-spinel product
might be improved.

Several refractories whose chemical composition approximates that of
magnesium aluminate have recently become available on a developmental basis,
and this paper concludes with a preliminary report concerning these materials.

The first stoichiometric magnesia alumina spinel to be received was
composed mainly of sintered spinel grains and a matrix whose composition was
also assumed to approximate stoichiometric spinel. Porosity and density of

[4—10” —ql Je— 10 —-—o'

Fig. 2 Composition Map Representing Fig. 3 Composition Map Representing
Typical Large Grain Structure in Typical Matrix Structure in Pristine
Pristine Rebonded Magnesia-Spinel Rebonded Magnesia-Spinel
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the as-received material are shown below:
. 3
Apparent porosity 13.1% Bulk density 189 1b/ft

New, untested specimens contained many small microcracks. In spite of these
microcracks, this refractory performed quite well in preliminary corrosion
tests. Although the microcracks hindered a visual interpretation of the
corrosion results, SEM/EDX studies proved useful.

The untested refractory was found to contain two solid phases. The
major phase was spinel; however, there were also significant amounts of
another phase whose approximate chemical composition was 90% alumina and
10% silica. In Figure 5, spinel appears as the darker phase, and the much
lighter inclusions are the aluminosilicate phase. As might be expected from
previous work 1 , the aluminosilicate phase offers virtually no resistance
to corrosive attack by potassium-bearing vapors. After a 30-hour corrosion
test, the larger aluminosilicate inclusions had virtually disappeared (see
Fig. 6), although some vestiges remained in the smaller pores and channels
(apparent radii approximately 1-5u). Some spinel had begun to degrade, but

4b Elemental map:

4c Elemental map: Al 4d Elemental Map Si
FIG.4 Elem. Maps of Preferential Periclase Corr. in Fusion Cast Magnesia-Spinel
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localized regions, whose linear dimensions were usually less than ten

microns.
If both the aluminosilicate phase and the microcrack network can be
eliminated, then this kind of refractory will be evaluated more thoroughly.

Recently, a stoichiometric fused grain spinel refractory was received.
owing to test rig alterations, we have not been able to subject this material
to a standard corrosion test. However, the refractory has been tested at
somewhat lower temperatures and the specimen performed well. While encourag-
ing, this does not guarantee good performance at higher temperatures. SEM/
EDX observations of the pristine fused grain stoichiometric spinel indicate
that almost the entire specimen is spinel, although some small periclase
grains are distributed throughout the sample. Even smaller amounts of
silica are present; these inclusions are probably located on grain boundaries.
A few properties of this fused grain stoichiometric spinel are:

3
Apparent porosity 15.8% Bulk density 187 1b/ft Modulus of 5
rupture 2350 1lb/in

Although corrosion tests at higher temperatures are needed, based on the
information available now, this material should perform very well.
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Fig. 5 Pristine Stoichiometric Sin- Fig. 6 Corrosion Tested Stoichio-
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A REFRACTORY CERAMIC-TO-METAL GRADED STRUCTURE

R. J. Elbert, A, D. Butcher, R. J. Dufala*, R. Bacon
Union Carbide Corporation
Carbon Products Division
Parma Technical Center
Parma, Ohio

INTRODUCTION

During the past several years, Carbon Products Division of
Union Carbide Corporation has been developing a2 graded ceramic-to-metal
structure for application primarily as a high pressure turbine abradable
seal for aircraft turbine engines, The structure's purpose is to improve
the engine efficiency by closing down tolerances between the blade tips and
the inside surface of the turbine housing, Because the engines will be
operating at temperatures approaching 3000°F (1650°C), superalloys and
ceramics which have good corrosion, erosion, oxidation, and thermal
shock resistance are used. These metals and ceramics, when fabricated
properly, result in a unique structure which has the ability to meet critical
requirements for use as a high pressure turbine abradable seal., Several
of the critical requirements for the turbine seal are also requirements for
the MHD channel lining,

For both applications the following critical requirements must be
met:

First, the structure must withstand severe thermal
environments involving large thermal strains, This most
critical requirement can be met through careful design of
the structure and strong bonding of the ceramic to its metal
substrate,

Second, it must be noneroding under high-velocity
gas or particle impingement. The ceramic must have
strong particle-to-particle bonding.

Third, the structure must provide sufficient
insulation to keep underlying metal hardware at reduced
temperatures without excessive backside cooling. The
insulative properties of the structure can be obtained by
proper structural design of the porous material,

Fourth, the structure must be sufficiently adaptable
to be fitted onto the existing hardware. A metal backing

permits this by allowing it to be held either mechanically
or to be brazed or welded to existing equipment,

* Presenting paper.
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A group of test coupons which meet these requirements has already
been prepared and submitted to ERDA for this aPplication. Completed
findings of their test have not yet been made available.

Additional requirements for MHD electrodes which are not require-
ments for the present program on abradable seals include:

The thermal insulating material should be electrically
conductive at the operating temperatures,

The thermal insulating material should be corrosion
resistant.

DESCRIPTION OF THE STRUCTURE

A photomicrograph of the structure is shown in Figure 1. The
present standard structure utilizes an all-ceramic top layer made of
yttria- or calcia-stabilized zirconia containing roughly 40% porosity.
Below this is a graded region consisting of several layers in which a re-
fractory metal, usually nickel-chrome, is added to the ceramic in pro-
gressively higher concentrations. The bottom layer of this porous, graded
region is essentially all metal. The metal side is then brazed to a metal
substrate, which is a nickel- or cobalt-based alloy.

REFRACTORY ALLOY

Figure 1. Photomicrograph of Structure

The process for making this structure is outlined schematically in
Figure 2. Each layer is formed from a wet mix and stacked onto the pre-
vious layer. The composite is then cold pressed. After drying, the green
structure is placed in contact with the substrate to which a braze coat has
been applied, and then it is furnaced in a protective atmosphere to achieve
bonding throughout the structure. A suitable bonding agent, such as silica
is needed to achieve bonding in the zirconia phase. ’
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CERAMIC SEAL FABRICATION

METAL 8 CERAMIC PARTICLES;
LIQUIDS

FORM AND STACK INDIVIDUAL
LAYERS

COLD PRESS GREEN STRUCTURE;
DRY

FURNACE BOND PARTICLES; BRAZE TO
SUBSTRATE.

Figure 2. Figure 3. Thermal Shock
Apparatus

PERFORMANCE EVALUATION

While hot gas erosion testing and room temperature abradability
testing have been done, the major thrust of the evaluation has been thermal
fatigue life. Figure 3 shows the thermal shock apparatus. A hydrogen/
oxygen flame is used to heat the ceramic surface while either air cooling or
gas torch heating is used to control the backside temperature. Figure 4
shows the nominal thermal cycle to which the ceramic-to-metal structures
are subjected. The surface temperature may be as high as the 3000°F
(1650°C) shown or as low as 2400°F (1315°C). Some experimental struc-
tures have survived hundreds of such thermal cycles. A recent specimen
(Figure 5, photo) survived over 1000 cycles without delaminating.

oF
3,000

2,000

Ll
W o

MINUTES

Figure 4. Typical Test Cycle
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DESIGN PRINCIPLES

The single most difficult technical problem in this area is the
achievement of adequate thermal stress resistance. Due to a mismatch in
thermal expansion coefficients between the ceramic surface layer and the
metal substrate, internal stresses develop as soon as the sintered structure
is cooled from the furnacing operation. Since the metal contracts faster
than the ceramic (Figure 6, diagram), the ceramic is forced into compres-
sion and high shear stresses are developed in the transition region near the
edges of the structure. When the ceramic seal is later subjected to a real
or simulated engine environment, different thermal stress conditions are
encountered, some less severe, some more severe than the room tempera-
ture state. Failure of the structure usually starts at the high shear stress
regions and proceeds as a delamination (Figure 7, photo).

If a sound structure can be achieved at room temperature, then the
thermal expansion mismatch tends to work in a favorable direction under
steady-state conditions in the engine (Figure 8, drawing). Since the
ceramic top surface is in contact with the hot gases from the combustor
while the metal substrate is air cooled, the difference between the temper-
ature changes of the ceramic and the metal components tends to compensate
for the difference between thermal expansion coefficients. Under transient
conditions, such as engine start-up, accelerations, and decelerations,
more complex and often more severe stress states are encountered.

STRESSES DUE TO
DIFFERENTIAL THERMAL CONTRACTION

CERAMIC

METAL

Figure 5. Segment Tested
for 1000 Cycles
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SHEAR

Figure 7. Types of Thermal Shock Failure

COLD ENGINE HOT ENGINE

CERAMIC ~

GRADED GRADED -
-

THERMAL STRAINS
EQUAL

AT >80Ty dc ATe= d*M ATM

Figure 8. Steady-State Affect of CTE Mismatch

Two aspects of this structure tend to reduce thermal stresses,.
First, the thermal expansion coefficient of the material in the transition
region changes gradually from that of the all-ceramic to that of the all-
metal, The transition region is relatively thick so that thermal mismatch
strains do not reach excessive levels compared to those found in conven-
tional thin coatings. Second, the structure is porous, resulting in a
"forgiving' material which has a low modulus plus a built-in crack-arrest
capability. A drawback to the structure is the inherent weakness of a
porous metal.

CONCLUSION

Further major improvements in performance of this structure are
anticipated as new processing techniques are developed and more sophisti-
cated stress analysis methods are applied. In cooperation with Case
Western Reserve University, we are developing computer programs for
doing accurate thermal stress calculations which we will then use to design
optimum structures for a variety of applications.
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FUSION-CAST MATERIALS FOR MHD APPLICATIONS
R. N. McNally, L. J. Manfredo and P. Bardhan
Corning Glass Works, Corning, New York

The elements leading to the degradation of structural materials in the
MHD generator are analogous to those in a glass—tank or a steelmaking furnace.
In these environments, the refractories are subjected to corrosive atmos—
pheres, errosive action and thermal cycling. To successfully solve the
materials problem for the MHD, materials scientists have to follow the glass
and steelmakers viz., develop the appropriate microstructure for the desired
properties. In this paper, we shall discuss the microstructures developed
from the fusion casting of a few refractory materials that appear suited for
the MHD system. Basic to the fusion-casting process is the occurrence of
inert grains (as a result of reaction between the components in the molten
state). The structure is an interlocking network of crystals which gives
the bodies strength that does not deteriorate catastrophically at elevated
temperatures, high abrasion resistance and good resistance to corrosion by
slag. 1In particular the dense material has a high resistance to penetration

by slag - a primary mode of degeneration of insulators and electrodes in the
MHD channel.

Fused MgO(1) is an excellent insulator: the microstructure of such an
insulator is shown in Figure 1. A silicate film is clearly discernible
between adjacent periclase crystals although impurity levels are only ~ 1%.
This film leads to a loss of high temperature strength6 in this material,
from >6000 psi at room temperature to <700 psi at 1340°C.(2) By the addition
of a second phase, however, one can isolate the silicate into pockets and
thereby maintain the hot strength. The second phase also reduces the primary

crystal size. This is done, for example, by the addition of chromium,
aluminum or titanium-spinels.

Figures 2 (A & B) show a MgO-Transvaal chrome ore fusion-cast body, in
which the isolation of the silicate leads to strength sufficient to prevent
deformation under load at high temperatures. The spinel appears as both an
intergranular and an intragranular phase - the distribution of the spinel
being closely related to the melting/freezing conditions.(2) A typical
example of the effect of solidification rate is seen by comparing Figure 2A
(rapid cooling) and 2B (slower cooling). In general, fusion-cast refrac-
tories have a grain-size distribution because of unequal solidification rates
throughout the casting. The amount of intergranular spinel is limited by
the fact that microcracks develop within the periclase grain with excessive
spinel. This is probably related to the mismatch in the coefficients of

3hermal expansion of the periclase (139 x 10'7/°C) and the spinel (-89 x 10_7/
C).

The "pseudo-binary" phase diagram of MgO-
at high temperatures the R+3 ions go into soli
exsolved spinel at lower temperatures. This phase instability in these
materials during temperature cycling can be eliminated by the addition of
Liy0.(3) When R*3 ions enter the MgO lattice, 2R*> replace 3Mg*2, but with

1 Li*l + IR*3 replacing 2Mg+2 fewer vacancies occur, and a more stable struc—
ture results.

Transvaal Chrome Ore shows that
d solution and appear as the
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Figure 1 A photomicrograph of a
polished section of fused-
cast MgO refractory (>99%
MgO). This sample shows
the continuous silicate
(dark gray) between the
periclase crystals (medium
gray). The black areas
are pores.

Figure 2 Photomicrographs of polished sections of a fused-cast
MgO-Transvaal Chrome Ore (55% : 45%) composition.
(a) Solidified rapidly; (b) solidified slowly.
Phases: primary periclase (medium gray), spinel
(light gray), olivine (dark gray) and pores (black).
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Cycling over a temperature range, between 1250°C and 1650°C shows that refrac-
tories with L120 can be made to have little or no linear growth.

An analogous refractory material with excellent resistance to thermal
stresses is the Mg0-MgAl. O, system,(4) the fusion-cast microstructure of
which is shown in Figure™3, 1In this the primary periclase crystals appear
completely surrounded by the spinel because the former serve as crystalline
sites for the periclase crystallizing out of the last liquid (of eutectic
composition). This system offers the following advantages: first, it is
less susceptible to the exsolution-dissolution of the spinel relative to the
MgO-MgCr O4 system and second, (and more important for the MHD environment)
MgAlZO4 ﬁas a lower vapor pressure at higher temperatures (greater than 1600 C)
than"does MgCr 04. (In MgO-Spinel systems, the fused microstructure can be
further controiled by adjusting the Al,0,-Cr,0, ratio. With high A1203/Cr20
ratio the Mg0O crystals are smaller, theré is léss precipitated intragranular
spinel and larger amount of intergranular spinel.) (5)

Similar microstructures can be obtained by fusing Al O,-based refractories.
As an example the A1203—Ca0-6A1203 system(6) is considereg gelow.

Pure A1,0, (>99%) crystallizes from the melt in a colummnar fashion. The
direction of “gfowth of the crystals is essentially perpendicular to the
freezing isotherm of the casting. This single-phase coarse-grained structure
has poor thermal shock resistance (lasting only 1 cycle in the test described
below); the planes of weakness between the oriented crystals provide the
paths for easy fracture. It is found that by adding a second component, CaO,
a fine interlocking structure of corundum crystals and an alkaline-earth
metal hexaluminate (Ca0-6Al 03) phase results as shown in Figure 4. The
improvement in thermal shocﬁ TYesistance of such a refractory is shown in
Table I. (The thermal shock test comprised of placing a 1" x 1" x 3" sample
in a gas-oxygen furnace at 1650°C, holding for 10 minutes, then withdrawing
it from the furnace and cooling to room temperature, constitutes one cycle.)

Table T
Thermal Shock Resistance of A1203—Ca0-6A1203
Thermal Shock
Cycles to Failure

98.79 mole ¥% A1203 - 1.21 mole % CaO 13
97.67 mole % A1203 ~ 1.44 mole %Z Ca0 - 0.89% F 11
96.42 mole % A1203 -~ 3.58 mole % CaO 22
97.36 mole % A1203 - 1.76 mole % Ca0 - 0.88% F 23
(Note that the formation of the CaO-6Al 0, phase does not have an adverse
effect on the shock resistance of Al,0, " -"both corundum and calcium hexaluminate

phases have the same coefficient of %hgrmal expansion - at 1000°C . 83 x 10=//%).
Metal fluoride addition improves both the manufacturability and the modulus

of rupture of the fusion-cast refractory, without affecting thermal shock resis-
tance.

Only a few examples of fusion-cast materials and their microstructureg
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Figure 3 Polished sections from a massive melted specimen
of 65% Mg0-35% Al.0, composition. (a) Rounded
grains are periclasé solid solution in a matrix
of spinel solid solution; (b) after 3 weeks of
heating at a 1400°C exsolved spinel appears as
islands in periclase and exsolved periclase
appears in spinel matrix.

_ DECREASING CRYSTAL ORIENTATION

INCREASING Ca0-6A1203

Figure 4 Photomicrographs of thin section in the Al_0.,-CaO
system. As the amount of Ca0 increases, the oriented
(columnar) structure becomes more equiaxed. The
primary phase is 0L—A1203 with intergranular CaO-

6A1203.
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have been discussed. The same basic principles can be applied to the develop-
ment of other novel materials. The tightly interlocked microstructure would
be highly resistant to slag penetration in the MHD reactor enviromment.

There are, however, some inherent disadvantages in the process: 1) macro-
porosities can occur in the fusion-cast bodies; 1i) there can be large varia-
tions in the composition, the structure and the grain-size across the cross-
section of a casting due to unequal solidification rate and, iii) the rapid
cooling of the melt can result in undesirable non-equilibrium phase
assemblages. However, the technique offers an additional degree of freedom
in the processing of ceramics in working towards a solution to the materials
problem for the MHD system.
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TRANSPORT PROPERTIES IN THE SPINEL ELECTRODE MODULE
H. K. Bowen
Massachusetts Institute of Technology
Cambridge, Massachusetts

I. INTRODUCTION

Based on the desirable and the required properties of materials for MHD
electrodes, insulators and current-leadouts [1-3], the spinel electrode mod-
ule was conceived for use in coal-fired MHD generators. The module consists
of an electrode based on FeAl,04-Fe30, that may contain other dopants, e.g.,
Cr;03 or Mg0O; aluminum oxide as the insulator although MgO or MgA%,04 may al-
so be used; and the current leadout -- an iron based material, e.g., stain-
less steel. The important physical property data of this module are being
measured and are reported briefly in this paper. More extensive reports ap-
pear in theses or ERDA-MHD research reports.

II. PHYSICAL PROPERTY DATA
Electrode

The electrical conductivity of FeAfl,0,-Fe304 solid solutions is totally
electronic. At 1600°C, FeAl,04 (hercynite) has a conductivity of 0.1 mho/cm
and an activation energy of 0.8 eV. Between 75% FeAf;0y4 and 25% FeAf,04 the
conductivity varies between 10 and 100 mho/cm with a small P dependence and
small activation between 0.2 to 0.05 eV. Conduction appeargzto be by electron
transfer between divalent and trivalent iron ions. Accurate determination of
the phase boundaries in the Fe-A%-0 system [5] has allowed calculations of
the site occupancy [4] which correlates well with the conductivity data in-
cluding compensation points in the conductivity-log P(0,) data. The charac-
teristics of total electronic conductivity and minimum temperature dependence
of conduction are the most important selection criteria for electrical stabil-
ity of electrode materials.[l] Increased magnetite additions increase the
conductivity to 200 mho/cm.

The chemical stability features of the spinel electrode module were pre-
sented elsewhere [2], the important features being chemical compatibility
with coal slags and favorable replenishment characteristics using coal slag
or Fe;03/A,0; additions to the combustion products. The highest operating
temperature of the electrode material is 1780°C (FeAl,04). The vapor pres-
sure at these temperatures is less than 10  atm. (6]

Measurement of the iron diffusion coefficient to predict compositional
redistribution of graded electrodes [3] and impurity penetration have been
carried out. Interdiffusion and thermomigration experiments [7] have shown
A% transport to be of the same magnitude as Fe transport.

The diffusion coefficient of iron 59 in iron aluminate spinels was mea-
sured by means of serial sectioning.[8] The results were analyzed with a de-
fect model assuming that the predominant defects were cation vacancies and
iron interstitials. At 1380°C, diffusion occurs in Fe30y and 75% Fe304-25%
FeAl,0, by an interstitial mechanism at low P_ , and a vacancy mechanism at
high P. . Diffusion is by the vacancy mechanf8m in 50% FeA%,0y and 75%
FeAl,052 Results for FeA2,;04 indicate an interstitial mechanism.
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At 10 ® atm Oz, a curve of log D vs. 1/T exhibits a minimum for Fe3Ou
and 25% FeA%,04. This effect is explained in terms of a mechanism change.
DFe is essentially independent of temperature in 50% FeA%,0, and 75% FeAL204.

The electrical conductivity [8] of low silica containing slags (7-17 w/0)
was measured because the amount of silica in the layers on the channel walls
will decrease as the back temperatures are increased, and the low silica
slags are those which can be in equilibrium with the spinel electrode module.
The model system was FeO°Fe;03~A%203-Si02 in the temperature range of 1000-
1600°C and oxygen partial pressure of 10 < Po < 1 atm. The de-data and
the ac-conductivity up to 10 KHz for compositioﬁs with more than 33 w/o Fej3O0y4
were essentially equal, suggesting that the electrical conduction was pre-
dominantly electronic.

Several types of conductivity-temperature dependence were observed in
air and were directly correlated with the phase chemistry of the system,
particularly the crystallization sequences. The compositions studied crys-
tallize to form multi-phase compositions of spinel, corundum, mullite and/or
iron aluminosilicate glasses. The electrical conductivity in the crystallized
composites were interpreted with a multiphase conduction model.

In the first type of conductivity-temperature behavior in air, the elec-
trical conductivity increased with decreasing temperature with no distinct
discontinuity upon solidification. The dependence of electrical conduction
on temperature was of three stages in all other cases. A sharp discontinuity
was observed upon solidification. The activation energies for conduction in
these crystallized composites of spinel, mullite and corundum varied from
0.39 to 2.97 eV, depending on whether iron-mullite or corundum was the
matrix.

The electrical conductivity of iron aluminosilicate melts at 1550° and
1600°C were also measured as a function of oxygen partial giessure and were
found to depend on the total iron concentration and the Fe®' /Fe ratio.
The conductivity decreased with increasing P~ at P > 10 ! atﬁ?taaver a
wide intermediate range of P (10°<p N agﬁ), the conductivity re-
mained practically constant.ozUpon subseaﬁent reduction at still lower P ,
the electrical conductivity decreased. The electrical conductivity of al?%the
iron aluminosilicate melts studied was of the order of 0.1 - 0.2 mho/cm over
the whole oxygen partial pressure range.

The results were analyzed according to the conduction band model and a
thermally activated mechanism. Using the latter model, the fraction of Fe?
ions in octahedral coordination was calculated.

Insulator

In order to design the electrode module forlong term use, data on the
principal failure modes have been generated (loss of resistance due to Fe and
K penetration and electrical strength loss-dielectric breakdown). Comparison
of single crystal (sapphire) and polycrystalline alumina samples has shown
that the electrical breakdown strength decreases from >10® volt/cm at room
temperature to v 10* volt/cm at 1400°C. [9] At temperatures less than 600°C,
t?e polycrystalline material has a lower breakdown strength than sapphire. At
higher temperatures this difference is undetectable; thus the quality of the
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material and the preparation conditions of the surfaces are less important at
higher temperatures.

Above 1000°C the breakdown mechanism appears to be due to thermal run
away. The breakdown strength - inverse temperature curves have a 1.1 eV
slope. There are at least two important consequences of these observations.
First, the absolute resistivity will be the important factor in determining
the allowable electric field strengths for interelectrode insulators; and
second, although the values of the allowable field strengths at high temper-
atures are larger than required by MHD generators, the breakdown is very
sensitive to local thermal fluctuations. Thus loss of insulation can be due
to Joule heating or due to localized heating from arcing above the insulator
surface.

The electrical resistivity of iron doped A%,0; has been measured to de-
termine the allowable levels of iron contamination.[10] For example, the
resistivity decreases at 1600°C and Po =-10"2 atm from 10° ohmecm for pure
AL,03 to 8 x 103, 2.5 x 10% and 2 x 10 ohm cm for 0.08, 0.5 and 4.4% addi-
tions of Fe,0, respectively. The oxygen pressure effects show a minimum in

the resistivity at Py, = 10 © atm. The activation energy for conduction is
4 ev.

The minimum resistivity corresponds to the solubility limit and exsolu-
tion of spinel. The 1500°C isotherm for the Fe-A%-0 system [5] outlines the
solubility limit for corundum in equilibrium with spinel and hence the limit-
ing conductivity as a function of oxygen potential. MHD conditions (Pg, <

10-%) should produce acceptable worst-case electrical properties in alumina.
Since the dielectric breakdown appears to be thermally triggered at tempera-
tures in excess of 1000°C, electrical strengths will therefore scale according
to the inverse of conductivity and thus the inverse of the iron concentration
as determined from the isothermal section at each temperature of interest.
Values of 99.57 pure polycrystalline Ag203 are far in excess of 50 V/cm need-
ed in the MHD system. Tracer diffusion studies [11] suggest Fe-penetration
depths less than 0.1 mm in 1000 hours at 1630°C for "pure" polycrystalline
alumina.
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ADVANCES IN LANTHANUM CHROMITE MHD ELECTRODE DEVELOPMENT

F.J. Brodmann
General Refractories Company

P.E.D. Morgan
Franklin Institute Research Laboratories
Phila. Pa.

1. INTRODUCTION

Since Meadowcroft[l] and others[2] first proposed the use of lanthanum chromite

as MHD electrode material, a considerable amount of R&D efforts have been spent
to improve the ceramic, electrical, and chemical properties of this material.
In 1970, General Refractories started to sponsor several projects at the
Franklin Institute to develop methods for producing high density ceramic bodies
from lanthanum chromite. [3] 1In 1972, the Corporate Research Laboratories of
General Refractories continued the projects on a larger scale and has produced
since then several hundred pounds of lanthanum chromite for inhouse and outside
testing.

2. DESCRIPTION OF THE MATERIAL PREPARATION METHOD

The preparation method developed for lanthanum chromite MHD electrodes is

based on the synthesis of an active precursor powder composed of lanthanum

chromate hydrate. [4] 1In the first figure, the flowsheet for the production

of lanthanum chromite parts is illustrated. In the temperature controlled
reaction tank chrome trioxide is dissolved in distilled water to form chromic
acid, which is subsequently neutralized by adding lanthanum oxide and any
doping agents. During the exothermic reaction cycle, the slurry is vigorously

stirred and the temperature controlled not to exceed 80°C. The yellow doped

lanthanum chromate hydrate exhibits a one micron average particle size and
rhombic symmetry as shown in Figure 2.

After passage through a spray dryer, the lanthanum chromate powder is

briquetted and then calcined in an atmosphere controlled furnace. The yellow
lanthanum chromite precursor starts to decompose at low temperature Vv150° and

by 600°C in air has turned to shades of green (for pure LaCrO3) to chocolate
brown (for doped LaCr03) and now shows only x-ray diffraction peaks for the

pseudo cubic perovskite. The briquettes of lanthanum chromite are crushed and
ball milled in acetone. The microstructure of the calcined and ball milled
material is illustrated in Figure 3, The average particle size increased to

a 2-3 micron average diameter and a pseudo cubic symmetry.

To prepare a free flowing pressing powder, we increased the particle size

of the material to more than 50 microns by agglomeration. After the addition
of binders and lubricants the aqueous suspension is spray dried to agglomerate
the particles and dry out the moisture. The lanthanum chromite powder is then

135



A /A\
SYNTHESIS OF A CONTROLLED
LaCrOg REACTION SPRAY ATMOSPHERE

BRIQUETTING
" PRESS ‘
. JTe A
B %

B

FORMING OF VIBRATORY
RECYCLE -200 -35 HYDRAULIC DRYING
, ——
ELECTRODE SCREEN >200 PRESS OVEN
PARTS DECKS
8

C
FINISHING OF PACKING METALLIZING CONTROLLED
ELECTRODE SHIPMENT O-C—— TESTING C—C-——- ELECTRICAL ATMOSPHERE
PARTS CONNECTION FURNA(y

FIGURE 1. MANUFACTURING FLOW SHEET FOR LaCrO3 MHD ELECTRODES
FIGURE 2.

COPRECIPITATED DOPED LANTHANUM CHROMATE HYDRATE.

136

10000xX



FIGURE 3. CALCINED AND BALL MILLED DOPED LANTHANUM CHROMITE. 3000X

pressed hydraulically into electrode bars. After drying, the bars are high
fired in a controlled atmosphere furnace. The microstructure of the fractured
surface of the high fired lanthanum chromite bars is illustrated in Figure 4.
The bulk density of this material is 927Z of the theoretical density. The
particle size is relatively uniform and averages about 5 micronsin diameter.
The residual porosity is located at grain boundary intersections. After
machining to the final dimensions, the electrode bars are metallized for
electrical connectionms.

3. PHYSICAL PROPERTIES OF VARIOUS LANTHANUM CHROMITE COMPOSITIONS

Pure lanthanum chromite is difficult to sinter and therefore has low
strength, low electrical and thermal conductivity. The doping of lanthanum
chromite with alkaline earth ions generally enhances the physical properties
of the material. The highest density of 96.3% of theoretical was measured for
strontium doped lanthanum chromite. The highest electrical conductivities
were measured for magnesium doped formulatioms.

The electrical properties of the various lanthanum chromite compositions
were tested on pressed bars of roughly 3.5" length and 0.5" cross section.
The bars were electrically connected with platinum wire for a standard four
point probe technique, placed into an electrical tube furnace, and the re-
sistivity measured up to 1500°C. 1In Figure 5 the resistivity change as a
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FIGURE 4. HIGH FIRED DOPED LANTHANUM CHROMITE. 3000X

function of temperature is illustrated for stoichiometric lanthanum chromite
and various doped lanthanum chromite compositions. The resistivity curves of
the doped and undoped formulations decrease up to about 1000°C before a min-
imum is reached. The magnesium doped composition has at room temperature and
above a substantially lower resistivity than the strontium doped material.

In Figure 6 the resistivity data of Figure 5 are displayed as 1lg (0/T) against
1/T. At identical doping levels, the magnesium doped compositions display a
lower activation energy than the strontium doped formulations. Pure lanthanum
chromite has the highest activation energy with the maximum below 900°C.

The thermal expansion of lanthanum chromite depends on the doping element
and its concentration. We measured for magnesium doped material lower thermal
expansion coefficients than for strontium doped formulas. Figure 7 shows the
thermal expansion curves of magnesium and strontium doped lanthanum chromite
which have an inflection at about 300°C caused by a phase transformation. The
material with the higher magnesium doping level displays the lowest thermal
expansion coefficient.

X-ray diffraction intensity and lattice constant measurements of magnesium
and strontium doped lanthanum chromite powders were used to investigate which
lattice site, A or B, the dopant atoms enter. The intensities obtained from
x-ray powder diffraction patterns were compared to calculated intensities for
the doping element placed in the A or the B position. The measured intensities
of lanthanum chromite doped with 20% magnesium oxide compare very well with
computed intensities for B site replacement. The intensity data for 16%
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strontium doped lanthanum chromite are more difficult to interpret as a result
of the somewhat lower symmetry (orthorhombic) of the crystal lattice compared

to magnesium doped material. The roughly calculated intensity values are ob-
tained by assuming that the strontium doped lanthanum chromite also crystallizes
in the cubic symmetry system as intensities are not much affected by minor
lattice distortions. Nevertheless, A-site occupation by strontium is indicated.
The x-ray diffraction measurements also revealed that the lattice cell volume
increases with higher magnesium doping levels. The elementary cell dimensions
increase in the direction of the ap and ¢, axis while the b, axis shrinks in
length. The higher anisotropy of the crystal lattices of heavier doped ma-
terials is not found to have any noticeable effect on the strength and thermal
shock properties of lanthanum chromite. The lattice volume increases slightly
with higher magnesium doping levels, whereas it decreases for strontium doped
material confirming the intensity findings, for surely, if magnesium entered

the A site, the lattice diameter would decrease and similarly, if strontium
entered the B site, an expansion would be expected based on relative ionic radii.
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4. SUMMARY

This paper describes primarily a ceramic manufacturing process which is
scaled for the production of commercial quantities of MHD electrode parts
from lanthanum chromite or other suitable material. The process incorporates
various closely controlled processing steps to ensure the preparation of high
density electrodes with homogeneous and reproducible properties. A micro-
scopic study demonstrated the microstructure of material at different stages
in the preparation process. A comparison of the electrical and thermal ex-
pansion properties of doped compositions showed that magnesium doped lanthanum
chromite is superior to strontium doped material. Quantitative x-ray dif-
fraction measurements proved the hypothesis that strontium is replacing
lanthanum in the A site and magnesium is replacing chromium in the B site of
the perovskite lattice. No second phases were recorded in the matrix of the
doped formulations.

5. REFERENCES

1. D.B. Meadowcroft, Some Properties of Strontium-Doped Lanthanum Chromite,
Brit. J. Appl. Phys., 1969, Ser. 2, Vol. 2.
2. M. Foex, C.R. Acad. Sci., Paris, 1965, 260, p. 6389-92.

3. P.E.D. Morgan, Sintering of Chrome Systems, Ceramic Bulletin, May 1977.

4. U.S. 3,974,108, LaCrO3 Electrodes and Method of Manufacture, Ronald Staut
and Peter E.D. Morgan, August 10, 1976.

141



ELECTRICAL CONDUCTIVITY, VOLATILIZATION
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INTRODUCTION

Most of the available data indicate that at 1750°C the volatilization
rate of LaCrO; based oxides is such that electrodes made from them can be
expected to recess about 1 cm in 10000 hrs which is too high for MHD applica-
tion [1, 2]. 1In March of 1976 a series of vaporization experiments were
carried out at our laboratories which indicated that several of the more de-
sireous compositions did not have as high a volatilization rate at 1073 atm
02 as had previously been measured by Meadowcroft and Wimmer [1, 3]. How-
ever, a significant increase in rate occurred in air. It was suspected that
water vapor was the reason for the increase in volatilization. Bowen esti-
mates that the rate of weight loss of LaCrOj should be increased by 5-10
times in water vapor relative to a dry atmosphere [2]. This enhancement is
due to the formation of CrO,(OH) which is more volatile than the oxides of
Cr. Our measurements tend to agree with Bowen,

Since our earlier measurements had indicated that the volatility of
LaCrO3 based compositions is somewhat dependent upon specific composition and
density, an investigation was initiated in which the goal was to determine if
sufficient amounts of Al could be substituted for Cr to significantly reduce
the volatilization rate without increasing the room temperature resistivity
to >50 Qicm. (This is approximately the maximum resistivity a MHD electrode
can have at room temperature before Joule heating becomes a problem.)

To make this study, a number of compositions based on La_ gsMg, o5CrO3
were prepared with Al substituted for Cr from O to 100%. The reason for
choosing the composition La ggMg 05Cr03 as our base was due to the fact that

this is the composition that was used in the last test in the Soviet UO-2 MHD
facility.

EXPERIMENTAL

The LaCrOj3 based compositions that were used in this investigation were
prepared by the liquid mix process and were calcined at 800° for 2 hours.

The only milling used was in a shaker mill using plastic containers and plas-
tic balls.
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The powders were dry pressed with aid of 1/8 w% PVA binder into disc-
shaped specimens in either a %" or 3/4" mold. The pressed units were then
sintered to closed porosity density in the temperature range 1500 to 1750°C
in atmospheres ranging from 10711 to 0.21 atm O5. The required conditions
were dependent upon the particular composition. X-ray diffraction scans were
made on all the compositions (both as powders and sintered discs) using GE
XRD5 and XRD700 diffraction units. The x-ray data indicate that all of the
compositions are single phase and rhombohedral at room temperature with the
exception of the members near 100% Al which are orthorhombic.

Prior to making weight loss measurements each specimen was heated to
1000°C in air for several hours to help remove volatiles which might influ-
ence the measurements. The test specimens were then stacked on zirconia
plaques in such a way that each disc had its surfaces free so volatilization
would not be impeded. The specimens were then heated to 1740 i_15°C in a
controlled atm. Mo wound furnace in flowing atmospheres of either Ny + 10-3
atm Oy or No + 10-3 atm 0 + 10~ atm H20. A flow rate of 1 linear cm/sec
was maintained throughout the experiments. The oxygen pressure was deter-
mined by sampling the gas stream with a solid state electrolytic cell. The
water content was maintained at 10~1 atm by bubbling the gas through a 46°C
water bath.

RESULTS

All of the weight change data accumulated so far are summarized in
Table I. It is evident from this table that the substitution of Al for Cr
does decrease the rate of volatilization both in water vapor and in a dry at-
mosphere. However, the influence is most apparent in water vapor.

Electrical conductivity measurements were conducted at Argonne National
Laboratory. The initial data are shown in figure 1. These data were all
taken in an air atm. A few measurements have been made at 10~4 atm of 0,,
but they were found to differ from those measured in air by only 10%. There-~
fore, conductivity variation with Pg, is not considered to be a problem. As
can be seen from figure 1, the substitution of Al for Cr tends to increase
the resistivity. The room temperature resistivity of La gsMg 5Al03 was mea-
sured and found it to be greater than 1013 Qem.  Thus it appears that it is
possible to vary the resistivity of room temperature of La ggMg, 5Crj-xAlx03
from <1 Qcm to >1013 Qem by just changing the Al content.

Thermal expansion measurements were made at Westinghouse and are shown

in figure 2. It can be observed that the addition of Al tends to increase
the thermal expansion coefficient.

DISCUSSION AND CONCLUSIONS

By holding the composition La_95Mg.05Crl_xAle3 constant, an effort was
made to observe the variation in properties due to changing Al content rather
than some extraneous influences (such as porosity, multiphases, etc.).
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TABLE I

Measured Rate of Weight Loss at 1740°C

atm A - Pg, = 1073 atm

-3 -1
atm B - P02 = 10 atm + 10 atm H20
Gas Flow Rate = 1 linear cm/sec

Weight Loss*

ug/cm2/hr
Specimen atm A atm B
.5Ce02-5Zr02 (3] 53 80 (air)
0-2 34 (air)
La.84Sr.16CrO3 [3]
MgCr,0, [3] 16 430 (air)
0 136 (air)
La.gsMg.OSCrO3 [3] (
.5 38
La gCa 2fF 75R1 5504 5
34
La.SCa‘ZCrO3 19
La.BSr.2Cr.75A1.2503 7 44
La.95Mg.oscr°3 2 10-44
4.4 16

.95M9 05°F 9521 0503

La.95Mg.oscr.9Al.1°3 5.1 7-24

La.QSMg.Oscr.85A1.1503 6.2 19-24
La.95Mg.05Cr.8Al.2o3 10.3 16-34
L2 95M3_ 05CF 7581 5503 © 0-16
La.95Mg.05CI.5Al.503 0-1 0-9
2 95M9 05CT 2531 7503 0 0
L2 95M3 05CT 1AL gOq - 0-8
La.95Mg.05A103 0 0-9
MgAl2 4 - 0
Mgo - 78

* Uncertainty in measurement = + § ug/cmz/hr
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Figure 2: Thermal Expansion of La.95Mg.05Crl_xAlx03.
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For all practical purposes, all of the compositions tested are single
phase with the Al in solid solution in La.95Mg_05Cr1_xAlx03. Therefore, one
should expect to have rather clean grain boundaries. 1In addition, all of the
compositions were sintered to a closed porosity situation (density 93% of
theoretical). These two factors should make the test specimens about as rep-
resentative of each composition as can be prepared.

A number of significant observations can be made from Table I and fig-
ures 1 and 2.

(1) The substitution of Ca or Sr into LaCrO; does not influence its
volatilization rate either in 1073 atm Oy or 10-3 atm O, + 10-! atm Hy0 at-
mospheres. The addition of Al to compositions of this type also does not
alter the volatilization rate.

(2) The substitution of Al for Cr in the basic composition La g5Mg g~
CrO3 tends to decrease weight loss rate both in moist and dry atmospheres.

"(3) In 1073 atm 0g + 1071 atm H,0 atmospheres, MgO is more volatile
than La_ggMg 5CrO3 which is the most volatile chromite composition in the
Al substitution series.

(4) The replacement of 25 to 50 m% of the Cr by Al lowers the volatil-
ization rate such that essentially no measurable weight loss could be mea-
sured for periods of time of up to 36 hours at 1740°C in flowing atmospheres
of either 1073 atm 0, or 1073 atm 0, + 1071 atm H,0.

(5) The replacement of greater than 50% of the Cr by Al increases the
electrical resistivity out of the useful range for MHD electrode applica-
tions.

Evidently, the substitution of Al for Cr into LaCrO3 helps suppress the
volatilization of Cr either in the form of Cr oxides or CrO,(OH). We have no
ready explanations for this result.

We considered the possibility that the Al formed a barrier on the sur-
face which would make the volatilization of Cr difficult. However, if this
were the case, we should see a change in electrical resistivity from the sur-
face to the interior. We have checked this and found the electrical conduc-
tivity to be the same both on the surface and in the interior of a sintered
specimen. Thus this cannot be the explanation.

It might be that the addition of Al tends to lower the activity of Cr in
the LaCrOj3 structure. The data of Sasamoto and Sata have shown that this is
apparently what happens when Cr is placed in LaCrO3 as compared to Cr03 [4].
The Cr appears to be more stable in the perovskite structure of LaCrO3 than
in the corundum structure of Cry03 [5]. Thus it might not be unreasonable to
consider that the additions of Al increases the stability of Cr in LaCrO3.

Probably the most important result is that this study demonstrates that
by the application of the "Verwey controlled ionic valency principle" and by
the use of careful preparation techniques the properties of a complicated

oxide can be systematically altered in a reproducible and controllable man-
ner.
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INTRODUCTION

Strontium substituted lanthanum chromite has been widely considered as a possible
electrode material for MHD, because of its relatively high electrical conductivity (11, but
its high temperature use is limited by a high evaporation rate at temperatures above 1600°C
[2]. Strontium zirconate, on the other hand, has been considered for high temperature
applications on the basis of its excellent high temperature stability [3], but its use as a
possible MHD electrode material is hampered by its relatively low electrical conductivity
[41. A systematic investigation of ceramics with the composition (LagsSr 14C703) 1o
(SrZrOg), has thus been initiated, with the aim of optimizing the high temperature prop-
erties of these two perovskites.

MATERIALS

Ceramics of the series (LagsSr CrOS)]_ (SrZrO4), and SICr 4Zr O4 were
prepared by multiple firing, grinding, and sieving of mixtures of LayO3 (ﬁeico 99.96%),
SrCO4 (Baker 99%), CrpO3 (Fisher 98%) and ZrO, (Anachemia 99%). The resulting pow-
ders were uniaxially pressed into discs 25mm in diameter and 2-4mm in thickness. These
discs were sintered in air at 1400°C for 2 hours in a Lindberg globar muffle furnace. The

composition of selected samples was checked by quantitative chemical analysis.

All of the ceramics were examined under crossed polaroids in a petrographic mi-
croscope. Under these conditions, La g4Sr ,CrO3 appeared fo be slate grey in colour,
while StZrO3 appeared orange. Ceramics of intermediate compositions were found to be
composed of varying proportions of these two phases. The degree of porosity of the ceramics
was determined from quantitative measurements on petrographic micrographs and was found
to vary between 25 and 65%.

The crystal structures of the ceramics were examined by X-ray diffraction. The
diffraction profiles of La g,Sr 1,CrO3 showed asymmetric line broadening which was con-
sistent with the minute rhombohedral distortions (R3m) reported previously by Castelliz [6].
As the line splitting was not resolved, the pattern was indexed as the cubic (Pm3m) perov-
skite. This gave a lattice parameter of a = 3.874 + 0.004%, which agrees well with the
previous results of Castelliz [8] and of Wold and Ward [71. The structure of SrZrO., was
confirmed to be the orthorhombic (Pnma) perovskite with lattice parameters of a = 5.804,

* This work was supported by a Special Project Grant Awarded by the National Research
Council of Canada.

**H.W. King is also with the Department of Engineering and Engineering-Physics,
Dalhousie University, Halifax, Nova Scotia, Canada.
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b=8.196 and c = 5.800% , which also agree well with previously reported crystallogra-
phic data [8]. Ceramics of intermediate composition were found to be composed of a mix-
ture of the cubic and orthorhombic perovskites with the expected variations in X-ray
diffracted intensity .
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-
o—
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0 500 1000 1500
Temperature (c)

FIGURE 1. Temperature dependence of AC resistivity (100Hz) of various
ceramics. *Present results, A Meadowcroft [2], --- Anthony

et al. [5].
ELECTRICAL RESISTIVITY

The electrical resistivity of the ceramics was measured in a helium atmosphere
over the temperature range from 20 to 1400°C, using a 4~point AC method at 100 Hz.
The DC resistivity of several samples was measured, using the same 4~point probe. These
were found to agree within 10% of the respective AC results at temperatures below 600°C
and to be slightly larger at higher temperatures. The samples were determined to be ohmic
both at room temperature and at 1400°C. The results were corrected to a reference density
of 50%, on the basis of the quantitative petrographic examination referred to above. As
shown in Figure 1, the resistivity of the SrZrO4 ceramic is of the order of 10° ohm-cm at
1400°C , but increases very steeply on cooling, so that at room temperature it is effect-
ivelY an insulator. The resistivity of La g,Sr ; CrO4 remains approximately copstant at
10~ ' ohm-cm over the temperature range'%rom'; 0 - T400°C and rises to ~6x10~ ! ohm-cm
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FIGURE 2. Compositional dependence of resistivity of mixed perovskites
at various temperatures.

at room temperature. These results for the component ceramics agree well with the prev-
iously reported values of Anthony et al. [5] and Meadowcroft [2]1. The results in Figure 1
also show that although the high temperature resistivity of SrZrO4 can be reduced signif-
icantly by substituting chromium for zirconium,_the room temperature resistivity of

SICr _4Zr O3 is still in the insulator range (1070hm-cm) . A mixed perovskite ceramic of
composition La_gySr 1,CrO3 + StZrO3 (50/50) was found to have a high temperature
resistivity about two orders of magnitude lower than that for SrZrO3 with a room temper-
ature resistivity of ~5x103 ohm=cm. This indicates that the decrease in resistivity is not a
linear function of the fractional composition, x.

The compositional dependence of the electrical resistivity results at various temp-
eratures is summarized in Figure 2. The peak in resistivity near x = 5% may be associated
with some degree of solid solubility of SrZrO3 in La 845% ]6CrO , but a full discussion
of its significance is beyond the scope of the present paper. On the other side of the
composition range, it is evident that at 1400°C the resistivity of SrZrQO3 falls markedly
with the addition of La g4Sr 14CrO4, such that it passes through a minimum value of ~1
ohm=cm in a ceramic containing only 10% of La 457 ]6CrO3. A similar minimum in
resistivity was observed at this composition at 60b%C , but as the temperature is lowered to
400 and 200°C, the minimum disappears and the log of the resistivity varies more linearly
with composition.
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FIGURE 3. Form of the linear thermal expansion of mixed perovskite ceramics.

THERMAL EXPANSION

The linear thermal expansion of the (La g CrO3)] x(SrZrO3) ceramics was
also measured over the temperature range From 20 to 1468°C using a Theta magnetic-
transducer dilatometer standardized against quartz and copper. The results for

La_g4Sr 1,LrO3 - SrZrOg are plotted in Figure 3. The expansion plots for all of the
ceramics in the series were found to fall between the values for the refractory oxides MgO
and Al,O3. Linear thermal expansion coefficients, calculated from data such as that in
Figure 3, are plotted against composition (x) in Figure 4. The value of 9.6 x 1076k~
determined for La.84Sr]6’CrO3, over the temperature range 20 - 1000°C, agrees closely
with the results reported by Meadowcroft [11. For SrZrO3, the equivalent expansion co-
efficient was calculated to be 1.05 x 107K~ !, The thermal expansion coefficient of the

intervening ceramics is not a linear function of composition, but the precise form of its
variation will be taken up in a later publication.

11
T\E ﬁ
10 -
9
-
)
-
q
9 | L | |
L.S cro 20 40 60 80 Sr2r0.
rZr
agadgL I3 X (%) 3

FIGURE 4, Coefficient of linear thermal expansion between 20 and 1000°C
for mixed perovskite ceramics.
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FIGURE 5. Weight loss determinations for mixed perovskite ceramics
1 h at 1700°C in still air, A 1 h at 1850°C in flowing
burnt propane (PO2 = 0.075 atm.).

WEIGHT LOSS MEASUREMENTS

The weight loss, per square cm of specimen surface, after heating the ceramics
for 1 hour at 1700°C in still air is shown in Figure 5. Under these conditions, SrZrO3
showed an insignificant change in weight, while the weight loss of the mixed perovskite
ceramics varied approximately linearly with the compositional parameter, x. The degree
of weight loss was significantly diminished, for both La g4Sr 14, rO3 and the ceramic
with x = 15%, when the atmosphere was changed to flowing burnt propane, with a calc-
ulated oxygen partial pressure equal to 0.075 atm, and the temperature was raised to
1850°C . These results are also consistent with a linear dependence of weight loss on
fractional composition, x.

CONCLUSIONS

The present results show that addition of 10% La 845" ]6CrO is sufficient to
lower the high temperature resistivity of StZrOg3 to a value more suitable for MHD appli-
cations, without causing a significant depreciation of its refractory properties in oxidizing
atmospheres. The ceramic (La ggSr 14CrO3) 1 (SrZrOg) ¢ still has a relatively high
room temperature resistivity, however, but this may be overcome by using electrodes in
which the composition is suitably graded to La g45r_1,LrO3 at the room temperature end.
Such an electrode would have a uniform electrical resistivity of the order of 1 ohm-cm and
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remain compositionally stable for long periods, even at very high operating temperatures,
because interdiffusion between the two perovskite phases is insignificant.

ACKNOWLEDGEMENTS

The authors are grateful to M. Rockwell for assistance with the petrographic
examination, E, Theophilus for assistance with the quantitative chemical analysis, to
S.G. Whiteway and W, C aley of the NRC Atlantic Research Laboratory for their assist~
ance with the construction of the equipment for the high temperature measurements, and
to G.P. Wilson for helpful advice and encouragement.

REFERENCES

1. D.B. Meadowcroft, Brit. J. Appl. Phys., ser. 2,2 (1969) 1225.

2. D.B. Meadowcroft, Proc. Int. Conf. on Strontium Containing Compounds, Atlantic
Industrial Research Institute, Halifax, N.S., Canada (1973) 119.

3. B.R. Rossing, J. A, Dilmore, H.D. Smith, and W.E. Young, 15th Symposium on the
Engineering Aspects of MHD, Phila., Pa (1976) 1.2A.

4. T.L. Pivovar and V.Ya. Tolstaya-Belik, High Temp., 8 (1970) 1227.

5. AsM. Anthony, A. Guillot, T. Sata, J~L. Bourgeois, Rev. Hautes Temper. et
Refract. 3 (1966) 147

6. K.M, Castelliz, Proc. Int. Conf. on Strontium Containing Compounds, Atlantic
Industrial Research Institute, Halifox, N.S., Canada (1973) 149.

7. A. Wold and R, Ward, J. Am. Chem. Soc., 76 (1956) 1029.

8. Nat. Bur. Stds. (U.S.), Circ. 539, 9 (1959).

153



%
STRUCTURAL AND PHYSICAL PROPERTIES OF THE Lal_XerCrO3 SYSTEM
J. Faber, Jr., M. H. Mueller, W. L. Procarione, A. T. Aldred, and
H. W. Knott, Argonne National Laboratory, Argonne, IL 60439
and H. U. Anderson, University of Missouri, Rolla, MO 65401

INTRODUCTION

LaCr0j, and the candidate MHD electrode material, Lag,gySrp,1¢Cr0O3, have
been studied with X-ray powder diffraction, electrical conductivity and mag-
netic susceptibility techniques in the temperature range 4.2 <T< 2000K. The
purposes of our multiprobe approach are to (1) characterize the host material,
LaCrO3, and (2) study the effects of strontium doping on the parent LaCrOj
material. The efforts reported here are part of a comprehensive program
that focuses on the properties of ABO3 perovskite compounds, where A is a
rare earth and B is a 3d transition metal.

Our X-ray measurements are aimed at determining the structural differ-
ences between LaCrOj and the doped material, Lag,_gySrg,16CrO3. Koehler and
Wollan [1] studied LaCrO3 with neutron powder diffraction, and observed an
antiferromagnetic transition in the orthorhombic unit cell with Ty = 320 K.
Ruiz et al.[2] have observed a phase transformation at about 560 K that re-
flects a symmetry change from orthorhombic to rhombohedral above the transi-
tion. A number of magnetic susceptibility studies [3-5] report values of the
Neél temperature that span 277 < Ty < 320K. The considerations of sample purity
and sample preparation may be important. Ruiz et al. [2] reported results of
conductivity studies on LaCrO3, and found that the ionic transference number,
t; < 0.05% at 1250 K. The incomplete d band produces electronic conductivity
behavior in ABOj3 perovskites that ranges from metallic-like to semiconducting
depending upon the transition metal at the B site. The theory of conducti-
vity has been considered in detail by Goodenough [6,7] and we shall test a
localized-itinerant model in the spirit of this theory.

Meadowcroft [8] presented an introductory account of Sr-doped LaCrOj, and
suggested it for MHD electrodes. Based on thermal expansion, density, re-~
sistivity and other thermo-chemical results, the idea was advanced that Sr
acted as a sintering agent, reduced Cr,03 volatility at high temperature and
high POZ, and increased the electronic conductivity of the compound. Thermal
expansion data [9] on Lag oSrg, ;CrO3 show a small inflection at T ~ 560 K.
Our results of high temperature X-ray diffraction studies on rhombohedral
Lag, guSrg,16Cr03, also show unusual Bragg peak intensity changes at Tw~ 560 K.
In addition, we observe a phase transition at T = 190 K that reflects a
symmetry change from rhombohedral to orthorhombic. There is a definite cor-
relation between the presence of a ferromagnetic component in the suscepti-
bility and the occurrence of the lattice transition at T = 190 K. Magnetic
susceptibility experiments sense, in part, the unpaired 3d electrons sur-
rounding each transition metal ion and thus provide an extremely sensitive
probe for different chromium oxidation states. The conductivity data suggest

that p-type conductivity predominates in Lag, gySrg, 14Cr03 and that multi-
valent Cr ions arise from Sr doping.

*Work supported by the U. S. Energy Research and Development Administration.
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SAMPLE PREPARATION

The samples were prepared by pyrolyzing amorphous organic precursors to
ensure compositional homogeneity and high density. Details of this technique
will be presented by Anderson et al. [10]. The X-ray and magnetic suscepti-
bility results were obtained from samples fired at 1970 K in Py = 10-12 atm,
and on the same samples oxidized at 1700 K in P02 = 1 atm. 2

RESULTS AND DISCUSSION

LaCrO3 is an orthorhombic perovgkite TEMPERATURE (°C)
with ay=5.5148(5) &, b,=7.7578(7) A, and 16001201000 800 | 00 00 40 30
=35. 4781(5) Rat 300 K. When compared with - ’
the prototypical structure [11], GdFeOg, -
our results show that the distortion from R L i
cubic perovskite is much less both in terms i
of lattice constants (ag,vc,, and boﬂi/f ag '.'
corresponds to a reduced cubic perovskite 5
unit cell) and relative intensities obtain-
ed from X-ray film and diffractometer trac-
ings. The La ions are positioned 0.2 A .
from their undistorted perovskite lattice K
sites. Thermal expansion data were obtained
for 80<T< 400K. The unit cell volume
shows a linear dependence with temperature. 10
No significant change in volume-temperature
dependence or discontinuity was observed
for 250 < T < 350K, which spans a reasonable
range of temperature near Ty. Anticipated
magnetostrictive effects are apparently
below the level of sensitivity of the 63
X-ray measurements. We should point out
that the X-ray studies are principally
sensitive to metal sublattice phenomena
because of the large atomic scattering
factors for La and Cr, when compared to
oxygen.
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In the context of localized conduction
process, the resistivity, p« T exp(-AE/kT),
where AE 1s the activation energy. The
electrical conductivity, o, of LaCr0Oj3 at
P02= 1 atm does not show linear behavior
whén plotted as 2n(oT) versus ! 6
(T > 1500 K) indicating that more than one
conduction mechanism is present (see Fig.1l).

At a lower oxygen partial pressure of Fig. 1. Temperature Dependence
10™% atm the conductivity is substantially of the Electrical Resistivity
decreased and the data now show an excel- in the La Sr Cr0, System.
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900<T<1900 K with a thermal activation energy (0.54 eV) more than twice
as large as for the Pg =1 atm data (see Fig. 1). This result indicates that
the conductivity is p—%ype and that one of the conduction mechanisms 1is sup-

pressed to reduced Pg,- Replacement of some of the La3t ions on the A site
of the perovskite structure with Sr? * ions should induce an intrinsic, local-
ized conductivity because of the formation so | ! 4u«m% ' ! I
of chromium ions of mixed valence to main- o o o
tain charge neutrality. The conductivity 0o °° °

data (see Fig. 1) for the 16 mole % Sr W ° Logg4 570,657 05

sample show a marked increase in conducti- °

5
|

vity and decrease in thermal activation
energy relative to pure LaCrO3, and an ex-
cellent fit to the dependence expected for
a localized mode of conduction up to approx-
imately 1800K. Additionally, the conducti-
vity is nearly independent of oxygen partial
pressure (see Fig. 2) in the range 1 to 1078

o
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atm as would be expected after the intro- °
duction of a large number of charge carri- 05 n
ers by the Sr doping. The conductivity re- o
sults compare favorably with the results of o 000 0°° °
Meadowcroft [8]¢ however, our data are much o LoCros
more extensive and tend to scale to higher ol 1 | l | | i 1
conductivity values in general. N LT L T Y

Foy{otm)

Magnetic susceptibility data on LaCrOj4
and Lag, gySrg, 1¢CrO3 have been obtained Dependence of the Electrical Con-
using the Faraday method. Magnetic suscept~ ductivity in the La y CrO
ability results are shown in Fig. 3 and Syst % ta are b%a%ieﬁ tso-
indicate that Ty is 288 K. The magnetic t%s emZZ ata aT 01673 .
susceptibility of LaCrO3 obeys the Curie- Iwcermal Y f?r ——
Weiss law (x~!=T-9) at high temperature
(500 - 1150K) and the effective moment is
consistent with the presence of Cr3% ions. 800
The temperature dependence of the magnetic
susceptibility of the 16 mole % Sr sample
is again linear between 500 and 1150 K
with a slope slightly different than in
LaCrO3 and in agreement with the presence
of 16% Cr** ions with a lower effective 7.0
moment than the Cr3t ions.

Fig. 2. Oxygen Partial Pressure
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In contrast with LaCrOj3, the strontium- 200 .
doped compound (Lag, gySrg,;4CrO3), has
rhombohedral symmetry at 300 K and the
lattice constants (in an equivalent hexa— s a5 P
gonal representatign) are a,=5.5006(6) A TEMPERATURE (k) o

and c,=13.297(1) A. A study of polycrys- Fig. 3. Dependence of the Inverse
talline material for 4.2<T< 1200 K shows Susceptibility, x~!, as a function
several structural changes. The rhombo- of T(°K) for Lal_xSr Cr0z where
hedral angle, og, can be used as a measure =0and x =
of departure from the undistorted perov-

skite structure, and op is shown as a
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60.8,

function of T in Fig. 4. A monotonic
decrease of agp from 60.59° at 300 K
to 60.28° at 1200 K was observed.
Extrapolation of these data suggests
that the unit cell would become cubic
(aR==60°) at 1900 K. The cell volume
shows a linear dependence on tempera-
ture; however, at T~ 560K, a change in
the relative intensities of the Bragg
profiles occur. The apparent symmetry
above and below the transition is
rhombohedral. This behavior suggests
the occurrence of an internal rearrange-

RHOMBOHEDRAL ANGLE Q(DEGREES)
3
~

60.0]

T T T T T T T

Lag.g4 Srg,i6 Cr03

ment of the atoms within the unit cell.

In Fig. 5, we show the low tempera-
ture magnetic susceptibility data for
both LaCrO3 and Lag g,Sr(, 1CrO3. For
LaCrO3, the annealed sample shows
sharper features near Ty» and the
ferromagnetic contribution, oy, to the
susceptibility nearly vanishes. The
susceptibility maximum, while still
present in the doped sample, is sup-
pressed, broadened, and shifted to
255 K. Below 200 K, a ferromagnetic
component appears which increases
rapidly and dominates the total magnet-
ization reaching a value at and below
4150 K of 0.25 emu/g.

We have observed a phase transition
in Lag, gySrg, 16C6r03 at T = 190 K that
reflects a change in unit cell symmetry
from rhombohedral to orthorhombic below
the transition. In samples fired in a
reducing atmosphere (P ~ 10712 atm at
2100 K) the transition %s very broad,
i.e., the transition occurs over
AT = 50 K, and both phases appear simul-
taneously in this temperature interval.
Samples annealed in Py, = 1 atm still
show some hysteresis, %ut AT < 10 K.

A reasonable fit to the experiment data
is obtained for the orthcrhombic space
group Pnma. This group representation
is identical to that for LaCrO3 at room
temperature. In Fig. 6 we show the
lattice unit cell volume dependence on
temperature for 80< T< 300 K. The
volumes are normalized to the hexagonal
representation (i.e., the orthorhombic
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Fig. 4. Dependence of the Rhombo-
hedral Angle, a, as a Function of
T(°K) for Lag, gySrg.16Cr03. The
dashed line is for o= 60°, which
corresponds to a cubic perovskite
unit cell.
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cell volume is multiplied by 3/2).
Since hysteresis effects were ob-
Log,g4 Sfo.i6 CrO3 | served, the volume data suggest that
o ¢ this transition may be nearly first
’ order. Detailed analysis of the
- $ 7 peak intensities above and below the
® transition show that the attendant
displacements of La(Sr) in the
structure are complex and probably
{ not simple shear motions. The
fi } { { ¢ ’ mechanism for the transition is not
* clearly understood; however, a simi-
lar transformation has been reported
for LaCrO3 at 560 K. Many transi-
L L ! ! L ! tion metal perovskites exhibit a
0 100 200 300 number of transformations (cubic at
TEK) high temperature, rhombohedral at
Fig. 6. Unit cell volume for intermediate temperature and ortho-

Lap. guSrg. 16003 as a function of T(°K). rhombic at low temperature). From
T%e.struc%ure has rhombohedral symmetry our experiments, it is clear that
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for T>190 K and orthorhombic for the rhombohedral to orthorhombic
T< 190 K. The orthorhomoobic cell transition has been suppressed
volume has been normalized to the approximately 379 K with the addi-
rhombohedral cell volume (the factor tion of 16 mole % Sr ions. The

is 3/2). disordering influence of Sr on the

A sublattice (in ABO3) is responsible
for the suppression of the transition on a temperature scale.

CONCLUSIONS

We have observed that Lag, guSrg,1¢CrO3 has rhombohedral, not orthorhombic
symmetry. Experiments on samples with lower strontium concentrations are
planned to accurately locate the critical composition at which the symmetry
change takes place. Our model for Laj_,SryCrO3 presumes that sr2* ions sub-
stitute for La on the A sites and charge neutrality is maintained by multi-
valent Cr ions. The conductivity and susceptibility data confirm the model.
Experiments on samples with higher dopant concentrations are in progress.

The susceptibility and X-ray data show the disordering influence of Sr on the
A sublattice (recall that Ty is suppressed V25 K for Lag_gySrp,15Cr03), and
clearly underscore the observed phase transition at T = 190 K. Experiments
are planned to reexamine the transition in LaCrOj3 at 560 K.
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*
PHASE EQUILIBRIA IN THE (La,Sr)CrO3 SYSTEM

C. P. Khattak and D. E. Cox
Brookhaven National Laboratory

Upton, New York 11973

The perovskite system (Laj_,Srx)Cr03 is under active consideration as a
possible candidate for application as an electrode material in MHD ducts [1]
because of its high electronic conductivity combined with very refractory
properties. It is generally believed that the substitution of Sr2¥ ions
into LaCr03 leads to charge compensation by the formation of Cr%t ions, as
expressed by the formula (Lal_Xer)(CrffxCr§+)03, thereby giving ehanced
p-type conductivity [2]. However, by analogy to other perovskites contain-
ing 3d ions in high oxidation states, it is possible that oxygen vacancies
may also be created, leading to the formation of fewer cr4t ions and con-
sequently a lowering of the electronic conductivity. If this is the case,
the electrical properties may vary according to whether the operating con-
ditions are oxidizing or reducing. Furthermore, LaCrO3 is known to undergo
a transformation from orthorhombic to rhombohedral symmetry at about
280°C [3] with possible adverse consequences to its mechanical properties.
This transformation temperature is lowered with the substitution of stron-
tium [4].

The present paper describes the preparation and characterization of
some of the materials in the (Lal_XSrX)Cr03 system and a study of the phase
relationships. Particular attention has been given to the use of x-ray dif-
fraction techniques to provide an estimate of the oxygen stoichiometry.

PREPARATION AND CHARACTERIZATION

Polycrystalline samples of LaCr0Oj3 were prepared by heating "Fisher
certified" or equivalent grade Lag03 and Cr03 at 900°C, followed by grind-
ing and refiring at 1500°C. As previously reported [4], synthesis in an
oxygen atmosphere at 1500°C was found to be a satisfactory method for pre-
paring single phase samples of Sr-substituted materials with essentially
the full oxygen stoichiometry. This procedure was adopted for the forma-
tion of compounds (Laj_xSryx)Cr03 with x = 0.05, 0.16, 0.25, and 0.35. 1In
all cases a single phase material was formed as shown by IRD-Guinier x-ray
patterns using CuKaj radiation. As in LaCrOj, the sample of Lag, g55r(,05Cr03
showed orthorhombic symmetry, whereas the other Sr-substituted compounds
showed rhombohedral symmetry of the type reported for the high temperature
form of LaCr0O3 [3]. The x-ray measurements previously reported indicated
that the unit cell volumes were sensitive to the oxygen stoichiometry.
Careful x-ray diffractometer scans were therefore carried out for a number
of high angle peaks with CuKR radiation in order to permit a reasonably
precise determination of the lattice parameters. These are shown in Table I,
together with the cell volumes per formula unit.

*Research supported by U.S. Energy Research and Development Administration.
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TABLE I. Crystal symmetry and lattice parameters for Laj_,SryCr03. V is
the volume per formula unit and a, refers to the pseudo-cubic cell.

1
X Structure Lattice Parameters v a0 = V3
[-]
Q&> &)

0.0 Orthorhombic a =5.514 58.59 3.8840
b = 5.479
c =7.758

0.05 Orthorhombic a=5.513 58.51 3.8822
b = 5.476
c 7.752

0.16 Rhombohedral a = 5.501 58.07 3.8724
c =13.296

0.25 Rhombohedral a = 5.492 57.89 3.8684
c =13.297

%

0.25 Rhombohedral a = 5.504 58.34 3.8784
c =13.342

0.35 Rhombohedral a = 5.475 57.54 3.8606
c =13.299

1.0+ Cubic a = 5.399 55.66 3.8181
c =13.226

* Corresponds to the reduced composition, La0 75SrO 25CrO2 89+0.01

+ Published data [5]. Lattice constants derived from cubic cell
(a = 3.818 A)

The data in Table I permit an estimate of the oxygen stoichiometry in
Lal SrxCr03 for values of x in the range of interest. A plot of the cell
volulies as a function of composition for the whole system is shown in Fig. 1.
The data for the end member SrCr03 have been taken from Chamberland [5]. It
is seen that an approximately linear dependence holds in spite of the sym-
metry changes from orthorhombic in LaCrOg to rhombohedral for x = 0.1 to 0.35,
and finally to cubic in SrCr0O3. Similar behavior is observed in a number of
other perovskite systems in which symmetry changes are also involved [6,7,8]
and strongly suggests that these materials are essentially fully oxidized.
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Also plotted in Fig. 1 is a point denoted by an open circle, which cor-
responds to a sample of Lag, 755r(, 2503 which had been reduced in hydrogen
at 1200°C. Weight loss measurements showed the composition to be
Lag, 755rQ,25Cr07 gg + g.g1» @nd it is clear that oxygen loss is accompanied
by a small but significant expansion in volume.

An analogy can be made with the compounds SrV03 and SrV02,9, in which
an enlargement of the unit cell volume by 0.58A3 for 0.1 mole of oxygen
defects has been reported [9], and the compounds La0.88r0,2Cr02 and
Lag,gSrg,2€r02.9, since the molar decrease in the amounts of V4t and crét
is identical, i.e. 0.2. If the volume decrease is assumed to be the same
for the same concentration of oxygen defects in the two systems, and a
linear relationship is assumed to hold, the volume per formula unit for a
fully reduced (Lal_xer)Cr03_x/2 series of compounds would correspond to
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the broken line shown in Fig. 1. Thus we can now represent the two limiting
sitvations in which the Sr substitution either causes the creation of oxygen
defects (broken line) or leads to the formation of an equivalent number of
crét ions (solid 1line). Lag, 75510, 25Cr02,89+ 0.01 clearly represents an
intermediate case, and the composition inferred from Fig. 1 agrees with

that determined from the weight loss within the error limits.

STRUCTURAL STUDIES

X-ray and neutron diffraction intensity data were collected and analyzed
as described previously [4]. The structural features of the orthrhombic
and rhombohedral phases can be very simply described in terms of a model
involving the tilting of rigid oxygen octahedra developed by Glazer [10].
In the case of LaCr03, there is tilting of roughly 11 deg. about a pseudo-
cubic [110] axis and 5 deg. about the correspondirg [001] axis. The rhombo-
hedral structure of Lag,75S5r0.25Cr03 has R3c symmetry and involves a tilt of
roughly 9 deg. about a pseudo-cubic [111] axis.

Megaw and Darlington [11] have shown that there is a correlation between
the tilt angles and the lattice parameters of rhombohedral perovskite
systems. The observed rhombohedral parameters along with the calculated tilt
angles based on this correlation are shown in Table II. The data in Table II
show that there is a decrease in the interaxial angle, o, and tilt angle, w,
with increasing Sr content. This indicates an increasing tendency toward
cubic symmetry, for which a is equal to 60°. A comparison of these angles
for the oxidized and reduced phases for x = 0.25 shows a similar behavior
indicating that the presence of oxygen defects acts towards stabilization
of the cubic phase.

Table II. Rhombohedral lattice parameters, a and 0, along
with the calculated tilt angle, w, about a [111]

pseudo~cubic axis for Lal_xSrXCrO3
X a o w
&) ®) °)
0.16 5.452 60.59 9.5
0.25 5.450 60.51 8.8
0.25% 5.466 60.46 8.4
0.35 5.445 60.37 7.5

* Corresponds to the reduced composition, La0 75Sr0 25Cr02 89+0.01°
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%
3 Crzo3 AND LaCrO3
Wei~Yean Howng, J. R. McCreary and R. J. Thorn
Chemistry Division, Argonne National Laboratory,
Argonne, Illinois 60439

X~-RAY PHOTOELECTRON SPECTRA OF La20

One of the techniques which can be used to investigate directly the
electronic structures of ceramic materials is x-ray photoelectron spectro-
scopy. Since the electronic structure should furnish some basic under-
standing of the electronic conductivity, this technique should be useful in
obtaining information needed in the design of electrodes for MHD generators.
To examine the potential use of this technique, we have investigated the
photoelectron spectra of lanthanum chromite and its two component oxides.

The lanthanum chromite was prepared from powders of Cr903 and Laj0j3
which had been heated to approximately 600°C in air for 8 hours. An equal
molar mixture of the powders was heated at 1500-1650°C for 4.5 hours in
vacuum of the order of 10=2 torr. The x-ray pattern of the annealed product
displayed only lines corresponding to LaCrO3. The pattern matched exactly
line-for-line a pattern obtained with the lanthanum chromite prepared by
H. U. Anderson et al., (see this volume). The photoelectron spectra were
recorded with an ESCA36 made by GCA/McPherson; MgKa x-radiation (hv =
1253.6 eV) was used. The obtained spectra were corrected for the MgKoa satel-
lites and were 1ll-point smoothed. The measured orbital energies were
corrected for the electrical charging (Q) of the samples through the use of
the measured energy for the C(1ls) orbital electrons of the carbon containment
which is always present on the samples. The spectra are shown in Figs. 1, 2,
3 and 4. To obtain the ionization energies (I) referred to the gaseous ions
and gaseous electrons, the chargeecorrected values were adjusted for the
crystalline potentials (Ep) and the work function of the spectrometer (4.3
eV). Thus

I=E +Q+E_+4.3 (eV) .
Values for E, were obtained through the use of a computer program furnished
by Van Gool and Piken [1]. This evaluation of the crystalline potential
assumes that the compound is entirely ionic so that some adjustment is also
needed to recognize that the compounds are not completely ionic. In studies
with fluorides and oxides, McCreary and Thorn [2] and McCreary, Thorn, and
Wagner [3] have shown that Ep + Q + Eo + 4.3 is a linear function of the
ionicities calculated by Levine [4] from measured indices of refraction.
Using the relation so established and the measured binding energies for the
0(ls) orbital reported herein, we obtain the values for the ionicities:
Lap03/0.932; LaCr03/0.845; and Cr703/0.780. The low value for Crp03 may be
attributable to polarization of the Cr3+ ion through its low-lying electronic
states of the 4F configuration.

The spectra for the La(3d) orbitals in both La203 and LaCrOg display
intense satellites as shown in Fig. 1. This satellite has been assigned to
multielectron charge transfer process [5)}. The transfer is induced by
sudden creation of an electron-hole in the inner core orbital in which an
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Fig. 1. La3+3d 3/2(H), La3+3d 1/2(J), and satellites (I and K) of LaCr03.
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Fig. 2. Valence bands of La203, Cr203, and LaCrO3.
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Fig. 3. Valence bands with Cr3+3d(C), 0 5p 1/2(F)

and 02-1s(G) of two samples of LaCrOj.
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Fig. 4. O 1s band of two samples of LaCrO3: prepared by Anderson et al.,

(a) and by authors (b).
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electron is promoted from the filled 0(2p) band to the empty lanthanum 4f
band. Thus the photoionization processes are as follows. The primary
process is

+
La3+(3d105p6)cs +E . > La4 (3d95p6)*cs + e(g),

bl
and the secondary process is

La3+(3d105p6)cs + 02-(2p6)as + Eb2 -

L33+(3d95p64f)cs + Ol-(2p5)*cs + e(g)

in which c¢s and as denote cation and anion sites and the asterisk indicates
that the ion is unrelaxed in the lattice. The difference is 4.0 eV.

In Figs. 2and 3 are displayed the valence band spectra for La203, Cr203and
LaCr03. In this figure the zero is placed at the Fermi-edge of a metallic
conductor. The features of these spectra are the 02-(2p) bands at 8.10, 7.50
and 5.70 eV, the La3*+(5p) bands at 21.00 and 16.50 eV, and the cr3t(3d) bands
at 3.50 and 1.50 eV. All these values are uncorrected for electrical
charging. The corrected values are listed in Table I. Some evidence exists
for a shoulder on the 02-(2p) bands; this could be attributed to the Cr4+(3d)
orbital electron. The charge transfer process of La(3d) indicates an empty
La(4f) may exist at about 4 eV above 0(2p) and overlap the Cr(3d) band. There-
fore, an electron can leave Cr(3d) and fall into the La(4f) empty band. This
may also be the reason why the valence band is so broadened and overlaps the
0(2p) band. A broadened 3d band means the 3d-electron is not so localized in
binary transitional metal oxides; the energy need for Mott transition [6],

3da3 + 3d3 > 342 + 3d*

is small. Hence, LaCr03 should have better intrinsic semi-conduction at
room temperature. Conduction can also proceed through hopping between
cr3+ and La3t with relatively low activation energy.

The charge correction for LaCr03 is negligible and the 3d band
edge is very close to Fermi-level. This suggests that LaCrO3 has better
electron conduction than the other oxides at room temperature. This is in
agreement with the formetr discussion of the band broadening and overlapping.

Figure 4 shows the spectra of 0(ls) of LaCr0Oj prepared by Anderson
(sample (a)) and by us (sample (b)). Sample (b) was preheated at 600°C for
one day before sample mounting. An unbounded 0(ls) peak is observed as
indicated by B in sample (a) spectrum. This peak can be removed by cleaning
the sample surface with an argon-ion-gun. The existence of the unbounded
oxygen peak is associated with the fact that LaCr03 can absorb water in air
at room temperature.
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Table T
Orbital Binding Energies and Electrostatic Potentials

Orbital LaCrO3 Laj03 Cry03
La(3d 3/2) 850.40
Satellite 854.65
La(3d 5/2) 833.60
Satellite 837.65
cr(2p 3/2) 575.80 {577.15}3
Unidentified Satellite 579.00 576.15
0(1ls) Bound 528.70 528.70 529.80
Unbound 531.35
0(2s) 21.45
La(5p 1/2) 18.45
La(5p 3/2) 16.50 17.75
0(2p) 5.70 4.85 6.15
Cr(34d) 1.50 2.15

Electrostatic Potentials

Ee(La) 28.89 28.98
Ec(Cr) 36.87 34.95
Eel(0) -22.81 -19.99 25.41
Ec2(0) -22.41 -19.92
Electrical Charge (Q) 0.00 -3.25 -1.35

aUnresolved doublet.
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ON THE NATURE OF EXTENDED DEFECTS AND THEIR
ORDERING IN FLUORITE-RELATED REFRACTORY OXIDES

L. Eyring and R. T. Tuenge
Department of Chemistry and
The Center for Solid State Science
Arizona State University
Tempe, Arizona 85281

INTRODUCTION

Fluorite-related oxides are of interest as conductors, insulators and in
some cases fuels and power sources in the new energy evoking technologies.
Their use as MHD materials is not at issue in this brief discussion;rather it
is the intent to set forth the details of the defect structure of this set of
ubiquitous fluorite-related compounds as models of high-temperature materials.
The extent to which this effort is successful will advertise the relatively
new_capability of imaging crystalline materials at the sub unit-cell level of
3-4A in an electron microscope.

Whatever the structure of stoichiometric substances at equilibrium at the
absolute zero it is modified at higher temperatures by the introduction of
defects. The defects may be missing or displaced atoms at equilibrium or not.
Futhermore the defects may be simple or complex and in either case quite ex-
plicitly dependent upon the structure type and chemical nature of the host
material. 1Imn short, all real solids at ordinary or high temperatures possess
defects of many orders of complexity and deployment in the parent structure
and these defects are the agents of reaction and transformation in solid
state change.

It is imperative in any mechanistic study to have a catalog of the de-
fect types which must be considered as agents of the reaction sequence.
The literature of solid state reactions is cluttered with examples of pro-
posed mechanisms based upon entities which do not even exist in the solid.
For this reason a substantial effort to catalog the defect types which oc-
cur in any material of interest as well as to observe any indication of the
evolution of these defect types is justified.

High-resolution transmission electron microscopy (HRTEM) as it has been
developed in the past half-decade is eminently suited to the task at hand as
discussed by Cowley [l]. Utilizing this technique it has been demonstrated
that in favorable cases direct, intuitively interpretable images at a point-
to-point resolution of 3-4A can be obtained. Such images then enable struc-
ture elucidation including defect types and modes of reaction to be directly
envisioned. Commercial instruments are available with this capability and
progress is being made to improve the resolution by as much as a factor of
two. Therefore, the future looks bright so far as removing a great deal of
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uncertainty concerning the ultimate nature of real materials and the details
of their reaction mechanisms.

‘THE CHEMICAL SYSTEM

Fluorite-related materials are commonly encountered in energy conver-
sion and storage practices. For studies to be described here and in their
antecedents the rare earth oxides have been chosen for study as model systems
for these materials. The oxides of cerium, praseodymium and terbium provide
examples of fluorite-type dioxides (RO,), sesquioxides (C-type RZO ),
nonstoichiometric oxides (R02—6 and R2 _&), a homologous series of interme-
diate oxides (R O 4 < n"<"w, n an %nge ger), and many other structurally
2n-2 - = ?
significant feabufes such as chemical hysteresis in phase reactions and
psuedophase formation during chemical change.

STRUCTURAL RELATIONSHIPS

It should be expected that the fluorite substructure would dictate the
structural principle which would correlate the vast number of related phases
and their polymorphs and the panoply of defect types responsible for their
physical and chemical properties.

Kunzmann and Eyring [2] have begun this correlation with the determina-
tion of the unit cells of most of the phases occurring in the praseodymium
and terbium oxide system. They have also described the defect arrangement
along the a axis common to all observed members of the homologous series,
RnO _,s where 7 < n < », In addition, all members of the series with odd n
have two axes (a and c) in common and hence may be considered as having
common planes at two faces of each unit cell differing only by the thickness
of fluorite-like material between these planes (i.e. the length of the b_axis).
Figure 1 shows the projection of the unit cells of the series on the (211)
fluorite plane. The relationship between the odd and even members of the
homologous series is evident.

IMAGING THE CRYSTAL STRUCTURE

As reviewed by Cowley [1l] it has been possible to obtain direct informa-
tion on structure and defects in transition metal oxides where the unit cell
vectors are short in the direction of the electron beam and long in the other
two directions. It was important to investigate the applicability of the
technique to less favorable but more common cases such as the fluorite-related
structures. This has been done for the iota phase (Pr,0,,) in the praseodym-
ium oxide system (Skarnulis et al. [3]) where observed images are compared
with those obtained by many beam dynamical calculations. The iota phase is
the only intermediate oxide whose structure is known [4]. This work estab-
lished the validity of the technique for these rare earth model systems.

In the remainder of the space allotted the extension of these investiga-
tions to the best known of the even-membered series, the beta phase (Pr12022)

171



and to crystals undergoing reaction shall be illustrated. Figure 2 abstracts
the essential elements of the proposed structure (Pl) of the beta phase
(n=12) indicated in Figure 1. The black dots represent the rows of metal
atoms in the parent fluorite structure. The rows of six-coordinated metal
atoms are marked by the larger dots. Open rectangles, representing rows of
vacant oxygen positions, are represented across the body diagonal of their

RO. coordination cubes. Dashed lines connect these with the six seven—coor-
dinated metal atoms resulting from the removal of oxygen. The six-coordi-
nated metal atoms occur at the origin and at z,e,2. The vectors between
nearest neighbor RO, are all ; [211]_ vectors suggesting the close (twinned)
relationship to the primative unit cell sketched in Figure 1.

The acceptability of the proposed Pl structure has been tested by com-
paring the calculated images (Figure 3) with those observed (Figures 4 and
5). For the calculations the metal atoms around the oxygen vacancies were .
relaxed as they are in the iota phase ( r,0 2). Calculated images at - 900A
underfocus for crystals 27, 162 and 243A Zh}ck are given in Figure 3 The
thin crystal image is clearly the projection of the proposed structure where
the oxygen vacancies are represented as white spots. Oscillating pairs of va-
cancies may be noted running vertically in the top calculated image. Notice
espgcially that although the calculated images for thicker crystals (162 and
243A) do not correlate with the projected structure they do preserve the
dimensional and translationally symmetric characteristics of the unit cell.
This 1s of greatest importance for the study of phase reactions by this
technique.

Figure 4 is an image of beta phase which agrees very well with that cal-
culated for thin crystals (27&, top of Figure 3). This suggests the validity
of the proposed structure even though the thinness of the crystal imaged was
not established. More often images corresponding to thicker crystals are
seen such as are shown in Figure 5. The sjmilarity of these images with
those depicted in Figure 3 for 162 and 243A thick crystals is striking pro-
viding a weak further confirmation of the structure. Of greater importance
is the obvious fact of recognizability of the B phase at any thickness where
contrast is observed.

An extended defect in the beta phase is illustrated in Figure 6. The
unit cells on the lower right side are displaced upward by 3b from those on
the left. The defect runs vertically about three quarters of the way up
then to the right. It is as though the primitive cell had failed to twin at
that point, then recovered after one error.

Phase reactions between members of the homologous series is attended by
intrinsic chemical hysteresis even when the structural changes are minimal
such as the alteration of the b axis when odd-odd member reactions occur.
This hysteresis suggests phase intergrowth which might be observed utlizing
HRTEM. Figure 7 shows the result of reducing a crystal of zeta (Pr.0,.)
phase, in the electron beam of the microscope, almost to iota (Pr O9 }6phase.
(The numerals indicate members of the homologous series). Remember that
transitions between odd-member phases require only the adjustment of the oxy-
gen content as the distance between planes containing vacancies (the b axis)
is changed . 1In this illustration one observes a patch of n=7 on the left
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9L1

Figure 7. Crystal Structure Image from a
{21 I)F Zone Showing an Intergrowth Se-
quence: Pr;0;, - PrgO;4 - PrqO, , -
Prg OI 4 .

Figure 8. Domains of Sc, O; in a Matrix
of Zr;Sc, O, , as seen in (1 II)F Images.



(a) (b)

Figure 9. Electron Diffraction Patterns of Phases in
Erbia-Hafnia Ceramics: a) the [llljF Zone ,
b) the (2117, Zone.
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adjacent to lamellae one unit cell thick of n=8, 9, and then 8 again. It
would appear that the transformation occurs by a cooperative process in
which the positions of the defect planes move parallel to each other. One
should note that during transformation stacking sequences occur (e.g. n=8)
which are not stable as a bulk phase.

The zirconia-rare-earth oxides are of some interest as high tempera-
ture materials. The image (<111> fluorite) of a crystal of erSc 01 5 is
shown in Figure 8. In . this case one sees an intergrowth of domaihs 69 Sc,0
in a matrix of Zr,Sc 012. There is a perfect topotactic relationship betweén

the structures wigh %he <111>F coinciding with <111>Sc 0 and <lll>Zr Sc 0

in perfect register. In the thinner lower edge of the“cIystal the domains of
Sc20 appear to extend all the way through the crystal as indicated by the
simple hexagonal array of spots. However, in the thicker crystal there is an
apparent overlay of phases as suggested by the complex spot array with a
larger hexagonal pgttern. The domains of Sc,0, are fairly uniform in cross
section at 70-100 A diameter. The diffraction diagram consists of an overlay

of patterns of sharp spots corresponding to both phases.

A final example of the application of HRTEM to fluorite-related materials
of possible high temperature use is the erbia-hafnia system. Specimens pre-
pared by M. Berard of the Ames Laboratory of ERDA were examined by
electron diffraction (no images with interpretable contrast were obtained).
Figure 9 compares diffraction patterns containing 90% Er,0, and 333% Er,0, in
the [211] and the [111]_, zones. The brightest spots are“diie to the fluorite
substructure. Obviously 107 HfO, is accomodated in solution in Er,0, with-
out destroying the C-type structure. When 6637 HfO, is present however only
the fluorite spots are sharp. The diffuse scatter Is due to considerable -
short-range order which has so far not been interpreted.

Allpress and Rossell [5] have observed similar scatter in the calcia-
hafnia system in completely annealed sapples. Their patterns were
interpreted as due to domains about 30A in diameter of the ¢1 phase,
CaHf,0,, embedded coherently in a number of specific orientations within the
fluorite matrix. Hudson and Moseley [6] have obtained similar results for
calcia-stabilized zirconia and have interpreted their results according to
[5] except also evoking precipitates of monoclinic Zroz.

CONCLUSIONS

Phase reactions and transformations at moderate to high temperatures
involve defects (usually extended) which are highly dependent on the host
structure and the chemical properties of the elements involved. A catalog-
ing of these structural defects and their evolution can, in many cases, be
directly observed in HRTEM micrographs. Such observations are manditory for
an unambiguous determination of mechanisms.

Accurate mechanisms are essential to the understanding of chemical
change during phase reactions.
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THERMAL BREAKDOWN IN MgO SINGLE CRYSTALS AT HIGH TEMPERATURES*

R. A. Weeks, E. Sonder, J. Narayan, K. F. Kelton, and J. C. Pigg
Solid State Division, Oak Ridge National Laboratory
Oak Ridge, Tennessee 37830

Electrical conductivities of nominally pure MgO single crystals at "v
1300 K measured in air have ranged over an order of magnitude, while the tem-
perature dependence of the conductivities in the range 1000 to 1700 K,
expressed as 1n oT = b - E/kT, have values of E ranging from 2.3 to 3.3 eV,
where ¢ is the conductivity, k is Boltzmann's constant, and T is temperature.
Consequently, the charge carriers have been attributed to a Yariety of sources.
In one case, it was n?}?d that conductivity changed as the field applied to a
sample was increased. It has been observed that fields of moqeraFe
strengta (v 1000 V cm™!) reduce some trivalent impurities to their divalent
state. ) The results described below will show the effects of these moderate
fields on the conductivities of single crystals. These effects fall into
three regimes, depending on the duration of the applied field: the first is
correlated with the reduction of trivalent impurities and takes place within a
few hours; the second is an induction period during which there is an increase
in o that is approximately linear with time; the third is characterized by a
rapidly increasing conductivity ending in catastrophic failure of samples as
electrical insulators.

The measurements were made in air with a three-probe (guarded) contact
with a sample. Measuring voltages of 6, 12, and 22.5 volts were used for ¢
measurements. The samples, l-cm discs v 0.3 cm thick, were single crystals
with Pt electrodes evaporated onto [100] crystal plan?§) The three sources of
crystals were Norton Company, B(ORNL), and A-C(ORNL). The latter two desig-
nations refer to crystals grown at Oak Ridge National Laboratory at two differ-
ent times. The amount of impurities in the crystals, detected by emission

spectroscopy, was "~ 500 ppm and v 200 ppm by weight in the Norton and in the
ORNL crystals, respectively.

The temperature dependence of the conductivity of a Norton crystal is
shown in Fig. 1. The conductivities in the as-received state and after a 100-
hour anneal at 1373 K were, within the accuracy of measurement, the same.
After applying a field, 1000 V cm™!, for .20 hours at 1473 K, the time
required to reduce trivalent impurities,(z) the conductivity decreased, as did
its temperature dependence. After this time, the conductivity changed rela-
tively little for a period of ~ 100 hours. The conductivity after 62 hours is
shown in Fig. 1. After "~ 100 hours, the conductivity began to increase.

The increase was approximately linear with time for a period of several
hours. Then, within a few minutes, as shown in Fig. 2, the current increased
at a super-exponential rate. If not interrupted by reducing the voltage
applied to the sample or by decreasing the temperature as shown in Fig. 2, a
hole is ?urned through the crystal, and the power supply blows a fuse. As can
be seen in Fig. 2, cooling the crystal halts this breakdown process. After

*Research sPonsored by Energy Research and Development Administration under
contract with Union Carbide Corporation.
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cooling the crystal to v 900 K with the field still applied, the conductivity
was measured as a function of increasing temperature.

The results of two such breakdown runs and the resulting conductivities
are shown in Fig. 3. The curves shown in Fig. 3 are a least-squares fit of
the data in Fig. 1 to the function ln ¢ T = b - E/kT. The conductivity after
the first and second breakdowns increased approximately three-fold and six-
fold, respectively, while the slope E was, within error, unchanged. Upon
heating above v 1300 K, the enhanced conductivity begins to disappear, and
after v 3 hours at 1470 K the conductivity and its temperature dependence
follow closely the pre-breakdown curve. After an 87-hour anneal at 1470 K,
the conductivity and its temperature dependence were in close agreement with
the initial conductivity curve shown in Fig. 3. During the second regime,
darkened regions appear in the crystal which extend from one electrode to
the other as shown in Fig. 4(a).

Examination of the microstructure by electron microscopy of as-received
crystals and crystals subjected to electric-field treatments shows that sig-
nificant alterations in their microstructure have been produced by the elec-
tric field. Sub-grain boundafi?s observed in the as-received or annealed
crystals have been described. It was found by transmission electron
microscopy that in samples that had been subjected to electric fields sub-
grain boundaries in the darkened regions are decorated with [100]-oriented
dislocation loops (Fig. 4[b]) and that the regions between boundaries also
contain loops, but at a much lower density. These loops have not heretofore
been observed in MgO. Outside of the darkened regions, the number of these
loops is at least two orders of magnitude smaller. The sub-boundaries in
crystals after electric-field treatment andciybsequent annealing at 1573 K
for 24 hours do not contain these features, as shown in Fig. 4(c).

The dependence of the conductivity of the two types of ORNL crystals
upon a similar sequence of treatments is qualitatively the same as for the
Norton crystals. The B(ORNL) crystals had a much higher and the A-C(ORNL)'s
a much lower initial conductivity. The breakdown behavior during the third
regime was sample dependent. For example, the current would increase rap-
idly, reach a maximum (of the order of that shown in Fig. 2), and then
decrease to a value close to that of the second regime. This pattern was

ORNL-DWG 77-5464
Fig. 1. Conductivity of a Norton 4 4. AKMTLleDLﬂlTYI
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showed the sample resistance to
be ohmic. A treatment field of
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ORNL-DWG 77-5461

observed repeatedly. In the ORNL 80 FURNACE OFF
crystals, the density of sub-grain 70 |1211°C 1215°C 1208°C 1190°C
boundaries was much smaller than in ' '

the Norton crystals. However, the €0 — MgO 70-200-3 |

development of the loops in the
vicinity of the sub-grain boundaries
was similar. On the other hand, the
darkened regions in the ORNL crys-
tals did not have the well-developed 30
structure shown in Fig. 4, and did 20
not extend across the sample.

50

40

1{mA)

On the basis of these results,
we suggest that: (1) The initial TIME
decrease in o with application of a
moderate electric field is probably

related to the reduction of tri- Fig. 2. Dielectric breakdown of a
valent impurities. (2) The con- Norton crystal. The current induced
ductivity after reduction is deter- by the treatment field at the begin-
mined in part by the sub-grain ning of the treatment was Vv 200 times
boundary structure, and it is this less than that just preceding break-
factor which may produce the large down.

crystal-dependent variations in o

which we observe and which others have

observed in nominally pure crystals.

(3) Changes in the sub-grain boundaries are correlated with the increased
current flow. We speculate that this alteration of the sub-grain boundaries
reduces the resistivity to current flow, without change in the activation
energy, until joule heating along these current paths induces thermal

breakdown.
ORNL—DWG 77-5462

Fig. 3. Conductivity of a Nor- o °§n, ‘M'OITO-ZIOO—'S =
ton MgO crystal after breakdown. - \\&\u Ja ) Lsr?r(:Lv;::A:;:wsoz
After breakdown shown in Fig. 2, Aioqg ’§\°” 4 ’ L%?NV.ZM:'Q:T: Mg
the sample was cooled to 1085 K fs, - \‘Q\: . ® feoore. T E
before removing the treatment If:'ds = - \\;\ : - E
field. The symbol, [], shows o S Or \§m° o fo ;
subsequently measured as the 16° = \\‘\\o E
temperature was increased and E \ ;
. \

after holding the sample at 10

[+1]
N

0. 0.70 0.74 0.78 0.82 0.86 0.90 0.94
1473 K for 3 hours with no 1/7 (K'x10%)

field applied; then ELshows
o measured after the 3 hours.
The symbols O and q‘are the data
taken in the same way following
the second breakdown. The two

curves are obtained from the

data in Fig. 1. 182



Fig. 4(a). Electric-field dark-
ened region of a Norton MgO
crystal. The treatment field
was applied for 130 hours at
1373 K.

Fig. 4(b). Electron
micrograph showing
the sub-boundaries
decorated with dis-
location loops (aver-
age size 250 R) after
electric-field treat-

ment.
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Fig. 4(c). Sub-
boundaries after
electric-field treat-
ment and subsequent
annealing for 24

hours at 1573 K.
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THE THERMODYNAMIC PROPERTIES OF SLAGS
D.R. Gaskell
University of Pennsylvania
Philadelphia

The modern polymerization models of liquid silicates devel-
oped by Masson et. al. [1] consider that basic silicate melts
contain linear or branching chain polysilicate ions, the most
probable distributions of which are calculated by the application
of the principles of polymer theory. In the case of linear chain
formation thi_most pggbable gistributig? ii a geometric array of
the ions sio, , si_.o) , si_o._,...si o<'x?t )-. The free energy
of formation of thésée melts 1Is calcufa%éﬁlas the sum of a chemic-
al contribution, arising from the breaking of double oxygen bonds
in the silica by the basic oxide to form the most probable dis-
tribution of silicate ions, and a configurational contribution
which arises from mixing in the system. The former contribution
is calculated in terms of AG®, the free energy change for the
reaction

2/3MO + 1/38i0 = 1/3M_,Sio0O

(1) 2(1) 2 4(1,completely depolymerized)

and the latter contribution is calculated on the assumption of
random mixing of 02-, Sioﬁ'and the Si0O3 segments of the poly-
silicate ions [2] . Theoretical free energies of mixing, AGM,
are shown as a function of AG® and composition in Figure 1. Fig-
ure 2 shows a comparison between the theoretical and experimental
free energies of mixing in PbO-Si0O, melts at three temperatures.
The values of AGP obtained by curve-fitting, and listed at the
upper right, are in close agreement with values obtained from
thermochemical tabulations shown in the box. Figure 3 shows the
results of curve-fitting with experimental free energies of mix-
ing in the systems Fe0-5i0,;, Mn0O-SiOp and Co0-Si05. Good fits
are obtained in the first two sytems.

The deviations of the theoretical from the experimental
free energies, which begin on the silica side of the minima in
the curves is taken as being due to the appearance, in these melts,
of significant concentrations of cyclic ions, the presence of
which gives rise to a greater configurations entropy in the actual
melts than is calculated on the assumption that only chain ions
occur. This limit in the applicability of the theory is inherent
in the theory itself, which, of necessity, presumes eqgual react-
ivities of all the singly-bonded oxygen present. Thus, as the
silica content and/or the degree of silicate anion polymerization
increase, a point is reached at which intraionic polymerization
to form ring ions becomes probable. These compositions, the gel
points in polymer theory, are shown as the vertical arrows in
Figures 1, 2 and 3, and are in reasonable agreement with the
points at which deviation of the theoretical curves from the ex-
perimental curves begin.

Figure 4 shows a comparison between the theoretical distrib-

185



AW 1
o . , . r AN /iggmc " = 4890
} n9e® AN /
\ 7/
} noo® NN /
LY \\ I/
} 1000* Foy A 1%
\ N -
I 1 ‘\\ N = F0- 8i0, B8g0e* ~5020)
\ . 3
868540 — 403 oM \ S
L2 Y RT kY = __1€00-310, (1450°)
867 o 0e ® = 414K} \
fiooe \
ag® it 1 | \ ;
Y 8Gioge " ~4224 ! \ ! 1
\ 1808000 " ~BT N
Thermochemical voluss — 1194°C N 7/
Ay ’
G}gqe” - 430 === 1100° ] \ y/
- == 1000° fan0-
8Gjige= —434  WWeontin o o2 -
6300w - 421K polymer theory 00
L E

L s e 1 . N L L N " ) L s
[ ol o2 o3 0-4 05 ) 01 o2 03 04 08 ° o1 02 03 04 [X]
male fraction 5i0, mole froction Si0,

male fraction sitico

Figure 1 Figure 2 Figure 3

utions of silicate ions in Pb0O-SiO., melts and the distributions
measured by extraction of the silicate ions from guenched

Pb0O-Si0, glasses as their trimethylsilyl derivatives. Although
the experimental extraction technique does not yield completely
quantitative results, the similarities between the theoretical

and measured distributions is striking. Significant concentra-
tions of the cyclic tetramer Si40%5, were detected in melts more

acid than the orthosilicate.

Trimethylsilyl extractions from iron blast furnace and open
hearth steelmaking slags [3) have shown these systems to contain
linear chain ions up to the tetramer and 3-, 4-, and 5-membered
ring ions, which, in the case of the c¢yclic pentramer, contain up
to four internal bridges. Ninety percent of the ions detected
in the steelmaking slag were simple linear ions, with this fig-
ure being 85% for the blast furnace slags.

The upper half of Figure 5 shows the distribution of linear
chain polyphosphate ions measured in a 3Pb0.2P5,05 glass [4] in
comparison with the random distribution calculated from polymer
theory, and the lower half shows experimentally-measured activi-
ties of PbO in PbO-P,0; melts (5,6] . The experimentally-mea-
sured activities are lower than the theoretically-allowed minimum
values calculated on the assumption that P03~ is the polymerizing
unit. This, together with the observed non-ideal behavior of
Poi' in the upper part of Figure 5, indicates the existence of a
strong interaction between 02- and PO3~ ions in these melts.

This behavior could be interpreted in terms of the formation of
a phosphate ion in which the phosphorus is coordinated by more
than four oxygens. Theoretical activities calculated on the
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assumption of random mixing of 02~ and Pog' ions are shown in
Figure 5. This variation is in good agreement with the activities
measured by Sridhar and Jeffes and, in accord with the require-
ments of the theory, gives activities lower than those measured
by Caley and Masson.

Figure 6 shows the experimentally-measured activities of
PbO in PbO-B,0, melts (5,7] . Being intermediate in acidity
between P205 and Sio,, B2O would be expected to form borate
melts containing distributions of polyborate ions. Nuclear mag-
netic resonance studies of lead borate glasses have indicated that
a significant proportion of the boron is in 4-fold coordination
with oxygen [8} . However, Figure 6 shows that the experimental
results do not agree with the assumptions of random mixing of 02-
and BO%' or 02~ and BOZ' ions.

TiO, and Al,0, form stable compounds with basic metal oxides
in which the Ti4+ and Al13* ions are octahedrally-coordinated by
oxygen. From the crystallographic point of view, these compounds
are regarded as being complex oxides, as opposed to inorganic
salts formed as the products of acid-base reactions. This view
is supported by the fact that solid "aluminates" and "titanates"
exhibit significant ranges of non~stoichiometry, which would not
be the case if they comprised cations and the oxyanions of the
acids. Experimentally-measured activitites of FeO in FeO-TiOj
and FeO-MnO-TiO; melts and of MnO in MnO-TiO, melts have been
successfully analysed by Bell et al. [9-11] in terms of Lumsden's
regular solution model, which assumes 02~ as the sole anionic
species and random mixing of the cations present. Figure 7 shows,
as the broken line, the activitites of MnO in MnO-TiO, melts, with
respect to liquid as the standard state, calculated by Bell from
analysis of the activities of FeO in FeO—MnO—TiO2 melts. The
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full line is the same variation with respect to solid as the stan-
dard state, and the circles are the experimental measurements of
the activity of MnO in MnO-TiO; melts. The agreement is essen-
tially perfect.

By means of the same arguments it might be expected that the
thermodynamic properties of aluminate melts would be amenable to
interpretation in terms of random mixing of the cations. Com-
parison of the phase diagrams for the systems Si05-TiO3, which
shows a wide range of liquid immiscibility, and Al1,03-5i03 and
Al503-Ca0O, which show no liquid immiscibility, indicate that this
is not necessarily the case. Al,03 appears to be amphoteric in
that Al can exist as a cation or as an aluminate anion, with the
ratio of the concentrations of these species being determined by
the overall basicity of the melt. No data exists which is amen-
able to examination in terms of this equilibrium, although evid-
ence for the polymerization of aluminate ions is afforded by the
ease with which Ca0O-Al,03 melts can be quenched to form glasses.
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COAL SLAG PROPERTIES RELATED TO MHD*

Webster Capps
National Bureau of Standards
Washington, D.C. 20234

INTRODUCTION

The role of slags will profoundly affect the design and operation of
coal-fired open cycle MHD systems. Selection of electrode and insulating
materials, operating temperatures, and selection of a seed recovery system
all depend on understanding the reaction rates between slag and seed, slag
and wall, solubility of seed in slag, and such properties as thermal diffu-
sivity, electrical conductivity, vaporation rates and phase relationships
in complex silicate systems.

Because of the large variation in the composition of slags from
different coals, it is not feasible to measure all properties of all coal
entering a combustor. Therefore, means of predicting these properties from
known compositions is the logical goal of these studies. This has been the
approach of much of the work done on the characterization of coal slags.

VISCOSITY

The flow behavior of coal slags as a function of temperature is an
important parameter in the operation of a MHD system. Wall temperatures
will affect the run-off rate in combustors and will control the thickness -
of the slag layer in channel and other down-stream areas of the system.
Large temperature gradients within a channel will result in large viscosity
gradients. It is important, therefore, to have a means of estimating the
viscosity of coal slags in advance of combustion. Apparently, it is routine
to make chemical analyses of incoming coal to power plants; the desirable
and logical procedure, therefore, is to be able to relate the ash composition
to viscosity and temperature. The major impurities in coal which make up
the bulk of coal slag compositions form complex silicates. Chemical analyses
report these as if they were individual oxides in a mixture, oxides of
silicon, aluminum, iron, calcium and magnesium. Other oxides commonly
reported are those of potassium, sodium, titanium, phosphorus, and sulfur,
but they are usually present in amounts less than 3 or 4 percent. Some
slags contain more SO3. The effect on viscosity of these minor ingredients
is relatively small. Elliot, Gleiser and Ramakrishna [1] reviewed the
literature on viscosity of steel slags. These slags are closely related to
coal slags in that the major elements present are the same. The main
difference is in the relative proportions of these oxides. The literature
also contains work by geologists who have published methods of estimating
viscosities of magmatic silicate rocksi however their compositional ranges
do not apply to many coal slags. There is little data on viscosity of coal
slags over the desired temperature range. Watt and Fereday [2], published

*This work was partially funded by the former Office of Coal Research,

Dept. of the Interior, and by the Energy Research and Development
Administration, Fossil Energy.

190



empirical equations that relate viscosity to composition based on measurements
on British coal slags. Capps and Kauffman [3] made a series of synthetic
slags and modified the Watt-Fereday equations in order to obtain better
agreement with their measurements. The modified version is as follows:

7
logygn = 207,

(T-150)2

where n is viscosity (poises)t, t is temperature (C),

M = 0.0104(Si0;) + 0.01(Al,03) - 0.2963,
C = -0.0154(5i05) - 0.0388(A1,03) - 0.0162(Fe,03)
-0.0089(Ca0) - 0.0129(Mg0) + 1.0468.

Oxides are expressed as weight percents.

Figure 1 gives viscosities of some slags that were measured, as well
as values calculated by the Watt-Fereday equations and the NBS version.
Table I gives the compositions of these slags. The data chosen for figure
1 shows varying degrees of success in the calculated methods. The NBS
equations were derived from measurements on 23 synthetic coal slags. The
average improvement of the NBS version over the "parent" equations is a
factor of 2. Work is being continued to tailor the equations for best
results on two "standard" coal slags, those from Montana Rosebud and Illinois
#6 coals.

Figure 2 shows the effect of seed materials on viscosity of two series
as a function of K,;0 concentration. One is high in silica and the other is
relatively low in silica. Compositions appear in Table I.

The effect of SO3 on the viscosity is not clearly defined, but figure
3 gives a clue. Two different slags were made without SO3. These are made
to resemble Montana Rosebud and Illinois #6 slags. Five percent SO3 was
added to the Illinois slag and 27.3 percent SO3 was added to the Montana
slag. The sulfate reduced the viscosity in both cases. §03 content has not
been checked by postmortem analysis and therefore it is not certain how much
was retained by the slags.

Figure 4 shows the viscosity as a function of temperature of several
combustor slags and a channel slag. Compositions are given in Table I. K-603
and K-779 came from the same coal and the same combustor. Viscosities are
nearly identical, although one was a bottom ash and the other a flyash. This
indicates little or no selective volatilization in spite of being separated
in the combustor.

TTo convert from poises to pascal seconds multiply by 0.1.
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and without S0j3.

Other factors also affect viscosity. Capps and Kauffman [4] measured
an increase in viscosity when oxygen was bubbled through the melt and a
decrease when bubbling was stopped. The oxidation state of the iron is the
thing that was most likely altered by the oxygen treatment, but no quantitative
results are available.

Geologists have recognized the role of Hy0 in changing the viscosity
in rock systems, and it is quite likely that water from the seed and from
the furnace atmosphere will alter the viscosity. Perhaps, this will be
most important in pressurized coal gasification systems, but deserves
investigation as applicable to MHD.
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TABLE I
Compositions of coal slags in attached figures

(weight percents)

MSi? 5i0, Al,03 Fe30, Cal Mg0 K,0 SO3 Ti0, P,05 Na»0
K-283 55 25 12.9 - 1.3 2.2 0.7 0.7 - -
K-325 49.8 13 29.5 - 7.7 - - - - -
K-360 50 25 12 8 5 - - - - -
K-388 40 30 25 3 2 - - - - -
K-389 30 30 20 14 6 - - - - -
K-488 40 15 15 20 10 - - - - -
K-517 60 25 10 3 2 - - - - -
K-603 55 19.5 5.4 10 4 0.5 4.2 4.2 .12 .14
K-612 22.4  15.7 6.3 19.1 6.7 1.4 27.3 1.2 - -
K-620  30.7 21.5 8.9 26.2 9.2 1.9 - 1.7 - -
K-748 48.4  21.5 21.5 7.5 1.1 - - - - -
K-749 46 20.4 20.4 7.2 1 - 5 - - -
K-769 50 23 6.8 14.7 - .9 - - .5 4.1
K-779 55 19.5 5.4 10 4 .5 4.2 4.2 .12 .14

K-783 Analysis not available

LIQUIDUS TEMPERATURE

Liquidus temperature is an important coal slag property. It shows at
what upper temperature limit crystal growth can proceed if given sufficient
time. Crystallization imparts discontinuities in the viscosity and electrical
conductivity. It also influences seed penetration into slag and wall
materials. Slag can continue to flow even though crystals are present in
the liquid, but flow is reduced when the crystal portion becomes dominant.
Liquidus temperatures are usually obtained from phase diagrams, but data is
lacking on multicomponent slags. Approximate values of liquidus temperature
can be inferred from the NBS viscosity data. Accurate values cannot be
determined because equilibrium conditions are not observed. Due to the
nature of the instrument, no useful data can be obtained once crystals
start to grow on the rotating member. Stable, glass—-forming slags can
often be supercooled, yielding valid viscosity data below the liquidus.

Other melts that crystallize readily yield viscosity data only down to the
liquidus. The inferred liquidus temperatures from the NBS data are considered
to be within 20 °C of the equilibrium value. This information is useful
because the slag layer in contact with the channel walls will be static at
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the interface where time will permit crystallization if the wall temperature
is below the liquidus. This gives an important lower operating limit.

THERMAL DIFFUSIVITY

The effective ;hermal diffusivity of a slag is a measure of its ability
to transfer heat and therefore will affect the build-up of slag on the
walls of the system in response to the temperature gradient between the
plasma core and the channel walls. There is little data on slags. Bates
[5] measured some real and some synthetic slags and obtained a range of
values from 0.003 to 0.011 em? s—! over a temperature range of 1600 °C.
All slags showed a minimum value somewhere between 800 and 1200 °C.

ELECTRICAL CONDUCTIVITY

This property is probably one of the most important slag properties
with respect to MHD. All of the power generated must pass through the
slag. It is a part of the conductive path. The slag must not be too
conductive, as short circuiting would occur between electrodes. Control of
the conductivity, therefore, becomes necessary. Frederikse and Hosler ]6]
made conductivity measurements on slags in the liquid and solid ranges.
They showed that the onset of crystallization causes anomalies in the
conductivity. They found that the liquid slag is not affected by oxygen
partial pressure but solid slag is. The conductivity is reduced as the
oxygen pressure is reduced. The presence of oxygen favors the formation of
trivalent iron ions at the expense of divalent ones. Apparently, the iron
provides the charge transfer mechanism. This is borne out by Bates [7],
who combined his data with that of Frederikse and Hosler to show that. the
conductivity is proportional to the iron concentration. Bates [5] also
showed that the conductivity of a power plant slag increased with increasing
K,0. Frederikse and Hosler [6], however, found that K,0, if added as
K,580,, would decrease the conductivity. Capps and Kauffman [8] reported
immiscibility of Kp,SOy in a molten slag if the K,S0, exceeded about 25
percent. In smaller amounts, the K,50, appeared to completely mix with the
oxide slag into a single phase. This tendency for the K,S0, to remain as
an associated liquid is suggested as the reason the conductivity is reduced.
Kt is prevented from participating in the conduction process and the
conducting species are diluted by the K,SO04.

VAPORIZATION

Plante [9] has shown the importance of vaporization studies in assessing
the likelihood of slag fractionation and rejection, change of composition
with passage through the channel, etc. He predicts that any slag vapors
reaching the channel will tend to condense into droplets and get trapped at
the walls to form a liquid layer. This layer will not change in composition
due to selective vaporization and will remain stable as long as there is no
change in the coal composition. Changes in the coal will be reflected in
slag changes only slowly.
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SEED-SLAG INTERACTION

Cook, McDaniel, and Negas [10] have reported results of phase equilibria
studies which include systems closely related to seeded slags. Certain
parts of the K;0-Al,03-Fe0-Si0) system have been studied in detail. They
conclude that potassium~alumino-silicates are very refractory and remain
stable close to their melting points. They will remain stable in the
presence of K,0 rich vapors, but are apt to form mixtures of liquid and
crystalline materials in the presence of much iron. The phases present in
slags will have considerable influence over viscosity, conductivity, and
reactivity, as well as the composition.
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ELECTRICAL CONDUCTIVITY OF MOLTEN COAL SLAG/POTASSIUM SEED
RELATING TO OPEN-CYCLE MHD

J. Lambert Bates
Battelle, Pacific Northwest Laboratories
Richland, Washington

Molten ash from the coal burned in open-cycle MHD generators can condense
and solidify on the electrodes, insulators, and walls of the MHD channel.
This inorganic silicate can interact with the potassium seed. The resultant
slag/seed layers can act as thermal, mechanical, or erosion barriers; interact
chemically with the channel materials; and influence the electrical behavior

of the channel.

Electrically, the liquid and solid slag layers can: (1) impede the
current flow from the plasma to the electrodes; (2) create leakage currents in
the walls of the channel; (3) act as a current diffuser or concentrator; (4)
be an emission source or collector of electrons or ions; and (5) if an ionic
conductor, create polarization fields. These effects will be strongly in-
fluenced by the magnitude and type of electrical conduction of the slag layer.
It is therefore important that this property be determined and the factors
which affect it be understood. The purpose of this presentation is to discuss
some of the variables which influence the electrical conductivity of molten
and solid coal slags/seed. The electrical data used as examples, represent a
variety of slag compositions measured in air [1-2] at 1000 Hz. However, data
at other frequencies and in other atmospheres are also considered [1-4].

Four primary factors affect the electrical conductivity of coal slags:
(1) temperature; (2) atmosphere, especially oxygen pressure; (3) structure
and phases; and (4) composition. These factors are closely interrelated,
variations in one will result in changes in one or more of the others.
Although not a property of the slag, the technique for measuring the electrical
conductivity must be considered since it relates to the precision and accuracy
of the data and to the evaluation of the mechanisms of conduction.

The electrical conductivity of molten and solid natural coal slags varies
widely, especially at the lower temperatures (Figures 1 and 2). As potassium
seed is added, the conductivity changes (Figures 3 and 4). From these [1-2]
and other reported data [3-4], it has been possible to suggest a number of
generalities relative to the factors mentioned above.

1. Atmosphere - The oxygen pressure of the combustion gas strongly
affects the electrical conductivity of the slags with high iron content [3].
In general, the conductivity increases as the oxygen concentration increases.
This is attributed to the transfer of electrons between the Fet2 and Fet3
ions in the slag. Little effect has been observed for the low iron contain-
ing slags. Above 1400°C, the electrical conductivity of all slags appears
to be independent of the oxygen pressure.

. ?. Temperature - The electrical conductivity of slags increases
with increasing temperature, except in some slags at temperatures where
structural or phase changes occur. Below 1400 C, the temperature
dependence of the electrical conductivity appears to be a function
of both composition and structure. The data summarized in
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in air). Hz in air).

Figures 1 and 2 can be conveniently separated into three groups:

e Poorly conducting slags at lower temperatures which form two straight
lines in the log O versus T-1 curves with a break between 1100 and 1400°C (SMF
and FMF) and with a large temperature dependence. These slags are low in iron
and high in Ca0 and MgO.

e Slags which show nearly linear log ¢ versus T_1 curves at all tempera-
tures, with a smaller temperature dependence than the slags described above.
These slags are also low in irom, e.g., SCB, SHF, SWF.

e Slags which exhibit large irregularities in log O versus 1 curves
on heating and cooling below Vv1400°C with a small temperature dependence.
These slags, e.g., MHD-11 and 12, are high in iron. Thus composition will
strongly influence the temperature dependence of the slags below "Vv1400°C.

Above Vv1400°C, the conductivities of all the slags fall within approxi-
mately two orders of magnitude, e.g., 0.05 to 0.5 ohm™ em™l at 1500°C
(Figure 5). The slopes of the log 0 versus T-1 curves are nearly the same
(with the exception of the MHD-11B and SMF-0 slags) corresponding to an
energy of 1.63 £0.09 eV. Because of the relatively uniform and similar
temperature dependence, free of structural and atmosphere effects above 1400°C,
it is in this temperature region where compositional variations of the slags
can best be studied.
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3. Structure - Crystallization of solid phases in liquid, phase sepa-
ration, and/or liquid phase formation in solid below 1400°C can result in
irregularities, sharp changes, and hysteresis in the log 0 versus T-1 curves.
The devitrification of a glassy slag or formation of a liquid in the solid
can often result in sharp increases ot decreases in the electrical conductivity
over a small temperature range (Figures 2 and 4). These same slags generally
show hysteresis on heating and cooling as the changes in phase occur. These
effects are observed more frequently in slags with high iron and/or potassium
contents which are more susceptible to solid-1iquid phase separation than the
high silicate slags. Above 1400°C, nearly all slags are completely liquid
and only liquid-liquid phase separation, such as that for the high potassium
slags [4], would create structural effects.

4. Composition - The composition of the slag has the most profound
effect upon the electrical conductivity since it can influence strongly the
other factors discussed previously. It is also, perhaps, the one of most
interest to MHD. An attempt has been made to make some assessment of the
compositional effects, but these generalities are made with caution since
variations and inconsistencies are often observed.
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but for this discussion these are not
considered. In addition, major amounts o 1m°C 1500 1400
of potassium from the plasma can dis- ’ '
solve in the slag. The potential
effects of these major elements on the
electrical conductivity are summarized
in Table I.

MHD-12A-0
As discussed previously in this \QV%“L&Q/
conference, the electrical conductivity
of slags below 1400°C appears to in-
crease with increasing iron content.
Although this increase is approximately
linear, the data are limited. Above
1400°C, the electrical conductivity
does not appear to be dependent upon
the iron concentration. 102

ELECTRICAL CONDUCTIVITY, lohm - eml

The addition of potassium generally
increases the electrical conductivity
over all temperature ranges (Figures 3
and 4). This uniform increase, gener-
ally observed for many slags, is
illustrated in Figure 3. Also illus-
trated is the decrease in slope of the 053 nst 055 e s 0% o6
log O versus T-1 as the potassium con-

103170k
centration increases. However, for Figure 5 Electrical conductivity of
one slag the conductivity below 1400°C £1gure o- Yo

o
increased with a 5% potassium addition, some natu?al ?oal slags above 14007°C
but decreased when an additional 5% was (1000 Hz in air).
introduced (Figure 4); above 1400°C,
the electrical conductivity increased for all potassium concentrations. This
decrease is probably related to apparent structural changes resulting from a
crystalline phase in the high iron-potassium containing MHD-12J slag.

T T

T
w
Z
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Table I. Compositional Effects On Electrical Conductivity of Silicates

Potential Possible P[02]

Metal Effect Mechanism Effect

K, Na Increase Ionic None

Ca Increase Ionic Small

Fe Increase Electronic Strong

Mn Increase Electronic Moderate

Al Decrease/Increase - None

Mg Decrease - Small

Si Decrease - -

Above 1400°C, the electrical conductivity of all slags increased approxi-
mately exponentially with total alkali oxide (Kp0+Na0) (Figure 6). With the
exception of MHD-12J, the linear fit is very good with the log 0 versus (Ko0+
Naj0) tending to approach a common conductivity at the higher alkali oxide
content.
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The electrical conductivity above 1400°C increases with decreasing
equivalent silica content (silica ratio) RSiOz where

Rgi0, = [5107]/[810y + Ca0 + Fey03 + MgO].

The silica ratio over a range from 0.5 to 0.8 varies approximately linearly
with the log o (Figure 7). At higher values, the conductivity tends to

decrease more rapidly. 1©°
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Figure 6. Electrical conductivity of Figure 7. Electrical conductivity at
coal slags at 1500°C as function of 1500°C as a function of equivalent
wt.Z [K20+Na20] (1000 Hz in air). silica content (1000 Hz in air).

The transport properties of liquids are interrelated, i.e., diffusion,
viscosity, and electrical conductivity, especially if ionic. For example,
the Nernst-Einstein relationship between diffusion and electrical conductivity
is well known. Since viscosity data for some of these slags are known, a
cursory look at possible n-0 relationships was made. The viscosity of molten
coal slags has also been found to vary with equivalent silica content [5].
Over a narrow RgjQp range at constant temperature, the log n varies approxi-
mately linearly with the equivalent silica content. Therefore, at any single
temperature, the log n/log 0 should be constant at 1500°C:

Log,,0 ¥ 0.697 - 2.86Rg10, and Log, ¥ -4.94 + 8.82Rs10,

n~l. For the FMF-0 §}ag at 1500°C, the

where n is in poise and o in ohm~1lc
viscosity is 5 poise or a calculated o of 0.076 ohm—lcm compared to a
measured value of 0.09 ohm lem™l,

For an MHD-11B-0 slag with a measured conductivity of 0.025 ohm_lcm_l,
the calculated viscosity is 100 poise. The measured value of a similar slag
with a slightly higher silica ratio, 0.75 to 0.79, was 125 poise. This
correlation is also consistent with viscosity data of Capps at this Conference
which indicates an increase in viscosity with increasing potassium content
and the increase in conductivity with increasing potassium described in this
paper. Considering the variables involved, these results suggest that further
improved quantitative, empirical , and theoretical correlations between
composition, viscosity, electrical, conductivity, and perhaps diffusion for
the siliceous coal slag/seed systems may be possible.
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The electrical conductivity of some slags varies with the frequency of the
measuring current. The dc conductivity is lower and increases with frequency.
The dc conductivity is also time dependent. The magnitude of these differences
varies with the slag composition and is more pronounced in slags with high
potassium and in some high iron slags. These results are consistent with
other data [4] and suggest a high ionic contribution to the electrical con-
ductivity which can result in polarization effects by the direct current.
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ELECTRICAL CONDUCTIVITY OF A MONTANA COAL AsH T
R. Pollina and R. Larsen
Montana State University
Bozeman, Montana

In this report we present preliminary electrical conductivity studigs of
a typical Montana coal ash (as obtained from the power p]qnt) with and with-
out the additions of potassium seed, iron oxide, and alumina. The adq1t1on of
alumina did not significantly lower the electrical conductivity at h1gh tem-
perature. This result may prove to be important for electrode rep]en1shm¢nt
if a more favorable chemical environment at the electrode-slag interface is

ever necessary.

The conductivity of Rosebud ash was found to be only weakly dependent
upon oxygen partial pressure. Graded samples of bottom ash with additions of
K.CO., were studied to determine the effect of potassium seed addition on the
candactivity of Montana coal ash. Large additions (up to 30%) of K,CO., pro-
duce only small changes in the electrical conductivity at high tempgra ures
but important and substantial changes at temperatures below approximately
1550 K. :

INTRODUCTION

In an MHD generator channel the conductivity of the slag layer adhering
to the walls of the generator must be in a range appropriate for the slag to
act as a good conductor for the generator output current and yet must be low
enough to prevent shorting of the axially directed Hall current. The mathe-
matical analysis of this balance in seemingly opposing demands upon the slag
conductivity has already been carried out [1]. However, yet to be determined
is the criterion by which we judge the suitability of a given slag with re-
spect to its electrical conductivity. The ultimate goal of this project is to
satisfy demands of the designers for data necessary in modeling the output of
the channel and to predict empirically the behavior of slag under any con-
straints which might occur when larger scale projects such as the CDIF be-
come operational.

EXPERIMENTAL TECHNIQUE

The coal ash used in our experiments is from the Rosebud seam and was
obtained from a local power company [2]. The combustor temperature was
approximately 1900 K [3] and bottom and fly ash were supplied from the com-
bustor and the base of the stack respectively. The samples were received in
the form of powder, and each was homogenized and melted in alumina or plati-
num crucibles in air at 1700-1750 K for 1 to 36 hours and then air quenched.
Corrosion of alumina crucibles was generally not observable until the seed
content was increased. Above 10% K2C03 a changeover to platinum crucibles
was necessary.

. The bgttom and fly ash compositions were essentially the same except for
slightly higher concentrations of sulphur, potassium, and calcium in the

bottom ash as seen in an intensity analysis [4] of the proton induced x-ray
spectrum (PIX) of each sample.

Be]ow.1800‘K, samples were contained in alumina boats of 99.8% purity
[5] (interior dimensions 25 x 4 x 4 mm.) and the conductivity was measured
using the conventional 4-lead technique to separate polarization effects
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from the true conductivity. Pulverized samples were placed in a crucible in
which four leads had been suspended. A type B thermocouple (platinum-6% rho-
dium vs platinum-30% rhodium), which was checked periodically at the gold
point, monitored the temperature.

The furnace was used with a controlled atmosphere for which a gas scrub-
bing system had been constructed [6]. Normally air and argon were mixed for
the sample environment.

In a measurement, samples were raised to the maximum temperature of the
run, and data was taken from the highest temperature downwards. After a run,
the ceramic boats developed a web of cracks indicating that the slag had a
lower thermal expansion than alumina. During or after a run, the platinum
leads were sometimes eroded away. This always occurred at the outer or cur-

rent carrying leads. Both these effects will be investigated further in the
future.

Multiple tests of the electrical conductivity of Rosebud coal ash were
run in air (oxygen partial pressure of 0.17 atm). To eliminate effects due to
thermal cycling, two samples of Rosebud bottom ash with identical thermal
history were measured twice giving each repetition of each sample the same
thermal cycle. The conductivity is quite reproducible both between samples
and between runs, indicating that conductivity measurements on coal slag are
quite reliable.

RESULTS AND DISCUSSION

In Figure 1 we present results of a study of Rosebud coal ash conducti-
vity at three different oxygen pressures as indicated in the figure. The
solid line is drawn through the 10 ¥ atm data points. HgTe, as in all conduc-
tivity figures4 the log of the conductivity in (ohm-cm) ' is plotted as a
function of 107/T(K). The top scale shows the corresponding Kelvin tempera-
tures. Two regions of instability are noticeable. They are characterized by a
sharp change in the electrical conductivity accompanied by long re]axg?ion
times. The first 1nst?b111ty occurs at a reduced temperature of 6.1 K = and
the second at 7.15 K~ '. These instabi]j?ies regularly appear in th? Rosebud
ash and generally occur at 6.2 + 0.2 K~ (1615 K) and 7.2 + 0.2 K * (1390 K).
They may be due to the mode of devitrification taking place within the sample.
It is difficult to be more specific at present because of the large number of
compounds which may crystallize at these temperatures from such a complex
medium.

To determine the effect of a thermal cycling change on the conductivity
behavior, a sample of bottom ash with the same thermal history was studied
by changing the initial temperature of the run from 1725 K to 1825 K. Depar-
tures of the two curves from one another occurred only in the instability
regions mentioned above. The higher temperature sample exhibited conducti-
vity which is smoother but the instabilities evidenced themselves as longer
equilibrium times necessary to obtain data at the instability temperatures.
The dashed 1line in this figure is taken from data on Montana coal ash pub-
lished by Bates [7]. It is in excellent agreement with our own data exceptfor
some deviation below 1100 K. A comparison of the chemical compositions of our
own Rosebud bottom ash and the Battelle sample designated SMF-0 is contained
in Table 1 [8]. SMF-0 appears to be substantially more silica rich and alu-
mina poor than our Rosebud ash. '
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8i0, 40.34% 50% 47
Al,05 24.6 21 20.7
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P,05 - -- 0.39 5 10
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Figure 1. Rosebud ash conductivity at
varying oxygen pressure.

On completion of the controlled atmosphere system, a test was made of
the efficacy of the system using a sample (MHD-12) obtained from, and pre-
viously characterized by, the National Bureau of Standards. It was felt that
this would make an ideal "standard" with which to evaluate our system. Our
results give good agreement with those of NBS [9] considering the presumably
different thermal treatments the sample received, small thermocouple differ-
ences, and errors in determining sample geometry. These results serve to de-
monstrate the kind of reliability and reproducibility one can expect in the
conductivity even between different laboratories. These results justify the
conclusion that electrical conductivity measurements in the laboratory, can
contribute significant and meaningful data relating to the behavior of slag
in an MHD generator. What needs to be known is the sort of changes in compo-
sition the ash may be expected to undergo under MHD conditions so that the
slag compositions studied in the laboratory will be similar to those of the
wall condensate and will therefore yield data for engineering design calcula-
tions. The behavior of Rosebud bottom ash conductivity with varying oxygen
pressure is quite different from MHD-12. Not only does the conductivity
have a greatly reduced sensitivity to the oxygen pressure, as indicated in
Figure 1, but the effect of reducing the oxygen content is reversed. Since
the primary effec§+of gpe presence of oxygen on the electrical conductivity
is through the Fe™ /Fe™ ratio, the reduced sensitivity shown in Figure 1
follows from the lower iron oxide content for the Montana coal. The differ-
ence in magnitudes of the conductivities of MHD-12 and Rosebud ash (labeled
5C) is shown in Figure 2. These differences are probably attributable to the
reduced iron oxide content of Rosebud ash. Not enough information is avail-
able at present to say just how the Rosebud samples studied here relate to
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the overall spectrum of compositions expected from the Rosebud seam. However,
similarity of Rosebud ash in an oxygen environment to MHD-12 in an oxygen
free environment should mean that Rosebud ash w};h 1t§+apparent1y "absent"
oxygen-dependent conducting mode (presumably Fe Fe®" charge transfer)

has a conductivity mechanism similar to MHD-12 in an oxygen free environment
where that mode is quenched.

Two samples of iron enriched Rosebud ash were prepared by mixing the
natural coal ash with 5% and 10% Fe,0, to give total Fe O3 concentrations of
9.2% and 14% respectively. The cond c%ivity data (in aif,”0.17 atm. 0,) for
the two enriched samples and for the natural ash are shown in Figure §. At
temperatures below 1600 K and especially below 1450 K additional iron en-
hances the conductivity substantially. It has been noted by Bates [10] that
the 1og of the electrical conductivity at both 1667 K and 1250 K appears to
decrease approximately linearly with a decrease in the percentage of Fe20 .
Our data for the iron enriched samples are in good agreement with Bates 8b-
servation on the effect of Fe20 concentration at 1250 K, but the correlation
is very poor at the 1667 K isotgerm where no significant differences in con-
ductivity between the three samples were observed. Data taken at other oxy-
gen partial pressures (not shown) exhibit substantial sensitivity of conduc-
tivity to oxygen for the two enriched samples and indicate that 5% Fe,0, con-
tent is the approximate cut-off in iron concentration. Below this igoﬁ
oxide content, pressure does not appear to significantly affect slag conduc-
tivity. Iron content in coal slags is a sensitive composition variable at
temperatures below 1600 K, and oxygen partial pressure is a sensitive vari-
able at iron concentrations above 5% Fe20 . These effects would have consid-
erable practical significance in an MHD génerator utilizing iron containing
electrodes, even if low iron coals were used as fuel.

Figure 4 displays the electrical conductivity data for Rosebud coal ash
(Ash 1) with graded additions (10,20,30%) of K2C0 as seed. The corresponding
potassium content of these samples is 7,14,21% Kza. Below approxmately 1540K
there is a strong dependence of the conductivity on potassium content. This
dependence increases with decreasing temperature. The potassium concentration
dependence of conductivity above 1540K is weak and somewhat erratic in that
different runs will shift the curves. This is exemplified by the behavior of
the 10% sample above 1650K which has a slightly lower conductivity than Ash
1 in this run, but higher in another run. Much practical importance is placed
on the strong low-temperature dependence of conductivity on potassium con-
tent since channel wall temperatures may be in this temperature region. All
four of the samples displayed here were prepared simultaneously in platinum
crucibles so their thermal history is similar.

Figure 5 shows some interesting results obtained by measuring the con -
ductivity of Rosebud bottom ash with 20% alumina enrichment and with both
20% alumina and 20% K,CO, enrichment. On removing the latter two samples
from the sample ho]de; a?ter the experiments had terminated, no noticeable
corrosion of the alumina boats was observed. This is in sharp contrast to
earlier runs with seeded slag in which substantial corrosion was observed for
the high seed concentration (20-30% K,C0,) slags. This corrosion inhibition
effect gives added weight to the arguﬁen%s of those who favor electrode re-
plenishment. Several items are to be considered in Figure 5. The sample of
80% ash and 20% alumina (----) illustrates the mild sensitivity of slag con-
ductivity and alumina content. This is to be expected since alumina is an

insulator and hence would not contributecharge carriers. Fe203 and Ca0
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would appear to supply the major contribution to the slag conductivity though
we have not looked at Ca0 yet. It is interesting to note that below 1400 K
alumina actually enhances the conductivity. Of equal interest is the fact
that above 1667 K slag conductivity is virtually independent of the addi-
tives as was seen in Figure 4 above 1550 K. The 80% ash and 20% K,CO, line
(-.-.) is taken from the data of Figure 4 and is merely repeated ﬁerg for
comparison. Again we note that the enhancement of conductivity contributed by
the addition of 20% K,CO, (14% K50 equivalent) appears to be significant only
below 1667 K and theréfo?e would matter little in a hot wall channel.
Finally, we look at the sample 60% ash and 20% each of A1,0, and K,CO,. This
sample was prepared because of the observed substantial dgcéease 13 cgrro—
siveness on adding alumina. It was then decided to find out if this decreased
corrosiveness was maintained in the presence of seeded slag, and indeed it was.
The alumina addition decreases the conductivity of a seeded slag but the de-
crease is only significant below 1250 K, where replenishment is unnecessary.
This led us to the conclusion that electrode replenishment cannot be ruled
out on the grounds that replenishment lowers the slag conductivity.
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SOME THERMIONIC EMISSION PROPERTIES OF SYNTHETIC COAL SLAG *
J. Anderson, G.J. Lapeyre, R.J. Smith and M. Wilson
Montana State University
Bozeman, Montana

INTRODUCTION

The thermionic emission properties of the electrodes in an MHD generator
are of vital importance in determining the operating characteristics of the
channel. If sufficient thermionic emission current is not available from the
cathode, large voltages develop near the surface and arcing occurs which
leads to electrode erosion and loss of efficiency. For slag-covered elec-
trodes it is the thermionic properties of the slag layer that are relevant.
Different design concepts to deal with the arcing problem include accepting
arcs as inevitable or finding operating conditions where there is sufficient
thermionic emission. In any case, knowledge of the thermionic emission pro-
perties of coal slags of various compositions is desirable to give intelli-
gent direction to a choice among the available options.

We have, therefore, initiated an experimental program to investigate the
thermionic properties of coal slag. The experimental method we elected to pur-
sue, in the initial phases of the project, was to measure the emission from
the heated slag into vacuum. This is the way such measurements are made for
more conventional materials so that we could draw upon accumulated experience
in analyzing the results. We believe that by eliminating the complications
due to the presence of a surrounding medium it will be possible to isolate
and study those properties intrinsic to the slag itself. Since the work func-
tion of any surface is largely determined by the atoms on the surface, we
have included in our design an Auger electron spectrometer to identify the
surface atoms in order to correlate our results with surface composition. The
Auger unit is not yet in operation. We also included a mass spectrometer to
identify evaporation and desorption products. Of course, the nature of the
working medium in the channel will play an important role in determining the
slag surface composition. However, we believe that results which lead to an
understanding of the emission properties of well-characterized coal slag will
serve as a firm basis for understanding and controlling the emission as it
occurs in an actual channel.

In this paper we give a description of the experimental apparatus and
procedure and some of the results we have obtained up to this point. The re-
sults relate more to the emission of positive ions from the heated slag than
to electron emission.

EXPERIMENTAL

The essential part of the experimental apparatus is shown in Figure 1.

The slag is held in a platinum container which is heated from underneath by
electron bombardment to any desired temperature up to where the platinum
me]ts. Instead of a cup, as shown, we are now using a flat platinum sheet, on
which we place a thin wafer of slag about 6 mm diameter and 1 mm thick. The
slag melts and coats the platinum nigg]y in a fairly thin (1-2 mm) layer. We
are ahle to keep a vacuum of ~1 x 10 ~ torr in the work chamber well past the
temperature at which the slag is quite fluid. The anode is a round tantalum
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disc with an area of about 0.2 cm2
guard ring surrounds the anode and in-
sures that only emission from the slag
reaches the anode. The emission cur-
rent is measured as a voltage drop a-
Ccross a resistor in series with the
anode. For possible large emission
currents we have a circuit to apply the
anode voltage in pulses, to hold down
power dissipation at the anode. The
currents we have measured so far are
Ema]], so we simply apply a variable DC
ias.

The structure is held in a stain-
less steel vacuum chamber, pumped by a
6-inch 011 diffusion pump with a liquid
nitrogen cold trap. The slag tempera-
ture is measured with an optical pyro-
meter. We have so far assumed the slag
is a black body, so the temperatures we
quote here may be 50 K or so low.

The data we obtain are curves of
anode current plotted against anode
bias voltage (I-V curves). When the
anode is biased negatively, we measure
considerable amounts of current con-
sisting of the emission of positive
ions from the slag. We refer to this
as negative current. The synthetic
slags we are now running were obtained
from the National Bureau of Standards
MHD Materials Group. Most of the data
presented here are for the type called
"K214" which is a 4-component slag con-
taining, by weight 37.6 percent 5102,

. The

31.9 percent A1,0,, 19.98 percent Fe304
and 10.53 percefit”Ca0. The natural -
slag was fly ash from the Corette plant
in Butte, Montana, with the same four
components plus Mg0 as the major con-
stitutents (>1%).

RESULTS

For electron emission we analyze
our data according to the Richardson-

Dushman equation:

2 ey
AT exp{- {F} (1)
where j is the current density in amps
per square centimeters, T is the abso-
lute temperature, e is the electron
charge, k is Bo}tzmgnn's constant and
A = 120 amps/cm~deg”. We use equation
1 to define an effective work function,

.

J

Figure 2 shows two I-V curves for
K214 slag which illustrate several
points related to this experiment. The
upper right hand section shows the e-
mission of electrons and as can be
seen this emission is quite small,less
than a microampere total current. It
is difficult to keep stray currents
below this level so the data displayed
has a large component of such spurious
current. However, at higher tempera-
tures the actual electron emission is
measureable; the I-V curves look iden-
tical in shape to those of Figure 2
and therefore are not displayed. Typi-
ical emiss%on current densities are
3.3 uma/cm” at T=1630K, which corre-
sponds to an effective work function
of 4.5 eV. A work function of this
magnitude is what one might expect for
an "ordinary" material--that is a ma-
terial without a surface layer of some
element like potassium that specifi-
cally produces a low work function. We
had anticipated that calcium would
produce a low work function but that
seems not to be the case.

The lower left portion of Figure
2 shows the emission of positive ions
and it is worth some discussion of how
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Figure 3. Log-log plot of ion cur-
rent versus anode bias in space-
charge region.

this current is identified as such. The thermionic emission of ions is con-
ceptually similar to that of electrons. In particular, the space charge
limited region of emission at low negative bias the current density, j, obeys
the Child-Langmuir law. For plane-parallel geometry the law says that

i = (1/9n) vamje v3/2;42 (2)

where V is the anode voltage; d is the anode-cathode spacing, and the other
symbols have already been defined. We see that j varies as the 3/2-power of
V and consequently a plot of log |j| versus log |V| should be a straight line
with a slope of 3/2. Careful measurement shows that the I-V curve, in the
space charge region is indeed concave downward. Figure 3 shows a plot of log
|jl versus loglVl; the points do 1ie on a straight 1ine with a slope of
1.35 + 0.05. Although the exponent is a bit less than 3/2 we do not regard
the discrepancy as serious. There is in fact a power law. In addition, data
taken at several temperatures show that, in the space charge region, all the
data follow fairly closely to a universal curve independent of temperature, as
equation 2 says it should. Equation 2 also shows that, from the universal
curve it is possible to calculate the mass m of the charge carrier, assuming
sing]y—charged particles. The value of m obtained from equation 2 depends on
d’, and so is prone to some error (d =~ 2.5 mm). We find m to be between 10
and 50 atomic mass units, which clearly indentifies the charge carriers as
ions. Although one would be hard-pressed to explain a negative current other-
wise, we find it satisfying to have a proof of the nature of the effect.

It should be noted th?t emission of ions has been observed previously by
Hosler, Capps, and Plante.’ Upon heating a slag sample in an atmosphere of
nitrogen and oxygen, they found ion emission currents in the nanoamp range.
The.Surrounding medium or other experimental complications evidently made a
rational analysis of their results difficult or impossible.

Figure 2 also shows another aspect of the present measurements. The up-
per 1on current curve was taken sweeping the anode bias from negative values
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towards zero, as the arrow indicates. The lower curve was for sweeping the
bias the other way. For the lower curve, the decay in the left hand end of
the curve is actually a time-dependent decay. If, instead of sweeping con-
tinuously, the bias is quickly switched from positive to large negative
values. The magnitude of the ion current becomes instantaneously large and
then decays in time to a steady state value, as shown in Figure 4. The decay
is not a simple exponential, as Figure 5 shows. Figure 5 is a semi-log plot
of ion current versus time after switching the bias negatively. The upper
pirt of the decay curves seem to be fairly straight but then they level

off.

The effect we are seeing can be explained in the following way. The
species that constitutes the ion current desorb rapidly as ions but only
slowly as neutral particles. With a negative bias, the rate determining step
in the steady state is diffusion to the surface. The ions desorb as fast as
they reach the surface and the surface is depleted relative to the bulk. A
positive bias retards the emission and the ions accumulate at the surface.
When the bias is switched negative, the accumulated ions desorb until a
steady state is again attained. The variations in steady state emission cur-
rent with temperature, Figure 6, are then more a measure of diffusion rates
than desorption rates. If we assume that the accumulated quantity of ions on
the surface is a monolayer or more, irrespective of temperature, then the
maximum emission current at zero time in Fig. 5, can be regarded as being
characteristic of the desorption process rather than diffusion. Figure 7
shows a plot of log maximum ion current versus reciprocal temperature for
several temperatures. The slope of the straight line indicates an activation
energy for the ion desorption process of 3.4 eV.

DISCUSSION

The desorption of positive ions from a hot surface is a process that has
been known for many years. The effect has been used to study jonization
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potentials and work functions, since the ratio of ion current I, to neutral
atom current Im can be obtained from the Saha-Langmuir equation

I,/1. = 1/2 exp {(¢-1)/kT} (3)

where I is the ionization potential of the desorbing particles. If I < ¢

then most of the flux is ions. We have not yet determined the identity of the
jons, but we are adapting our mass spectrometer to do so. One possibility is
calcium. We have done some preliminary experiments with synthetic slag K304,
which is much 1ike K214 except that it contains magnesium in place of cal-
cium. The very first measurements showed an ion current comparable to K214,
but the current quickly dropped to low levels after a few runs. The current
may have been due to a small calcium content which was quickly depleted. An
obvious difficulty with calcium is that its jonization potential is too high,
6.08 eV. Fortunately it should be easy to settle the issue by experiment.

From our results we believe it quite 1ikely that a certain amount of
current flow through a slag-covered channel is due to ion injection from the
anode. The current we have measured extrapolates to some tens of milliamps
per square centimeter at 2000K. Whether this would have any influence on
practical channel operation we do not know. One possible effect might be in
the boundary layer near the anode. If there is local thermodynamic equili-
brium in the boundary layer, then injection of positive ions could shift the
equilibrium, deplete the electron concentration and affect the conductivity.

A final point has to do with the possibility of misinterpretation of
thermionic emission measurements. If both the anode and cathode are slag
covered and hot, then it may be difficult to separate out the component of
ion current from that of electrons. In such a case, considerable care must be
exercized in the interpretation of such experiments.
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It would appear that the thermionic electron emission from the unseeded
synthetic slag is very small at the temperature where we have made measure-
ments. Our observations are consistent with the well-founded assumption that
it will require a potassium layer to lower the work function for sufficient
emission. The possibility that the surface composition is not the same as
the nominal bulk composition is self-evident. Because of this we place con-
siderable importance on sample characterization methods such as Auger
electron spectroscopy. Our results indicate that ion emission might be a
significant process of charge transfer into the channel and we believe it may
be a matter of some importance to investigate the consequence of this effect.
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VAPORIZATION AND CONDENSATION KINETICS PERTAINING
TO SEED INJECTION AND RECOVERY

Kurt H. Stern
Chemistry Division, Naval Research Laboratory
Washington, D. C. 20375

In open-cycle MHD systems a seed material, commonly an inorganic potas-
sium salt, is injected into the gas stream by heating and vaporizing the
salt. Subsequently this materials is recovered by condensation on a cold
surface. Thermodynamic aspects of this process, such as condensed phase-
vapor equilibria, are being discussed by others at this conference and
elsewhere[1l], but little has been written of the rates and mechanisms where-
by these processes occur. In this discussion the major features of vaporiza-
tion and condensation kinetics are emphasized. Readers are referred to the
cited references for details and mathematical derivations.

I. VAPORIZATION

A. Non-chemical Factors

In this category we include factors which are independent of the
chemical nature of the material.

1. Heat Transfer. For all endothermic, heterogeneous reactions, such
as vaporization, heat must be supplied to the reaction interface. If this
heat is not supplied sufficiently rapidly, the entire process is heat-
transport limited and no information about chemical kinetics can be obtained
from vaporization studies. Under extreme conditions of inhibited heat trans-
port the reaction surface may actually be cooler than the nominal temperature,
but the vaporization rate may still be heat-transport limited even when the
system is isothermal [2].

2, Vapor Pressure. When the vapor pressure p above the vaporizing
material equals the equilibrium pressure p_ the net vaporization rate is
zero. For pressures between these two values this rate is proportional to
(pe—p). The presence of an inert gas quiescent above the vaporizing
material generally lowers the rate, but if the gas is flowing, the vaporizing
material is removed rapidly (p=0) and the maximum rate is obtained.

3. Particle Size. Whether this affects the size depends on the
reaction mechanism. The same applies to the defect structure of the solid.

B. Crystals

Most of the information on vaporization kinetics comes from a comparison
of the equilibrium vaporization rate, commonly obtained from Knudsen cell
measurements, with the vaporization rate into a vacuum. Although the same
basic theory applies to substances which are similar in the condensed state
and the vapor as well as to dissociative vaporization, the mechanistic inter-
pretations differ somewhat and are therefore treated separately. This also
applies to liquids.

1. The solid and vapor species are chemically similar, e.g.
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K,S0,(s) = K,50,(g)
NaCl(s) NaCl(g), (NaCl),(g)
4As(s) As, (g)

The basic theory is the Hertz-Knudsen-Langmuir (HKL) theory according to
which the mass flux striking the surface from the equilibrium vapor is

1/2

= Peq (M/2%RT) 1)

J

€q
If not all the impinging molecules stick, the condensation flux is reduced
by a factor o. When the substance vaporizes into a vacuum the flux leaving
the surface must equal the flux condensing on the surface and
1/2

Jc,e = Jv,o = q Peq (M/27RT)

(2)

a can be determined from experiment, but not yet generally calculated
theoretically. The theory assumes that the system (gas + condensed phase) is
isothermal. It is valid regardless of the nature of the surface (although o
may vary with the surface).

Most theoretical and experimental investigations are concerned with the
interpretation of o in terms of a vaporization mechanism. All theories
involve a minimum of two steps:

(1) Bulk crystal ——3>» Surface state
(2) Surface state — Vapor

Some theories, such as those of Hirth and Pound [3], which are descended from
the theory of Kossel and Stranski [4,5], emphasize the importance of surface
dislocations, such as kinks and ledges, on the rate. In these versions of
the theory the first step is subdivided into more detailed steps such as

(la) Kink ——> Ledge
(1b) Ledge ——» Adsorbed state

Thus, if the dislocation density is high, the surface will be the same as
under equilibrium conditions and the rate-limiting step will be desorption.

A more '"chemical" approach is taken by Searcy and coworkers [6] who
apply absolute reaction rate theory to the vaporization process and develop
a mechanism based on the experimentally determined activational enthalpy and
entropy.

The general results of experimental studies may be summarized as follows:

(a) for substances that are monatomic in the vapor state o gen-
erally eguals unity, particularly if the dislocation density is high
(>10 cm ) or for low index planes. For high index planes the Hirth and
Pound theory [3] predicts a limiting value of 1/3 for a, but this theory has
not been unambiguously confirmed;

(b) substances that are basically the same in the solid and vapor,
e.g. halides, usually have a near unity, although the bulk + surface step may
become rate-determining as the melting point is approached, with a consequent
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decrease of o below unity;

(¢) substances that are different in the solid and vapor states

frequently have very low values of a; e.g. for 4As(s) = As,(g), a = 5 x 10 5[8],
for 2As;03(s) = As;O¢(g), o ™~ 10 6 [9]. Interpretation of these low o values

involves some rate-limiting step in which the vapor species is produced at a
dislocation site or in the mobile surface layer.

2. The solid decomposes into species which are chemically different,e.g.

CaCO4(s) = CaO(s) + (0,(8))
2Zn0(s) = 2Zn(g) + 0,(g)
NH,C1(s) = NH,(g) + HCl(g)

o for reactions of this type is less than unity [6]

Reactions in which one of the products is a solid differ somewhat from
the others since in this case a reaction interface moves along a solid-solid
interface (e.g. CaC03/Ca0) and the rate-determining step may be gas transport
through the reaction product.

In many thermal decomposition studies, frequently carried out with pow-
ders, it was observed that the course of the reaction consisted of a slower
initial stage, called the induction period, and a more rapid stage extending
over most of the decomposition. The induction period has generally been
associated with formation of nuclei of the solid product in the solid reac-
tant. Elaborate theories of both the rate of nucleus formation and the growth
of the nuclei have been worked out. When the surface is covered by nuclei
the reaction front proceeds into the crystal, usually at a constant rate
(for a summary and references see [10]). More recently Shannon [11] has
applied absolute reaction rate theory to reactions of the type A(s) = B(s) +
C(g), by taking into account the partition functions of the reactants and
possible configurations of the activated complex.

The above theories are in principle all extensible to dissociative
vaporization such as KpS04(s) = (2K + SO, + 03)(g) but relatively little has
been done yet. Such experimental studies as exist (for a listing see [6])
indicate that o is considerably less than unity. Meschi and Searcy [12] have
developed a mechanism in which desorption or dissociation from catalytic sur-
face sites may be rate limiting. This type of approach could probably be

successfully applied to salts used as seeds for MHD, such as K-804 and
K7CO3.

C. Liquids

The basic HKL theory applies to liquids in the same form as it does to
solids. However, since the liquid surface is smooth and does not possess the
defect structure that characterizes solids, the mechanistic interpretation of
o is slightly different. The major vaporization theory is that of Eyring[13,14]
who attributes values of a < 1 to hindered rotation, i.e. a mismatch of the
rotational partition functions between condensed phase and vapor.

Experimental studies of liquid vaporization have generally been confined
to simple liquids at ambient temperatures. High temperature vaporization and
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decomposition studies of liquids are very scarce. Ewing and Stern [7]
measured the vaporization rate of several alkali halides both for the solid
and liquid states. o was continuous through the melting point. Well above
the melting point o decreased gradually, consistent with a model in which the
surface concentration decreased below its equilibrium value because the bulk
phase could not supply surface molecules rapidly enough.

Studies of dissociative vaporization are also quite scarce. A compari-
son of the solid and liquid decomposition kinetics of KC1l0y, [15] showed that
although the liquid decomposed much faster than the solid, the activation
enthalpies and entropies were the same for both, indicating the same rate-
determining step for both - breaking a C1-0 bond. The results of Burns [16]
on the dissociative vaporization of Al1,03, Gay03, and Iny03 are interesting
because it seems to be the only case known in which o exhibits a discontinuity
at the melting point. For all the vapor species emanating from the solid
@ v 0.3 just below the melting point, rising abruptly to unity for the same
species just above the melting point.

II. CONDENSATION

Condensation is generally considered as a sequence of two steps:
nucleation and growth of nuclei to form a bulk phase.

A. Nucleation

Nucleation may be homogeneous or heterogeneous. Further, homogeneous
nucleation may itself be subdivided into two kinds: (a) nuclei are formed
in the vapor, and (b) nuclei are formed by condensation on a surface chemi-
cally the same as the vapor. In all cases nucleation requires a super-
saturated vapor.

1. Homogeneous nucleation on a surface. Molecules from the gas phase
collide with a condensed phase of the same material and are incorporated in
it. By the principle of microscopic reversibility the condensation process
must proceed through the same intermediate steps involved in vaporization.
The basic equations are given by the HKL theory (eqs. 1 and 2) with o now
viewed as a condensation or sticking coefficient. Experiments in this field
are difficult and few have been carried out. Schoonmaker and Tu [17] have
made such measurements for NaCl condensation on oriented single crystals of
NaCl. They showed that o = 1 if the crystal is clean, but less if the cry-
stal surface is contaminated. At least when the surface is cold compared to
the vapor source, the nuclei on the surface may be as small as a single
molecule.

2. Nucleation in the vapor. So far the theory has been developed only
for materials which are the same in the vapor and condensed states, i.e. the
theory is applicable to KoSO4(g) - KoS04,(s,1l), but has not yet explicitly
been applied to chemical reactions such as (2K + SO0, + 03) (g) > KpSO4(s,1).
Since nuclei are very small, the distinction between solid and liquid is
largely irrelevant. The basic theory goes back to the Gibbs-Thomson equation
according to which the vapor pressure above a curved surface exceeds that
over a flat surface. Consequently nuclei can only grow from a supersaturated
vapor. For a given supersaturation there exists a critical nucleus size
above which nuclei will grow and below which they will vaporize. There have
recently been important developments in this field. Since these have been
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extensively covered [18a,b], they will not be further discussed here.

3. Heterogeneous nucleation. In this case nuclei are formed on a
foreign surface and therefore this is the phenomenon most applicable to MHD
when the seed material first strikes the solid wall on which condensation
is to occur. The theory has been developed in great detail by Hirth and
Pound [19] and will therefore not be further discussed here. One of the
interesting conclusions is that nucleation will be most rapid when the
surface is completely wetted by the condensate. In MHD it might therefore
be possible to select a surface for this characteristic.

B. Bulk Condensation

1. Solids. From a fundamental viewpoint no new phenomena occur once
nuclei have formed on a solid surface. If the surface is chemically the same
as the vapor, then arriving molecules will coalesce with existing nuclei by
surface diffusion and will eventually be incorporated into the crystal lat-
tice. If the condensation is heterogeneous,the growth of nuclei must occur
by heterogeneous surface diffusion. Hirth and Pound [19] have discussed the
differences to be expected depending on whether the adatoms are strongly or
weakly adsorbed. Once the foreign surface is completely covered the crystal
continues to grow by mechanisms already discussed.

2. Liquids. If the system is above the melting point, the nuclei,
whether suspended in the vapor phase or on a surface will be "liquid". The
growth of drops in the vapor state is a rather complicated subject much of
which has been developed for use in atmospheric physics where it has pri-
marily been applied to water [20]. Eventually the droplets formed will fall
under gravity and it "rains".

III. CONCLUSIONS

In general the theoretical aspects of vaporization have been more ex-—
haustively treated than have those of condensation. This may be because,
although the theories are of course coupled, vaporization theories are much
more easily tested experimentally and this theory-experiment interplay is
intellecturally stimulating. Also, condensation includes a phenomenon-
homogeneous nucleation in the vapor - not well incorporated into condensation
theories. 1In this latter area the greatest lack is a comprehensive theory
of recombinant condensation applicable to such processes as (2K + S0, + 0-)g -~
K,504(s,1). Finally, what is needed for MHD is a melding of the types of
theories discussed in this paper with chemical engineering concepts of heat
and mass flow, and gas dynamics, which will permit an analysis of conditions
actually occurring in MHD reactors.

The kinetics of the bulk growth of liquid is treated by Eyring's theory
[13,14] which takes the matching of rotational (orientational) effects of the
impinging molecules into account. This was already discussed in the section
on liquid vaporizationm.

O0f greater interest to MHD is formation of bulk liquid as "rain" on a
cold surface. Mori and Hijikata [21] have analyzed the condensation of Ko SOy
on a cold surface under conditions expected in MHD. They treat the phenomenon
by allowing for the convection of K»SO, and consider the condensation to con-—
sist of sequential steps: (a) formation of small liquid drops in the thermal
boundary layer, (b) diffusion of vapor and droplets to the wall, and (c)
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condensation of vapor at the liquid film on the wall, and absorption of drop-
lets by the film. The mass transfer rate could be calculated as a function
of temperature, temperature gradient, and mass flow.

oW

= O 00~
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13.
14,
15.

16.
17.
18.
19.
20.

21.
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SOME VAPOR PRESSURE DATA ON K,0 CONTAINING SUBSTANCES

E. R. Plante
Institute for Materials Research
National Bureau of Standards
Washington, D. C. 20234

Open cycle MHD requires that an easily ionized element or "seed" be
added to obtain an electron density sufficiently high that the combustion
products can serve as a working fluid. A suitable element based on ioniza-
tion potential and cost is potassium. The choice of materials to supply the
K will be K,S04 and/or K,COj3.

Use of potassium seed leads to several potential problem areas. Because
the weight of seed required is 10 to 25% of the weight of coal burned, a large
fraction of the seed must be recovered and recycled. Also, the potassium com-
pounds increase the potential for corrosion problems such as reacting with or
dissolving various components of the MHD system. To avoid the corrosion
problem it has been suggested that liquified coal ash components can serve as
a continually renewable protective layer for the electrode structure of an
MHD channel which will protect it from erosion, corrosion, and destructive
arcs while not appreciably degrading channel performance [l1]. Others, however,
believe that the presence of a large fraction of coal ash constituents will
make it extremely difficult to recover a high percentage of the seed because
of reaction with the coal slag. They believe that rejection of about 90% of
the coal ash constituents at the combustor stage will allow for the desired
level of seed recovery [2].

The vaporization behavior of K,CO3 and K,SOy, are of importance to MHD
technology because experience shows [1-3] that the bulk of recovered seed will
be in the form of a solution of K,CO3 in KyS0y. Levin et al.[4] have indica-
ted the phase behavior of this system. The major portion of the recovered
seed is expected to be K»SOy. The presence of a slight excess of K,CO3 over
that required to adequately remove the SO; produced by coal combustion is
desirable for environmental reasons. Too much of an excess of K,CO3 is un-
desirable because of its greater tendency to react with slag or ceramic
materials.

This paper will briefly review the thermodynamics involved in the vapori-
zation of K;CO3 and K,SO4 and present the results of recent measurements made
at NBS on Kp0 containing solutions and compounds.

Thermodynamic data for K,CO3 and K,SO, in the condensed phase have been
reviewed and tabulated by JANAF [5]. 1In addition, data for relevant vapor
species K, COz, Oy, and SO, are also tabulated, making it possible to calcu-
late the dissociation pressures. These data are of sufficient reliability

for purposes of discussing MHD seed chemistry and are accepted without further
discussion.

The vaporization characteristics of K2CO3 have been the subject of a

review [6] and a number of investigations [7-12]. WNone of the vaporization
work excepting the mass spectrometric study of Gorokhov [11] is consistent
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with the vaporization behavior predicted for the dissociation reaction:
KpCO3(c,2) = 2K(g) + 1/2 Oz(g) + CO,(g) (1)

Most measurements of the decomposition reaction have yielded pressures much
higher than that predicted from the thermochemical data. Several workers have
analyzed their data in terms of a reaction to produce K,0(c,%) and CO,(9g),
apparently assuming that this reaction would give rise to a higher pressure
than the dissociation reaction while, in fact, the predicted pressure is
orders of magnitude less. To generate pressures greater than that predicted
for reaction (1) requires the existence of very stable K-bearing molecules.

It is probable that the poor agreement between measured and predicted disso-
ciation pressures results from unidentified reactions with container materials
or HoO0 in the case of transpiration measurements, poor experimental technique,
or improper data analysis.

A number of studies related to the vaporization properties of K,SO, [9-
16] as well as reviews of this data [17-18] have been presented. Many inves-
tigators suspected the existence of molecular K,SO4,(g) and its existence has
been confirmed by mass spectrometry. A major unresolved problem has involved
the relative importance of the sublimation or evaporation of K,SO4 according
to reaction (2) as compared to the dissociation by reaction (3).

K,80y(c,L) = K,S04(9) (2)
K804 {c,R) = 2K(g) + 0,(g) + SO,(9) (3)

Mass spectrometric measurements by Ficalora et al. [16] indicate that PKZSOH
is about the same as Py below the melting point. Additional mass spectro-
metric measurements by Gorokhov [11] indicate a K,SOy, (g) pressure about five
times higher than that of Ficalora et al. On the other hand, mass effusion
measurements [9,14-15] give rates of effusion about thirty times greater than
would be predicted by the thermodynamic data for the dissociation reaction.

The relative amount of K,S04(g) in the vapor phase over pure K,SO, can
be quite important in design considerations for the seed recovery unit in an
MHD plant because the dew point temperature of K,S0, will be increased by
about 100 K if K,S04(g) is only as important as Ficalora's [16] data, com-
pared to Halstead's [14]. Experimental determinations of the K,S04(g) conden-
sation temperature during the British Project [19] indicated dew point temper-
atures about 30° below those predicted by Halstead's [14] data. This was
considered reasonable agreement.

Additional mass spectrometric data was cited in the British Project [19]
and by Halstead [14] which stated that new mass spectrometric results [20]
indicated K,SO, pressures about 1/3 less than those observed by Halstead.
However, a description of these measurements has apparently not been publish-
ed. In the writer's opinion, the thermodynamic data for K,SOy{g) must be
weighted in favor of the mass effusion data until mass spectrometric studies
are performed in sufficient detail to unequivocally consider the problems
resulting from uncertainties in electron ionization cross sections, ion
fragmentation, and mass discrimination. The difference in the results is

sufficiently important that mass effusion measurements at NBS are in progress
as an independent check on Halstead's [14] data.
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A comprehensive review of the thermodynamics of evaporation of K,SOy was
recently presented by Eliezer and Howald [18]. They reported a "best" value
for the heat of formation of K,S04(g) using a modified version of
Cubicciotti's 1[21] method.

Their treatment gives rise to thermodynamic data which yield K,SOy (9)
pressures in essential agreement with Halstead's [14] measured pressures. The
present state of affairs with respect to knowledge of the thermodynamic prop-
erties of the K,S04(g) molecule will not likely be improved without new care-
ful measurements.

Some vapor pressure data on K,0 containing materials obtained at NBS
will be summarized in the concluding part of the paper. The purpose of these
measurements has been to help provide data which can be used for predicting
the equilibrium concentration of K,0 in slag solutions and to predict the
temperatures and K(g) overpressures at which MHD structural materials will
resist corrosion. An example of the use of such data can be found in the
paper by Spencer et al. [22].

Measurements were made by a weight loss technique using a microbalance
system or by mass spectrometry using either a modulated beam time of flight
or quadrupole instrument. Samples were enclosed in Pt crucibles using 1 mm
or smaller effusion holes. Data obtained using the microbalance system are
absolute weight loss data. Mass spectrometric data has been put on an abso-
lute scale using a weight loss calibration. For most of the measurements the
principal vaporization process is:

Ky0(a<<l) = 2K(g) + 1/2 05(g) (4)

where the reduced activity is referenced to K,0(L). The mass spectrometer
sensitivity for K of mass 39 is obtained from the measured weight loss of the
cell that takes place during an experimental sequence using the equation:

k, = WGAV2TR/ [acVME (IIt/T) ] (5)
1

where w is the weight loss of K;0, G is the fraction of K in K,0, A is the
fraction of 3%k in K, R is the gas constant, a is the orifice area, ¢ is the
Clausing factor for the orifice, II is the ion current observed during the
time interval t at the temperature T and M is 39. Equation (5) is obtained
by equating the pressure calculated using the Knudsen equation with the mass
spectrometric pressure relationship, Pj = kiIIT. In cases where the vapor
pressure depends on composition, the composition is determined from the inte-
grated weight loss in the microbalance measurements or LI*t/T in the mass
spectrometer measurements. For further details of the theory and methods

involved in the mass spectrometer measurement the reader is referred to
Grimley [23].

Since Si0; is an important component of coal slag and the existence of
several compounds with K0 is well known, preliminary measurements were made
to determine the potassium pressure over the liguid solution region of the
Kp0-Si0; system starting at the composition K20°25i0;. These measurements
were made utilizing a microbalance system and a Pt Knudsen cell equipped with
a 1 mm diameter effusion hole. Weight loss data were obtained at 40, 30, 20
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and a few other compositions corresponding to the invariant two phase system
K,0-8i0;3 (soln)-Si0,(c). 1In these measurements, it was assumed that equilib-
rium had been obtained. This assumption was based on the preconceived notion
(which turned out to be incorrect) that the rate of evaporation from the
liquid phase would be fast. Some of this data was published [24-25] in
graphic and equation form. There was an insufficient amount of data to deter-
mine if there was a dependence of the heat of evaporation on composition so

it was assumed there was not. However, further measurements made on these
solutions by mass spectrometry showed that the initial measurements did not
correspond to equilibrium.

Similar studies were carried out on phases in the K,0-Al,03 system.
Measurements of the K pressure over the two phase regions KAl0,-K;0°5A1,03
and K90°9A1,03-A1,03 were obtained on the microbalance system. Here the
phase identified as K,0°5A1,03 has a definite but unknown composition. 1In
the two phase regions, the potassium pressure is independent of bulk compo-
sition. The potassium pressures measured over the two phase regions were
presented in [25].

For MHD,data are required on the activity of K50 in slag melts far more
complex than two-component systems. Therefore, some measurements of the K
pressure over two synthetic slags with compositions corresponding closely to
those expected from the distribution of coal ash analysis were made. One of
these slags, K531, was selected to represent a slag with high silica and
alumina content, while a second slag K512 was a high calcia slag and was
chosen to test the effect of calcia on the K,0 activity. The object of these
measurements was to compare the observed K pressure with the K pressure over
Ko0-5i0, solutions. Generally, it was assumed the rate of transport of K,0
through a slag may be strongly dependent on the slag viscosity and in order to
measure K pressures at temperatures in which the slag was reasonably fluid,
effusion cells with 1/2 mm diameter effusion orifices were used. This allows
measurements to be made at higher temperatures and pressures but at reduced
mass effusion rates compared to a larger orifice. The results of these
measurements were presented [26] and showed surprisingly high K pressures
when compared with the K pressures over K,0-SiO, solutions. Since the orig-
inal data on the K pressure over K,0-8i0, solutions were obtained using a 1
mm diameter effusion hole, it was thought worthwhile to consider the possibil-
ity that these pressures did not correspond to equilibrium.

Additional measurements were therefore made on the K(g) pressures over
K,0-Si05 solutions using the quadrupole mass spectrometer equipped with a
Knudsen cell having a 1/2 mm diameter orifice. Because the composition of
the solution changes during the measurements and both the pressure and heat
of vaporization may depend on composition, the data were separated into series
if they had a common mass spectrometer constant and if the range of composi-
tion were considered wide enough to yield some information concerning the
pressure dependence on composition. The data were fit by least squares to
the equation:

log P, = BO + BL/T + B2N? (6)

where N is the mole fraction of K;0 in the melt. The results are summarized
in Table 1 which lists the series identification, the number of data points,
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1444

Series

1104
1110
1115
1122
1123
1126
1129
All

No. Pts.

28
38
26
18
31
23
20
184

Table 1

Least Squares Fit of K(g) Pressures over K,0-SiO» (&) Solutions

K,0 wt. %

43.9 - 40.4
40.3 - 34.4
34.4 - 29.4
29.3 - 26.5
26.5 - 21.1
21.1 - 16.6
16.6 - 11.9
43.9 - 11.9

BO

4.482
4.790
4.559
5.349
4.491
4.784
4.735
4.721

.131
.092
.076
.141
.067
.081
.092
.047

Bl

-15637
-15843
-15485
-15958
-15305
-15706
-15226
-15624

192
115
98
218
93
113
182
72

B2

12.02

10.17
10.42

- 2.89
10.35

8.65

- 9.77
9.32

1.29
.66
.83

3.53

1.05

1.76

5.46
.13

.041
.038
.034
.047
.029
.030
.042
.057



the composition range, each coefficient and its standard deviation, and the
standard deviation in log units of the K pressure. Examination of the Bl and
B2 coefficients does not appear to reveal any systematic trend with composi-
tion, and a fit of all the data to a single equation with the temperature
coefficient independent of temperature appears justified. Although some
increase in the standard deviation in the fit is noticeable, the fit of the
equation covering the composition range from 44 to 12 wt % Ky0 is remarkably
good.

At K70 compositions below 20 wt % K;0 and temperatures below 1100°C
crystalline tridymite would precipitate from the melt if thermodynamic equi-
librium were established and the liquid phase would become richer in K,0. No
evidence that this process actually takes place was observed.

Measurements currently in progress involve observations of the K(g) pres-
sure over 3-component melts containing K,0, SiO; and Al,;03 as well as com-
pounds such as K4Zrg0;;. Future work is expected to include additional
synthetic slags.
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STABILITIN:S Of 30ME POTASSIUM COMPOUNDS
IMPORTANT IN HIGH TEMPERATURE PROCESSES

Thomas C, Ehlert, Lefford Lowden, Linda 3immons
Chemistry Department
Marquette University
Milwaukee, WI 53233

INTRCDUCTION

Our primary interest has been in tracing potassium compounds in a blast
furnace. Sodium and potassium enter a furnace in trace amounts but very
large steady-state concentrations are quickly reached. To have some idea as
to the form and distribution of potassium in a furnace we are using a comput-
or program called SOLGAS, written in FORTRAN-IV by Dr. Gunnar Eriksson at the
University of Umea, Sweden. Equilibrium is assumed and the program calculat-
es the composition given the initial composition, the temperature, and the
thermal functions of the compounds involved. The lack of reliable thermo-
dynamic data for a number of potassium compounds prompted us to undertake
studies of KCK, K2u03, K O. some of the potassium silicates, and potassium-
graphite.

METHOD

Effusion beam-mass spectrometry was the primary method used in our stud-
ies. Details of the apparatus and method, as well as the KCN, K C0,, and
K,0 results will appear in the April, 1977 issue of the Journal of thsical
ﬁemlstry. It suffices to say here that platinum effusion cells were used
and pressure calibrations were internal, i.e. based upon sample weight loss.

RESULTS

KCN, KCN sublimes without decomposition. From 700 K up to the boiling
point, estimated as 1405 K, the vapor consists predominantly of dimer (D),
although the monomer (M) abundance is substantial and a small amount of tri-
mer (T) is also present. Sublimation pressures are given by

In Py (atm) = -(25,930 ¥ 600)/T + 17.37 ¥ 0.17
Ln P (atm) = -(29,762 % 500)/T + 22.32 ¥ 0.16
Ln Pp (atm) = -(36,796 T 600)/T + 24.39 * 0.20

Differential thermal analysis shows KCN has no first order transitions be-
tween room temperature and the melting point, 908 ¥ 1 K. At 850 second law
values of the heat of sublimation to M, D, and T are 51. 5% 1,2, 55.1 % 1,0,
and 73.1 ¥ 1.2 kcal mol-1, respectively. For M the third law heat of subli-
mation is in approximate agreement with the second law ralue but for D the
agreement is very poor. At 298 K the heat:of formation of the gaseous M, D,
and T are 24,2 T 1,5, 7,02 3. and -8.3 ¥ 4 keal mol-1, respectively. The
dimerization and trimerization ehthalpies at 850 K are -41 and -81 kecal mol-}
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KZCO .  Between 1037 and 1184 K the sublimation pressure of K2C03 is

23 given by

¥,0
2 . Ln Pyyp = -(36,700 T 900)/T + 15.65 £ 0.9

Decomposition to XK,0 (¢) and CO» (g) is more important than sublimation and
obeys the equation

In P, (CO,) = -(30,450 * 4000)/T + 14.69 £ 0.9

atm
Sublimation of KZO obeys the equation

In Pagm(K,0) = -(38,170 & 800)/T + 17.28 £ 0.7

Decomposition of X,0 is extensive, as shown by the expression for the equi-
librium constant for the decomposition reaction

K20 (g) = 2K (g) + 30, (g) (1)
In K(1) = -(38,600 + 1,100)/T + 17.9 = 1.0

At 1100 K the heat of formation of gaseous potassium carbonate is -234 kcal
mol~1, the sublimation h?ats for the carbonate and the oxide are 73.0 - 2.
and 75.8 + 1.4 kecal mol~!, respectively, the heats of formation of the gase-
ous and solid K20 are -76.8 ¥ 2 and -153 + 4 keal mol‘l, respectively. The
oxide and carbonate appear to be mutually insoluble.

Kzo-xSiOZ In order to study the K,0 - 3i0, system mixtures of KZCO
—S— and 3i0_ (quartz) were reacted 2n the effusion cell and the
CN_ pressure was used t6 monitor the course of the reaction. It is not at
al% certain that equilibrium is achieved in this system. n fact, reducine
the cell orifice area from 3.7 x 1073 em? to 1.1 x 10~ cm® caused the CO
pressure to increase five fold. Nor are we certain as to what phases to
exvect. Available evidence indicates that K_0° 45i0, is the most silica-

rich compound in this system so we assumed tﬁat the %bserved, initial 002
pressure was due to the reaction

K2c03(c) + u3102(c) = KZO-hSiOZ(c) + COz(g) (2)

Initially the CO_ pressure decreased with time in all cases although the
decrease was mor6 pronounced with silica-rich mixtures, suggesting_a lack of
surfaceéarea as the cause. Using the highest pressure attained.at 816 K,

4 x 10-Catm, gives 20,200 cal mol~l as the standard free energy change for
(2). Using JANAF thermal functions gives the standard free energy of forma-
tion of K,0-4510, at 816 K as-838 keal mol=!., Over a silica-poor mixture
the highest presSure reached at 966 K, corresponds to AG;. = 2795 kcal mol'l,
again for the tetrasilicate. In the composition region corresponding to (2)
the temperature dependence of the CO_ pressure from 833 to 863 K, teipera-
tures SuffiCiently low &s to yleld constant pressures at each temperature,
indicated the enthalpy change for (2) is 80 + 5 keal mol-1,  From this
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the heat of formation of the tetrasilicate can be estimated to be -972 kecal
mol~". One bit of evidence for the at*tainment of equilibrium came from a 6
silica-poor mixture over which the CO, pressure remained constant at 4 x 107
atm as the mole ratio of silica to pofassia varied from 4.3 to 1.4. P(CO )
later became constant at 2.4 x 10”7 atm at 966 K as the ratio varied from®
0.53 to 0.48, The later region would correspond to the formation of the
ortho-silicate, ZKZO'SiOZ. In the region from 4.3 to 1.4 mole ratio of
silica to potassia’, however, the phase diagram (1) shows both the tetra-
silicate and the disilicate so one would not expect the pressure to remain
constant! More information is needed reszarding the stable phases.

K-Graphite. This system was of interest because it is well known that
even poorly graphitized carbon will hold larse amounts of potassium as inter-
calated metal. We monitored the potassium pressure as a function of time

and of temperature, startine with compositions near KC,. idere too the liter-
ature offers conflieting versions of the phase diasram., We found that K08
exerted a constant vapor cressure ziven by the equation

In Patm = —(13’790)/T + 12,93

in exact agreement with EMF studies (2). Later, the potassium pressure

fell slowly while at a constant 526 I, only to again become constant at a
composition corresponding to KC,.. Reference (2) indicates the phase expect-
ed to be KC,, althoush later work seems to indicate it is XC,,. As the
potassium content is reduced the potassium pressure decreases and higher
temperatures are needed to maintain a reasonable rate of composition changze.
Cther constant vressure stages are reached, obviously corresponding to some
of the-numzrous other KC compounds known to exist. However, the transitions
are not easily detected fass spectrometrically probably because our samples
were too-small to maintain equilibrium conditions. To test this would, un-
fortunately, require vaporizing a very large amount of p-tassium into the
mass spectrometer., It is interesting to note that heating to 1400 K is need-
to deplete the potassium content of spectroegravhic grade graphite.
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VAPOR PRESSURE MEASUREMENT STUDIES ON SLAG-SEED COMPONENT
EQUILIBRIA: THE SILICA-POTASSIUM OXIDE SYSTEM+
Naomi Eliezer, R.A. Howald, M. Marinkovic and I. Eliezer
Department of Chemistry, Montana State University
Bozeman, Montana

ABSTRACT
Potassium oxide vaporizes from solutions in S1’02 primarily according to
the equation:
KO (2) - K(g) + 1/4 0,(q) (1)

We have studied this equilibrium using atomic absorption in the Woodriff con-
stant temperature graphite furnace to measure the absorbance of the steady
state distribution of potassium atoms. The potassium atoms were introduced at
the center of the furnace by diffusion through a small orifice in sample
cells which we developed for vapor pressure measurements. These cells are
made of molybdenum or platinum. We have shown both experimentally and theo-
retically that at a particular temperature, the absorbance we measure is pro-
portional to the rate of diffusion of potassium atoms from the vapor pressure
sample cells. For a particular cell with a particular orifice, there is a
temperature dependent conversion factor between absorbance and pressure which
we evaluated from measurements with potassium aluminate standards in the
cells.

It was possible to measure the pressure of potassium atoms over a suffi-
cient range of temperature to obtain the heat of vaporization. The Redlich-
Kister coefficients for the_Tnthalpy of mixing of liquid KO . and Si0,,

A =-98.7, B = -57 kcal mol ', were obtained from this data'gnd estimgtes for
the thermodynamic properties of KO . (1iquid), literature data on the enthal-
py of glasses, the temperature depéﬁdence of rate of vaporization, and the
variation of the activity of S1'02 with temperature.

Redlich-Kister coefficients for log Ygo _ Were obtained from the concen-

tration dependence of the vapor pressure of pgtassium over the KO ~-Si0, sam-
ples: A - -10.5729, B = -6.5935, and C = -1.0756 at 1500 K. From tRese Galues
together with the enthalpy coefficients above, activities of both KO . and
S1'02 can be calculated over a wide range of temperatures and composit?ons.

INTRODUCTION

We have developed a new method of measuring the vapor pressure of sam-
ples at high temperatures applicable to the measurement of potassium pres-
sures in equilibrium with slag-like materials. We have used the pressure of
g-alumina in equili brium with corundum in the KO _-A10 system [1] to cal-
ibrate the apparatus, and we have applied it to thg syslé% KO --Si0,. This
system was chosen because of its similarity to seeded slags, bgcausg some
equilibrium thermodynamic measurements are available for comparison [1-3],
and because there appears to be a need for additional experimental data to

gstab]ish the way in which activities vary with temperature and composition
in the system.

_ The samples are placed in molybdenum or platinum cells with a small
drilled ho]e through which vapors can diffuse at high temperatures. These
cells are inserted into the center of an electrically heated graphite tube
furnace n an atmosphere of argon (Woodriff furnace) and the relative amount
of potassium atoms in the graphite tube is measured by atomic absorption. The
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measured absorbance normally increases within 5 to 15 minutes to a steady
state value, where the rate of diffusion out of the cell equals the rate at
which potassium atoms leave through the ends and walls of the graphite tube.
For a particular sample cell, the steady state absorbance is proportional to
the pressure of potassium atoms inside the cell. There is, however, a sub-
stantial exponential temperature dependence for the proportionality constant:

P=c¢c ¢ 39/RT (absorbance) (2)

cell
The value of 39 kcal mo]’l is the average obtained with two separate
graphite tubes with cells filled with a mixture of corundum and potassium g-
alumina. The equilibrium vapor pressures for this system are known from the
work of Plante et al. [1].

Equation 2 also fits the temperature dependence observed in a second
graphite tube furnace. The agreement between the data in the different fur-
naces is a clear indication that the value 39 Kcal mol ', depends more on the
nature of the potassium-graphite interaction (diffusion coefficients and the
equilibrium constant for compound formation) than on the geometry of a parti-
cular Woodriff furnace. EXPERIMENTAL

1. Preparation and Analysis of Samples

Samples in the system KO --Al10 g were prepared by grinding together and
then heating weighed amounts o? Al 6' and KHCO, in covered platinum crucibles
in a gas furnace. The temperature %ag gradua]19 increased to around 1000°C
during 1 to 4 hours, then to 1000-1100°C where it was kept for 8-12 hours,
and finally to 1250°C for another 8-12 hours. About 600 mg of each sample
were prepared.

KO 5—510 samples were prepared by grinding mixtures of potassium sili-
cate and eithe? potassium bicarbonate or silica, heating to 630-650°C for
about 5 hours, grinding again and storing in a desiccator. The potassium con-
tent of samples was determined by dissolving them and measuring potassium
concentration in the solutions using the Varian Atomic Absorption Spectro-
photometer, model 1100.

2. Potassium Vapor Pressure Measurements

These measurements were carried out by atomic absorption using a graph-
ite furnace. The essential features of the furnace are described in [4], and
its modifications for vapor pressure measurements are reported in [5]. The
temperature of the area where the sample is introduced was measured by opti-
cal pyrometer. The sample cells were made of platinum or molybdenum. Molyb-
denum has sufficient strength at high temperatures to aliow the use of cells
with a screw closure. Molybdenum has a tendency to stick, and, to prevent
sealing the cell into the furnace, the pedestal on which the molydbenum cells
sits was rotated during the time the cell was in the furnace. With the molyb-
denum cells different tops with different hole sizes could be screwed onto
the base holding any particular sample. However, for loading platinum cups,
the bottom was sawed off, the sample was introduced and the bottom was welded
back on.

Calibration was carried out for each cup, before and several times bet-
ween measurements. A KO --A10 sample was put in the furnace and plateau
transmittance values we?g rec%?ged. The same procedure was followed for mea-
surements of K0,5-Si02 samples.
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Two different procedures were
used in collecting data. With one fur-
nace each sample was measured at a
series of temperatures once it was in-
serted into the furnace. In the other
furnace the usual procedure was to ad-
just the furnace temperature and then
take readings on a series of samples.
Both procedures gave accurate vapor
pressures and no distinction is made
between them in the analysis of the
data. '

RESULTS

In analyzing a two component
system 1ike KO -S10 , it is desirable
to have enthalp dat available as
well as activity data. However, there
are no good measurements of the high
temperature enthalpies or heat capaci-
ties of liquid potassium silicates,
and even the heats of fusion of potas- X
sium silicates are not well establish-
ed. The enthalpies at 25°C for two po-
tassium silicate glasses have been
measured [6] and reported [7], al-
though the details [8] were apparently
never published. These values can be
combined with our selected values for

l1iquid KO 5 and S1'02 at 25°C to obtain

-4 N\ ©

log P

1 L

5 6 104/T 7

Observed and calculated
pressures for the sample

with XKO 5 .14440.

Figure 1.

Redlich-Kister coefficients [9,]0] (A
= -90,000, B = -68,000 cal mol ') for
the enthalpy at 298 K. The values at
high temperatures should be similar,
and in fact this is confirmed by mea-
surements on the temperature depen-
dence of activity coefficients.

It is hard to obtain accurate va-
por pressure measurements on a KO .-
Si0, liquid of a particular compoé?-
tioﬁ over a wide temperature range,
because at low temperatures, the li-
quids are quite viscous. They may be
present as a homogeneous glass, but it
is also possible to have a 1liquid sat-
urated with a solid such as tridymite
or even an intermediate non-equili-
brium state. This is illustrated by
the calculated 1ines in Fig. 1 for a
samp]e with the overall composition

.1444, If the lower tempera-
t&?é values are included in a least
squares analysis, the apparent heat of
vaporization is low, and if they are
omitted, one is left with a tempera-
ture range of only 111° in this case.
We have omitted points at temperatures
where a solid would be present at
equilibrium from the initial treat-
ment of the data. This leaves five
samples for which the measurements
span a temperature range of at least
200°. One of these (X = .4719) is in
error for reasons considered below and
must be dropped from consideration.
Table 1 shows the values for H] calcu-
lated from our data. These values cor-
respond to Redlich-Kister va}ues of A
= =140 and B = -14 kcal mol

Table 1. Partial molal enthalpy of
KO 5 from 2nP vs. 1/T.
X —
M
.21537 -86.8
.28548 -67.3
. 33497 -63.5
. 34025 -67.1

One can supplement our values
with others from the literature, but
there are problems in all these cases.
The latest NBS measurements [11] have
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not been published yet. The available values [1] have been analyzed without
any allowance for a composition dependence of the heat of vaporization.
Preston and Turner [12] have accurately measured the rate of evaporation of
potassium oxide from KO _-Si0, glasses over a wide temperature range, but
the heats of vaporizatioﬁ whigh they found are too low to correspond to the
process:

KO ¢ (soln) - K(g) +1/4 0, (g) (3)

The most reasonable interpretation of their data is that they were mea-

suring evaporation by the process:
KO 5 (soln) + 1/2 H20 (g9) -~ KOH (g) (4)

Using values selected for the thermodynamic properties of KOH (g) [13] gives
H, values consistent with ours and with the one average value in [1]. These
vl]ues correspond to Redlich-Kister coefficients of A = -104,000 and B =
-33,000. A combined least squares treagTent of our values and those in [12]
gives A = -125,000, B = -13,000 cal mol .

It is clear from these determinations, summarized in Table 2, that A is
around -100,000 cal mol °, but the value for B is not fixed very closely. A
good value for B can be obtained, however, from the temperature dependence of
log Yy Log Yp is known at several temperatures and compositions from the
phase“diagram“measurements. [2] We have selected T = 1784 K, X = .102, K =
.94293, log vy, = .0212, because we have a substantial amount of vapor pres-
sure data at %his temperature. The other point selected is T = 1150 K, X =
.293, K = .76281, log vy, = .0330. Using our values for log y, as function of
composition at 1784 K,“one can get log vy, ~ -.01 at X = .gs%, T = 1784 K by
a Gj?bs-Duhem integration. This corresponas to a value of H, = 600 + 400 cal
mol ° for X = .293. This establishes the equation: A - 1.§Z8B = 7000 +
5000. The linear combination orthogonal to this is A + .5470B which sum is_]
approximately -130000 (Table 2). This gives A = -98000, B = -58000 cal mol
Once enthalpy values are chosen, we have considerably more data on log y
and a better value can be obtained for log vy, and H2. This process converges
in two steps to the final Redlich-Kister valaes, A & -97600, B = -57000.

Every measured potassium pressure can be convert?94to an actig}&y of
KO 5 by assuming that P0 = 1/4 PK and dividing PKPO = .,707 PK by the

corresponding product of the pressures in equi]ibriam with pure liquid KO 5
at the experimental temperature. Pure liquid KO . cannot be prepared and
handled at these temperatures, and so the thermégynamic properties assigned
to it cannot be checked experimentally. Table 3 shows the values selected for

Table 2. Redlich-Kister coefficients for enthalpy in the KO 5-51'02 system.

A B A + .547B
our data -140 -14 -148
rate of vaporization [12] -104 -33 -122
joint least squares -125 -13 -132
enthalpy of glasses, 25°C [6-8] - 90 -68 -127
selected, including log 0 data - 98.7 -57 -130
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Yiquid KO . along with ones for Si0, selected to fit the JANAF [14] values,
and value$ for various solids consiéered later in this paper.

Table 3. Thermodynamic properties for the pure materials.

H°298 H°]000 ¢°]000 < equation
kcal mol”] a bx103 cx10®
K0.5(S) - 43.2 - 37.2 10.09 9.097 .96
KO.S(Q) - 36.506 - 27.944 23.57 11.45 1.8
5102(1) -216.01 -205.01 18.20277 16.61 3.2268 1.2384
K231409(C) -1062.124 -1005.366 90.5716 85.081 9.0876 -3.1173

The calculated activities can be divided by the mole fractions to get
activity coefficients at the experimental temperature, and these values can
be corrected to a standard temperature of 1500 K using the equation:

d Tog v,/ d (1/T) = - H, / 4.575628 (5)
and values of H} from the Redlich-Kister equation:
i - (1-x)2[-97600 - 57000 (-1 + 4X)] (6)

The values of log vy, corrected to 1500 K are plotted in Fig. 2. Composi-
tions which would have s&]id present at equilibrium appear twice in Fig. 2.,
as diamonds assuming a non-equilibrium glass of the stoichiometric composi-
tion and as squares for the equilibrium 1iquid composition from the phase
diagram of Kracek et al. [2]. Most of these points are closer to the line
when the equilibrium liquid assumption is used, but for some, the stoichiome-
tric glass is clearly a better approximation. A choice has been made for each
point and the corresponding square or diamond is shown in solid black. An in-
creased experimental scatter for points at mole fractions above 0.4 is clear-
1y evident in Fig. 2. This is probably related to the problems of maintaining
a uniform known composition when the vapor pressure of KO . is relatively
high. The effect is most pronounced at lower temperatures'gnd higher KO
concentrations, and is sufficient to prevent an accurate determination 6? the
heat of vaporization of KO 5 from the sample at X = .4719 with our apparatus.

The points in Fig. 2 were fitted well by the Redlich-Kister coefficients
A = -10.5729, B = -6.5935, and C = -1.0756. The solid line in Fig. 2 is cal-
culated from these values. From the activities of KO . and Si0 along the
liquidus curve for tridymite, we can evaluate the Red]?ch-Kiste? coefficients
for solid tridymite. Similarly from the liquidus curve for K.Si.0 we can
evaluate the thermodynamic properties of this solid (Table 3)! Fﬁo% these
parameters it is possible to calculate a phase diagram for the KO _-Si0
system. Also the equilibrium vapor pressure of potassium over a KO5 -518
1iquid can be calculated as a function of temperature and composit1gn. 2
The solid 1ines in Fig. 1 were calculated in this way.
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Figure 2. Log Y Vs mole fraction.
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A NEW TECHNIQUE FOR HIGH TEMPERATURE VAPOR PRESSURE MEASUREMENTS
APPLIED TO MHD PROBLEMS
by
R. Woodriff, M. Marinkovic, and J. Amend
Department of Chemistry
Montana State University
Bozeman, Montana 59715

The presence of coal slag, and possibly potassium compounds as a seed to
increase electrical conductivity of combustion gases, seems to be unavoidable
in a coal-fired, open cycle MHD power genmerator. Among the other properties
of the coal slag, the data on vapor pressure of potassium are needed for the
proper design of the system and developing seed recovery procedure.

The constant-temperature graphite furnace was originally developed for
analytical purposes at Montana State University. However, it appeared that
the furnace could be easily redesigned and applied to vapor pressure meas-
urements at high temperatures. In this report a brief description of remod-
eled furnace, its capability for measurement of vapor pressure of potassium,
and some actual data are presented.

INTRODUCTION

The operation of the furnace is illustrated in Fig. 1. The sample-con-
taining cell inserted into the furnace is heated by conduction and radiation
until it reaches equilibrium with the environment. Vapor escapes through the
orifice on the top of the cell and enters into the heater tube where the pos-
sible molecular compounds are destroyed due to highly reducing atmosphere.
The free atoms formed are removed from the optical path by diffusion mecha-
nisms. Steady-state concentration of free atoms established in the heater
tube is monitored by measuring absorption of resonance radiation from the pri-
mary source. The application of the technique described is based on the fol-
lowing assumptions: (a) Vapor loss from the cell and from the heater tube is
diffusion controlled, and (b) vapor pressure within the cell is not disturbed
by the vapor leak out of the orifice.

The vapor escaping rate can be assessed from first Fick's law:

dm _ dop
e !
where D is coefficient of diffusion, dp/dx is density gradient in the direction
of diffusion, and 8 is cross-sectional area of the orifice. If we neglect
vapor density in the heater tube compared to the vapor density in the cell
the escaping rate is given by the expression: ’

n __ 1
T e 2

where d is the diameter of the orifice, 1 is the length of the orifice, and p
is the vapor density in the cell.

The evaporation rate was estimated by means of the following expression:
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M 3

¢ = Py omRT

where G is the mass of vapor which the sample loses per unit time, per unit
surface area in a vacuum, P is saturated vapor pressure at temperature T, and
M is molecular weight of vapor. In the presence of a nonreacting gas the
evaporation rate is lower. From the data described in the literature [1], it
follows that the evaporation rate at atmospheric pressure and temperatures
close to that involved in the described measurement, is approximately one-
sixtieth of that in a vacuum.

Using estimates based on eq. 2 and 3, and keeping in mind the effect of
argon whiQh fills the furnace at,atmospheric pressure, calculations for our
set-up (d“/1=0.05 mm, and 0.1 ecm” cross-sectional area of the sample) indicate
that the evaporation rate exceeds the escaping rate by the several hundred
times. This estimation shows that vapor density within the cell is not appre-
ciably disturbed by vapor leak.

APPARATUS

The constant temperature furnace and its use for analytical purposes have
been described in detail elsewhere [2,3]. The essential parts of the modified
furnace are shown schematically in Fig. 1. The heat tube 1 and the side tube
2 are connected with T-tube connection 3 in such a way that good electrical
and gas-tight contact is made. The whole system is heated with three phase
a.c. current which makes it possible to obtain relatively uniform temperatures
along the T-tube connection. Since the sample containing cell is enclosed in
the chamber it is heated by conduction and radiation. For this study a heater-
tube and side-tube were made of POCO FXI graphite. Outer diameter was 9.27 mm
and wall thickness was 0.67 mm. A sample containing cell 4 makes a seal with
its top to the T-tube connection. The graphite rod 5 is used to insert the
cell into the furnace, and at the same time it is coupled with the cell and
makes the cell rotate with the speed of 1 rev/min. Molybdenum cells have a
tendency to stick to the graphite parts, presumably due to carbide formation.
Rotation of the cell prevents this from occurriang. Different materials and
different shapes of the cell have been tested.

Platinum cells have been used up to temperatures of about 1800K. They
were made from sheet platinum about .36 mm for the walls and about .5 mm for
the ends. Diffusion holes 0.15 to 0.2 mm were used. The welding was done
with a small oxyacetylene torch using 0.5 mm wire as welding rod. The samples
were welded into the cell and to replace samples the bottom was cut off with a
fine bladed jeweler's saw. Cells are chucked with the hole down for welding.
Some radiation from the weld causes low melting silica slags to melt at the
surface. Unless the slag is broken up and caused to fall to the bottom of the
cell when it is turned over, it tends to be forced out of the pinhole as lig-
uid. This not only changes the pinhole but the slag in the reducing atmos-
phere of the furnace causes deterioration of the platinum so that the cells
last for only two or three runs instead of ten or twenty.

For most purposes molybdenum is superior to platinum. It has a high
melting point, it is relatively cheap and easy to machine, and melted slags do
not creep along the walls. Different designs of the molybdenum cell have been
tested. Cells made in two parts that screw together have proved to be very
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serviceable. The possible vapor leak through the thread is flushed out of
the optical path through the vents on the T-tube connection by the argon
stream introduced through the side tube. By a separate experiment it has been
proven that vapor leak affects the results less than one percent.

As a primary source a conventional potassium hollow-cathode lamp with
modulated power supply was used. This lamp was current regulated and pulsed
at a frequency of approximately 60 hz; the hollow-cathode power supply also
furnished the synchronizing signal for the lock-in amplifier. By pulsing the
light source, it was possible to dispense with the conventional rotating op-
tical chopper. This also eliminated interference from broad-band light from
the hot furnace, which had been reflected from the front of the hollow-cath-
ode lamp, chopped by the rotating chopper, and added to the hollow-cathode
signal by the lock-in amplifier. Absorbance was measured at 404 nm wave-~
length. The temperature of the T-tube connection was assumed to be equal to
the temperature of the cell. The temperature was measured through the side
window on furnace case with an optical pyrometer.

RESULTS AND DISCUSSION

The response time for potassium, i.e., the time required for absorbance
to attain a steady state after the cell is inserted into the furnace was un-
expectedly long and ranges from 2 minutes at 2100 K to 60 minutes at 1500 K.
This can be explained by the assumption that part of the potassium vapor is
absorbed and stored in the heater tube and T-tube comnection. The time re~
quired to attain equilibrium between the vapor phase and the potassium which
is absorbed in the graphite is responsible for long response time [4]. It is
interesting to note that for atomic absorption measurements carried out on
lead placed in a molybdenum cell, the absorbance increased rapidly, leveled
off and stayed constant. Actual measurements are not made until the absorb-
ance has attained steady state.

The result of Eq. 2, i.e., that vapor leaksthrough the orifice and con-
sequently the absorbance is proportional to the orifice size (dz/l), has been
experimentally checked. The smallest orifice used in this work was 0.34 mm
in dia. and about 3 mm long (d2/l = 0.04). It is easy to drill such a hole
into a molybdenum cell with an ordinary drill. Using cells with different
orifices, it was found that proportionality between absorbance and orifice
size existsup to the orifice size of d2/1 = 0.2 mm. This experiment confirms
that the escape of vapor does not disturb the equilibrium within the cell when
the proper size of the cell and orifice is used. Tt should be kept in mind
that at higher vapor pressures the escape rate of potassium vapor becomes high

enough that change in potassium composition may occury this is especially sig-
nificant for low potassium samples.

As the interaction of potassium vapor and graphite in the furnace is
rather complicated, the proposed technique can be used only as a relative one.
This means that reference material of known vapor pressure is required. As
reference materials of known vapor pressure of potassium we used the recently
proposed two-component system of K90 - Alp03 [5]. These materials are easily
reproducible and have well-defined vapor pressures which depend only on the
temperature as long as the bulk composition remains within certain limits.

The potassium pressure in N/m2 of these materials are given by the expression:
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Fig. 1. Essential Parts of Constant Temperature Furnace.
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_ 15036
LogP (KALO, - K,0.5A1,0,) = - —— + 10.4945 4

21453
LogP (Ky0.9A1,0, = ALy0,) = - —=>— + 12.4925 5

Measurements of the unknown vapor pressure can be carried out in two ways. If
the absorbances for the sample and reference material fall into a range in
which they can be measured at the same temperature, then the ratio of absorb-
ances corrected for the orifice size is equal to the ratio of the vapor pres-
sures, i.e.:
2
R WICWZD )
- 2
A/(d"/1)

where A is absorbance, and index x is referred to the sample of unknown pres-
sure. However, the linear response range of the atomic absorption technique
is rather narrow so that frequently absorbances have to be measured at dif-
ferent temperatures. In that case an extrapolation of experimental curve can
be used. For our particular furnace and for potassium B-alumina as a stand-
ard we have used the following experimentally-found relationship:

Log 3 = - 13%56 + 8.4256 7

a“/1

Taking into account Eq, 5, the following expression is obtained which is
valid for our particular set-up.

Log P = Log —p— - —22 + 4.066 8

d“ /1 T

The furnace has been used for the vapor pressure measurements of potas-
sium over potassium oxide - silica solutions as well as potassium vapor over
some coal slags. Fig. 2 shows some data obtained for coal slag. The preci-
sion of the procedure based on Eq. 6, defined as a standard deviation of the
single determination, was estimated to be about 20 percent. Further improve-
ment in precision is possible and it is mainly dependent upon improvement of
temperature monitoring.
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THE THERMODYNAMIC FUNCTIONS OF GASEOUS K2804 AND CSZSO4 IN THE STANDARD STATE

L. V. Gurvich, 0. V. Dorofeeva and V., S. Yungman
Institute for High Temperatures, Chemical Thermodynamic Department
Moscow 127412, USSR

In order to calculate the composition and thermodynamic properties of
the combustion products of natural fuels containing ionizing seeds it is
important to take into account the molecular compounds of the alkali metals.
In the combustion products of coal and residual o0il the important compounds
are the sulfates, especially the gaseous potassium and cesium sulfates.

In this paper we present tables of the thermodynamic properties of
K250, (g) and Cs9SO, (g) in the standard state from 100 to 3000 K. The
calculations were made using the rigid-rotator harmonic oscillator
approximation with the molecular constants given in Table 1. The
structural parameters were taken from electron diffraction measurements of
Spiridonov and Lutoshkin [1] and Ugarov et al. [2]. These measurements
showed that the molecules MpX04 have Dyq symmetry and consist of 2 planar
four-membered rings at right angles to each other:

M<°>x-/ O\M
TN

The frequencies were obtained by Belyaeva et al. [3, 4], from infrared
spectra of the molecules isolated in an argon matrix and from theoretical
calculations for an ionic model with polarized ions. The calculated model
gave good agreement with the observed frequencies.

The uncertainty in the tabulated thermodynamic functions is large. It
results primarily from the uncertainties in the frequencies, especially
vl and v2. Also these frequencies, involving the M-0 vibration, are
probably very anharmonic, as the amplitude of vibration is large [2].
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Molecular constants for K2304

Table 1

and Cs,SO

4

Assignment and Atoms Frequency, cm~l
Degeneracy Involved K,50, Cs,S0,
vi(2), E -0 62* 35
vo(1), A M-0 195 98
v3(2), E M-0 230* 160%

v (1), By M-0 262" 196*
vs(1), By S0y, 464 460
ve(l), Ay S0, 515 500
v7(2), E 50, 608" 610"
vg(1), By S0, 640% 628%
vo(1), A S0y 985 984

| vi0 (@, E 50, 1098* 1100*
vy (1), By 50, 1128 1125
r(M-0), 1} 2.45 + 0.03 |2.60 £ 0.03
r(5-0), A 1.47 + 0.01 [ 1.48 * 0.01
< 080 109° + 10° | 109° * 10°
< OMO 59° + 5° 55° + 5°

*
These frequencies have been observed experimentally.
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Table 2

Thermodynamic Properties of KZSO4(g) in the Standard State

100
200
298
300
400
500
600
700
800
900
1000
1100
1200
1300
1400
1500
1600
1700
1800
1900
2000
2100
2200
2300
2400
2500
2600
2700
2800
2900
3000

T

K

.15

ca(m

15,
428
.916
.988
.246
-480
.006
.067
.823
.376
.791
.108
.356
.552
711
.840
947
.037
.113
177
.232
.280
.321
-358
.390
418
443
466
.486
.504

21
25
25
29
31
33
34
34
35
35
36
36
36
36
36
36
37
37
37
37
37
37
37
37
37
37
37
37
37

37.

381

520

$°(T)

cal deg'-l mol

53.
.828
69.
-489
74.
79.
.006
.818
91.
470
-410
-141
102.
.081
.331
456
469
.382

62

69

84
87

94
97
100

105
107
109
111
113

115.
-940
-602
-194
.722
.191
.606
-969
.285
-558
-788
-980
.136

116
118
121
121
123
124
125
127
128
129
130
132

747

378

998
771

287

690

202

243

SO
-1

65
77
87
87
95
102
108

117
121
125
129
132
135
137
140
142
145
147
149
151
152
154
156
157
159
160
162
163
165
166

(T)

.225
.842
.278
.439
.389
.171
.054
113.
-828
-963
-713
-139
.292
.210
.925
463
844
.086
.206
.214
.122
.940
<675
»335
-926
<453
-921
+334
+697
-013
.285

227

H°(T)-H®(0)

cal mol-l
1,148
3.003
5,337
5,385
8,157
11,200
14,429
17,786
21,232
24,744
28,303
31,899
35,522
39,168
42,832
46,509
50,199
53,898
57,606
61,320
65,041
68,767
72,497
76,231
79,968
83,708
87,452
91,197
94,945
98,694
102,445



Tab

le 3

Thermodynamic Properties of CSZSOA(g) in the Standard State

100
200

298.

300

400

500

600

700

800

900
1000
1100
1200
1300
1400
1500
1600
1700
1800
1900
2000
2100
2200
2300
2400
2500
2600
2700
2800
2900
3000

T

15

cp(m

17

26
29

31.
33.
.061
.810
.361
775
.093
341
.539
.699
.829
.937
.028
.104
.169
.225
.273
.315
-352
.385
413
439
462
.482
-500
.517

34
34
35
35
36
36
36
36
36
36
37
37
37
37
37
37
37
37
37
37
37
37
37
37

.458
22.
26.
.367
.400

316
302

535
008

@0

(T)

cal deg_l

60.

71
78
78
84
89
93
97
101
104
107
110
112
115
117
119
121
123
125
126
128

131
133
134
136
137
138
139
141
142

793

.113
.245
.364
.205
.185
.560
474
.018
.259
.245
.014
.595
.013
.286
430
460
.388
.222
971
.644
130.

246

.783
.783
.682
.052
.374
.652
.888
.085
.246

mol—l

74,

87

97

97
105
112
118
123
128
132
135
139
142
145
148
150
153
155
157
159
161
163
164
166
168
169
171
172
173
175
176

244

5°(T)

112
748
432
.595
.620
424
.313
.485
.085
.219
.967
.392
544
.460
174
711
.091
.334
.452
.460
.368
.186
.920
.580
.170
.697
.165
.578
.941
.257
.528

H®(T)-H°(0)
cal mol_l
1,332
3,327
5,721
5,769
8,566
11,619
14,851
18,208
21,654
25,164
28,722
32,316
35,938
39,582
43,244
46,921
50,609
54,308
58,115
61,728
65,448
69,773
72,903
76,636
80,373
84,113
87,856
91,601
95,348
99,097
102,848



Table 4

Calculated enthalpy of sublimation of K2804 and Cs,S0,

*
Substance AgH® (0) 1
Kecal*mol~
Second Law Third Law
KZSO4 87.5 1.7 83 £ 0.5
C52504 78.7 £ 3.0 77.8 + 0.5
*

The uncertainties are twice the standard deviations of
the calculated values.
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An estimate of the magnitude of the uncertainty can be obtained from
a comparison of the enthalpy of sublimation of KpS804(c) and CsZSO4(c)
calculated by the Second and Third Law treatments of the vapor pressure
data of Gorokhov and Efimova [5]. These authors obtained accurate mass~-
spectrometric and effusion data for both salts. The results of their
measurements can be expressed by the following equations:

For KZSO4(c): log P (atm) = 7.390 - (16450 * 350)/T; (1171-1331 K)
For CsyS04(c): log P (atm) = 7.086 - (14590 + 700)/T; (1063-1278 K)

Table 4 gives the results of the calculations of AgH®(0) by both
methods. As can be seen from the table the resulting values for Cs3504
by both methods are in agreement. For K9SO; the difference is larger.
It is difficult to explain this in terms of the anharmonicity of the low
frequency non-stretching vibrations.

In general we estimate the uncertainty in the tempered Gibbs energy
functions @#(T) to be 1, 3, and 5 cal-mol™1Kk-1 at 298, 1000, and 3000 K
respectively.
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SEED RECOVERY - CONVERSION OF so; TO co3=

by

P. D. Bergman
U. S. Energy Research and Development Administration
Pittsburgh Energy Research Center, Combustion Division
Pittsburgh, Pennsylvania

Two serious concerns must be dealt with in the realm of seed recovery - one
environmental and the other economic. All coal-based advanced power cycles
must be designed to meet stringent SO_ emission standards. In addition to its
elevated efficiency, one of the most Compelling advantages of open-cycle MHD
power generation is its self-contained sulfur removal system. The Pittsburgh
Energy Research Center (PERC) has demonstrated that the SO, levels produced by
high-temperature coal combustion can be lowered to any desired emissions
standard by the addition of K,CO, as the MHD seeding compound (1,2). The
spent MHD seed consists primarily of K,SO,, but may also contain K2CO , KC1,
MHD fly ash, and insoluble-potassium-aluminum-silicate compounds. “Trace
quantities of other potassium-sulfur-oxygen compounds, such as K,S and K,S.,0.,
are also thermodynamically possible under an appropriate set of plant operating
conditions. In order for this sulfur removal technique to succeed, the sulfur-
bearing spent seed must be reprocessed to produce a partially desulfurized
seed (primarily K,CO,), prior to being recycled back to the MHD combustor.
Sufficient sulfur must be removed from the spent seed to partially balance the
sulfur contained in the original coal, so that the EPA standard for new coal-
fired central-station power plants, 1.2 1b SO,/10  Btu of coal burnt can be
adhered to. Also, the MHD seed must be captufed in sufficient quantities such
that the expense of seed makeup does not constitute a sizable fraction of
system coal costs. This would vitiate a major advantage of MHD energy conver-
sion-reduced coal costs. 1In general, seed recovery levels of 95-99% have been
deemed economically acceptable and appear to be within the reach of existing
collection technology.

If an open-loop throwaway system were employed, in which no attempt was made
to convert the K SO4 product back to the original K, CO, seed, then prodigious
quantities of suifate would be produced, well beyona tae capability of global
agriculture to usefully absorb. Another alternative to consider would be an
indirect throwaway process, such as the double alkali process, in which K,SO
could be regenerated back to K,CO,, by reaction with limestone and/or limé in
solution, with the resultant pFfecipitate of calcium salts discarded. A heavy
CaS0, -CaS0, sludge must be disposed of in an environmentally acceptable
fash%on. In essence, an air pollution problem is being exchanged for a water
pollution and land use problem. Hence, it appears preferable to focus on a
continuous closed loop seed regeneration process in which an economically
valuable byproduct, such as sulfur or sulfuric acid, is recovered. Sulfur is
one of the easiest chemicals to store and transport. These considerations

have prompted the formulation of the PERC desulfurization scheme.

The chemistry of this scheme involves two steps; an initial reduction of K,SO

to K_.S with a CO-H, producer gas, followed by a desulfurization step in which

K.S feacts with CO, and H,O0 to yield K,CO, and an H, S-rich off-gas. These two
. . 3 3 2

steps are given by Equations (1) and (2).
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_ 1
K,80, + x CO + (4-x) H, > K,§ + x €O, + (4-x) H,0 1

2

X can vary between 0 and 4.

2
K,S + €O, + H,0 > K,CO, + H,S (2)
The low-Btu producer gas for seed reduction is obtained from coal by air-blown
gasification. The H,S released in the second step may be readily converted to
elemental sulfur by means of the Claus process, a commercially proven technique
for cleaning sour gases.

Another promising recovery process is a variant of the Aqueous Carbonate
Process (ACP), devised by Atomics Internatiomal (3,4). This flue gas desul-
furization (FGD) process has been predicated on the use of a scrubbing solution
of sodium salts, and is presently in the pilot plant stage of development.

Some modifications would be undoubtedly necessary to transform the regeneration
subsystem of this process into one adapted to potassium salts. The relevant
reactions are described by Equations (3) and (4).

KZSO4 + 2C ~» KZS + 2C02 (3

KZS + 002 + H20 > KZCO3 + HZS 4)

The altered ACP method initially involves direct carbon reduction, using coal
or petroleum coke, of molten K,SO, to form K,S and to evolve gaseous CO,.

The molten K, S from the first Step is then quenched in water and carbonadted to
reform fresh K, CO,, together with the simultaneous production of H,S. KHCO3
is also formed in the carbonation sequence and must be converted to K CO3 by
thermal decomposition. The sodium analogs of both these reactions taﬁe Place
in various chemical recovery cycles employed in the paper and pulp industry.
A major advantage of both recovery techniques is that the chemical processing
steps are totally detached from the overall power plant, which would tend to
simplify any maintenance problems.

A large body of literature exists on the general subject of the reactions of
alkali sulfates, with various reducing agents to form sulfur-free end products,
some of it dating to the eighteen fifties (5-8). In recent years, investiga-
tors at Atomics International have been active in this research (9,10).
Workers at PERC have concentrated exclusively on elimination of sulfur from
both a spent seed/fly ash extract collected from a pilot MHD combustor system
and a simulated fly ash/seed mixture (11,12). The kinetics of reactions (1)
and (2) have been explored in depth, and it has been established that under
appropriate operating conditions (reduction at 750°C, regeneration at 500°C)
these reactions can be carried out to a high degree of completion. There is
some evidence that these reactions may possibly be combined into a single
reaction. The system flow sheet, shown in Figure 1, consists of two parts,

a seed recovery portion in which the spent seed is separated from the MHD fly
ash, and a desulfurization portion in which a predetermined quantity of
potassium sulfate is regenerated back to the carbonate. The leaching and
evaporation operations employed to separate the residual fly ash from the
collected spent seed makes desirable the utilization of a staged combustion
system at the front end of the MHD plant. Otherwise, substantial MHD seed
losses will occur in the slag leaving a single-stage combustor (13). Seed
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extraction experiments at PERC, using boiling water, revealed that potassium
recoveries exceeding 99% were obtainable for a combustor slag rejection level
of 95%. This accentuates the value of clean combustion in securing high seed
recovery levels.

The major advantage of the PERC desulfurization system is that the MHD seeding
compound itself can tie up all the sulfur in the coal without the introduction
of any foreign scrubbing compounds. The system is inherently more economic
than conventional SO, scrubbing systems because one is treating a solid potas-
sium salt rather than processing large volumes of combustion gas. Recent cost
estimates place the capital cost of the PERC scheme in the neighborhood of
$29/kW for a 1000 MW(e) MHD power plant, burning a 3% sulfur Pittsburgh high-
volatile A biguminous coal, with SO, emissions limited to the EPA standard of
1.2 1b 802/10 Btu (14). A report prepared by a panel of experts formed
under the auspices of the U. S. Department of Commerce concluded that a capital
cost of $64-%119/kW would be incurred for SO, control using existing technology
under similar circumstances (lime/limestone Scrubbing on Eastern coal) (15).
Naturally, cost estimates of this nature are fraught with a considerable
measure of uncertainty, depending on the assumptions of the particular investi-
gators.

The question of potentially excessive energy consumption in the PERC scheme
has evoked concern among researchers in the field. An analysis of these
energy requirements was recently completed (14). For a Montana subbituminous
coal containing 1.1 wt%Z sulfur, a 3.0 wt% sulfur Pittsburgh high-volatile A
bituminous coal, and a 4.5 wt% sulfur Illinois #6 coal (dry basis), cycle
efficiency penalties of 0.2, 1.2, and 2.1 points, respectively, were exacted
to achgeve SO, emissions limited to the required EPA standard of 1.2 1b
S0,./10° Btu for a new coal-fired power plant. This trend is shown in Figure
2.7 It is presumed that the seed treatment system can be closely integrated
into the MHD power plant, with the recovered energy from the seed processing
operations being utilized in the larger MHD plant. These results compare
favorably with energy consumption figures for conventional flue gas desulfuri-
zation control techniques, as indicated by Table 1 (16).

It appears that the energy consumed by throwaway FGD processes are less
sensitive to variations in coal sulfur level than the PERC scheme. This is
because the substantial quantities of electricity and steam which must be
utilized to operate the scrubbing and stack gas reheat systems are not in-
fluenced by the sulfur level of the coal and remain fairly constant. These
components are absent from an MHD power plant because of the self-contained
nature of the 802 removal system.

There are a number of unsolved problems in this area to which the next phase
of engineering development must address itself. A small pilot plant should be
built to study seed handling and treatment in an integrated, continuous
fashion. The leaching-filtration operations must be analyzed with regard to
preferred mode of operation and type of equipment desired. Existing industrial
experience on the crystallization and evaporation of K, S0, should be employed
in dealing with the MHD seed-fly ash extract. Impurities such as other
potassium compounds and trace metals may complicate these procedures. Fouling
and corrosion of evaporative heat transfer surfaces may pose additional
uncertainties. The reduction and regeneration reactors must be optimized with
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TABLE 1. DESULFURIZATION EFFICIENCY PENALTY
(1000 MWe, NEW PLANT, 3.5% SULFUR COAL - 90% 502 REMOVAL)
Original
Efficiency Penalty Plant Efficiency
(Cycle Points) (%)
Throw-away Processes
Limestone Slurry (1.56) 39.2
Lime Slurry (1.39) 37.9
Recovery Processes
Magnesia Slurry (2.27) 39.2
Wellman-Lord (4.31) 39.2
Cat-0x 0.30 39.2
PERC MHD (1.72) 50.0
Aqueous Carbonate (2.40) 37.9
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regard to reactant conversion, residence time, and reactor dimensions. Seed
feeding and transporting systems must also be tested and perfected.

Research in this area has been handicapped because of a lack of sufficient
funding. Even though seed processing appears to be a rather mundane operation,
the success of MHD as a viable method of advanced energy conversion is contingent
on economic and efficient seed recovery and sulfur removal. The seed processing
loop must be closed.
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INVESTIGATION OF THE POTENTIAL OF ACID WASHING OF COAL ASH TO
ENHANCE POTASSIUM RECOVERY IN A HIGH ASH CARRYOVER
DIRECT COAL-FIRED MHD SYSTEM*

L. Shen, K. Tempelmeyer, J. Brewer, and M. Beaton
The University of Tennessee Space Institute

ABSTRACT

Results of weak acid washing of collected slag materials in a high ash
carryover direct coal-fired MHD system to recover potassium seed are reported.
This method is much more effective than water washing.

INTRODUCTION

Efficient recovery of seed material is an economic requirement in coal-
fired MHD generator systems. Chemical analyses of various samples show the
presence of a varying amount of potassium which apparently cannot be recovered
by water washing. It is particularly critical in the case of slag chunk since
only a small amount of potassium from the chunk is water soluble. 1In the pre-
sent experiments, 157 to 30% of the collected potassium material is in the
form of chunks. While this proportion will decrease as the system size in-
creases, it may develop that the economic feasibility of K-seed recovery
will center about removing it from the chunk-like pieces. It is expected
that acid can dissolve portions of potassium compound which is water insoluble
such that the overall solubility of slag materials will be increased as will
be the seed recovery efficiency. This work attempts to investigate the feasi-
bility of enhancing potassium seed recovery efficiency by washing slag mater-
ials in dilute acid.

EXPERIMENTS AND DISCUSSION

Seed recovery tests have been carried out in the University of Tennessee
Space Institute MHD Laboratory. The test leg which is in use at the present
is schematically shown in Figure 1. Slag layers were removed at various
locations of the system for some runs and the collected fine dust and chunk-
like pieces were removed from the cyclone and from the baghouse when it was in
use after each run. The chunk-like material has about the same chemical com-
position as the sample removed from the walls at the MHD generator exit and
at the radiant boiler exit. Consequently, it is believed that the chunk
pieces collected by the cyclone were blown off the walls of the system up-
stream of the cyclone. The chunk material has a relatively low concentration
of potassium and sulfur and is not very water soluble. The dust, on the other
hand, is rich in potassium and sulfur and is highly water soluble.

Potassium recovery tests were carried out by washing slag materials coll-
ected from the bottom of the cyclone twice at room temperature for a total
one hour in 200 cc dilute acid which was stirred occasionally. Slag material
ﬁollested from the cyclone which is sieved through 50 mesh is referred to as
dust” and the remainder is called the "chunk". TFor most of the acid washing
experiments, approximately 2 gm of H2804 was used to wash 10 gm of slag. It

*
Work supported by ERDA under Contract No. EX-76-C-01-1760
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Figure 1. Schematic of Test Leg

was found that the solubility of slag in acid did not depend on the concentra-
tion of acid used for washing; rather it depended on the amount of acid used
in the test. It was also found that for a given amount of acid and a fixed
total washing time, solubility was increased by merely 27 if slag was washed
four times instead of once. Since K,S0, is readily soluble in water and the
interest of this work is to study thé solubility of slag materials in acid,
all the results discussed in the report are the solubility of slag materials
which are prewashed by water.

About 34.57Z of the dust was soluble in water and the soluble substance
was mainly K,SO, as shown by the EDX analysis (Figure 2a). Then, if the water-
washed dust was next acid washed, 26% of the dust was found to be soluble in
acid. The soluble substance from the water-washed dust had an appreciable
amount of K in addition to A%, Si, Fe and S as shown in the (Figure 2b) EDX
analysis. Part of the sulfur shown in Figure 2b was due to the H,SO, added.
The overall solubility of dust after water washing plus acid washing was
51.5% which agreed well with the result if dust was directly washed by acid.

Al S K Al S K Fe
Figure 2a. Soluble Substance in Figure 2b. Soluble Substance in Acid
Water From Dust From Water-Washed Dust
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Experiments were also carried out by washing slag materials at water
boiling temperature in order to find the effect of temperature on solubility.
Results showed that solubility did not depend on the temperature when experi-
ments were conducted in water washing. However it was concluded that temper-
ature had an adverse affect on solubility when acid was used. On the aver-
age, the solubility at boiling temperature was 1 to 6% lower than that at
room temperature, depending on amount of acid used, source of slag and how
often the solution was stirred. In most experiments, the solution was
occasionally stirred during the course of test. If the solution was stirred
constantly by a magnetic stirrer, the solubility could be 8 to 20% higher
than that if the solution was only occasionally stirred, depending again on
amount of acid used, source of slag and the temperature. The decrease of acid
solubility at higher temperature is due to partial precipitation of SiO upon
heating, leaving soluble potassium in the solution. 2

Figures 3 and 4 illustrate that the solubility of dust and crushed chunk
respectively from potassium sulfate or potassium carbonate seeded coal in-
crease with increasing amount of acid used for washing. Slag materials from
potassium carbonate seeded coal are slightly less soluble in dilute acid so-
lution and become more soluble in concentrated acid solution than the slag
materials from potassium sulfate seeded coal. The chunk was crushed to pass
through 50 mesh sieve and 80% of the crushed chunk "'was of the size in the
range of 75 Y to 300 y. The size of particle is a determinant factor for the
solubility as shown in Table I. Two batches of crushed chunk were made. The
average particle size of one was about 25% smaller than that of other; conse-
quently the solubility of the former was up to 50% greater than that of the
latter. The results of the coarser are shown in Figure 4. The acid solu-
bility was lower than the values shown in Figure 4 if the chunk was not
crushed and washed for 24 hours.
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Particle Size (u)
Slag Type |Wt. of Acid/Wt. of Slag | 150 to 300 | 75 to 150 | 44 to 75 | <44
Chunk with 20% 8.13 10.21 17.82 18.15
K2804 Seed 567 13.50 16. 42 23.12 47.45
Chunk with 20% 4.90 9.10 17.62 18.35
K2CO3 Seed 567% 14.17 17.17 28.20 44 .35

TABLE I EFFECT OF PARTICULATE SIZE OF GROUND CHUNK ON SOLUBILITY

Another variable investigated was
the washing time. 1In Figure 5, the - _

solubilities of chunk from potassium Acid Conc 1 ;i 1

carbonate seeded (:,oal are plot.:ted s ] o . 1/

against washing time. The acid solu- X36.96% l‘,qod?" = '

bility increases with time and approa- o i AZJLr l‘g;+¥”’w7

ches a limit asymptotically. These 1o I - : L,%'

results indicate that the chemical re- - S a0 S —

action is immediate and it is benefic- = —=9 "q,-,i4+7n

ial to grind the chunk in order to en- & 2 1A e i

hance the solubility. Solubility of 4 /] A !i

dust and crushed chunk in acid were = 7° %/)y 'Eﬁﬁﬁ‘”_“?Wﬁ? .

increased only by 3% when washing time 1 1 ; §$24;$:S;;;?hkﬂm3

was extended from 10 minutes to 6 2 o4 i 20 cc of Solutien

hours. J'Z/ Rocr: Temperature Washing
Becides H SO4’ HNO., HC1l, H,SO ]

and other acids were alSo used to com- N

pare their effectiveness. Because of .1

the difference in molecular weight and .1 R 15

variation of the ionization constant Kashinz Tine, Hours

for these acids [1], the solubility in
each acid varied if same amount of
acid was used in each case. However,
if acid washings were carried out such
that the amount of effective reducing
hydrogen was maintained constant, then the solubilities were comparable among
the first four acids (Table II). H.SO, can be as effective as H,SO, to
dissolve water insoluble slag materIals, if more H2803 is used due to the

small value of ionization constant for HSOS.

Figure 5. Acid Solubility As A Func-
tion of Washing Time

Except for HF, the measured solubility is directly proportional to the

ionization constant. The exceptionally low value for HF is believed to be due
to the insolubility of certain fluorides (FeF.,, FeF, for example ) in water.

Before the measured solubility increased with the amount of HF acid, it actu-
ally decreased to a minimum of nearly zero when the ratio of weight of acid
to weight of slag was in the neighborhood of 20%. As more acid was added,
these fluorides dissolved in acid; then the measured solubility increased.

The chemical analyses of a typical washed coal ash are given in Table
III. The major portion of potassium in the flyash can be removed by water
washing. However, acid washing following water washing further reduces the
residual potassium content. There is no appreciable difference in the chemi-
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cal composition of the washed dust in which one was treated by simple acid
washing and the other was water washed, followed by acid washing. The chemi-
cal composition of slag chunk remains essentially unchanged after water wash-
ing. It does, however, change after acid washing (see Table III).

Ionization Slag with K2804 Seed Slag with K2C03 Seed
Constant Wt. of Acid Wt. of Acid
Acid Ki Wt. of Slag |Sol.% Wt. of Slag Sol.%
HC1 large 14.73 % |26.22 15.66 % 20.63
HNO, large 25.39 % |25.98 26.23 % 23.77
H,50, large 20.28 % |25.23 20.89 % 22.46
250, 1.5x10° 33.81 % 24.39 33.57 % 19.63
H,PO, 7.5%10 > 40.74 % |15.55 41.45 % 8.70
HF 6.7x10 8.22 % | 1.22
HCO, K 1.8x10™° 19.17 2 |12.79 20.21 % 11.55
CH,CO,H 1.8x10"° 24.74 % | 4.70 24.83 % 2.91

TABLE II SOLUBILITY OF DUST FROM SULFATE AND CARBONATE SEED - RUN WASHED
IN DIFFERENT ACID WITH SAME AMOUNT OF EFFECTIVE REDUCING HYDROGEN

SPECIMEN K Z Fe % S Z Al 7 Si 7
Unwashed Dust 19.30 5.88 6.34 4.55 11.08
Water Washed Dust 11.50 8.36 1.21 6.87 15.14
H2§‘Oé Waéhed Dust ]

ollowing Water Washing 8.15 10.51 1.90 5.31 14.34
H2804 Washed Dust 8.02 9.56 1.90 5.08 13.23
H,S0, Washed Dust 4.38 8.85 | 2.95 3.21 | 12.47
Unwashed Chunk 15.60 9.42 0.51 11.72 20.67
Water Washed Chunk 16.20 9.19 0.26 10.94 19.86
H,S0, Washed Crushed Chunk' 7.77 5.94 | 0.54 6.20 9.79
FUse 7 gm of H2804

TABLE III CHEMICAL ANALYSES OF SELECTED SPECIMENS

Besides K, there are other elements such as Al, Fe, and Si which are also
soluble in acid. In order to use the recovered seed, it is necessary to re-
move the undesired elements. Experiments were conducted to investigate the
possibility of precipitating AQZO and Si0, from the solution which contained
all soluble substances. As expecged, this " can be accomplished by adding
KQH, K,CO, or Ca(OH), to the solution. It was also found that most of the
Si and some Al and Fé can be removed simply by filtering the precipitant from
the §olution without using any chemical. The soluble solution from acid
washing was dried in an oven and the collected substance was crushed and

water washed. About 127 of the collected substance was precipitant. The

258



pPrecipitant was filtered out and it
contained mostly Si and Fe. Most of
the K still remained in the solution.
Figures 6a to 6c present the EDX ana-
lyses of the soluble solution from acid
washing, of precipitant and of the so-
lution respectively. These results

show this approach to be promising. r

u =

AlISi S K Fe

Figure 6a. Soluble Substance in Acid
From Dust

FUNPVD S N Y 9

Figure 6b. Precipitant Figure 6c. Soluble Substance After
Precipitation

CONCLUDING REMARKS

Acid washing to recover potassium is found to be more effective than
water washing, and seed recovery in coal-fired system of 957 and higher may
be achievable. Most coals in this country contain between 0.5% and 4% of sul-
fur which constitutes the prime pollutant in a coal-fired power plant. The
acid needed to wash the slag materials for seed recovery is available in the
power plant so that not only the sulfur pollution can be reduced also it is
a vital part in the seed recovery process of an MHD system.

REFERENCE
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SILICA VAPORIZATION AND CONDENSATION:
A POTENTIAL SOURCE OF FOULING IN COAL COMBUSTION

Robert W. Taylor

Lawrence Livermore Laboratory, University of California
Livermore, California 94550

INTRODUCTION

When coal is used as a fuel, fouling is a common problem. The fouling
(choking) of boilers, as a result of the accumulation of solid, sticky, or
fluid ash components, is such a complex and serious problem that modern
boilers are designed around the fouling characteristics of the ash f1].
Attempts to operate open-cycle turbines on burning coal have failed because
of fouling by ash and ash erosion [2].

Efforts to reduce the ash concentration in coal-fired turbines lead to
the use and continued development of cyclone-type burners. Nevertheless, in
a recent review of the problem, Fraas [2] estimates that for the successful
operation of conventional turbines in an open-cycle mode, the ash concentra-
tion, even after the application of the best ash separation techniques, re-
mains too high by a factor of about twenty.

The thrust of the present work is that fouling may not be prevented in
projected high-efficiency, high-temperature apparatus even if all the ash
particles are removed from the stream of coal combustion products. Fouling
may occur because of the vaporization of silica from ash during combustion
and the subsequent condensation of the silica,

SILICA SATURATION OF GASES PRODUCED BY COAL COMBUSTION

Silica (Si03), the most abundant single component in coal ash, occurs
in coal both in the pure state, as quartz, and in many compounds such as
clays and feldspars. The chemical activity (escaping tendency) of silica in
these compounds, or in the liquids formed when they are melted, is not much
lower than that of pure silica. In the present study, we will assume that
the silica activity of most ash is unity.

In most coal-fired plants, coal is ground, mixed with air, and burned
in a turbulent state so that small-scale processes such as gaseous diffusion
result in nearly complete combustion in a short period of time. These same
processes can be expected to transport silica, and other gases vaporizing
from the ash particles, with the result that the gas phase is probably
saturated with silica. (The fraction of the total amount of silica which is
necessary to saturate the gas phase is very small as will be shown.) For ash
particles 100 um or less in diameter, in free flight for 0.5 s, the gaseous
diffusion distance at 1700 K is greater than the average distance between
particles. This fact suggests that the gas phase may become saturated with
silica even in the absence of turbulence. We know ash is heated to 1700 K

during combustion, because ashes with fusion temperatures below 1700 K are
melted during combustion.

*
This work was performed under the auspices of the U.S. Energy Research and
Development Administration, under contract No. W-7405-Eng-48.
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FACTORS AFFECTING THE AMOUNT OF SILICA VAPORIZED

The principal factors which fix the equilibrium vaporization of silica
are the pressures of oxygen and steam. The oxygen pressure is fixed by the
air/coal ratio used in combustion.
The steam pressure is fixed by the
hydrogen content of the coal and, to a
104/T (K-l) lesser extent, by the water content of
the coal and the humidity of the air.

-2 | | I l When heated in air, the vapor
[ | pressure of either silica or ash
. saturated with silica is very low, as
g 41— _ shown in Fig. 1. The principal
o reaction is:
) F . e
£ Steam ( 510, (5 gy = 51054y - (1)
2 O ———
o f' When silica is heated in a gas
o PR
containing components such as C, CO, or
R Hy, which have a strong demand for
.E oxygen, a large amount of silica can
© - Carbon (a) get into the gas phase due to the
[ . .
> -10 formation of SlO(g) as follows:
e -10—
- Dry air (1 atm) (b) ; ; 1
i 1 SlOZ(S,l) -> SlO(g) + 5 02 . (2)
1 ///I L Librd .
- The equilibrium constant for this re-
127200 1600 2000 d

action is:
T (K) 1/2
= (p510) (p0,) /2810, o1, (3)
Fig. 1. Partial pressure of gaseous ’

species in equilibrium with pure
silica, (8102)S g, shown as a
function of temperature and environ-
ment. When silica is heated in
equilibrium with carbon (a), the
principal silicon-bearing gas is
Si0. When heated in air (b), the 1/2

where pOy is the oxygen partial pres-

sure., The assumption is made that ash
is saturated with silica in which case
the chemical activity of silica equals
unity (aSiOz( ) 1), and

principal silicon-bearing gas is p5i0 = K, (pO ) (4)
S§i02, and the resulting partial

pressure is much less than (a). In practice, the maximum range
When heated in steam at a pressure  for pO, in combustion is_between

of 1 atm (dashed line), the 0.2 atm, in air, and 1020 atm, the
principal gas is Si(OH)4. partial pressure of oxygen in equilib-

rium with carbon (graphite), at about
1070 K and a total pressure of 1 atm.

The amount of silica that can be transported by a gas saturated with

carbon (soot-bearing) is a million-fold greater than the amount that can be
transported by dry air at the same temperature (see Fig. 1).
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A key question may be the amount of silica vaporized during combusti?n
itself when the ash-forming minerals are in direct contact with coal. D9r1ng
this process, the gas phase next to the minerals is rich in.CO and H2 which
may enhance vaporization of the silica minerals in ash to SlO(g).

STEAM-INDUCED SILICA VAPORIZATION FROM ASH

In reviewing the thermodynamics of the silica-steam system,
Krikorian [3] found Si(OH)4 to be the most abundant silicon-containing
gaseous molecule at low steam pressures and under oxidizing conditions. The
reaction can be written:

. - i 5
3102(8,2) + 2H,0 Sl(OH)4(g) R (5)

pSi(OH), = K, (asSio0,) (szo)2 . (6)

For equilibration of the gas phase with ash saturated with silica (aSiO2 = 1),
then:

pSi(OH)4 = K5(pH20)2 . (7)

The equilibrium constant (K5) can be calculated from the Gibbs free-energy
change, AG, for the reaction:

K, = exp - AG/RT . (8)
The free-energy can be calculated from the enthalpy change for the reaction
(AHg’O) and from the free-energy function (-Gp - Hg/T), which are given in
[3] and [4]. Figure 2 shows, for different partial pressures of steam, the
partial pressure of Si(OH)4(g) as a function of temperature. The partial
pressure of Si(OH)4(g) in equilibrium with silica at 1 atm steam is shown as
a function of temperature in Fig. 1.

SILICA CONDENSATION

As combustion-product gases travel through a turbine, both the total
pressure and the temperature decrease. This results in a potential condensa-
tion of silica. As shown in Fig. 2, a pressure drop by a factor of 10
results in a drop in the Si(OH)4 concentration by a factor of 100, and a drop
in temperature from 1700 to 900 K, at the same pressure, results in a
decrease in the Si(OH)4(g) concentration by a factor of ~10. Thus as

combustion-product gases from coal pass through a turbine or heat exchanger,
almost all the silica in the gas phase can condense.

POTENTIAL GROWTH RATE OF SILICA SCALE

The amount of silica necessary to saturate the gas phase in a coal-
burning apparatus depends upon the coal-to-air ratio and the hydrogen content
of the coal. We can estimate the growth rate of the silica layer if we know
the gas flux through an apparatus and assume that all of the silica is
deposited uniformly on the surface of the apparatus. For example, the
accumulation of scale on the surface of a 200-MW turbine, with an inlet
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ture and of the partial pressure of
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temperature of 1623 K at 9 atm pressure and burning subbituminous coal in an
air-rich mode, is estimated to be 2.7 cm per year as shown in Fig. 3.

CONCLUSIONS

The transport of silica from coal ash to the gas phase and then to the
surfaces of heat exchangers or turbines can be a serious problem,
particularly at the high temperatures projected for improved coal utilization.
The problem is most severe in combustion at low oxygen pressures or high
steam pressures.

The amount of silica that can be transported in the gas phase has been
shown to depend upon the square of the steam pressure [3]. Thus, with respect
to this vapor-transport mechanism, coals that contain little hydrogen (high-
rank coals) should demonstrate the lowest fouling tendency.

The actual thickness of the silica layer on high-temperature equipment
depends upon the fraction of the condensed silica which sticks. In this
report, the estimate of the maximum average thickness of the silica layer is
based on the assumption that all of the silica sticks and that the deposition
is of uniform thickness. Neither of these assumptions is correct, but they

263



balance one another. Only a small fraction of the total am?unt of silica
which condenses will stick, and it will probably tend to stick at only a few
locations.
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CORROSION OF POTENTIAL MHD PREHEATER MATERIALS
IN LIQUID SLAG AND SLAG-SEED*

W. D, Callister, Jr., W, C, Seymour, and V, Griffiths
Montana College of Mineral Science and Technology
Butte, Montana

ABSTRACT

Potential MHD air preheater refractory ceramic materials were tested as
to their corrosion resistance by performing rotating rod corrosion tests in
molten slag and slag-seed mixtures. Tests were conducted in air on cylindri-
cal, one-half inch diameter specimens which were rotated at 25 rpm, and at
temperatures between 1450°C and 1650°C. The maximum corrosion time was 168
hours. Two different compositions of synthetic coal slag containing Si0o,
A1203, Ca0, and Fep03 were employed. Up to 30 weight percent K>S0z (18.8%
Ko0) was added as seed to both slags. Tests on a relatively high purity,
polycrystalline and fully dense alumina revealed (a) that the slag which con-
tained more Ca0 and less Si0p (the more basic slag) was more corrosive at
1550°C, and (b) that the amount of corrosion increased by about a factor of
five in going from 1550°C to 1650°C. Specimen expansion instead of corrosion
was observed for this alumina which was corroded in the acidic slag and 18.8%
K20. For both slags, the amount of corrosion first increased and then de-
creased with increasing Ko0 content; this may be due to a viscosity change,
and/or formation of a new phase between the alumina and slag-seed constitu-
ents.

Several commercially available refractory materials were tested in the
acidic slag containing 11.9% Ko0 at 1450°C. Of these, chrome-spinel and
chrome-alumina were the most corrosion resistant, whereas magnesia-alumina
spinels are most susceptible to corrosion,

I, INTRODUCTION

The viability of efficient MHD conversion of fossil fuel into electrical
energy depends on finding materials which can withstand the severe environ-
ments and high temperatures. One component which has some rigid material re-
quirements is the preheater which is used to preheat the air prior to combus-
tion. The design which is proposed to be most efficient for this purpose is
the regenerative type which is directly fired[1] and which uses coal as a
fuel. The heat exchange medium will consist of a large tower of refractory
bricks, and hot exhaust gases and air to be preheated alternately flow
through the brick checkerwork. Preheat temperatures may reach as high as
1700°C, and the hot duct exhaust gases will contain slag particulates result-
ing from impurities in the coal, as well as a potassium salt seed which is
added to increase the electrical conductivity of the plasma; this slag-seed
at the temperatures of preheater operation is very corrosive to any material
with which it comes in contact.

Several constraints are imposed on a material which can be used in the

*This Research was sponsored by the Energy Research and Development
Administration, Contract No. EF-77-C-01-2524, MERDI Subcontract No. 77-001
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preheater; it must: tolerate this high temperature environment without exces-
sive corrosion, withstand stresses which are introduced, and therma] shock
because of temperature cycling, and it must be produced and fabricated econom-

ically.

This research was undertaken to simulate in a laboratory setting antici-
pated preheater corrosion conditions, to test high purity and dense refractory
materials as to their resistance to corrosion by slags and slag-seeds, and to
corrosion test commercially available refractory ceramics as to their poten-
tial for preheater use.

II. PROCEDURE

The simulated MHD preheater corrosion environment in this work is
achieved by rotating a cylindrical refractory rod in a molten slag or slag-
seed bath at a constant rate while maintaining isothermal conditions. The
initial specimen diameter is % inch; it is immersed 1in the bath to a depth of
about one inch, and rotated at an angular velocity of 25 rpm.

Two different slag compositions have been synthesized containing the four
oxides Si0p, A1,03, Ca0 and Fe203. One is an acidic slag with a composition
representing an average of these oxides found in a number of slags which are
derived from U.S. coals. This slag is denoted as slag A, and its composition
is shown in Table I. The other slag is more basic, with a composition typical
of Montana coal slag. This slag is designated as slag B, and its composition
is also presented in Table I. The potassium seed is added as K»SOg, and slag-
seed compositions containing as much as 30 weight percent K,S04 have been used
for the corrosion tests.

Platinum-30% rhodium cylindrical crucibles are used to contain the slags
and slag-seeds during the corrosion tests; they have an inside diameter of
1-3/4 dinches. This particular platinum alloy withstands these corrosive en-
vironments in air and maintains its mechanical integrity at these elevated
temperatures. A1l tests thus far have been conducted in air (at an elevation
of 5500 feet) and between temperatures of 1450°C and 1650°C.

IIT. RESULTS AND DISCUSSION

) After corrosion, some specimens exhibited exaggerated corrosion at the
position corresponding to the slag-air interface; in fact, the duration of
some corrosion runs was limited because the specimen "necked off" at this
poTnt during the experiment. Cooper and Kingery[2], testing stationary sap-
phire rods, observed this same effect in a molten Ca0-A1203-Si02 bath, which
they suggested as being a result of natural convection. It is possible that
natural convection effects are comparable to those resulting from forced con-

vection because of rotation; or perhaps the oxygen in the air may influence
the corrosion behavior at the slag-air interface.

A. Tests on Fully Dense Polycrystalline Al202

1. Slag A

A_number of corrosion tests have been made on fully dense and pol
) M . S S crystal-
Tine aluminum oxide which contains less than 0.5 weightypercent of ?mpzri{ies;
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the average grain size of this material is approximately 16 microns., Figure 1
shows how time of exposure affects the percent of specimen thickness reduction,
using slag A without K»SO4 added, and up to 30% weight percent K»SO04 (18.8%
K20), at 1550°C, and for times as long as 168 hours., Data was collected at
other seed compositions which are not included; the behavior was generally the
same as for the Ko0O concentrations shown, Thickness measurements were made
away from the slag-line region and at 0.1 inch intervals; the data points are
average values, whereas the error bars represent the computed standard devia-
tions.

Several observations are worth noting. First of all, the thickness re-
duction did not consistently increase with time except for the 11.9% K»0 tests.
Specimens which were exposed to the slag-seed containing 18.8% K,0 for 48 and
134 hours actually experienced some slight expansion. Moreover, seed concen-
tration had no consistent effect on the amount of corrosion; the thickness
reduction increased in going from slag to slag plus 11,9% seed, and then de-
creased at 18.8% K20.

At this point in the investigation, we are not in a position to fully ex-
plain these results, The actual expansion of two of the 18.8% Ko0 specimens
could conceivably be a result of the formation of a new phase at the surface
of the corrosion specimen due to a reaction between the alumina and slag-seed
constituents. A study[3] on the physical properties of alumina exposed to
molten K,S0, at 1300°C for extended periods (1000 hours) revealed substantial
volume expansion (up to 12%); this was explained by the formation of a g-alu-
mina outer layer by reaction between the K2S04 and the a-alumina specimen.
Preliminary x-ray analyses on the outer portions of the expanded specimens in
Figure 1, have not revealed the presence of a g-alumina phase, but some lat-
tice parameter alteration has been observed.

The general increase in corrosion in going from no seed to 11.9% K20, and
then the subsequent decrease at 18.8% K20, may be a result of both the influ-
ence of Ko0 on the viscosity of the slag-seed, and the possible formation of a
new solid phase near the specimen surface, as explained in the preceding para-
graph. The viscosity of the slag-seed influences the boundary-layer thickness
of the slag in contact with the rotating specimen; the boundary layer acts as
a diffusion barrier to corrosion. Increasing the viscosity increases the thick-
ness of the boundary layer, thus slowing any reactions between the slag-seed
constituents and the rotating specimen. In addition, greater viscosity may
reduce the mobility of slag species. It has been observed that some comparable
coal slags exhibit a maximum in viscosity with approximately 15 weight percent
KoO added[4].

2. Slag B

Figure 2 shows the corrosion-time dependence of this fully dense and high
purity polycrystalline alumina when exposed to the more basic slag B with K50
additions ranging up to 18.8%. Tests were conducted at both 1550°C and 1650°C,
and one data point is included for slag A. For slag B and slag-seed at 1550°C,
thickness reduction increased with time for all seed compositions, which was
not always the case for tests in slag A (Figure 1). Nor did any of the speci-
mens expand when tested in slag B.

From this data it is evident that slag B is more corrosive than slag A at
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1550°C. Corrosion times were much shorter for these tests, because of the
increased rate of attack. The thickness reduction in slag B increased drama-
tically when the temperature was raised from 1550°C to 1650°C. Although no
tests were made at 1550°C using 5.7% Kp0, it is estimated that the rate of
corrosion was increased by about a factor of five when the temperature
increased to 1650°C.,

Furthermore, the dependence of corrosion on seed content in slag B was
generally the same as it was for slag A; i.e., corrosion increased as seeq was
added to the slag up to 8.7% Kp0, but it showed a subsequent and substantial
decrease at 18.8%. The possible reasons for this behavior have already been
explained.

B. Tests on Commercial Refractories

A number of commercially available refractory materials have been tested
to determine their resistance to corrosion by slag A with 11,9% K20 (20%
K2S04). Specimen geometry was as described previously. Tests were made at
1450°C, since, in general, the resistance to corrosion was less than that of
the dense alumina. Material types include chrome-spinel, chrome-alumina, mag-
nesia-chrome, alumina, and alumina-magnesia spinel. The chrome-spinel and
chrome-alumina were highly resistant to corrosion in this particular slag-seed;
in fact, tests made at 1550°C have shown it to withstand corrosion better than
the dense alumina. The alumina and magnesia-chrome corroded a moderate amount
at 1450°C, whereas, the magnesia-alumina spinels were highly susceptible to
corrosion,

A comparison of the intrinsic properties of these materials is not possi-
ble because of the presence of impurities, porosity, and grain boundaries, all
of which probably influence the corrosion behavior,

IV. CONCLUSIONS

_ Laboratory simulation of MHD preheater slag and slag-seed corrosion condi-
tions ?y means of rotating rod corrosion tests on refractory ceramics, in air,
and using KoSO4 seed, have led to the following conclusions:

1) The amount of corrosion on a dense and polycrystalline alumina is
dependent on the slag composition of slag-seed mixtures. For two slags
containing the same four constituents (S102, A1,03, Ca0, and Fep03), the
one which is more basic (contains more Ca0 and Tess Si0p) corrodes this
material more rapidly at 1550°C

2) For the more basic slag, the corrosion rate is increased by about a
factor of five in going from 1550°C to 1650°C.
3) For both slags, corrosion rate appears initially to increase as K20
content increases up to 9% or 12%, after which corrosion rate decreases
as the K20 concentrqtion is increased to 18.8 weight percent. This may
be due to a change in slag viscosity with an attendant alteration in the
slag-seed boundary layer thickness, and/or formation of a new phase at
the surface of the alumina by reaction with slag-seed constituents,

4) Some alumina specimens experienced an expansion of dimensions rather
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% THICKNESS REDUCTION

thqn a reduction due to corrosion when exposed to the more acidic slag
which contained 18.8% K»0.

§) Of several commercial materials tested in the more acid slag contain-
ing 11.9% K,0 at 1450°C, chrome-spinel and chrome-alumina appear to be
the most corrosion resistant, while magnesia-alumina spinels are most
susceptible to corrosion.
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Figure 1. Corrosion versus time data 4____r~_________________%5__———

for polycrystalline alumina corroded : = = = = -
at 1550°C 1in S]ag A and S]ag-seeds. CORROSION TIME (HOURS)

Table 1. C t1 Py Figure 2. Percent thickness reduction
S a S & ‘om$a§1 ;0"5 g. 29 versus time for dense and polycrystal-
ags Used 1n 1h1s 1nvestigation | yjpe alumina specimens which were
. ‘s corroded at 1550°C and 1650°C in slag
Component Cog?os1k1on Cog?os1§1on B with various seed compositions, and
ag ag ded sl 50°C.
(Wt %) (Wt %) unseeded slag A at 1550°C
Si0 55 45
A1283 25 25
Ca0 10 25
Feo03 10 5
REFERENCES

1. N. N. Ault, "Product Definition and Processing for MHD Preheater Materials",
Proceedings of NSF-OCR Engineering Workshop on MHD Materials, 20-22 Novem-
ber 1974, Massachusetts Institute of Technology, pp. 241-252,

2. A. R. Cooper, Jr., and W. D. Kingery, "Dissolution in Ceramic Systems:
I-Molecular Diffusion, Natural Convection, and Forced Convection Studies
of Sapphire Dissolution in Calcium Aluminum Silicate", J. Am. Ceram. Soc.,
47 [1] 37-43, 1964

3. S. Korenaga, S. Kose, M. Iwasa, K, Takura, and M. Furukawa, "Physical and
Chemical Properties of Alp03 Ceramics Treated in Molten K3SO4 for a Long
Period", Yogyo-Kyokai-Shi, 35_[4] 38-46, 1976.

4. W. Capps, National Bureau of Standards, Washington, D, C., Private
Communication,

269



THERMAL SHOCK BEHAVIOR OF MAGNESIA CHROMITE
CERAMIC EXPOSED TO COAL SLAGt
A. Kumnick and W. Beezhold
Montana State University
Bozeman, Montana

INTRODUCTION

Corhart*RFG (RFG), a fused-grain magnesia chromite ceramic, has been
selected as the bed material for initial heat exchanger experiments at
Montana State University (MSU). The MSU heat exchanger, of the packed bed
regenerative type, operates at temperatures as high as 1875 K, and will be
used to determine the effects of slag deposition on air preheaters in coal-
fired MHD systems [1]. The selection of RFG was based primarily on recent
Fluidyne Engineering Corporation [2] test results in which RFG exhibited ex-
cellent high temperature strength and corrosion resistance to slag and potas-
sium seed attack. Subsequent slag and seed corrosion tests by Callister [3]
have verified Fluidyne's corrosion results. However, detailed data concerning
the effects of slag on the physical properties of RFG are not available. The
purpose of this paper is to present new results on the thermal shock behavior
of RFG ceramic with and without high temperature exposure to coal slag. Using
a modulus of rupture (MOR) test, our results indicate that the loss of
strength for unexposed ceramic depends on the thermal cycling history and
that exposure to slag produces additional loss of strength for all cases exa-
mined.

RFG CHARACTERIZATION

The chemical analysis of RFG by weight percent (as supplied by the manu-
facturer) is: 55-56% Mg0, 20% Cr,0., 8.0% A120 » 11.0% FeO, 2.5% Si0,, 0.5%
Ca0, 0.3% F,, and 1.5% Ti0,. Ouf X-ray diffragtion results, using a powdered
sample grouﬂd to pass a 306 mesh sieve, suggest the presence of at least
three phases. The major two include Mg0 (periclase) and a spinel with a
probable formula of the type (Mg, Fe)0 - (A1, Cr, Fe) 03. The third phase has
not been conclusively identified. The microstructure gf "as received" RFG is
similar to that reported by Kingery et al [4] for chrome-magnesite brick in
which five phases are identified. The five include Mg0 (periclase) and an
(Mg,Fe)Q . (A], Cr, Fe),0, type spinel as major components, while MgFe,0
(magnesioferrite), MgCa§184 (monticellite), and M925104(fosterite) are“minor
constituents.

The grain size of RFG, as shown in Fig. 1, is variable and, as in the
case of most fusion cast products, generally large. On the basis of Kingery
et al [4]the1ight angular grains are spinel while the rounded ones are peri-
clase with a magnesioferrite precipitate. The very dark areas are porosity.
The presence of monticellite or fosterite is not clearly evident with 48 per-
cent HF etch usgdkto gnhance the §tructure. The bulk density was determined

m

to be 3.33 x 10 /m” (208 1b/ft”),.in good agreement with the manufacturer's
value of 3.27 x 10° kg/mg (204 1b/ft3). ?

_The absorption of slag by RFG was investigated by room temperature
Qens1ty measurements on impregnated and unimpregnated specimens by weighing
in air and water. The density of unimpregnated material was determined be-
fore and after water penetration so the apparent porosity could be measured.
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The density of slag impregnated material was determined without water pene-
tration. The exclusion of water was insured by a thin coating of beeswax
applied after specimens were oven dried. The den§ity o§ unimpregnated mate-
rial without water absorption was 3.32 + .1 x 10 kg/m” in good agreement
with the previously mentioned bulk density. With watsr absorption the same
material exhibited a density of 3.85 + .2 x 10° kg/m~. The 16% difference
between these two values is a measure of the apparent porosity of RFG and
agrees well with the manufacturer$s value of 14%. Thg density of slag impreg-
nated material was found to be 3.53 + 0.1 x 10 kg/m”, indicating that slag
is not filling all of the available porosity. It is possible, although un-
likely, that slag leaves the material between the time of removal from the
1iquid slag and cooling to where flow is impossible.

RESULTS

The room temperature modulus of rupture (MOR) was determined in three
points bending over a span of 57 mm with a crosshead speed of 0.64 mm/min.
Samples were prepared by core drilling RFG brick; these right cylinders were
approximately 16.8 mm in diameter and 74.3 mm long. Slag impregnation was
done by immersion in melted Rosebud fly ash which represents a typical Montana
coal. The ash composition in weight percent was 40.34% Si0,, 24.6% A]203,
18.9% Ca0, 5.8% Mg0, 4.4% Fe,0,, 0.53% K,0, 0.46% Na20, ana 0.28% S0,. “The
slag always appeared to comp%e%e]y penetgate the RFG"samples in a tiae less
than the 45 minute immersion time.

Seven thermal and/or slag treatments were performed on different groups
of specimens followed by density determination and MOR testing. The various
treatments were intended to isolate strictly thermal shock effects from ther-
mal shock coupled with slag effects. These treatments were as follows:

1. As received, no additional treatment.

2. Slowly heated to 1723 K, held 45 min, slowly cooled to room
temperature (heating and cooling rate - 150 K/hr).

Slowly heated to 1723 K, held 45 min, air cooled.

Rapidly heated to 1723 K, held 45 min, slowly cooled to
room temperature, (heating rate - 3200 K/hr).

Rapidly heated to 1723 K, held 45 min, air cooled.

Slowly heated to 1723 K, slag impregnated for 45 min, air
cooled.

Rapidly heated to 1723 K, slag impregnated for 45 min, air
cooled.

[o 4, ) oW

~

The average MOR of 15.6 MPa (2.27 «x 103 psi) for "as receiged” material
agrees well with the manufacturer's value of 17.2 MPa (2.5 x 10~ psi). As
shown in Fig. 2, thermal shock treatments (2) through (5) cause average MOR
reductions ranging from 25 to 60 percent. The presence of thermal shock and
slag, treatments (6) and (7), causes a further MOR reduction of about a factor
of two over (2) through (5). The overall reductions of (6) and (7) compared
with "as received" material are 78 percent and 90 percent respectively.

DISCUSSION

Our measured decrease in MOR due to thermal shock can be compared direct-
ly with that in other materials, if two conditions are satisfied. First, the
thermal cycles should be similar and second, the materials should exhibit
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As received

Slowly heated, slowly cooled
Slowly heated, air cooled
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Rapidly heatea, air cooled
Slowly heated, slag, air cool
Rapidly heated, slag, air cool
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Figure 2. Modulus of
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rupture (MOR) results for various thermal cycles.
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Figure 3. Fractured as cut sample (left). Slag impregnated sample
after fracture (center). As cut sample (right).
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Figure 4. Scanning electron microscope view of fracture surfaces. (a) as
cut (400x); (b) heat rapidly, air cool (480x); (c) heat slowly,
slag impregnate, air cool (450X).
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similar thermal shock parameters. Of the many thermal shock parameters which
have been proposed, [5] the one expressed in Equation 1 is useful for our
experimental conditions.

E

R|I|=_______ ]
st2 (1 -v) M

where St = tensile strength, v = Poisson's ratio, and E = modulus of elasti-
city.

In the case of RFG where 3, =/17.2 MPa, v = 0.2, and £ = 1.1 x 10° MPa,
the value of R''' is 4.7 x 107 'Pa

Nakayama [6] has tested a Chamotte brick with R''' = 6.0 x 10'4Pa']
in  thermal shock by radiation heating, and observed a 50 to 70 per-
cent MOR reduction for temperature differences comparable with this work.
Room temperature specimens were placed in a furnace, allowed to equilibrate,
and cooled in the annealing powder sil-o-cell. The above treatment is interme-
diate between cases (4) and (5) in Fig. 2 for which 25 and 60% reductions in
MOR respectively were observed. More complete correlation with other results
requires uses of additional thermal shock resistance parameters [£]; these,
however, require knowledge of the surface fracture energy which, as yet, has
not been measured.

The detailed mechanism of the additional factor of 2 in MOR reduction by
slag penetration is not clear. The appearance of the fracture surfaces for
slag-impregnated and slagless samples is very different to the unaided eye,
as may be seen in Fig. 3. However, at higher magnification under a scanning
electron microscope (SEM), no clear distinction in the fracture surfaces is
observed, as shown in Fig. 4. Therefore, the fracture surface differences,
if present, are subtle. The density measurements suggest that the fracture
process is not simply related to a filling of voids by slag and subsequent
crack nucleation associated with thermal expansion differences on cooling.
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MOLYBDENUM STABILITY IN COAL SLAGS

Kenton B. Wright and Arthur E. Morris
Department of Metallurgical Engineering
University of Missouri-Rolla

Rolla, MO 65401

INTRODUCTION

The operation of a practical MHD generator requires that a number of
important materials problems be solved. The development of a stable electrode
is one of the more difficult of the problems to be solved. Recent publica-
tions have summarized the criteria for stability of candidate electrode
materials in MHD generators [1-4]. Both ceramic and metal electrode materials
have been proposed.

Metal electrodes have certain advantages, such as good electrical and
thermal conductivity, ease of power takeoff, and resistance to thermal shock.
The most commonly mentioned drawback to the use of refractory metals is their
relatively poor oxidation resistance. Molybdenum, for example, forms non-
protective volatile oxides when exposed to gases having oxygen pressures above
about 10~5 atm at temperatures in the vicinity of 1400°C, as shown in Fig. 1.

For coal-fired MHD systems, the electrodes are expected to be covered by
a layer of molten slag, or slag-seed mixture. The stability of a metal elec-
trode covered with slag will therefore not be nearly so affected by the oxygen
pressure in the gas as an uncovered electrode. The factors that influence
metal or compound stability in MHD slag/seed/gas environments have been
discussed in recent publications [2,3]. Because no metal or ceramic is
expected to be thermodynamically stable in such an enviromment, the kinetic
factors are of greatest interest in determining the relative stabilities of
candidate materials.

STABILITY CRITERIA FOR MOLYBDENUM IN SLAGS

Thermodynamic calculations are useful in identifying materials which are
relatively more stable than others, in order to select those materials which
have the least tendency to react in the environment. Kinetic considerations
are useful in identifying the corrosion mechanism and the rate~-controlling

step, so that external variables can be manipulated to give the lowest possi-
ble rate of corrosion.

Thermodynamic Consideratioms

The thermodynamic data on molybdenum oxides has been summarized by
Gulbransen [5], and plotted in Fig. 1. The results show that at 1400°c, Mo0O,
is the only stable solid oxide up to an oxygen pressure of about 103 atm.
However, the sum of the partial pressures of the volatile monomer and trimer
trioxides reaches about 1 atm when the oxygen pressure is about 10~ atm.

Thus any molybdenum oxide that dissolves in the slag, and makes its way to the
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slag/gas interface, will tend to

0 5w i volatilize. The.effective oxygen
} ! pressure deeper in the slag should
Mo-O SYSTEM be much less than the oxygen pres-
] MoO; 673 K E sure in the gas, however, because
3 . : the slag contains small particles
/st 4///////////1 of carbon.
-4 , 1
LOG e 1
pX-s L i i Most coals contain consider-
o /;////‘/ : ! able amounts of iron compounds,
S ! which end up in the slag as fer-
-7 UoUID OXIOE BoUNDARY — rous and ferric ions. These
N Yo i ions, rather than elemental oxy-
: gen, react with the molybdenum.
M T The reaction is more than a simple
LOG gy, oxidation process, as is shown by

the following chemical reactions.
For simplification, the reactions
Figure 1. Thermochemical Diagram for the are written in the form of oxides
Molybdenum-Oxygen System at 1400°C rather than ions, and an under-
(1673K). (M=monomer line, T=trimer line) lined substance means that it is
in the dissolved state.

When metallic molybdenum is immersed in a molten slag, any ferric iron
tends to become reduced to the ferrous state, according to the reaction:

Mo + 2Fe,03 -+ MoO, + 4Fe0 ¢D)

Under suitable circumstances, the reaction will proceed until the solubility
of MoO, in the slag is exceeded, and a film of MoO, is formed on the metal.

Even if the iron in the slag is mostly ferrous, a reaction with metallic
Mo can still occur:

Mo + 2FeQ - MoO, + 2Fe (2)

In the above case, iron will alloy with the molybdenum to form a solid solu-
tion. Under suitable circumstances, the iron content of the solid solution
might exceed the solubility limit, and an intermetallic compound between iron
and molybdenum will form.

For either reaction, it is clear that the thermodynamics of complex
slags and iron-molybdenum alloys is involved in calculating the extent to
which any of the above reactions will tend to proceed. Unfortunately, ther-
modynamic information is scanty.

Kinetic Considerations

In the absence of any mitigating factors, reaction (1) would tend to
predominate, with the ferric/ferrous ions acting as oxygen transfer media for
oxygen from the gas to the metal. The formation of an MoO, layer would im-
pede the further oxidation of the metal. If the layer were adherent, some
sort of steady-state would eventually prevail, with the dissolution of MoO,
to the flowing slag balanced by the rate of formation of MoO,.

Coal slags contain carbon, however, and the presence of this element can
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change the above considerations significantly. On account of the powerful
reducing effect of carbon, the slags in the vicinity of each carbon particle
should be practically free of ferric iron, and if enough carbon was present,
some metallic iron could form. The kinetics of molybdenum corrosion in a
dynamic system are thus expected to be very complex, with many factors influ-
encing the overall rate.

MOLYBDENUM-SLAG REACTIONS

At least a dozen variables can be listed which might be important in the
overall rate of corrosion of molybdenum in a slag. Only experimental work
can determine which are actually important. The purpose of our experimental
work was to examine the effect of some of these variables on molybdenum cor-
rosion, and to obtain basic data on the solubility of MoO, in a typical coal
slag, and to examine the nature of any reaction films formed on the metal.

Preliminary Work

The effect of slag composition and carbon additions to the slag was
studied first, in order to give an idea of the nature of the slags, experimen-
tal techniques necessary, and to give an indication of what type of studies
should be performed in detail. Synthetic and actual slags were used, and the
temperature was fixed at 1400°C.

A vertical controlled-atmosphere tube furnace was found to be suitable
for establishing a controlled atmosphere over the slag. High-purity alumina
crucibles showed only a small reaction with most slags, and 1.3 mm diam. molyb-
denum wire was a convenient sample. All tests were static.

As expected, the corrosion of the wire was greatest in slags highest in
iron. Increased oxygen content of the furnace atmosphere increased the cor-
rosion of the wire, and the effect of oxygen pressure was greatest for the
high-iron slags. The presence of carbon in the slags decreased the amount of
corrosion. Metallographic examination showed one or more reaction products
at the slag/metal interface; a subsurface reaction layer was present in the
molybdenum when larger amounts of carbon were added.

The higher corrosiveness of slags high in iron oxides is probably
explained by the effect of silica on destabilizing the ferrous iron [6,7],
and on the lower solubility of MoO, in higher-silica slags [8]. For slags
having a silica content of about 50%, molybdenum was virtually unaffected
after 4 hr under an atmosphere of pure nitrogen.

Based on the preliminary experiments, a more systematic study was under-
taken to examine the nature of the corrosion process in more detail. The
objectives of the follow-up study were:

1. Determine the solubility of MoO, in slag.

2. Determine the nature and extent of reaction products at the slag/
metal interface.

3. Determine the iron content of the molybdenum wire.

4. Determine the effect of oxygen pressure, K,50, seed, and time on the
above objectives.
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Follow-up Work

All experiments were carried out at 1400°C in a controlled-atmosphere
tube furnace, using high-purity alumina crucibles, which were 15 mm diameter
and 25 mm tall. Slag was obtained from the Union Electric Company Sioux
cyclone boiler ("bottom slag"). The oxygen pressure was controlled by CO/CO,
gas mixtures, or C0,/0, mixtures for higher oxygen pressures. Runs were car-
ried out for time periods up to 24 hr. All tests were static. After each
run, the sample was sectioned by diamond saw, and mounted and polished for
metallographic and microprobe analysis. Samples of slag were also analyzed
for various elements by atomic absorption and conventional wet chemical
techniques.

Starting Materials. The bottom slag from the Sioux cyclone burner ana-
lyzed 50% SiO,, 20%Z Al,03, 17% FeO, 7% CaO, 1% MgO, 0.3%Z S, and 2% alkali ele-
ments. The as-received slag was remelted in an iron crucible to give a homo-
geneous liquid, and then poured into cold steel molds. The flyash from the
same boiler had about the same composition, but contained about 2% carbon as
opposed to the 0.067% carbon of the bottom slag.

The molybdenum samples were 1.3 mm wire, which contained approximately
0.3% Fe as the major impurity. MoO, was prepared by mixing Mo and MoO3 pow-
ders in stoichiometric proportions, and heating to 1100°C in a sealed and
evacuated silica capsule. The MoO, product was checked by x-ray diffraction
and gravimetric analysis.

MoO, Solubility Experiments. Finely ground MoO, and pulverized slag
were mixed in various proportions and equilibrated in CO/CO, mixtures with
45% CO, (oxygen pressure = 10-8.8 atm). The Union Electric slag saturated
at about 1.1%Z MoO,. The solubility increases with increasing oxygen pressure,
the exact extent of which has yet to be determined.

Reaction Product at Slag/Metal Interface. A variety of short (4-6 hr)
and long (16 or more hr) runs were performed, over a range of oxygen pressure
from 10711 to 10-3.1 atm. On the shorter runs, the reaction layer was rela-
tively thin (1 - 2um), and the appearance seemed to be relatively inde-
pendent of oxygen pressure. Longer runs gave a more well-defined and thicker
film, especially at the higher oxygen pressure.

Fig. 2 shows a microprobe trace for iron and molybdenum across the slag/
metal interface at an oxygen pressure of 10~11 in the gas. The layer is less
than 5 ym thick. Iron has diffused into the molybdenum, and molybdenum has
diffused into the slag. The molybdenum content of the slag is about 1.3%,
which is higher than the 0.8% Mo obtained from the MoO, solubility measure-
ments.

Microprobe analysis of the reaction layer shows it to be MoO,, with
about 11% Fe (the same iron content as the slag). The photomicrograph shows
the layer to be poorly adherent, and with irregularly shaped particles.

Fig. 3 shows the microprobe trace for iron and molybdenum across the
slag/metal interface at an oxygen pressure of 10-3-1 atm. 1In comparison to
the data in Fig. 2, the wire has corroded much more, the reaction layer is
thicker, and the molybdenum in the slag is higher. In addition, the wire
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shows much less iron. The photomicrograph shows the reaction layer well-
locked with the underlying molybdenum. Microprobe analysis showed the layer
to be MoO,, with less than 1% iron.
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Figure 2. Microprobe Scan and Photomicrograph of Slag/Metal Interface.
Unseeded Slag, Oxygen Pressure = 10-11 atm. Magnification 1250X.
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Figure 3. Microprobe Scan and Photomicrograph of Slag/Metal Interface.
Unseeded Slag, Oxygen Pressure = 10-3.1 atm. Magnification 1250X.

Effect of Seeded Slag. All seeded slag experiments were performed with
the Union Electric slag, with 10% K,S0, added in powder form. In many cases,

the seeded slag tended to climb out of the crucible, and so long-time runs
with thicker slag layers were difficult.

The solubility of MoO, was increased in the seeded slag to 4% Mo (at the
same oxygen pressure as was used in the unseeded solubility experiments).
Photomicrographs of the seeded solubility sample showed MoO, particles in
the slag that had dissolved and reprecipitated as a result of thermal
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ratcheting, so the value of 4% is believed to be very reliable as a satura-
tion concentration.

The slag/metal interface was examined at low oxygen pressures (1011 atm)
and the results are shown in Fig. 4. The reaction layer shows irregularly
spaced particles, with a much greater recession of the wire than in the cor-
responding conditions for unseeded slag. The iron content of the molybdenum
wire approaches 8% at the wire surface, which is close to the iron saturation
value from the phase diagram. The reaction product could not be clearly
identified in this run. The molybdenum content of the slag is high for a
greater distance away from the interface than in the absence of seed.

The slag/metal interface was examined after a run at high (10-3-1 atm)
oxygen pressures, and the results are shown in Fig. 5. The reaction layer is
similar to the unseeded high oxygen case, but thinner. The reaction layer is
MoO,. The Moly concentration in the slag of 47 is in good agreement with the
solubility measurements. The iron content of the molybdenum wire is the
lowest of all experiments.
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Metal Interface. 107% K,SO, Seed Added, Metal Interface. 10% K,SO, Seed
Oxygen Pressure = 10-11 atm. Added, Oxygen Pressure = 10~~°~ atm.

DISCUSSION OF RESULTS AND CONCLUSIONS

Under the experimental conditions used for this study, molybdenum reacts
with the slag to form a more or less adherent film or reaction layer, and some
iron from the slag diffuses into the molybdenum. Under oxidizing conditionms,
and probably under reducing conditions, the film formed is MoO,. 1In a high
silica slag (at low oxygen pressures) the Mo solubility is about 1%, and
increases with increasing oxygen pressure. In a slag seeded with 10% KgSO,,
the reaction rates and molybdenum solubility are increased.

In some preliminary experiments, the extent of molybdenum corrosion under
oxidizing conditions was decreased by the presence of carbon in the slag.
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However, excess carbon precipitated iron, which then alloyed with the molyb-
denum. Slags high in silica and low in iron were found to exhibit a much
less corrosive effect on molybdenum than slags higher in iron, and lower in
silica.

The results of the work to date indicate that if the oxygen potential at
the slag/metal interface can be kept low, the corrosion of molybdenum is mi-
nimal. Control of the oxygen pressure might be achieved by control of the
amount of unburned carbon that is contained in the slag. The presence of
seed in the slag increases the corrosion of molybdenum as compared to the
unseeded condition, so that greatest stability would occur if the seed con-
centration at the slag/metal interface was kept low. The iron content of the
molybdenum increases with decreasing oxygen pressure, but no evidence of any
intermetallic compound formation was observed in the results to date.
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LOW TEMPERATURE MATRIX IR AND EPR SPECTROSCOPIC STUDIES OF
REACTIONS INTERMEDIATE IN REACTIONS OF ALKALI METAL ATOMS

WITH H,0, CO, C,H,, C,H, AND CO,

R. H. Hauge and J. L. Margrave
Rice University, Chemistry Department
Houston, Texas 77001

In systems which are undergoing rapid temperature changes such as occur
in MHD power generation,[l] one must consider whether chemical equilibrium is
established. Obviously an understanding of reaction mechanisms and rates is a
necessity. Flame studies have provided important reaction rate data for the
alkali metals [2]3 however, high temperature studies do not in general provide
insight into the nature of the reaction intermediates. Low temperature ma-
trix studies [3] of high temperature reactions provide an opportunity to
study reaction intermediates since most reactions carried out at high temper-
ature possess sufficient activation energy so as to prevent anything but
simple association at low temperature. Knowledge of reaction intermediate
structures and stabilities permits the prediction of reaction rate tempera-
ture dependence and aids in the prediction of unmeasured reaction rates from
measured rates,

Two important reactions of potassium in MHD systems concern its ioniza-
tion and reaction with H_ 0, It is possible that combustion gases play a
catalytic role in the ionization of potassium as indicated by the following
reactions:

M+ E>uma >mta+e
Mta > Mt + 4

Ionization occurs by transfer into molecular orbitals of A from which it
leaves, This allows for a more gradual change in potential energy of the
electron in comparison to direct ionization processes. Thus ionization
cross sections for collisions of a hot molecule of A with an alkali metal
atom might vary as a function of the ability of A to accept an electron

from an alkali atom and the stability of the charge transfer complex. Charge
transfer seems to be dependent on the presence of low lying molecular excited
states. The stability of the complex would depend on the electron affinity
of A, The amount of structural change occuring in A when it accepts the
electron will also influence the probability of transfer, Less structural
change should result in more probable electron transfer. Finally, increased
density of electronic, vibrational, and rotational states of A, i.e. polya-
tomic species and transition metal molecular species, should increase the
role of A in ionization processes,
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A number of combustion gas components complexed with alkali metals are
listed in Table I.

TABLE I

Bonding Changes in A when Complexed

with an Alkali Metal Atom

X A(D) M+-A'(9)(cm'1) %AY X(o) Ao, Ref.
c, 1827 1780 2 4
co 2140 1600 25 5
NO 1876 1350 28 6
0, 1555 1100 29 7
sio 1230 1000 19 5
co, 2350 1600 32 180 -46 8
NO, 1618 1244 23 134 -19 9
50, 1362 1042 23 120 -10 10
C,H, 3290 2900 12 5
C,H, 3090 2370 23 5

Their frequency shifts and bond angle changes indicate the effect of electron
transfer to A, 1In all cases essentially complete electron transfer is indi-
cated by comparison of measured frequencies to known anion values of A and

by the loss of alkali nuclear spin splitting of the unpaired electron in EPR
studies of the complex.

Thus all of the gases listed could play a catalytic role in ionization.
Those with the more positive electron affinities (e.v.)[11] such as, C,(3.5),
N02(2.3), S0,(1.0) should be more effective per collision. The smallef bond
angle change“of SO2 should also enhance its effectiveness.

The complex of an alkali metal atom and water is interesting in that
H,0 has little electron affinity and no low lying molecular orbitals; thus
complete charge transfer is not expected. Also the complex may undergo
further reaction to form the hydroxide and a hydrogen atom if additional

energy is provided. The minimum energy required is obtained from bond energy
differences as follows:
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+

LiOH + H + 15 kcal/mole
NaOH + H 4+ 37 kcal/mole

KOH + H + 33 kcal/mole

6+ 8-
M 0H2

Li + H,O
Na + H,O
K + H,O
M + H,0

¥

¥

NN NN

EPR spectra of the mono-water and di-water complexes of lithium are shown in
Figure 1.

CH

AN

i+ Hy0
Ar Matrix
; 25 0e —|
i (H,0)
l e S |
3R | 12 7Li -1/2 | =312
1/2 =12

H (Og) ——

Figure 1
EPR Spectra of Lithium-water Complexes

Analysis of lithium and hydrogen nuclear hyperfine splitting clearly shows a
reduction 34% and 60% in lithium 2s orbital character of the unpair electron
for mono-water and di-water complexes respectively. Hydrogen nuclear split-
ting indicates the hydrogens to be equivalent in both complexes. The loss in
.28 orbital character is taken as a measure of charge transfer to water.
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Results for the alkali metal atom mono-water complexes are given in Table II.

TABLE II

Bonding Changes in H20 When Complexed

with an Alkali Metal Atom

- -— o +
M 1 (01, " (en™h) %A% 5 Ref,
Li(vz) 1572.8 1.10 0.34 5
Na(vz) 1582.9 0.46 0.17 5
K(vz) 1583.7 0.41 0.14 5
Cs(vz) 1587.4 0.18 "0 5
. 1590, 3* 0] 5
* Unperturbed Water
hv
1
M.OH - MOH + H
2 h
V2
HZO'M'OH2 - H20°M0H + H
hv2 < hvl

One notes a close correlation between the extent of charge transfer and the
shift in v, of water. Water is thought to act as a Lewis base through one
of its lone pairs since both methyl ether and ammonia cause very similar
reduction in 2§ character [5]. Both the mono-water and di-water complexes
of lithium rapidly photolyze to lithium hydroxide and mono-hydrated lithium
hydroxide respectively. The di-water complex requires less energetic light
than the mono-water.

It is of interest to investigate the charge transfer between an alkali
metal atom and molecular Lewis acids without low-1lying excited states, such
BF, and SF,. Extensive infrared and Erk experiments have shown no evidence

fof complex formation with BF, and SF.. Rather surprisingly, one concludes
that charge transfer does not occur.

Generalization of alkali metal atom studies suggest the following rules
for charge transfer to a molecular species,
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Rules for Alkali Metal Atom-Molecular

Complex Formation

M+ A - M6+'A5—

1. 6§ =~ 1 when A has low energy excited states.

2, 0<6+<1 when A is a Lewis base without low energy excited
states.

+. : \ . . .
3. § 20 when A is a Lewis acid without low energy excited
states.,

The condensation chemistry of high temperature molecular species can
also be followed by low temperature studies. An example is provided by our
recent studies of alkali metal atom reaction with carbon monoxide. Figure 2
shows infrared spectra where bands are assigned as follows:

Li+co'(1755.g—1738.9 , Lit(0cco)(1655.7), Li'(C00C)™(1524.6), Li;(OCCO)—Z
(1429.8), Liz(occo)" (1279.5).

100 T T T T T \i T T T T T T T T T
m - —
&r B
0 B
1733.3 -
wh 1219.5 B
1811.0
1951.4 129.8
- ER
2% i
H 1738.9
[}
£
£ o .
"
1524.6
0 74,2 e
17155.0
2 —
0 4
1655.7
0
200 1950 %00 180 I 1750 1
cm?
Figure 2

Infrared Spectra of Lithium Carbon Monoxide Reaction Products
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If ;he matr%x is annealed,all species rapidly convert to the stable salt
Li, (OCCO) " “. The rapid reaction at low temperatures (20K) indicates the
CO”anion is a very reactive species. The above salt and analogous salts
of the other alkali metals can be obtained as stable room temperature

solids.

Similarly,co-condensation reactions with CO2 leads to oxalate salts at
room temperature,

The condensation chemistry of potassium is 1likely to occur primarily
through potassium hydroxide since it is the most abundant potassium molecular
species at high temperature. Also as the temperature drops rapid reaction
of potassium atoms with abundant water will create additional potassium
hydroxide. It would appear very useful to study co-condensation mechanisms
of KOH with CO, COZ’ 50,, NO, NO, etc. individually and as mixtures where
competitive reaction ra%es are evident.

This work has been supported by the National Science Foundation and the
Robert A. Welch Foundation., Liquid helium was obtained with the aid of a
grant from the U.S, Office of Naval Research.
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THE FIRST 20 YEARS OF MHD DEVELOPMENT#*

Arthur Kantrowitz, Chairman
Avco Everett Research Laboratory, Inc.
Everett, Massachusetts

It is now 19 years since Richard Rosa, working at the Avco Everett
Research Laboratory, first produced an operable MHD generator. This
generator produced 10 KW for 10 seconds. If generators of that size had
commercial uses, MHD power would have been a reality long since. The problem
has been that no efficient MHD generator has ever been designed for very low
power. To be efficient, the power generated must be large compared to the
heat lost to the walls. The result is that only large scale MHD generators
(for commercial fuels, hundreds or thousands of MW) have commercial potential.
It was demonstrated (Mk V, 32 MW for one minute) some 13 years ago that it
was indeed possible to produce large powers with MHD generators if one did
not simultaneously face the problems inherent in long durations. Recent
American experience, (Mk VI, 200 KW for 95 hours) shows that for long
durations we can also produce power under the conditions (Z.e., 1 amp/cm?
electrode current, electric field strengths of 1.25 KV/meter in the presence
of coal slag which will be present with coal combustion) which are expected
in a commercial plant. However, it is necessary to scale this power output
up by a factor of several thousand before we reach commercial scale. If,
for example, we were to do this in cautious steps of a factor of 5 (the
scaleup to the CDIF) we would need 5 such steps to reach commercial scale,
and if each such step took 6 years, and if these steps could not proceed
concurrently, the achievement of hundreds of MW would take 30 years. This
analysis makes it clear that it will be absolutely necessary to take bold,
courageous steps in order to develop MHD in a timely way. Academician
Sheindlin, the High Temperature Institute, and the Soviet people as a whole
are to be commended on the magnificent courage they showed in taking the bold
steps needed to develop MHD. I am sure everyone in a world faced with limited
fossil fuel supplies will be grateful for these courageous steps. In June
of 1964 a Soviet delegation led by the late Academician Millionshekov visited
Cambridge, Massachusetts and asked to see the Mk V generator. This
permission was granted and we like to think that it helped in making the
courageous Soviet decision to proceed with the U-25. What has happened to
the American program since 19597

The history is remarkably like the biblical parable about the seven
lean years and the seven fat years. During the seven fat years (Fig. 1)
we were able to follow up on the first successful MHD generator with a 1500
KW and finally the 32,000 KW short duration generators, together with some
success with very low power for up to 200 hours. Other important
achievements also followed out of this program, such as the stabilized
superconducting coil and electrostatic precipitation of seed, etc. In these
years, the MHD program was largely privately financed and was led very
courageously by Philip Sporn who was then Chairman and President of

*This talk, which is essentially identical to that given at the Conference,
was presented at the World Electrotechnical Congress (Moscow, June 1977).
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Descriptions of each of these achievements are to be found in the 1list of

references which are arranged in chronological order.
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American Electric Power Company. During these years we were able to
demonstrate that MHD generators could, with development, be made to achieve
their designed power. Thus, the physics of MHD plasmas have been amply
confirmed. A number of milestones were set by the utility companies
sponsoring this project. We were required to domonstrate that we could

build large scale superconducting magnets, that we could recover seed
economically, that with the concept we were using we could replenish electrodes
as needed, and finally that the predicted economics could show promise for
MHD. At that time the fuel prices used for economic calculations were 25¢
per million BTU (that price, as everyone knows, is just part of the good old
days). We ended up with a prediction that MHD power with the initial

designs, which hopefully could achieve 507 efficiency, would be about 10% more
expensive than conventional power. The utility companies were persuaded

to proceed because they saw great potential for improving the economics

of MHD. This was a very far sighted policy and in many ways it matched the
courage shown by our Soviet colleagues. These seven vigorous years culminated
in a proposal to build a pilot plant which was estimated by the American
Electric Power Company to produce 30 MW for months of duration and to cost

30 million 1966 dollars. For a time it looked as though this proposal would
be approved and the U.S. Government would contribute 1/3 of the cost.
Unfortunately, these funds were not forthcoming. Following this decision

not to fund this pilot plant in 1966, American MHD declined to a holding
effort for seven lean years. This lean period was brought to an end by the
interest of Senator Mike Mansfield in efficiently utilizing the enormous

coal reserves of his home state of Montana. His influence was crucial in
starting a new MHD program.

At the present time, it is my position that American MHD program needs
to start a pilot plant before it can make advances comparable with the great
advances that have been made by the Soviet Union. Lacking such a program,
we have undertaken a profusion of academic research programs which would be
much more exciting if they related to an American MHD pilot plant. It is
my hope that our energy needs will spur the courage necessary for this
important action. Because of the magnificent success of our Soviet colleagues,
it will now take much less courage than it would have for us to start a pilot
plant in 1966, as was originally proposed.

Hope has been raised that the United States will undertake an accelerated
program that will lead to an early pilot plant. In a recent appearance
before the U. S. Congress, Dr. Robert Fri, Acting Administrator of the U. S.
Energy Research and Development Administration (ERDA), and Dr. Philip White,
Assistant Administrator for Fossil Energy, expressed the desirability of
going ahead with the Engineering Test Facility and asked the Congress for
the funds needed to undertake a development program that will make MHD
commercially available in the early 1990's. The Congress will make its
decision during the summer months and we are hopeful that with its anticipated
support and the enthusiasm of Dr. Fri and Dr. White the United States will
have an Engineering Test Facility within the next several years.
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SUMMARY

The conference served to identify many of the problems encountered in
open-cycle, combustion-fired MHD generators and some of the contributions
which basic science can make to the solutions. One of the more difficult
objectives was to expose active research not directly applicable to the MHD
system, but indirectly related to it through potentially usable techniques
and scientific understandings. Another objective was to expose to the
scientific community the crucial areas which limit the operational lives of
current open-cycle, combustion-fired MHD generators. The achievement of
these objectives require communication between the engineering and scientific
communities and coordination between and within each group.

Much of the effort related to the basic sciences appears to be fragmented.
Aside from the unifying influence of those doing the modeling, there seems
to be little evidence of an overall guiding influence which continually
assesses the crucial directions and gives a semblance of the longer range
planning. In a sense, this area is left neglected between the highly direct-
ed engineering effort and the efforts in the purer sciences. On the basis of
the number (v 200) and interests of the participants, we believe that some
lines of communication between these two groups have been initiated.
Problems of communications are always severe the first time an interaction is
undertaken among engineers, plasma scientists, and materials scientists, all
with different technical backgrounds. Hence it may take more than one meet-
ing of this type to overcome the differences in vocabulary and in focus of
scientific interest and to develop a mutual appreciation of each other's
points of view and of the contribution each can make to the solution of
problems with an ultimate impact on society. Communication should improve
steadily if there are iterations of this effort at intervals of a year or so.

In the first session, an overview of the status of the MHD generator was
presented. Among the presentations, was a short, narrated film on the Soviet
generating unit which provided a vivid frame of reference for promoting the
exchange of ideas during the meeting. The diversity of subjects treated by
the papers in sessions that followed served to illustrate the issue central
to the conference, namely, that the development of coal-fired MHD generators
as a viable part of the energy technology requires the assistance of funda-
mental research in diverse areas.

Efficient power generation requires that the MHD plasma maintain a high
conductivity. The conductivity is proportional to the density and mobility
of electrons. Both of these quantities, determined by electronic, ionic,
and molecular processes, were the central theme of discussion in two of the

sessions.

There is a paucity of information on the nature of MHD plasmas and the
fundamental energy transfer processes occurring therein. Even diagnostics
to monitor events in the plasma need further development despite the fact
that some of the presentations were received very well and were highlights
of the conference. Admittedly, the plasma is a complex mixture of particles,
ions, atoms and molecules, but the need for understanding its role in MHD
power generation is essential. Reliable measurements on its behavior must
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be made. The presence of magnetic and electric fields will make the analysis
formidable but it appears partially tractable. Ultimately, the nature and
mobility of charge carriers must be followed by delineating their interaction
with the molten slag. The influence of the boundary layer needs considerable
attention.

There seems to be much activity directed toward modeling and estimating
concentrations, conductivity, and particulate effects in the gas-plasma but
often they are based on inadequate data. One illustration of the difficul-
ties encountered in predicting species concentration and conductivity is the
question concerning the stability of A103. With regard to the inadequate
data, perhaps more emphasis is needed on semi-empirical procedures. Al-
though these procedures are not as elegant as molecular orbital calculations,
they might be more reliable, especially for polyatomic species. By using the
best of the concepts and results of atomic and molecular theories together
with systematic empirical correlations, one might improve that the reliabil-
ity of estimated thermochemical quantities.

Under temperatures and pressures expected for the MHD plasma, the reac-
tions among gaseous species are rapid, and one usually assumes that the
electron density is determined by local thermodynamic equilibria among all
the species. However, an examination of possible chemical kinetic effects
would be useful. Deviations from the equilibria may occur where concentra-
tion and temperature gradients are steep, e.g., in the boundary layer near
the duct walls or in shock waves. One kind of thermodynamic equilibrium
(a limiting case) would have the photon spectrum be the black-body spectrum
at the thermodynamically defined temperature, but with departures from
equilibrium one should establish whether the photon spectrum departs from
equilibrium while the compositional equilibrium is maintained, or whether
the electron energy spectrum departs substantially from thermodynamic
equilibrium while the compositional equilibrium is maintained. Thus,
interests should focus on identifying circumstances where non-equilibrium
effects may cause significant deviations from the model of local thermo-
dynamic equilibrium at places such as near surfaces or other strong gradients,
in cool regions where reaction rates are slow, or in connection with pro-
cesses like the growth of particles where full equilibrium may not be
attained. In addition, the discussions should recognize that interactions
among the particles are mediated not only by collisions with the gas or with
each other, but also by radiative transport. The influence of radiation
between the highly emissive particles on the maintenance of equilibrium or
deviations from it needs to be examined.

Some of the molecular properties used in the thermodynamic calculations
are well known, but certainly not all of them. Quantum-chemical calculations
can fill gaps in our knowledge for species not readily amenable to experi-
mental or empirical study. In addition, there are two principal sources of
uncertainty, which may imply a possible reduction of the electron density.
First, electron capture by particulates and slag is a matter of some concern.
Although the principles for estimating the magnitude of this effects are
known, the current uncertainty of a crucial parameter, the effective work
function of the slag, prevents a firm prediction. (This topic exemplifies
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connections of molecular physics with material sciences not adequately
emphasized in the Conference). Second, equally damaging to the conductivity
would be the capture of an appreciable fraction of electrons by gaseous
species resulting in negative ions. Therefore, the energetics of molecular
negative ions is important; knowledge in this area is expanding rapidly
owing to powerful experimental techniques including use of tunable dye lasers.
In this connection, it should be noted that while some species that might
occur in the MHD plasma have large electron affinities, these generally are
comparatively large polyatomics that will be relatively unstable (because of
entropy effects) at MHD temperatures. Thus, information on energetics must
be supplemented by other thermodynamic data to determine stability.

The knowledge of the electron mobility, in contrast, is very far from
established. The connection of the electron mobility with microscopic
molecular properties such as electron-collision cross-sections is complex,
and our current knowledge of those cross sections is incomplete. Probably
the most important of the cross-section data concern highly polar molecules
such as H20 and KOH. Four of the papers presented represent the major lines
of attack on challenging problems in this area. The different approaches
discussed in these papers are complementary to each other with respect to
their ranges of applicability and to the insight they offer.

In spite of various qualifications, the Conference certainly stimulated
many molecular scientists to think about the application of their work to
specific questions connected with the basic plasma properties pertinent to
the MHD power generation. With the full record of the Conference at hand,
it may be desirable to formulate a comprehensive program for future basic
work necessary for MHD technology. It is doubtful that many scientists
have a thorough conceptualization of all the practical plasma problems in
MHD in terms of the fundamental processes. However, a carefully selected
group knowledgeable on separate problems could be brought together to
identify and place into some priority the problems capable of solution with
research in atomic and molecular sciences. Such a gathering should be
encouraged to provide a summary usable as a guide for future research in
this area.

Materials are crucial to the commercial success of MHD generators.
Feasible power generation requires that the electrode-insulator assembly
withstand the erosive reactions of arcing and the corrosive reactions of the
slag, or that these reactions be minimized. The gradients in the boundary
layer promote arcing and the high temperatures promote mutual solubilities.
The use of high temperature ceramic electrodes minimizes energy losses but
accelerates the chemical and structural degradation; lower temperature
metallic electrodes show the opposite effects. The most aggressive species
are oxygen at the anode for metallic systems and potassium, calcium, and
iron at the cathode for ceramic systems. The Conference identified some of
the problems associated with corrosion by slags, chemical stability, thermal
conductivity, thermal expansion, electrical conductivity, and thermal shock.

The presentations on lanthanum chromites and iron aluminates with various

additives such as strontia, magnesia, magnetite, and combined with zirconates
show that the properties of these perovskites and spinels can be
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systematically altered and controlled. These studies suggest that in the
near future enough information will be available so that materials experts
can produce an oxide system to meet the conditions required by the design
parameters, including the possibility of graded electrodes to compensate
for temperature gradients. At the very least, these multicomponent oxides
serve as prototypes to identify the kind of materials science which is
needed.

Several topics related to the science of materials were not discussed.
Among these were the fundamentals of electronic conducting ceramics,
arcing phenomena at ceramic surfaces, electron emission of ceramics,
diffusion of impurities into electrode and insulating materials, prediction
of volatilities of components from multi-component systems, mechanical
properties, and solid state reactions between electrode materials and slags
especially at phase boundaries and as controlled by microstructure. One
important area which the Conference was unable to cover concerns erosion of
the channel by the plasma. This involves questions of gas-phase boundary
layer plasma behavior, arc erosion, ion-surface collisions, and low-energy
sputtering. Questions which arise are: What are the dominant mechanisms
for transport of mass, charge, and energy from the plasma to the surface,
and vice-versa, through the boundary layer? What is the role of thermionic
emission? How efficient is gas-surface energy transfer at the gas-electrode
interfaces of cold copper electrodes? Electrical breakdown of insulators is
a particularly severe problem. More basic research of this phenomenon is
needed.

The problems associated with materials are so critical and the nature of
materials science is so complex that solutions require not so much isolated
experimentation of material properties but rather investigations more fully
coordinated to the phenomena which occur in the generator. We do not yet
know whether materials or designs exist or can be invented which permit
adequate operational times, but we probably do know materials properties well
enough to suggest that only through basic studies of both the phenomena
which lead to the deleterious effects and the materials properties taken as

a total system can one achieve orders of magnitude improvement in materials
performance.

At the temperatures produced in the combustor and the MHD generator a
significant fraction of the inorganic minerals of coal vaporize and sub-
sequently condense either as particulates or as slags. Hence, information
related to partial vapor pressures and other thermodynamic properties of
aluminosilicates containing potassium, calcium, iron, sulfate, etc. are
needed to understand these processes. During the past two decades, the high
temperature thermodynamic behavior of many of the binary systems have been
characterized. Thus, data for silica, alumina, magnesia, potassium sulfate,
and potassium carbonate are sufficiently reliably known. Investigations of
some of the ternary systems such as K-Si-O have been initiated and were
discussed at the Conference. Extensions of these measurements are needed to
furnish the data used for the thermodynamic modeling of the gaseous phase.
However, because the condensed phases in the systems are multicomponent,
it is not feasible to derive thermodynamic descriptions of the sublimation
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through measurements alone. Some effort directed toward the understanding
of the structure and bonding in these systems is needed so that more inter-
pretation and prediction can be accomplished. Scientifically, the alumino-
silicates with the additional components should be interesting because they
contain both ionic and covalent bonding and the chains of polysilicates.

In particular, extensions of the description presented in terms of the
silicate chains to macroscopic properties such as viscosity are desired.

Calculations and modeling associated with the vaporization and condensa-
tion of silica have identified the grosser features of these processes.
However, the effects of the various conditions existing in the MHD system on
these processes are not well known. For example, silica sublimes at the
lowest oxygen pressures existing in laboratory~-produced vacuo to gaseous
8i0p. In contact with a reductant such as carbon, it sublimes to gaseous
5i0. During the combusion of coal some of the silica may be in contact with
carbonaceous material at temperatures above 1000°C and some of it may be
isolated. Consequently, a non-equilibrium mixture of Si02 and Si0 may be
produced. If subsequently, the SiO attains equilibrium with oxygen at
sufficiently high pressures, then Si02 will condense as particulates. If
Si0 condenses otherwise, then a disproportionation will occur to §i09 and
Si. Thus, the process of condensation to form either particulates or slags
can be a non-equilibrium one in which the saturation line and the onset of
nucleation can be described only through more study and observations concern-
ing what actually exists in the MHD environment.

Related questions concerning heterogeneous processes in the gas stream
are: What are the size distributions and chemical compositions of parti-
culates at various positions in the gas stream? How important are
particulates in channel erosion? Do particulates cause plasma instability?
Do particulates act as nucleation or growth centers for slag or for seed?

Much work must be done in understanding transport and electrical proper-
ties of aluminosilica melts. One was impressed not so much with the limited
knowledge of the chemistry of slags as much as with the absence of the know-
ledge of the physics. 1In this regard, the study of the thermionic emission
properties of coal slags was one of the highlights. The problem of arcing
vs uniform current emission is in serious need of a solution.

Among the questions which were asked are the following: What degree of
fundamental understanding currently exists concerning the slag behavior
found in MHD prototypes? To what extent does one understand the underlying,
microscopic reasons for the observed effects of potassium addition upon slag
electrical conductivity and upon slag viscosity (corrosive activity)?
Molten slag plays a very important role in the MHD channel, and slag behavior
is one area where fundamental scientific understanding might be useful
immediately to the design engineer.

One area which requires further study is the chemistry of seed recovery.
The questions are: How pure is the seed condensate? What chemical problems
are encountered in reprocessing and repurifying the condensed seed? What
contaminants cause difficulties in seed repurification? At what stages of

297



the cycle are these introduced? To what extent do they come from the coal
(unavoidable) and to what degree from construction materials (conceivably
avoidable)? Also, there was no discussion of the physical processes such as
chemical kinetics and heat and mass transfer which control the nucleation and
growth of the seed being recovered.

Another area neglected by the Conference concerns environmental questions.
How does emission of SO, SO3, NOy, and particulates in MHD compare with
other methods of burning coal? Will the MHD cycle make it necessary to
modify the clean-up procedures being developed, or in use, for conventional
coal power plants? Are any new environmental problems introduced by the MHD
cycle, for example, by the seed injection and recovery process? Are there
chemical problems involved in the use of KpC03-K3S04 as seed to remove S03?

These are some of the questions asked by the scientists who are interest-
ed in knowing how their researches can contribute to solutions of the prob-
lems. If one examines some of the papers presented at the 16th Symposium on
Engineering Aspects of Magnetohydrodynamics, one finds some of the answers
to these questions. But in so doing one recognizes the issue which fostered
the conference on the basic sciences related to MHD systems, i.e., the
deficiency of communication between the engineering and scientific communi-
ties.

Among the approximately 50 papers presented at this Conference and at
the 16th Symposium on Engineering Aspects of Magnetohydrodynamics in
Pittsburgh in May, 1977, only five are the same. Hence, the duplication is
small, but the overlap is significant. The two conferences were intended
to serve different purposes, but they cannot help to promote greater under-
standing of the contributions which the basic sciences can make if they are
entirely isolated. In organizing this Conference, we sensed a desire on the
part of several persons to have a forum wherein the scientific aspects
could be stressed, and to make a contribution if an understanding of the
crucial problems were identified. Hence, some continuation of the exchange
of information between the two communities seems to be desired.

R. J. Ackermann
H. U. Anderson
J. Berkowitz

M. Inokuti

C. E. Johnson
J. V. Martinez
G. Rosenblatt
F. T. Smith

R. J. Thorn
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